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Abstract
The protective performance of heat- and flame-resistant materials can be studied using a bench-
scale test or a full-scale instrumented manikin test. However, there are some limitations of these
evaluation methods. The existing bench-scale test could not be applied entirely to assess the ther-
mal protective performance of fabrics if the exposure duration is fixed, while the existing manikin
test only provides limited information about the local difference in thermal insulation. This study
developed a new index of maximum attenuation factor to second-degree burn injury (maximum
attenuation factor) as an improved quantitative method of the thermal protective performance,
and then investigated the use of maximum attenuation factor during the bench-scale test as well
as the manikin test. It demonstrated that the calculations of maximum attenuation factor were
highly repeatable. In both the bench-scale and the manikin test, strong correlations were found
between the results derived from the proposed method and the measurements from the existing
test method. The results between the bench-scale test and the manikin test can also be compared
as a united index.
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Introduction

It is reported that tens of thousands of firefighter injuries occur in the line of duty every year
as firefighters are the first responders to suppress unwanted fires and rescue victims. The role
of protective clothing and other personal protective equipment made of heat- and flame-
resistant textiles is fundamental for the firefighter’s safety. In order to develop advanced pro-
tective ensembles and equipment for emergency responders, test methods for evaluating the
ability of personal protective systems are required by research institutions and companies.

Several kinds of test methods have been developed to determine the thermal risks with
textile materials. The use of any particular standard test method is based on the end use of
the textile material and the country where the material is to be used. Test method that quan-
tifies the thermal protective performance of fabrics exposed to a simulated flashover condi-
tion is specified in ISO 17492:2003.1 This test method is widely known as the TPP test,
which is used to determine the performance characteristics of the fabrics or fabric combina-
tions in providing protection against second-degree burn injury upon exposure to a flash
fire. Besides the bench-scale test, the performance characteristics of a flame-resistant cloth-
ing ensemble can be studied using a full-scale instrumented manikin, and the details of this
test method are defined in ASTM F1930-13.2 With the introduction of the TPP test and
manikin test, the protective performance of flame-resistant clothing has been extensively
investigated. The efficiency of the thermal protective fabric is affected by its physical proper-
ties such as thickness, density, weight, air permeability, thermal conductivity, and struc-
tures.3,4 Other factors related to the whole garment such as the accessories, design features,
and the fit of the garment may also affect the overall performance.5,6 Previous studies,
including the bench-scale tests7 and flame manikin tests,8,9 showed that air gaps played an
important role in thermal protection.

Although the protective properties of materials can be evaluated using either bench-scale
tests or instrumented manikin tests, the evaluation methodology of the test approaches is dif-
ferent. In the manikin test, the instrumented manikin will be exposed to simulated fire for a
fixed period of time.2 This fixed exposure duration is varied based on the layers of the protec-
tive clothing and also the test requirements. Heat sensors fitted to the surface of the manikin
are used to measure the transferred heat flux variation with time. The measured heat flux of
each sensor is then applied to calculate predicted second-degree and third-degree body burn
injuries and their corresponding body areas based on a skin model. Existing bench-scale test,
on the other hand, exposes a fabric and collect test data until a second-degree burn criterion
is exceeded, rather than for some fixed duration.10 Using the bench-scale test, fabrics are then
rated on the basis of the total energy of exposure required to reach this second-degree burn
criterion. Schoppee et al.11 have tried to expose fabrics to the thermal source for a fixed dura-
tion indicative of the length of exposure in a manikin test. It was found that second-degree
burn damage might occur to skin behind some kinds of fabrics while for others no burn inju-
ries were predicted. In this situation, the pass/fail criterion is solely used to rate their protec-
tive capacities, but it is hard to distinguish their protective properties if all the tested fabrics
get the equal grade of pass or fail. In other words, thermal insulative properties of the sam-
ples could not be entirely rated by the limited data obtained from the present bench-scale test
in the case of the fixed exposure duration test. This would be the reason that a rating method
based on the time to exceed the second-degree burn criterion is preferred for most of the
bench-scale studies.3,12 However, when exposed to heat and flame, the length of exposure
time of firefighters is variable according to the specifics of the heat exposure and other
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conditions of operation. Similar to the manikin test, an evaluation method with fixed expo-
sure duration is also required in the bench-scale test for it to be practical.

Utilizing a manikin to assess the overall performance of a firefighter turnout suit, it is
available to find the locations and levels of burn injuries from a diagram of the manikin, and
also get the results of predicted manikin area of burn injury. Apart from these shown discrete
indicators of first-, second-, and third-degree burn injury or no burn injury, no more infor-
mation could be used to differentiate the local differences in thermal protection. Regularly,
the same degree burn injuries were predicted in different parts of the manikin, or several
adjacent sensors, as shown in previous studies.8,13 In this case, the weakness of the thermal
protection within these parts is not that easy to be detected. That is to say, the existing flame
manikin tests can just provide limited information about local differences in thermal insula-
tion.14 In addition to the above limitations in the existing bench-scale test and manikin test,
another issue should be pointed out here. In the bench-scale test, a standard burn injury
curve uses as an incipient second-degree burn threshold level based on experimental data
from Stoll and Chianta,15 while the Henriques’16 burn integral is applied to calculate the lev-
els of burn injuries in the manikin test. In some cases, differences would be found in the pre-
dicted burn injury results if the evaluation methods of the Stoll criteria and the Henriques
burn integral are compared.17 As a result, it poses an obstacle to compare the results from
the bench-scale test and the manikin test since the evaluation methods used to predict the
burn injuries are different.

This study proposed a new index to quantitatively assess the protection provided by cloth-
ing during the bench-scale fire test and the flame engulfment test. This new index can not only
be used to evaluate the performance of fabrics with fixed exposure duration but also could be
applied to the manikin test to provide differential information about the local thermal protec-
tion. The aims of this study were to investigate the validity of the new index and to compare
the results with the measurements obtained by the existing bench-scale test and manikin test.

Evaluation methods

Materials and garments

A number of flame-resistant fabrics were selected in this study. The fabrics are commercially
available and popularly found in the protective clothing field. Table 1 shows the

Table 1. Specifications of the fabric specimens.

Code Fiber content Structure Weight (g/m2) Thickness (mm) Air permeability
cm3/(cm2s)

G1 98% Nomex� IIIA/2% CF Twill 205 0.60 7.6
G2 98% Nomex� IIIA/2% CF Twill 261 0.65 5.6
G3 100% m-aramid Plain 158 0.51 39.4
G4 100% m-aramid Twill 216 0.61 16.1
G5 98% PSA/2% CF Plain 152 0.55 16.9
G6 98% PSA/2% CF Twill 258 0.62 7.0
G7 100% FR cotton Twill 325 0.73 9.6

CF: conductive fiber; PSA: polysulfonamide fiber; FR: flame resistant.
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specifications of the selected fabrics. Garments used in the study were made of the materials
presented below above, and all the testing garments were single-layer coveralls to the same
size. The details of the garment style, and their configurations could be found in a previous
study.18

Manikin tests

The flash fire manikin test of protective coveralls was performed on a newly developed flame
manikin system, which corresponds to the technical requirements specified in ASTM F1930-
13.2 This manikin was built with the technical support of Measurement Technology
Northwest, USA. The size of the manikin is on the basis of the average dimensions of a
Chinese adult male with the height of 175 cm. The simulated flash fire exposure with aver-
age heat flux of 84 kW/m2 is generated by six groups of propane gas burners distributed
evenly around the manikin. A total of 135 individual calorimeter sensors are distributed over
the body surface of the manikin to measure the incident heat flux. The exposure time was
always 4 s for these single-layer coveralls. A large amount of thermal energy that stores dur-
ing exposure may discharge to the skin after exposure and contribute to burn injuries.4,19,20

Therefore, the total data acquisition time was set to 60 s, so that the thermal energy trans-
ferred through and from the test specimen during and after the exposure could be measured
by thermal energy sensors. According to ASTM F1930, the predicted skin damage related to
second-degree and third-degree burn was determined using a skin model. In this study, the
head, hands, and feet were not included, as they were not covered with clothing during the
flame exposure.

Bench-scale tests

A versatile laboratory test apparatus, widely known as TPP tester (Custom Scientific
Instrument Corporation, USA), was modified and used in this study. The tester consists of two
Meker burners and a bank of nine translucent quartz infrared lamps producing a nominal heat
flux of 84 6 2 kW/m2, with 50% convection and 50% radiation upward to a fabric sample.
An electronically triggered pneumatic water-cooled shutter is used to insulate the test specimen
from heat sources for controlling accurate exposure time. A thermal sensor is positioned in
direct contact with the back of the specimen to measure the temperature rise. The duration of
exposure selected was 4 s, the same length of exposure time as in the manikin test. After heat
exposure, samples were separated from the heat source by inserting the blocking shutter.
Sensor data continued to be recorded after terminating the heat exposure until the total data
acquisition time reached 60 s. By prolonging data collection time, thermal energy transfer
caused by stored energy after exposure was taken into account as well. Computer software used
in the tester was modified to accommodate a longer data collection time.

In order to investigate the validity of the proposed new index in this study, measurements
for assessing the protective properties of fabrics derived from a standard test method should
be compared. A newly developed bench-scale test method ASTM F2703-0821 was used.
Comparing with the conventional TPP test, the test method ASTM F2703 is designed to
account for the effect of the thermal stored energy on the predicted skin burn injury. This
standard test method defines the term ‘‘thermal performance estimate (TPE)’’ for the quanti-
tative assessment of thermal protective properties of fabrics. The TPE value is expressed as
the product of the exposure heat flux and the certification exposure time, at which the skin
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burn injury is just predicted after considering the stored energy effect. The Stoll criteria are
applied as the second-degree burn threshold level in the test standard. The TPE rating acts
similarly to the TPP rating, which means that better protection will be predicted with a
higher TPE value. The TPE values of the test specimens were measured according to ASTM
F2703.

Maximum attenuation factor to second-degree burn injury

In the light of ASTM F2703-0821 for the bench-scale test, the response of the sensor requires
to be compared with the Stoll criteria to predict the onset of the second-degree burn. The
Stoll criteria established in this standard differ from the normal Stoll curve, and it is found
to be the total amount of energy rather than the temperature rise of the sensor that must be
absorbed by the skin to sustain second-degree burns for a given length of time. Therefore,
the total transferred energy of the sensor needs to be converted. The temperature rise of the
sensor under a particular heat exposure can be used to calculate the heat flux on the sensor,22

and then, the total transferred energy can be derived by integrating the heat flux with time.
The details of the equation for the calculation of the total transferred energy are described in
ASTM F2703. Figure 1 shows an example of the sensor response and the Stoll criteria under
ASTM F2703. In order to examine the relations between the sensor response and the Stoll
criteria, the ratio between them at each time step was introduced in this study, and a new
index named maximum attenuation factor (MAF) to second-degree burn injury was pro-
posed, which was calculated as the maximum ratio of the sensor response to the Stoll criteria
throughout the test

MAF= max
Q(t)

S(t)

� �
ð1Þ

where Q(t) stands for the total transferred energy at time t (kJ/m2) and S(t) stands for the
value observed in the Stoll criteria at the same time point t (kJ/m2). If the value in MAF is
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Figure 1. Schematic representation of the sensor response and the Stoll criteria under ASTM F2703 and
the determination of the MAF.
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attained to be less than 1.0, the total transferred energy is below the amount of energy
absorbed by the skin to cause the second-degree burn injury throughout the test. If the
MAF is found to be more than 1.0, the total transferred energy is expected to exceed the
burn injury performance curve of Stoll criteria at some time point, indicating the occurrence
of the second-degree burn injury.

The index of MAF was first introduced in the bench-scale test, and then it was extended
to the flame manikin test. In order to obtain the MAF value, the Stoll criteria should be
taken as the skin burn perdition guide curve in the manikin test as well. In fact, this study
was not the first attempt to apply the Stoll criteria to an instrumented mannequin test. Like
ASTM F2178-12,23 the Stoll criteria are considered as the second-degree burn threshold level
for the assessment of the protective performance of the face product mounted on a standard
mannequin head. In the manikin test, the MAF of each single sensor could be determined by
using equation (1). The overall maximum attenuation factor (OMAF) of a garment in the
manikin test was obtained from the area weighted average of the index over the entire cov-
ered surface

OMAF=
Xn

i = 1

max
Qi(t)

S(t)

� �� �
� Ai

A
ð2Þ

where Qi(t) stands for total transferred energy of sensor i at time t (kJ/m2), Ai stands for the
area attributed to sensor i (m2), A stands for the total operating area of the manikin (m2),
and n stands for the number of sensors.

Results and discussion

MAF assessment in the bench-scale test

The repeatability of the method for the determination of the MAF was first verified in this
study. Table 2 shows the standard deviation and coefficient of variation of the MAF in the
bench-scale test. Three test replications were conducted using the same test material. The
standard deviations are in the range of 0.6%– 3.6% when compared to the means of each
test specimen, indicating that the proposed method has a high repeatability. This repeatabil-
ity value is higher than the repeatability value listed in the bench-scale test standard (coeffi-
cient of variation ranges from 5.6% to 16.9%), where the performance is rated by the TPE
value.21 The observation that the coefficient of variation varies from specimen to specimen
shows that the type of composite tested affects the overall test repeatability.

Table 2. MAF to second-degree burn injury, SD, and CV of the MAF in the bench-scale test.

Fabric code G1 G2 G3 G4 G5 G6 G7

MAF 1.71 1.41a 1.57 1.62 1.95 1.51 1.35a

SD 0.01 0.05 0.01 0.01 0.03 0.04 0.03
CV = SD/MAF 3 100% 0.8 3.6 0.6 0.6 1.5 2.7 2.5

MAF: maximum attenuation factor; SD: standard deviation; CV: coefficient of variation.

The superscript a in a column means that no significant difference in the MAF is observed between G2 and G7,

p \ 0.05.
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To further compare the values in MAF and the results derived from the standard test
method, the correlation between the MAF and the TPE value is analyzed, as presented in
Figure 2. The two indices display a strongly negative linear relationship with R2 = 0.961.
The fabric with a higher MAF value is found to have a smaller value in the TPE rating, which
indicates the decrement in the predicted thermal protection of the fabric. Since the MAF is
determined as the maximum quotient between the total transferred energy of the sensor and
the reading value in the Stoll criteria at precisely the same time point, the total transferred
energy will be much above the demanded amount of energy to generate skin burns if a higher
value in the MAF is observed. The predicted degrees of skin burns are correlated with the
total transferred energy to the sensor,14 and inferior protection will be predicted if the total
transferred energy is great.24,25 It can be inferred that the test sample will be predicted to pro-
vide better thermal protection with a smaller MAF value, whereas it has greater capability to
produce more serious burn injuries if a larger value is found in the MAF.

The TPE values range from 3.0 to 6.0 cal/cm2 over the entire turnout composites; there-
fore, the certification exposure time should stay between 1.5 and 3 s. Utilizing 4 s exposure,
second-degree burn injuries will be certainly predicted behind these fabrics. The same results
are obtained by the proposed method as all the tested fabrics have MAF values greater than
1.0. As can be seen in Table 2, MAF values are significantly different among the tested fab-
rics with the same exposure time of 4 s, but the only exception is observed between G2 and
G7 (p \ 0.05). Interestingly, the TPE ratings of G2 and G7 are also found to be the same as
shown in Figure 2, which means no significant difference existed in the prediction of the
thermal protection between the two fabrics. The samples of G2 and G7 that have higher fab-
ric weight are observed to show smaller MAF values, whereas the sample of G5 generates
the greatest MAF value with the lowest fabric weight. However, the MAF of fabric G3,
which has lighter fabric weight, is smaller than that observed in G1 and G4, and similarly
this finding consists with the result found in the TPE evaluation. The detailed comparisons
between the MAF and the TPE values demonstrate that performance assessed by the pro-
posed method agrees well with the outcomes derived from the standard test, but the

Figure 2. Relationship between the MAF and TPE values in the bench-scale test.
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proposed new method could be further used to distinguish the thermal protective properties
of fabrics even though the test procedure is set with a fixed exposure duration.

MAF assessment in the manikin test

Similarly, the repeatability statistics of the proposed method for assessing the OMAF in the
manikin test are listed in Table 3. These statistics were derived from three test replications.
For all the types of garments, the coefficient of variation never exceeds 4%, which indicates
that the method is repeatable to be analyzed in the manikin test. The coefficient of variation
of the skin burn percentages found in an earlier publication ranged from 5.4% to 37.1%;13

moreover, another recent research work that suggested the energy transmission factor as the
indicator to assess the protective performance of clothing found that the repeatability value
of the this factor was between 1.0% and 3.9%.14 It can be concluded that the repeatability
of the method for the determination of OMAF is higher than the repeatability of the existing
evaluation method used in the manikin test or at least at the same level as the repeatability
obtained by other newly developed evaluation method. Also, the statistics described in Table
3 show that variation within the test does depend on the materials of garments.

The total percentage of burn injury can be obtained from the existing manikin evaluation
method. The relationship between the total percentage of burn injury and the OMAF is pre-
sented in Figure 3. The total percentage of burn injury examined here includes the percentage
of second- and third-degree burns. A strongly positive linear relationship with R2 = 0.905 is
predicted between the two indices. The overall trend demonstrates that the predicted OMAF
in the manikin test goes up with the increase in the total percentage of burn injury. That is to
say, the predicted protective performance indicated by the OMAF is reduced as the OMAF
value goes higher. Therefore, garment G5 that has the highest OMAF value shows the lowest
rank in the predicted thermal protection, whereas garment G7 is predicted to provide the
best thermal protection with the smallest OMAF value. A significant difference in the
OMAF is observed between test garments (p \ 0.05, Table 3). However, in terms of the total
percentage of burn injury, it is not significantly different among the outcomes for garments
G1, G3, and G4 (p \ 0.05). Checking the OMAF values for garments G1, G3, and G4, it is
found that the difference within these three garments is around 10%. This is acceptable since
the burn injury evaluation method used in the existing flame manikin test is different from
that used as the basis for the determination of the OMAF.

In order to examine the local thermal insulation of the clothing, the MAF values for gar-
ment G3 and the corresponding burn injury damage results are compared in Figure 4. The
weakness of the burn injury risk evaluation (Figure 4, left) is clearly seen as the local thermal

Table 3. OMAF to second-degree burn injury, SD, and CV in the manikin test.

Fabric code G1 G2 G3 G4 G5 G6 G7

OMAF 1.30 0.90 1.21 1.35 1.57 0.99 0.66
SD 0.05 0.01 0.03 0.01 0.02 0.03 0.02
CV = SD/OMAF 3 100% 4.0 0.6 2.7 0.7 1.2 3.3 2.3

OMAF: overall maximum attenuation factor; SD: standard deviation; CV: coefficient of variation.

The OMAF is significantly different among the garments (p \ 0.05).

8 Journal of Fire Sciences

 at PENNSYLVANIA STATE UNIV on September 16, 2016jfs.sagepub.comDownloaded from 

http://jfs.sagepub.com/


protection is only distinguished by the discrete indicators of no burn, second-, and third-
degree burns. The predicted second-degree burn contributes 95% of the total burn injury,

Figure 3. Relationship between values in the OMAF and the total percentage of burn injury in the
manikin test.

Figure 4. Burn injury predictions by the existing evaluation method (left) and the distribution of the MAF
over the manikin surface (garment G3, sample 1).
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indicating that the overwhelming majority of regions on the burned body get the same rating
in the assessment process. In the region of the left front thigh, it is hard to detect the weak
spots in thermal insulation as all the sensors reached the second-degree burn level. On the
other hand, with the introduction of the MAF method (Figure 4, right), the root of the thigh
and the knee regions of the left leg are easily found to be frail due to the observed higher
MAF values. In contrast to the burn injury risk evaluation, the calculated MAF is a continu-
ous value and it provides distinguishing rates between several sensors with the same burn
injury result. Recently, as more attention has been drawn to explore the relationship between
the local thermal protection and the air gap distribution26,27 or the local thermal shrinkage
of the protective clothing,8,18 the proposed MAF method in this study would provide a prac-
tical way in these analyses. As can be seen in Figure 4, the locations of the sensors that reach
second-degree burn can be easily determined only if the MAF value is found to be more than
1.0. Comparing to the results of the burn injury prediction, the second-degree burn areas
detected by the MAF method agree well with that observed by the burn injury risk method;
moreover, the third-degree burn areas displayed in the left side of Figure 4 are found to have
higher MAF values ranged from 2.0 to 2.8 for the selected test sample. When analyzing the
MAF by segments, it is clear that the lower MAF value is observed in the abdomen and the
upper arm regions. On the other hand, the higher MAF value is located in the lower arm,
the buttock, and the leg regions.

The bar charts of the MAF distribution in classes of 0.3 for all the garments are displayed
in Figure 5. The distribution of the MAF is different among the garments and the mode that
the MAF value repeated most often is varied based on the type of test garment. For garment
G7 that has the lowest OMAF value (0.66, Table 3), the mode of the MAF ranges from 0.6
to 0.9. For garment G5 that has the highest OMAF value (1.57), the MAF reaches its mode
when the MAF is between 1.5 and 1.8. Although for garments G1 and G3, the modes of the
MAF are found to be in the same range of 1.2–1.5, garment G1 (1.30 in OMAF) has eight
more sensors with the MAF value over 1.5 compared with that found in garment G3 (1.21 in
OMAF). Checking the mode of the MAF and the OMAF value for the other garments, it is
found that the mode of the MAF for garments G2 (0.9 in OMAF) and G4 (1.35 in OMAF)
is in the same range as that for garments G7 and G1, respectively; in addition, the MAF
mode for garment G6 (0.99 in OMAF) is between 0.9 and 1.2. It demonstrates that the mode
of the MAF is close to its OMAF value; moreover, the grade of the overall performance
based on the mode of MAF is very similar to the ranking of the overall performance indi-
cated by the OMAF. It seems that the mode of MAF can be used as an indicator to assess
the overall performance of the garment.

Also as presented in Figure 5, different types of garments show that the maximum MAF
value observed in this study is around 2.9. Garment G5 has several sensors with the MAF
between 2.4 and 3.0. This garment also has the highest OMAF value and the highest number
of sensors with the MAF value over 2.4 (11 sensors). Garment G4 has a higher OMAF value
than that of garment G1 and then garment G3; also it is found that the quantities of the sen-
sors reaching the MAF value over 2.4 are 8, 3, and 1, respectively. Garments G2 and G6 with
relatively lower OMAF values show that the MAF values of the sensors never exceed 2.4.
The number of the sensors with the MAF value over 1.8 is found to be 4 and 5 for garments
G2 and G6, respectively. Garment G7 has no sensor with the MAF value over 2.1 and also
this type of garment is detected to have the lowest OMAF value. Thus, the grade of the max-
imum MAF is also very analogous to the ranking of the OMAF. Similarly to the mode of
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the MAF, the peak MAF of clothing can be used as another indicator for the determination
of the overall protective performance.

Correlation of bench-scale test with manikin test

Figure 6 shows the relationship between the results of the MAF in the bench-scale test and
the OMAF in the manikin test. The performance between the fabric and the overall garment
could be compared because the test procedure as well as the evaluation index is unified in
the bench-scale test and the manikin test. A directly positive correlation exists between the
results obtained by the two test methods (R2 = 0.85). For most test samples, the fabric that
predicts a higher MAF value during the bench-sale test is found to show a greater OMAF
value during the manikin test. However, no significant difference is observed in the value of
MAF when the results for fabrics G2 and G7 are compared (Table 2), while in the manikin
test the garment made of G2 shows a significantly higher OMAF value. In addition, the
MAF value found for fabric G1 is significantly higher than that for fabric G4, but the rank-
ing of the OMAF is reversed during the manikin test. Compared with the bench-scale test,
the manikin test is used to assess the overall performance of the garment assembly under a
fire scenario and it accounts for many other factors except for the material.9,27 It is clear that
the MAF values obtained in the bench-scale test are much higher than the OMAF scores in
the manikin test. The MAF value for G5 is 25% higher than its OMAF value; moreover,
for sample G7 the difference is enlarged since the MAF value is twice as large as the value
found in the OMAF. During the bench-scale test, the sensor is located at the back of the
specimen with direct contact, which means no air gap existed between the sensor and the
specimen. On the other hand, during the manikin test, there is a general air gap distribution
between the clothing system and the manikin body due to the unique shape of human body
and the drape of clothing systems.28 The air gap acts as an efficient insulator and provides
more thermal insulation against flash fire; as a result, the OMAF value obtained in the man-
ikin test is expected to be lower than the corresponding MAF value in the bench-scale test.

Figure 6. Relationship between the MAF in the bench-scale test and the OMAF in the manikin test.
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Conclusion

A new method to assess the performance of protective clothing upon thermal exposure was
proposed in this study. This method can be used during both the bench-scale test and the
manikin test, and it overcomes many of the shortcomings in the current standard test
methods.

Statistical analysis of the data obtained from this study shows that the proposed method
has a high repeatability. In the bench-scale test, utilizing the proposed MAF to second-degree
burn injury, the performance of the fabric can be rated even with fixed duration of exposure.
It demonstrates that the MAF value is highly related to the TPE values obtained from the
standard test method. In the manikin test, the difference in the local thermal insulation can
be easily detected with the introduction of the MAF index. Also, it provides the information
about the locations at which second-degree burn injury is predicted only if the MAF is over
1.0. The second-degree burn areas detected by the MAF method agree well with that found
by the standard test method. The result obtained in this study shows that the OMAF of the
garment correlates well with the total percentage of the burn injury. By using the MAF
method, the results derived from the bench-scale test can be compared with the results from
the manikin test as the test procedure and the evaluation index are unified in this study.

Declaration of conflicting interests

The authors declare that there is no conflict of interest.

Funding

This work was supported by the Fundamental Research Funds for the Central Universities ,and the
Donghua University PhD Thesis Innovation Funding (CUSF-DH-D-2015034).

References

1. ISO 17492:2003. Clothing for protection against heat and
flame—determination of heat transmission on exposure to
both flame and radiant heat.

2. ASTM F1930-13. Standard test method for evaluation of
flame resistant clothing for protection against fire
simulations using an instrumented manikin.

3. Lee YM and Barker RL. Thermal protective performance
of heat-resistance fabrics in various high intensity heat
exposures. Text Res J 1987; 57(3): 123–132.

4. Song GW, Cao W and Gholamreza F. Analyzing stored
thermal energy and thermal protective performance of
clothing. Text Res J 2011; 81: 1124–1138.

5. Crown EM, Ackerman MY, Dale JD, et al. Design and
evaluation of thermal protective flightsuits. Part 2:
instrumented mannequin evaluation. Cloth Text Res J
1998; 16(2): 79–87.

6. Torvi DA and Hadjisophocleous GV. Research in
protective clothing for firefighters: state of the art and
future directions. Fire Technol 1999; 35: 111–130.

7. Lu YH, Li J, Li XH, et al. The effect of air gaps in moist
protective clothing on protection from heat and flame.
J Fire Sci 2012; 31(2): 99–111.

8. Song G. Clothing air gap layers and thermal protective
performance in single layer garment. J Ind Text 2007; 36:
193–205.

9. Mah T and Song GW. Investigation of the contribution of
garment design to thermal protection. Part 1:

characterizing air gaps using three-dimensional body
scanning for women’s protective clothing. Text Res J 2010;
80: 1317–1329.

10. Torvi DA, Dale JD, Ackerman MY, et al. A study of new
and existing bench top tests for evaluating fabrics for flash
fire protective clothing. In: Stull JO and Schwope AD (eds)
Performance of protective clothing (ASTM STP 1273), vol.
6. West Conshohocken, PA: American Society for Testing
and Materials, 1997, pp. 108–125.

11. Schoppee MM, Welsford JM and Abbott NJ. Protection
offered by lightweight clothing materials to the heat of a
fire. In: Barker RL and Coletta GC (eds) Performance of
protective clothing (ASTM STP 900). West
Conshohocken, PA: American Society for Testing and
Materials, 1986, pp. 340–357.

12. Wang YY, Lu YH, Li J, et al. Effects of air gap
entrapped in multilayer fabrics and moisture on
thermal protective performance. Fiber Polym 2012; 13:
647–652.

13. Camenzind MA, Dale DJ and Rossi RM. Manikin test for
flame engulfment evaluation of protective clothing:
historical review and development of a new ISO standard.
Fire Mater 2007; 31: 285–295.

14. Rossi RM, Schmid M and Camenzind MA. Thermal
energy transfer through heat protective clothing
during a flame engulfment test. Text Res J 2014; 84:
1451–1460.

He et al. 13

 at PENNSYLVANIA STATE UNIV on September 16, 2016jfs.sagepub.comDownloaded from 

http://jfs.sagepub.com/


15. Stoll AM and Chianta MA. Method and rating system for
evaluation of thermal protection. Aerospace Med 1969; 40:
1232–1238.

16. Henriques FC Jr and Moritz AR. Studies of thermal
injuries: the relative importance of time and surface
temperature in the causation of cutaneous burns. Am J
Pathol 1947; 23: 695–720.

17. Song GW, Barker RL, Grimes DR, et al. Comparison of
methods used to predict the burn injuries in tests of thermal
protective fabrics. J ASTM Int 2005; 2: 1–11.

18. Li XH, Lu YH, Zhai LN, et al. Analyzing thermal
shrinkage of fire-protective clothing exposed to flash fire.
Fire Technol 2015; 51: 195–211.

19. Torvi DA and Threlfall TG. Heat transfer model of flame
resistant fabrics during cooling after exposure to fire. Fire
Technol 2006; 42: 27–48.

20. Barker RL, Deaton AS and Ross KA. Heat transmission
and thermal energy storage in firefighter turnout suit
materials. Fire Technol 2011; 47: 549–563.

21. ASTM F2703-08. Standard test method for unsteady-state
heat transfer evaluation of flame resistant materials for
clothing with burn injury prediction.

22. Mandal S and Song GW. Thermal sensors for performance
evaluation of protective clothing against heat and fire: a
review. Text Res J 2014; 85: 101–112.

23. ASTM F2178-12. Standard test method for determining
the arc rating and standard specification for eye or face
protective products.

24. Lawson LK, Crown EM, Ackerman MY, et al. Moisture
effects in heat transfer through clothing systems for wildland
firefighters. Int J Occup Saf Ergo 2004; 10: 227–238.

25. Lu YH, Song GW, Li J, et al. Effect of an air gap on the
heat transfer through protective materials upon hot liquid
splashes. Text Res J 2013; 83: 1156–1168.

26. Kim IL, Lee C, Li P, et al. Investigation of air gaps
entrapped in protective clothing systems. Fire Mater 2002;
26(3): 121–126.

27. Mah T and Song GW. Investigation of the contribution of
garment design to thermal protection. Part 2: instrumented
female mannequin flash-fire evaluation system. Text Res J
2010; 80(14): 1473–1487.

28. Lee C, Kim IL and Wood A. Investigation and correlation
of manikin and bench-scale fire testing of clothing systems.
Fire Mater 2002; 26(6): 269–278.

Author biographies

Jiazhen He received her BSc in 2011 in fashion institute from Donghua University, China. She has
been taking successive postgraduate and doctoral programs of study for doctoral degree since
September 2011 in protective clothing research center, Donghua University. In 2013, she had been an
exchange PhD student in Yonsei University. Her research interests include performance prediction,
thermal protective and comfort properties of clothing and assessment of human response to clothing
comfort and heat stress.

Min Wang is a researcher in the protective clothing research center of Donghua University, China.
She focuses on the thermal protective performance evaluation of firefighter protective clothing.

Jun Li is a Professor at Fashion Institute of Donghua University, China. He is also the dean of the
Fashion Institute. His research comprises design and performance assessment of functional clothing.

14 Journal of Fire Sciences

 at PENNSYLVANIA STATE UNIV on September 16, 2016jfs.sagepub.comDownloaded from 

http://jfs.sagepub.com/


<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (Coated FOGRA27 \050ISO 12647-2:2004\051)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Warning
  /CompatibilityLevel 1.3
  /CompressObjects /Off
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.1000
  /ColorConversionStrategy /LeaveColorUnchanged
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize false
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness false
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Remove
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
    /ACaslon-Bold
    /ACaslon-BoldItalic
    /ACaslon-Italic
    /ACaslon-Ornaments
    /ACaslon-Regular
    /ACaslon-Semibold
    /ACaslon-SemiboldItalic
    /AdobeCorpID-Acrobat
    /AdobeCorpID-Adobe
    /AdobeCorpID-Bullet
    /AdobeCorpID-MinionBd
    /AdobeCorpID-MinionBdIt
    /AdobeCorpID-MinionRg
    /AdobeCorpID-MinionRgIt
    /AdobeCorpID-MinionSb
    /AdobeCorpID-MinionSbIt
    /AdobeCorpID-MyriadBd
    /AdobeCorpID-MyriadBdIt
    /AdobeCorpID-MyriadBdScn
    /AdobeCorpID-MyriadBdScnIt
    /AdobeCorpID-MyriadBl
    /AdobeCorpID-MyriadBlIt
    /AdobeCorpID-MyriadLt
    /AdobeCorpID-MyriadLtIt
    /AdobeCorpID-MyriadPkg
    /AdobeCorpID-MyriadRg
    /AdobeCorpID-MyriadRgIt
    /AdobeCorpID-MyriadRgScn
    /AdobeCorpID-MyriadRgScnIt
    /AdobeCorpID-MyriadSb
    /AdobeCorpID-MyriadSbIt
    /AdobeCorpID-MyriadSbScn
    /AdobeCorpID-MyriadSbScnIt
    /AdobeCorpID-PScript
    /AGaramond-BoldScaps
    /AGaramond-Italic
    /AGaramond-Regular
    /AGaramond-RomanScaps
    /AGaramond-Semibold
    /AGaramond-SemiboldItalic
    /AGar-Special
    /AkzidenzGroteskBE-Bold
    /AkzidenzGroteskBE-BoldEx
    /AkzidenzGroteskBE-BoldExIt
    /AkzidenzGroteskBE-BoldIt
    /AkzidenzGroteskBE-Ex
    /AkzidenzGroteskBE-It
    /AkzidenzGroteskBE-Light
    /AkzidenzGroteskBE-LightEx
    /AkzidenzGroteskBE-LightOsF
    /AkzidenzGroteskBE-Md
    /AkzidenzGroteskBE-MdEx
    /AkzidenzGroteskBE-MdIt
    /AkzidenzGroteskBE-Regular
    /AkzidenzGroteskBE-Super
    /AlbertusMT
    /AlbertusMT-Italic
    /AlbertusMT-Light
    /Aldine401BT-BoldA
    /Aldine401BT-BoldItalicA
    /Aldine401BT-ItalicA
    /Aldine401BT-RomanA
    /Aldine401BTSPL-RomanA
    /Aldine721BT-Bold
    /Aldine721BT-BoldItalic
    /Aldine721BT-Italic
    /Aldine721BT-Light
    /Aldine721BT-LightItalic
    /Aldine721BT-Roman
    /Aldus-Italic
    /Aldus-ItalicOsF
    /Aldus-Roman
    /Aldus-RomanSC
    /AlternateGothicNo2BT-Regular
    /AmazoneBT-Regular
    /AmericanTypewriter-Bold
    /AmericanTypewriter-BoldA
    /AmericanTypewriter-BoldCond
    /AmericanTypewriter-BoldCondA
    /AmericanTypewriter-Cond
    /AmericanTypewriter-CondA
    /AmericanTypewriter-Light
    /AmericanTypewriter-LightA
    /AmericanTypewriter-LightCond
    /AmericanTypewriter-LightCondA
    /AmericanTypewriter-Medium
    /AmericanTypewriter-MediumA
    /Anna
    /AntiqueOlive-Bold
    /AntiqueOlive-Compact
    /AntiqueOlive-Italic
    /AntiqueOlive-Roman
    /Arcadia
    /Arcadia-A
    /Arkona-Medium
    /Arkona-Regular
    /ArrusBT-Black
    /ArrusBT-BlackItalic
    /ArrusBT-Bold
    /ArrusBT-BoldItalic
    /ArrusBT-Italic
    /ArrusBT-Roman
    /AssemblyLightSSK
    /AuroraBT-BoldCondensed
    /AuroraBT-RomanCondensed
    /AuroraOpti-Condensed
    /AvantGarde-Book
    /AvantGarde-BookOblique
    /AvantGarde-Demi
    /AvantGarde-DemiOblique
    /Avenir-Black
    /Avenir-BlackOblique
    /Avenir-Book
    /Avenir-BookOblique
    /Avenir-Heavy
    /Avenir-HeavyOblique
    /Avenir-Light
    /Avenir-LightOblique
    /Avenir-Medium
    /Avenir-MediumOblique
    /Avenir-Oblique
    /Avenir-Roman
    /BaileySansITC-Bold
    /BaileySansITC-BoldItalic
    /BaileySansITC-Book
    /BaileySansITC-BookItalic
    /BakerSignetBT-Roman
    /BaskervilleBE-Italic
    /BaskervilleBE-Medium
    /BaskervilleBE-MediumItalic
    /BaskervilleBE-Regular
    /Baskerville-Bold
    /BaskervilleBook-Italic
    /BaskervilleBook-MedItalic
    /BaskervilleBook-Medium
    /BaskervilleBook-Regular
    /BaskervilleBT-Bold
    /BaskervilleBT-BoldItalic
    /BaskervilleBT-Italic
    /BaskervilleBT-Roman
    /BaskervilleMT
    /BaskervilleMT-Bold
    /BaskervilleMT-BoldItalic
    /BaskervilleMT-Italic
    /BaskervilleMT-SemiBold
    /BaskervilleMT-SemiBoldItalic
    /BaskervilleNo2BT-Bold
    /BaskervilleNo2BT-BoldItalic
    /BaskervilleNo2BT-Italic
    /BaskervilleNo2BT-Roman
    /Baskerville-Normal-Italic
    /BauerBodoni-Black
    /BauerBodoni-BlackCond
    /BauerBodoni-BlackItalic
    /BauerBodoni-Bold
    /BauerBodoni-BoldCond
    /BauerBodoni-BoldItalic
    /BauerBodoni-BoldItalicOsF
    /BauerBodoni-BoldOsF
    /BauerBodoni-Italic
    /BauerBodoni-ItalicOsF
    /BauerBodoni-Roman
    /BauerBodoni-RomanSC
    /Bauhaus-Bold
    /Bauhaus-Demi
    /Bauhaus-Heavy
    /BauhausITCbyBT-Bold
    /BauhausITCbyBT-Heavy
    /BauhausITCbyBT-Light
    /BauhausITCbyBT-Medium
    /Bauhaus-Light
    /Bauhaus-Medium
    /BellCentennial-Address
    /BellGothic-Black
    /BellGothic-Bold
    /Bell-GothicBoldItalicBT
    /BellGothicBT-Bold
    /BellGothicBT-Roman
    /BellGothic-Light
    /Bembo
    /Bembo-Bold
    /Bembo-BoldExpert
    /Bembo-BoldItalic
    /Bembo-BoldItalicExpert
    /Bembo-Expert
    /Bembo-ExtraBoldItalic
    /Bembo-Italic
    /Bembo-ItalicExpert
    /Bembo-Semibold
    /Bembo-SemiboldItalic
    /Benguiat-Bold
    /Benguiat-BoldItalic
    /Benguiat-Book
    /Benguiat-BookItalic
    /BenguiatGothicITCbyBT-Bold
    /BenguiatGothicITCbyBT-BoldItal
    /BenguiatGothicITCbyBT-Book
    /BenguiatGothicITCbyBT-BookItal
    /BenguiatITCbyBT-Bold
    /BenguiatITCbyBT-BoldItalic
    /BenguiatITCbyBT-Book
    /BenguiatITCbyBT-BookItalic
    /Benguiat-Medium
    /Benguiat-MediumItalic
    /Berkeley-Black
    /Berkeley-BlackItalic
    /Berkeley-Bold
    /Berkeley-BoldItalic
    /Berkeley-Book
    /Berkeley-BookItalic
    /Berkeley-Italic
    /Berkeley-Medium
    /Berling-Bold
    /Berling-BoldItalic
    /Berling-Italic
    /Berling-Roman
    /BernhardBoldCondensedBT-Regular
    /BernhardFashionBT-Regular
    /BernhardModernBT-Bold
    /BernhardModernBT-BoldItalic
    /BernhardModernBT-Italic
    /BernhardModernBT-Roman
    /BernhardTangoBT-Regular
    /BlockBE-Condensed
    /BlockBE-ExtraCn
    /BlockBE-ExtraCnIt
    /BlockBE-Heavy
    /BlockBE-Italic
    /BlockBE-Regular
    /Bodoni
    /Bodoni-Bold
    /Bodoni-BoldItalic
    /Bodoni-Italic
    /Bodoni-Poster
    /Bodoni-PosterCompressed
    /Bookman-Demi
    /Bookman-DemiItalic
    /Bookman-Light
    /Bookman-LightItalic
    /Boton-Italic
    /Boton-Medium
    /Boton-MediumItalic
    /Boton-Regular
    /Boulevard
    /BremenBT-Black
    /BremenBT-Bold
    /BroadwayBT-Regular
    /CaflischScript-Bold
    /CaflischScript-Regular
    /Caliban
    /CarminaBT-Bold
    /CarminaBT-BoldItalic
    /CarminaBT-Light
    /CarminaBT-LightItalic
    /CarminaBT-Medium
    /CarminaBT-MediumItalic
    /Carta
    /Caslon224ITCbyBT-Bold
    /Caslon224ITCbyBT-BoldItalic
    /Caslon224ITCbyBT-Book
    /Caslon224ITCbyBT-BookItalic
    /Caslon540BT-Italic
    /Caslon540BT-Roman
    /CaslonBT-Bold
    /CaslonBT-BoldItalic
    /CaslonOpenFace
    /CaslonTwoTwentyFour-Black
    /CaslonTwoTwentyFour-BlackIt
    /CaslonTwoTwentyFour-Bold
    /CaslonTwoTwentyFour-BoldIt
    /CaslonTwoTwentyFour-Book
    /CaslonTwoTwentyFour-BookIt
    /CaslonTwoTwentyFour-Medium
    /CaslonTwoTwentyFour-MediumIt
    /CastleT-Bold
    /CastleT-Book
    /Caxton-Bold
    /Caxton-BoldItalic
    /Caxton-Book
    /Caxton-BookItalic
    /CaxtonBT-Bold
    /CaxtonBT-BoldItalic
    /CaxtonBT-Book
    /CaxtonBT-BookItalic
    /Caxton-Light
    /Caxton-LightItalic
    /CelestiaAntiqua-Ornaments
    /Centennial-BlackItalicOsF
    /Centennial-BlackOsF
    /Centennial-BoldItalicOsF
    /Centennial-BoldOsF
    /Centennial-ItalicOsF
    /Centennial-LightItalicOsF
    /Centennial-LightSC
    /Centennial-RomanSC
    /Century-Bold
    /Century-BoldItalic
    /Century-Book
    /Century-BookItalic
    /CenturyExpandedBT-Bold
    /CenturyExpandedBT-BoldItalic
    /CenturyExpandedBT-Italic
    /CenturyExpandedBT-Roman
    /Century-HandtooledBold
    /Century-HandtooledBoldItalic
    /Century-Light
    /Century-LightItalic
    /CenturyOldStyle-Bold
    /CenturyOldStyle-Italic
    /CenturyOldStyle-Regular
    /CenturySchoolbookBT-Bold
    /CenturySchoolbookBT-BoldCond
    /CenturySchoolbookBT-BoldItalic
    /CenturySchoolbookBT-Italic
    /CenturySchoolbookBT-Roman
    /Century-Ultra
    /Century-UltraItalic
    /CharterBT-Black
    /CharterBT-BlackItalic
    /CharterBT-Bold
    /CharterBT-BoldItalic
    /CharterBT-Italic
    /CharterBT-Roman
    /CheltenhamBT-Bold
    /CheltenhamBT-BoldCondItalic
    /CheltenhamBT-BoldExtraCondensed
    /CheltenhamBT-BoldHeadline
    /CheltenhamBT-BoldItalic
    /CheltenhamBT-BoldItalicHeadline
    /CheltenhamBT-Italic
    /CheltenhamBT-Roman
    /Cheltenham-HandtooledBdIt
    /Cheltenham-HandtooledBold
    /CheltenhamITCbyBT-Bold
    /CheltenhamITCbyBT-BoldItalic
    /CheltenhamITCbyBT-Book
    /CheltenhamITCbyBT-BookItalic
    /Christiana-Bold
    /Christiana-BoldItalic
    /Christiana-Italic
    /Christiana-Medium
    /Christiana-MediumItalic
    /Christiana-Regular
    /Christiana-RegularExpert
    /Christiana-RegularSC
    /Clarendon
    /Clarendon-Bold
    /Clarendon-Light
    /ClassicalGaramondBT-Bold
    /ClassicalGaramondBT-BoldItalic
    /ClassicalGaramondBT-Italic
    /ClassicalGaramondBT-Roman
    /CMR10
    /CMR8
    /CMSY10
    /CMSY8
    /CMTI10
    /CommonBullets
    /ConduitITC-Bold
    /ConduitITC-BoldItalic
    /ConduitITC-Light
    /ConduitITC-LightItalic
    /ConduitITC-Medium
    /ConduitITC-MediumItalic
    /CooperBlack
    /CooperBlack-Italic
    /CooperBT-Bold
    /CooperBT-BoldItalic
    /CooperBT-Light
    /CooperBT-LightItalic
    /CopperplateGothicBT-Bold
    /CopperplateGothicBT-BoldCond
    /CopperplateGothicBT-Heavy
    /CopperplateGothicBT-Roman
    /CopperplateGothicBT-RomanCond
    /Copperplate-ThirtyThreeBC
    /Copperplate-ThirtyTwoBC
    /Coronet-Regular
    /Courier
    /Courier-Bold
    /Courier-BoldOblique
    /Courier-Oblique
    /Critter
    /CS-Special-font
    /DellaRobbiaBT-Bold
    /DellaRobbiaBT-Roman
    /Della-RobbiaItalicBT
    /Della-RobbiaSCaps
    /Del-NormalSmallCaps
    /Delphin-IA
    /Delphin-IIA
    /Delta-Bold
    /Delta-BoldItalic
    /Delta-Book
    /Delta-BookItalic
    /Delta-Light
    /Delta-LightItalic
    /Delta-Medium
    /Delta-MediumItalic
    /Delta-Outline
    /DextorD
    /DextorOutD
    /DidotLH-OrnamentsOne
    /DidotLH-OrnamentsTwo
    /DINEngschrift
    /DINEngschrift-Alternate
    /DINMittelschrift
    /DINMittelschrift-Alternate
    /DINNeuzeitGrotesk-BoldCond
    /DINNeuzeitGrotesk-Light
    /Dom-CasItalic
    /DomCasual
    /DomCasual-Bold
    /Dom-CasualBT
    /Ehrhard-Italic
    /Ehrhard-Regular
    /EhrhardSemi-Italic
    /EhrhardtMT
    /EhrhardtMT-Italic
    /EhrhardtMT-SemiBold
    /EhrhardtMT-SemiBoldItalic
    /EhrharSemi
    /ELANGO-IB-A03
    /ELANGO-IB-A75
    /ELANGO-IB-A99
    /ElectraLH-Bold
    /ElectraLH-BoldCursive
    /ElectraLH-Cursive
    /ElectraLH-Regular
    /ElGreco
    /EnglischeSchT-Bold
    /EnglischeSchT-Regu
    /ErasContour
    /ErasITCbyBT-Bold
    /ErasITCbyBT-Book
    /ErasITCbyBT-Demi
    /ErasITCbyBT-Light
    /ErasITCbyBT-Medium
    /ErasITCbyBT-Ultra
    /Euclid
    /Euclid-Bold
    /Euclid-BoldItalic
    /EuclidExtra
    /EuclidExtra-Bold
    /EuclidFraktur
    /EuclidFraktur-Bold
    /Euclid-Italic
    /EuclidMathOne
    /EuclidMathOne-Bold
    /EuclidMathTwo
    /EuclidMathTwo-Bold
    /EuclidSymbol
    /EuclidSymbol-Bold
    /EuclidSymbol-BoldItalic
    /EuclidSymbol-Italic
    /EUEX10
    /EUFB10
    /EUFB5
    /EUFB7
    /EUFM10
    /EUFM5
    /EUFM7
    /EURB10
    /EURB5
    /EURB7
    /EURM10
    /EURM5
    /EURM7
    /EuropeanPi-Four
    /EuropeanPi-One
    /EuropeanPi-Three
    /EuropeanPi-Two
    /EuroSans-Bold
    /EuroSans-BoldItalic
    /EuroSans-Italic
    /EuroSans-Regular
    /EuroSerif-Bold
    /EuroSerif-BoldItalic
    /EuroSerif-Italic
    /EuroSerif-Regular
    /Eurostile
    /Eurostile-Bold
    /Eurostile-BoldCondensed
    /Eurostile-BoldExtendedTwo
    /Eurostile-BoldOblique
    /Eurostile-Condensed
    /Eurostile-Demi
    /Eurostile-DemiOblique
    /Eurostile-ExtendedTwo
    /EurostileLTStd-Demi
    /EurostileLTStd-DemiOblique
    /Eurostile-Oblique
    /EUSB10
    /EUSB5
    /EUSB7
    /EUSM10
    /EUSM5
    /EUSM7
    /ExPonto-Regular
    /FairfieldLH-Bold
    /FairfieldLH-BoldItalic
    /FairfieldLH-BoldSC
    /FairfieldLH-CaptionBold
    /FairfieldLH-CaptionHeavy
    /FairfieldLH-CaptionLight
    /FairfieldLH-CaptionMedium
    /FairfieldLH-Heavy
    /FairfieldLH-HeavyItalic
    /FairfieldLH-HeavySC
    /FairfieldLH-Light
    /FairfieldLH-LightItalic
    /FairfieldLH-LightSC
    /FairfieldLH-Medium
    /FairfieldLH-MediumItalic
    /FairfieldLH-MediumSC
    /FairfieldLH-SwBoldItalicOsF
    /FairfieldLH-SwHeavyItalicOsF
    /FairfieldLH-SwLightItalicOsF
    /FairfieldLH-SwMediumItalicOsF
    /Fences
    /Fenice-Bold
    /Fenice-BoldOblique
    /FeniceITCbyBT-Bold
    /FeniceITCbyBT-BoldItalic
    /FeniceITCbyBT-Regular
    /FeniceITCbyBT-RegularItalic
    /Fenice-Light
    /Fenice-LightOblique
    /Fenice-Regular
    /Fenice-RegularOblique
    /Fenice-Ultra
    /Fenice-UltraOblique
    /FlashD-Ligh
    /Flood
    /Folio-Bold
    /Folio-BoldCondensed
    /Folio-ExtraBold
    /Folio-Light
    /Folio-Medium
    /FontanaNDAaOsF
    /FontanaNDAaOsF-Italic
    /FontanaNDCcOsF-Semibold
    /FontanaNDCcOsF-SemiboldIta
    /FontanaNDEeOsF
    /FontanaNDEeOsF-Bold
    /FontanaNDEeOsF-BoldItalic
    /FontanaNDEeOsF-Light
    /FontanaNDEeOsF-Semibold
    /FormalScript421BT-Regular
    /Formata-Bold
    /Formata-MediumCondensed
    /ForteMT
    /FournierMT-Ornaments
    /FrakturBT-Regular
    /FrankfurterHigD
    /FranklinGothic-Book
    /FranklinGothic-BookItal
    /FranklinGothic-BookOblique
    /FranklinGothic-Condensed
    /FranklinGothic-Demi
    /FranklinGothic-DemiItal
    /FranklinGothic-DemiOblique
    /FranklinGothic-Heavy
    /FranklinGothic-HeavyItal
    /FranklinGothic-HeavyOblique
    /FranklinGothicITCbyBT-BookItal
    /FranklinGothicITCbyBT-Demi
    /FranklinGothicITCbyBT-DemiItal
    /FranklinGothicITCbyBT-Heavy
    /FranklinGothicITCbyBT-HeavyItal
    /FranklinGothic-Medium
    /FranklinGothic-MediumItal
    /FranklinGothic-Roman
    /Freeform721BT-Bold
    /Freeform721BT-BoldItalic
    /Freeform721BT-Italic
    /Freeform721BT-Roman
    /FreestyleScrD
    /Freestylescript
    /FreestyleScript
    /FrizQuadrataITCbyBT-Bold
    /FrizQuadrataITCbyBT-Roman
    /Frutiger-Black
    /Frutiger-BlackCn
    /Frutiger-BlackItalic
    /Frutiger-Bold
    /Frutiger-BoldCn
    /Frutiger-BoldItalic
    /Frutiger-Cn
    /Frutiger-ExtraBlackCn
    /Frutiger-Italic
    /Frutiger-Light
    /Frutiger-LightCn
    /Frutiger-LightItalic
    /Frutiger-Roman
    /Frutiger-UltraBlack
    /Futura
    /FuturaBlackBT-Regular
    /Futura-Bold
    /Futura-BoldOblique
    /Futura-Book
    /Futura-BookOblique
    /FuturaBT-Bold
    /FuturaBT-BoldCondensed
    /FuturaBT-BoldCondensedItalic
    /FuturaBT-BoldItalic
    /FuturaBT-Book
    /FuturaBT-BookItalic
    /FuturaBT-ExtraBlack
    /FuturaBT-ExtraBlackCondensed
    /FuturaBT-ExtraBlackCondItalic
    /FuturaBT-ExtraBlackItalic
    /FuturaBT-Heavy
    /FuturaBT-HeavyItalic
    /FuturaBT-Light
    /FuturaBT-LightCondensed
    /FuturaBT-LightItalic
    /FuturaBT-Medium
    /FuturaBT-MediumCondensed
    /FuturaBT-MediumItalic
    /Futura-CondensedLight
    /Futura-CondensedLightOblique
    /Futura-ExtraBold
    /Futura-ExtraBoldOblique
    /Futura-Heavy
    /Futura-HeavyOblique
    /Futura-Light
    /Futura-LightOblique
    /Futura-Oblique
    /Futura-Thin
    /Galliard-Black
    /Galliard-BlackItalic
    /Galliard-Bold
    /Galliard-BoldItalic
    /Galliard-Italic
    /GalliardITCbyBT-Bold
    /GalliardITCbyBT-BoldItalic
    /GalliardITCbyBT-Italic
    /GalliardITCbyBT-Roman
    /Galliard-Roman
    /Galliard-Ultra
    /Galliard-UltraItalic
    /Garamond-Antiqua
    /GaramondBE-Bold
    /GaramondBE-BoldExpert
    /GaramondBE-BoldOsF
    /GaramondBE-CnExpert
    /GaramondBE-Condensed
    /GaramondBE-CondensedSC
    /GaramondBE-Italic
    /GaramondBE-ItalicExpert
    /GaramondBE-ItalicOsF
    /GaramondBE-Medium
    /GaramondBE-MediumCn
    /GaramondBE-MediumCnExpert
    /GaramondBE-MediumCnOsF
    /GaramondBE-MediumExpert
    /GaramondBE-MediumItalic
    /GaramondBE-MediumItalicExpert
    /GaramondBE-MediumItalicOsF
    /GaramondBE-MediumSC
    /GaramondBE-Regular
    /GaramondBE-RegularExpert
    /GaramondBE-RegularSC
    /GaramondBE-SwashItalic
    /Garamond-Bold
    /Garamond-BoldCondensed
    /Garamond-BoldCondensedItalic
    /Garamond-BoldItalic
    /Garamond-Book
    /Garamond-BookCondensed
    /Garamond-BookCondensedItalic
    /Garamond-BookItalic
    /Garamond-Halbfett
    /Garamond-HandtooledBold
    /Garamond-HandtooledBoldItalic
    /GaramondITCbyBT-Bold
    /GaramondITCbyBT-BoldCondensed
    /GaramondITCbyBT-BoldCondItalic
    /GaramondITCbyBT-BoldItalic
    /GaramondITCbyBT-BoldNarrow
    /GaramondITCbyBT-BoldNarrowItal
    /GaramondITCbyBT-Book
    /GaramondITCbyBT-BookCondensed
    /GaramondITCbyBT-BookCondItalic
    /GaramondITCbyBT-BookItalic
    /GaramondITCbyBT-BookNarrow
    /GaramondITCbyBT-BookNarrowItal
    /GaramondITCbyBT-Light
    /GaramondITCbyBT-LightCondensed
    /GaramondITCbyBT-LightCondItalic
    /GaramondITCbyBT-LightItalic
    /GaramondITCbyBT-LightNarrow
    /GaramondITCbyBT-LightNarrowItal
    /GaramondITCbyBT-Ultra
    /GaramondITCbyBT-UltraCondensed
    /GaramondITCbyBT-UltraCondItalic
    /GaramondITCbyBT-UltraItalic
    /Garamond-Kursiv
    /Garamond-KursivHalbfett
    /Garamond-Light
    /Garamond-LightCondensed
    /Garamond-LightCondensedItalic
    /Garamond-LightItalic
    /GaramondNo4CyrTCY-Ligh
    /GaramondNo4CyrTCY-LighItal
    /GaramondThree
    /GaramondThree-Bold
    /GaramondThree-BoldItalic
    /GaramondThree-BoldItalicOsF
    /GaramondThree-BoldSC
    /GaramondThree-Italic
    /GaramondThree-ItalicOsF
    /GaramondThree-SC
    /GaramondThreeSMSIISpl-Italic
    /GaramondThreeSMSitalicSpl-Italic
    /GaramondThreeSMSspl
    /GaramondThreespl
    /GaramondThreeSpl-Bold
    /GaramondThreeSpl-Italic
    /Garamond-Ultra
    /Garamond-UltraCondensed
    /Garamond-UltraCondensedItalic
    /Garamond-UltraItalic
    /GarthGraphic
    /GarthGraphic-Black
    /GarthGraphic-Bold
    /GarthGraphic-BoldCondensed
    /GarthGraphic-BoldItalic
    /GarthGraphic-Condensed
    /GarthGraphic-ExtraBold
    /GarthGraphic-Italic
    /Geometric231BT-HeavyC
    /GeometricSlab712BT-BoldA
    /GeometricSlab712BT-ExtraBoldA
    /GeometricSlab712BT-LightA
    /GeometricSlab712BT-LightItalicA
    /GeometricSlab712BT-MediumA
    /GeometricSlab712BT-MediumItalA
    /Giddyup
    /Giddyup-Thangs
    /GillSans
    /GillSans-Bold
    /GillSans-BoldCondensed
    /GillSans-BoldExtraCondensed
    /GillSans-BoldItalic
    /GillSans-Condensed
    /GillSans-ExtraBold
    /GillSans-ExtraBoldDisplay
    /GillSans-Italic
    /GillSans-Light
    /GillSans-LightItalic
    /GillSans-LightShadowed
    /GillSans-Shadowed
    /GillSans-UltraBold
    /GillSans-UltraBoldCondensed
    /Gill-Special
    /Giovanni-Bold
    /Giovanni-BoldItalic
    /Giovanni-Book
    /Giovanni-BookItalic
    /Glypha
    /Glypha-Bold
    /Glypha-BoldOblique
    /Glypha-Oblique
    /Gothic-Thirteen
    /Goudy
    /Goudy-Bold
    /Goudy-BoldItalic
    /GoudyCatalogueBT-Regular
    /Goudy-ExtraBold
    /GoudyHandtooledBT-Regular
    /GoudyHeavyfaceBT-Regular
    /GoudyHeavyfaceBT-RegularCond
    /Goudy-Italic
    /GoudyOldStyleBT-Bold
    /GoudyOldStyleBT-BoldItalic
    /GoudyOldStyleBT-ExtraBold
    /GoudyOldStyleBT-Italic
    /GoudyOldStyleBT-Roman
    /GoudySans-Black
    /GoudySans-BlackItalic
    /GoudySans-Bold
    /GoudySans-BoldItalic
    /GoudySans-Book
    /GoudySans-BookItalic
    /GoudySansITCbyBT-Black
    /GoudySansITCbyBT-BlackItalic
    /GoudySansITCbyBT-Bold
    /GoudySansITCbyBT-BoldItalic
    /GoudySansITCbyBT-Light
    /GoudySansITCbyBT-LightItalic
    /GoudySansITCbyBT-Medium
    /GoudySansITCbyBT-MediumItalic
    /GoudySans-Medium
    /GoudySans-MediumItalic
    /Granjon
    /Granjon-Bold
    /Granjon-BoldOsF
    /Granjon-Italic
    /Granjon-ItalicOsF
    /Granjon-SC
    /GreymantleMVB-Ornaments
    /Helvetica
    /Helvetica-Black
    /Helvetica-BlackOblique
    /Helvetica-Black-SemiBold
    /Helvetica-Bold
    /Helvetica-BoldOblique
    /Helvetica-Compressed
    /Helvetica-Condensed
    /Helvetica-Condensed-Black
    /Helvetica-Condensed-BlackObl
    /Helvetica-Condensed-Bold
    /Helvetica-Condensed-BoldObl
    /Helvetica-Condensed-Light
    /Helvetica-Condensed-Light-Light
    /Helvetica-Condensed-LightObl
    /Helvetica-Condensed-Oblique
    /Helvetica-Condensed-Thin
    /Helvetica-ExtraCompressed
    /Helvetica-Fraction
    /Helvetica-FractionBold
    /HelveticaInserat-Roman
    /HelveticaInserat-Roman-SemiBold
    /Helvetica-Light
    /Helvetica-LightOblique
    /Helvetica-Narrow
    /Helvetica-Narrow-Bold
    /Helvetica-Narrow-BoldOblique
    /Helvetica-Narrow-Oblique
    /HelveticaNeue-Black
    /HelveticaNeue-BlackCond
    /HelveticaNeue-BlackCondObl
    /HelveticaNeue-BlackExt
    /HelveticaNeue-BlackExtObl
    /HelveticaNeue-BlackItalic
    /HelveticaNeue-Bold
    /HelveticaNeue-BoldCond
    /HelveticaNeue-BoldCondObl
    /HelveticaNeue-BoldExt
    /HelveticaNeue-BoldExtObl
    /HelveticaNeue-BoldItalic
    /HelveticaNeue-Condensed
    /HelveticaNeue-CondensedObl
    /HelveticaNeue-ExtBlackCond
    /HelveticaNeue-ExtBlackCondObl
    /HelveticaNeue-Extended
    /HelveticaNeue-ExtendedObl
    /HelveticaNeue-Heavy
    /HelveticaNeue-HeavyCond
    /HelveticaNeue-HeavyCondObl
    /HelveticaNeue-HeavyExt
    /HelveticaNeue-HeavyExtObl
    /HelveticaNeue-HeavyItalic
    /HelveticaNeue-Italic
    /HelveticaNeue-Light
    /HelveticaNeue-LightCond
    /HelveticaNeue-LightCondObl
    /HelveticaNeue-LightExt
    /HelveticaNeue-LightExtObl
    /HelveticaNeue-LightItalic
    /HelveticaNeueLTStd-Md
    /HelveticaNeueLTStd-MdIt
    /HelveticaNeue-Medium
    /HelveticaNeue-MediumCond
    /HelveticaNeue-MediumCondObl
    /HelveticaNeue-MediumExt
    /HelveticaNeue-MediumExtObl
    /HelveticaNeue-MediumItalic
    /HelveticaNeue-Roman
    /HelveticaNeue-Thin
    /HelveticaNeue-ThinCond
    /HelveticaNeue-ThinCondObl
    /HelveticaNeue-ThinItalic
    /HelveticaNeue-UltraLigCond
    /HelveticaNeue-UltraLigCondObl
    /HelveticaNeue-UltraLigExt
    /HelveticaNeue-UltraLigExtObl
    /HelveticaNeue-UltraLight
    /HelveticaNeue-UltraLightItal
    /Helvetica-Oblique
    /Helvetica-UltraCompressed
    /HelvExtCompressed
    /HelvLight
    /HelvUltCompressed
    /Humanist521BT-Bold
    /Humanist521BT-BoldCondensed
    /Humanist521BT-BoldItalic
    /Humanist521BT-ExtraBold
    /Humanist521BT-Italic
    /Humanist521BT-Light
    /Humanist521BT-LightItalic
    /Humanist521BT-Roman
    /Humanist521BT-RomanCondensed
    /Humanist521BT-UltraBold
    /Humanist521BT-XtraBoldCondensed
    /Humanist531BT-BlackA
    /Humanist531BT-BoldA
    /Humanist531BT-RomanA
    /Humanist531BT-UltraBlackA
    /Humanist777BT-BlackB
    /Humanist777BT-BlackCondensedB
    /Humanist777BT-BlackItalicB
    /Humanist777BT-BoldB
    /Humanist777BT-BoldCondensedB
    /Humanist777BT-BoldItalicB
    /Humanist777BT-ExtraBlackB
    /Humanist777BT-ExtraBlackCondB
    /Humanist777BT-ItalicB
    /Humanist777BT-LightB
    /Humanist777BT-LightCondensedB
    /Humanist777BT-LightItalicB
    /Humanist777BT-RomanB
    /Humanist777BT-RomanCondensedB
    /Humanist970BT-BoldC
    /Humanist970BT-RomanC
    /HumanistSlabserif712BT-Black
    /HumanistSlabserif712BT-Bold
    /HumanistSlabserif712BT-Italic
    /HumanistSlabserif712BT-Roman
    /ICMEX10
    /ICMMI8
    /ICMSY8
    /ICMTT8
    /Iglesia-Light
    /ILASY8
    /ILCMSS8
    /ILCMSSB8
    /ILCMSSI8
    /Imago-Book
    /Imago-BookItalic
    /Imago-ExtraBold
    /Imago-ExtraBoldItalic
    /Imago-Light
    /Imago-LightItalic
    /Imago-Medium
    /Imago-MediumItalic
    /Industria-Inline
    /Industria-InlineA
    /Industria-Solid
    /Industria-SolidA
    /Insignia
    /Insignia-A
    /IPAExtras
    /IPAHighLow
    /IPAKiel
    /IPAKielSeven
    /IPAsans
    /ITCGaramondMM
    /ITCGaramondMM-It
    /JAKEOpti-Regular
    /JansonText-Bold
    /JansonText-BoldItalic
    /JansonText-Italic
    /JansonText-Roman
    /JansonText-RomanSC
    /JoannaMT
    /JoannaMT-Bold
    /JoannaMT-BoldItalic
    /JoannaMT-Italic
    /Juniper
    /KabelITCbyBT-Book
    /KabelITCbyBT-Demi
    /KabelITCbyBT-Medium
    /KabelITCbyBT-Ultra
    /Kaufmann
    /Kaufmann-Bold
    /KeplMM-Or2
    /KisBT-Italic
    /KisBT-Roman
    /KlangMT
    /Kuenstler480BT-Black
    /Kuenstler480BT-Bold
    /Kuenstler480BT-BoldItalic
    /Kuenstler480BT-Italic
    /Kuenstler480BT-Roman
    /KunstlerschreibschD-Bold
    /KunstlerschreibschD-Medi
    /Lapidary333BT-Black
    /Lapidary333BT-Bold
    /Lapidary333BT-BoldItalic
    /Lapidary333BT-Italic
    /Lapidary333BT-Roman
    /LASY10
    /LASY5
    /LASY6
    /LASY7
    /LASY8
    /LASY9
    /LASYB10
    /LatinMT-Condensed
    /LCIRCLE10
    /LCIRCLEW10
    /LCMSS8
    /LCMSSB8
    /LCMSSI8
    /LDecorationPi-One
    /LDecorationPi-Two
    /Leawood-Black
    /Leawood-BlackItalic
    /Leawood-Bold
    /Leawood-BoldItalic
    /Leawood-Book
    /Leawood-BookItalic
    /Leawood-Medium
    /Leawood-MediumItalic
    /LegacySans-Bold
    /LegacySans-BoldItalic
    /LegacySans-Book
    /LegacySans-BookItalic
    /LegacySans-Medium
    /LegacySans-MediumItalic
    /LegacySans-Ultra
    /LegacySerif-Bold
    /LegacySerif-BoldItalic
    /LegacySerif-Book
    /LegacySerif-BookItalic
    /LegacySerif-Medium
    /LegacySerif-MediumItalic
    /LegacySerif-Ultra
    /LetterGothic
    /LetterGothic-Bold
    /LetterGothic-BoldSlanted
    /LetterGothic-Slanted
    /Life-Bold
    /Life-Italic
    /Life-Roman
    /LINE10
    /LINEW10
    /Linotext
    /Lithos-Black
    /LithosBold
    /Lithos-Bold
    /Lithos-Regular
    /LOGO10
    /LOGO8
    /LOGO9
    /LOGOBF10
    /LOGOSL10
    /LOMD-Normal
    /LubalinGraph-Book
    /LubalinGraph-BookOblique
    /LubalinGraph-Demi
    /LubalinGraph-DemiOblique
    /LucidaHandwritingItalic
    /LucidaMath-Symbol
    /LucidaSansTypewriter
    /LucidaSansTypewriter-Bd
    /LucidaSansTypewriter-BdObl
    /LucidaSansTypewriter-Obl
    /LucidaTypewriter
    /LucidaTypewriter-Bold
    /LucidaTypewriter-BoldObl
    /LucidaTypewriter-Obl
    /LydianBT-Bold
    /LydianBT-BoldItalic
    /LydianBT-Italic
    /LydianBT-Roman
    /LydianCursiveBT-Regular
    /Machine
    /Machine-Bold
    /Marigold
    /MathematicalPi-Five
    /MathematicalPi-Four
    /MathematicalPi-One
    /MathematicalPi-Six
    /MathematicalPi-Three
    /MathematicalPi-Two
    /MatrixScriptBold
    /MatrixScriptBoldLin
    /MatrixScriptBook
    /MatrixScriptBookLin
    /MatrixScriptRegular
    /MatrixScriptRegularLin
    /Melior
    /Melior-Bold
    /Melior-BoldItalic
    /Melior-Italic
    /MercuriusCT-Black
    /MercuriusCT-BlackItalic
    /MercuriusCT-Light
    /MercuriusCT-LightItalic
    /MercuriusCT-Medium
    /MercuriusCT-MediumItalic
    /MercuriusMT-BoldScript
    /Meridien-Bold
    /Meridien-BoldItalic
    /Meridien-Italic
    /Meridien-Medium
    /Meridien-MediumItalic
    /Meridien-Roman
    /Minion-Black
    /Minion-Bold
    /Minion-BoldCondensed
    /Minion-BoldCondensedItalic
    /Minion-BoldItalic
    /Minion-Condensed
    /Minion-CondensedItalic
    /Minion-DisplayItalic
    /Minion-DisplayRegular
    /MinionExp-Italic
    /MinionExp-Semibold
    /MinionExp-SemiboldItalic
    /Minion-Italic
    /Minion-Ornaments
    /Minion-Regular
    /Minion-Semibold
    /Minion-SemiboldItalic
    /MonaLisa-Recut
    /MrsEavesAllPetiteCaps
    /MrsEavesAllSmallCaps
    /MrsEavesBold
    /MrsEavesFractions
    /MrsEavesItalic
    /MrsEavesPetiteCaps
    /MrsEavesRoman
    /MrsEavesRomanLining
    /MrsEavesSmallCaps
    /MSAM10
    /MSAM10A
    /MSAM5
    /MSAM6
    /MSAM7
    /MSAM8
    /MSAM9
    /MSBM10
    /MSBM10A
    /MSBM5
    /MSBM6
    /MSBM7
    /MSBM8
    /MSBM9
    /MTEX
    /MTEXB
    /MTEXH
    /MTGU
    /MTGUB
    /MTMI
    /MTMIB
    /MTMIH
    /MTMS
    /MTMSB
    /MTMUB
    /MTMUH
    /MTSY
    /MTSYB
    /MTSYH
    /MTSYN
    /MusicalSymbols-Normal
    /Myriad-Bold
    /Myriad-BoldItalic
    /Myriad-CnBold
    /Myriad-CnBoldItalic
    /Myriad-CnItalic
    /Myriad-CnSemibold
    /Myriad-CnSemiboldItalic
    /Myriad-Condensed
    /Myriad-Italic
    /MyriadMM
    /MyriadMM-It
    /Myriad-Roman
    /Myriad-Sketch
    /Myriad-Tilt
    /NeuzeitS-Book
    /NeuzeitS-BookHeavy
    /NewBaskerville-Bold
    /NewBaskerville-BoldItalic
    /NewBaskerville-Italic
    /NewBaskervilleITCbyBT-Bold
    /NewBaskervilleITCbyBT-BoldItal
    /NewBaskervilleITCbyBT-Italic
    /NewBaskervilleITCbyBT-Roman
    /NewBaskerville-Roman
    /NewCaledonia
    /NewCaledonia-Black
    /NewCaledonia-BlackItalic
    /NewCaledonia-Bold
    /NewCaledonia-BoldItalic
    /NewCaledonia-BoldItalicOsF
    /NewCaledonia-BoldSC
    /NewCaledonia-Italic
    /NewCaledonia-ItalicOsF
    /NewCaledonia-SC
    /NewCaledonia-SemiBold
    /NewCaledonia-SemiBoldItalic
    /NewCenturySchlbk-Bold
    /NewCenturySchlbk-BoldItalic
    /NewCenturySchlbk-Italic
    /NewCenturySchlbk-Roman
    /NewsGothic
    /NewsGothic-Bold
    /NewsGothic-BoldOblique
    /NewsGothicBT-Bold
    /NewsGothicBT-BoldCondensed
    /NewsGothicBT-BoldCondItalic
    /NewsGothicBT-BoldExtraCondensed
    /NewsGothicBT-BoldItalic
    /NewsGothicBT-Demi
    /NewsGothicBT-DemiItalic
    /NewsGothicBT-ExtraCondensed
    /NewsGothicBT-Italic
    /NewsGothicBT-ItalicCondensed
    /NewsGothicBT-Light
    /NewsGothicBT-LightItalic
    /NewsGothicBT-Roman
    /NewsGothicBT-RomanCondensed
    /NewsGothic-Oblique
    /New-Symbol
    /NovareseITCbyBT-Bold
    /NovareseITCbyBT-BoldItalic
    /NovareseITCbyBT-Book
    /NovareseITCbyBT-BookItalic
    /Nueva-BoldExtended
    /Nueva-Roman
    /NuptialScript
    /OceanSansMM
    /OceanSansMM-It
    /OfficinaSans-Bold
    /OfficinaSans-BoldItalic
    /OfficinaSans-Book
    /OfficinaSans-BookItalic
    /OfficinaSerif-Bold
    /OfficinaSerif-BoldItalic
    /OfficinaSerif-Book
    /OfficinaSerif-BookItalic
    /OnyxMT
    /Optima
    /Optima-Bold
    /Optima-BoldItalic
    /Optima-BoldOblique
    /Optima-ExtraBlack
    /Optima-ExtraBlackItalic
    /Optima-Italic
    /Optima-Oblique
    /OSPIRE-Plain
    /OttaIA
    /Otta-wa
    /Ottawa-BoldA
    /OttawaPSMT
    /Oxford
    /Palatino-Bold
    /Palatino-BoldItalic
    /Palatino-Italic
    /Palatino-Roman
    /Parisian
    /Perpetua
    /Perpetua-Bold
    /Perpetua-BoldItalic
    /Perpetua-Italic
    /PhotinaMT
    /PhotinaMT-Bold
    /PhotinaMT-BoldItalic
    /PhotinaMT-Italic
    /PhotinaMT-SemiBold
    /PhotinaMT-SemiBoldItalic
    /PhotinaMT-UltraBold
    /PhotinaMT-UltraBoldItalic
    /Plantin
    /Plantin-Bold
    /Plantin-BoldItalic
    /Plantin-Italic
    /Plantin-Light
    /Plantin-LightItalic
    /Plantin-Semibold
    /Plantin-SemiboldItalic
    /Poetica-ChanceryI
    /Poetica-SuppLowercaseEndI
    /PopplLaudatio-Italic
    /PopplLaudatio-Medium
    /PopplLaudatio-MediumItalic
    /PopplLaudatio-Regular
    /ProseAntique-Bold
    /ProseAntique-Normal
    /QuaySansEF-Black
    /QuaySansEF-BlackItalic
    /QuaySansEF-Book
    /QuaySansEF-BookItalic
    /QuaySansEF-Medium
    /QuaySansEF-MediumItalic
    /Quorum-Black
    /Quorum-Bold
    /Quorum-Book
    /Quorum-Light
    /Quorum-Medium
    /Raleigh
    /Raleigh-Bold
    /Raleigh-DemiBold
    /Raleigh-Medium
    /Revival565BT-Bold
    /Revival565BT-BoldItalic
    /Revival565BT-Italic
    /Revival565BT-Roman
    /Ribbon131BT-Bold
    /Ribbon131BT-Regular
    /RMTMI
    /Rockwell
    /Rockwell-Bold
    /Rockwell-BoldItalic
    /Rockwell-Italic
    /Rockwell-Light
    /Rockwell-LightItalic
    /RotisSansSerif
    /RotisSansSerif-Bold
    /RotisSansSerif-ExtraBold
    /RotisSansSerif-Italic
    /RotisSansSerif-Light
    /RotisSansSerif-LightItalic
    /RotisSemiSans
    /RotisSemiSans-Bold
    /RotisSemiSans-ExtraBold
    /RotisSemiSans-Italic
    /RotisSemiSans-Light
    /RotisSemiSans-LightItalic
    /RotisSemiSerif
    /RotisSemiSerif-Bold
    /RotisSerif
    /RotisSerif-Bold
    /RotisSerif-Italic
    /RunicMT-Condensed
    /Sabon-Bold
    /Sabon-BoldItalic
    /Sabon-Italic
    /Sabon-Roman
    /SackersGothicLight
    /SackersGothicLightAlt
    /SackersItalianScript
    /SackersItalianScriptAlt
    /Sam
    /Sanvito-Light
    /SanvitoMM
    /Sanvito-Roman
    /Semitica
    /Semitica-Italic
    /SIVAMATH
    /Siva-Special
    /SMS-SPELA
    /Souvenir-Demi
    /Souvenir-DemiItalic
    /SouvenirITCbyBT-Demi
    /SouvenirITCbyBT-DemiItalic
    /SouvenirITCbyBT-Light
    /SouvenirITCbyBT-LightItalic
    /Souvenir-Light
    /Souvenir-LightItalic
    /SpecialAA
    /Special-Gali
    /Sp-Sym
    /StempelGaramond-Bold
    /StempelGaramond-BoldItalic
    /StempelGaramond-Italic
    /StempelGaramond-Roman
    /StoneSans
    /StoneSans-Bold
    /StoneSans-BoldItalic
    /StoneSans-Italic
    /StoneSans-PhoneticAlternate
    /StoneSans-PhoneticIPA
    /StoneSans-Semibold
    /StoneSans-SemiboldItalic
    /StoneSerif
    /StoneSerif-Italic
    /StoneSerif-PhoneticAlternate
    /StoneSerif-PhoneticIPA
    /StoneSerif-Semibold
    /StoneSerif-SemiboldItalic
    /Swiss721BT-Black
    /Swiss721BT-BlackCondensed
    /Swiss721BT-BlackCondensedItalic
    /Swiss721BT-BlackExtended
    /Swiss721BT-BlackItalic
    /Swiss721BT-BlackOutline
    /Swiss721BT-BlackRounded
    /Swiss721BT-Bold
    /Swiss721BT-BoldCondensed
    /Swiss721BT-BoldCondensedItalic
    /Swiss721BT-BoldCondensedOutline
    /Swiss721BT-BoldExtended
    /Swiss721BT-BoldItalic
    /Swiss721BT-BoldOutline
    /Swiss721BT-BoldRounded
    /Swiss721BT-Heavy
    /Swiss721BT-HeavyItalic
    /Swiss721BT-Italic
    /Swiss721BT-ItalicCondensed
    /Swiss721BT-Light
    /Swiss721BT-LightCondensed
    /Swiss721BT-LightCondensedItalic
    /Swiss721BT-LightExtended
    /Swiss721BT-LightItalic
    /Swiss721BT-Medium
    /Swiss721BT-MediumItalic
    /Swiss721BT-Roman
    /Swiss721BT-RomanCondensed
    /Swiss721BT-RomanExtended
    /Swiss721BT-Thin
    /Swiss721BT-ThinItalic
    /Swiss921BT-RegularA
    /Symbol
    /Syntax-Black
    /Syntax-Bold
    /Syntax-Italic
    /Syntax-Roman
    /Syntax-UltraBlack
    /Tekton
    /Times-Bold
    /Times-BoldA
    /Times-BoldItalic
    /Times-BoldOblique
    /Times-Italic
    /Times-NewRoman
    /Times-NewRomanBold
    /Times-Oblique
    /Times-PhoneticAlternate
    /Times-PhoneticIPA
    /Times-Roman
    /Times-RomanSmallCaps
    /Times-Sc
    /Times-SCB
    /Times-special
    /TimesTenGreekP-Upright
    /TradeGothic
    /TradeGothic-Bold
    /TradeGothic-BoldCondTwenty
    /TradeGothic-BoldCondTwentyObl
    /TradeGothic-BoldOblique
    /TradeGothic-BoldTwo
    /TradeGothic-BoldTwoOblique
    /TradeGothic-CondEighteen
    /TradeGothic-CondEighteenObl
    /TradeGothicLH-BoldExtended
    /TradeGothicLH-Extended
    /TradeGothic-Light
    /TradeGothic-LightOblique
    /TradeGothic-Oblique
    /Trajan-Bold
    /TrajanPro-Bold
    /TrajanPro-Regular
    /Trajan-Regular
    /Transitional521BT-BoldA
    /Transitional521BT-CursiveA
    /Transitional521BT-RomanA
    /Transitional551BT-MediumB
    /Transitional551BT-MediumItalicB
    /Univers
    /Universal-GreekwithMathPi
    /Universal-NewswithCommPi
    /Univers-BlackExt
    /Univers-BlackExtObl
    /Univers-Bold
    /Univers-BoldExt
    /Univers-BoldExtObl
    /Univers-BoldOblique
    /Univers-Condensed
    /Univers-CondensedBold
    /Univers-CondensedBoldOblique
    /Univers-CondensedOblique
    /Univers-Extended
    /Univers-ExtendedObl
    /Univers-ExtraBlackExt
    /Univers-ExtraBlackExtObl
    /Univers-Light
    /Univers-LightOblique
    /UniversLTStd-Black
    /UniversLTStd-BlackObl
    /Univers-Oblique
    /Utopia-Black
    /Utopia-BlackOsF
    /Utopia-Bold
    /Utopia-BoldItalic
    /Utopia-Italic
    /Utopia-Ornaments
    /Utopia-Regular
    /Utopia-Semibold
    /Utopia-SemiboldItalic
    /VAGRounded-Black
    /VAGRounded-Bold
    /VAGRounded-Light
    /VAGRounded-Thin
    /Viva-BoldExtraExtended
    /Viva-Regular
    /Weidemann-Black
    /Weidemann-BlackItalic
    /Weidemann-Bold
    /Weidemann-BoldItalic
    /Weidemann-Book
    /Weidemann-BookItalic
    /Weidemann-Medium
    /Weidemann-MediumItalic
    /WindsorBT-Elongated
    /WindsorBT-Light
    /WindsorBT-LightCondensed
    /WindsorBT-Roman
    /Wingdings-Regular
    /WNCYB10
    /WNCYI10
    /WNCYR10
    /WNCYSC10
    /WNCYSS10
    /WoodtypeOrnaments-One
    /WoodtypeOrnaments-Two
    /ZapfCalligraphic801BT-Bold
    /ZapfCalligraphic801BT-BoldItal
    /ZapfCalligraphic801BT-Italic
    /ZapfCalligraphic801BT-Roman
    /ZapfChanceryITCbyBT-Bold
    /ZapfChanceryITCbyBT-Demi
    /ZapfChanceryITCbyBT-Medium
    /ZapfChanceryITCbyBT-MediumItal
    /ZapfChancery-MediumItalic
    /ZapfDingbats
    /ZapfDingbatsITCbyBT-Regular
    /ZapfElliptical711BT-Bold
    /ZapfElliptical711BT-BoldItalic
    /ZapfElliptical711BT-Italic
    /ZapfElliptical711BT-Roman
    /ZapfHumanist601BT-Bold
    /ZapfHumanist601BT-BoldItalic
    /ZapfHumanist601BT-Demi
    /ZapfHumanist601BT-DemiItalic
    /ZapfHumanist601BT-Italic
    /ZapfHumanist601BT-Roman
    /ZapfHumanist601BT-Ultra
    /ZapfHumanist601BT-UltraItalic
    /ZurichBT-Black
    /ZurichBT-BlackExtended
    /ZurichBT-BlackItalic
    /ZurichBT-Bold
    /ZurichBT-BoldCondensed
    /ZurichBT-BoldCondensedItalic
    /ZurichBT-BoldExtended
    /ZurichBT-BoldExtraCondensed
    /ZurichBT-BoldItalic
    /ZurichBT-ExtraBlack
    /ZurichBT-ExtraCondensed
    /ZurichBT-Italic
    /ZurichBT-ItalicCondensed
    /ZurichBT-Light
    /ZurichBT-LightCondensed
    /ZurichBT-LightCondensedItalic
    /ZurichBT-LightExtraCondensed
    /ZurichBT-LightItalic
    /ZurichBT-Roman
    /ZurichBT-RomanCondensed
    /ZurichBT-RomanExtended
    /ZurichBT-UltraBlackExtended
  ]
  /NeverEmbed [ true
    /TimesNewRomanPS
    /TimesNewRomanPS-Bold
    /TimesNewRomanPS-BoldItalic
    /TimesNewRomanPS-BoldItalicMT
    /TimesNewRomanPS-BoldMT
    /TimesNewRomanPS-Italic
    /TimesNewRomanPS-ItalicMT
    /TimesNewRomanPSMT
  ]
  /AntiAliasColorImages false
  /CropColorImages false
  /ColorImageMinResolution 150
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages false
  /GrayImageMinResolution 150
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages false
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 2400
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox false
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (U.S. Web Coated \050SWOP\051 v2)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName (http://www.color.org)
  /PDFXTrapped /Unknown

  /CreateJDFFile false
  /Description <<
    /DAN <>
    /DEU <>
    /ESP <>
    /FRA <>
    /ITA <>
    /JPN <FEFF3053306e8a2d5b9a306f30019ad889e350cf5ea6753b50cf3092542b308000200050004400460020658766f830924f5c62103059308b3068304d306b4f7f75283057307e30593002537052376642306e753b8cea3092670059279650306b4fdd306430533068304c3067304d307e305930023053306e8a2d5b9a30674f5c62103057305f00200050004400460020658766f8306f0020004100630072006f0062006100740020304a30883073002000520065006100640065007200200035002e003000204ee5964d30678868793a3067304d307e30593002>
    /NLD <>
    /NOR <>
    /PTB <>
    /SUO <>
    /SVE <>
    /ENU (Use these settings for creating PDF files for submission to The Sheridan Press. These settings configured for Acrobat v6.0 08/06/03.)
  >>
  /Namespace [
    (Adobe)
    (Common)
    (1.0)
  ]
  /OtherNamespaces [
    <<
      /AsReaderSpreads false
      /CropImagesToFrames true
      /ErrorControl /WarnAndContinue
      /FlattenerIgnoreSpreadOverrides false
      /IncludeGuidesGrids false
      /IncludeNonPrinting false
      /IncludeSlug false
      /Namespace [
        (Adobe)
        (InDesign)
        (4.0)
      ]
      /OmitPlacedBitmaps false
      /OmitPlacedEPS false
      /OmitPlacedPDF false
      /SimulateOverprint /Legacy
    >>
    <<
      /AllowImageBreaks true
      /AllowTableBreaks true
      /ExpandPage false
      /HonorBaseURL true
      /HonorRolloverEffect false
      /IgnoreHTMLPageBreaks false
      /IncludeHeaderFooter false
      /MarginOffset [
        0
        0
        0
        0
      ]
      /MetadataAuthor ()
      /MetadataKeywords ()
      /MetadataSubject ()
      /MetadataTitle ()
      /MetricPageSize [
        0
        0
      ]
      /MetricUnit /inch
      /MobileCompatible 0
      /Namespace [
        (Adobe)
        (GoLive)
        (8.0)
      ]
      /OpenZoomToHTMLFontSize false
      /PageOrientation /Portrait
      /RemoveBackground false
      /ShrinkContent true
      /TreatColorsAs /MainMonitorColors
      /UseEmbeddedProfiles false
      /UseHTMLTitleAsMetadata true
    >>
    <<
      /AddBleedMarks false
      /AddColorBars false
      /AddCropMarks false
      /AddPageInfo false
      /AddRegMarks false
      /BleedOffset [
        0
        0
        0
        0
      ]
      /ConvertColors /NoConversion
      /DestinationProfileName (sRGB IEC61966-2.1)
      /DestinationProfileSelector /NA
      /Downsample16BitImages true
      /FlattenerPreset <<
        /PresetSelector /MediumResolution
      >>
      /FormElements true
      /GenerateStructure false
      /IncludeBookmarks false
      /IncludeHyperlinks false
      /IncludeInteractive false
      /IncludeLayers false
      /IncludeProfiles true
      /MarksOffset 6
      /MarksWeight 0.250000
      /MultimediaHandling /UseObjectSettings
      /Namespace [
        (Adobe)
        (CreativeSuite)
        (2.0)
      ]
      /PDFXOutputIntentProfileSelector /DocumentCMYK
      /PageMarksFile /RomanDefault
      /PreserveEditing true
      /UntaggedCMYKHandling /LeaveUntagged
      /UntaggedRGBHandling /LeaveUntagged
      /UseDocumentBleed false
    >>
  ]
  /SyntheticBoldness 1.000000
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [612.000 792.000]
>> setpagedevice




