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Note on Software

Where possible in this work Open Source software has always been preferred, both on an Oper-
ating System front, as well as for the software used for acquiring, treating and analysing data.
Unfortunately in some cases, closed source operating systems and software have been used in
this work, but on almost all fronts recent developments show encouraging trends in the direction
of being able to replace these black boxes.

In this research work Python has been used extensively, with other tools such as ImageJ
(Fijiy and Gnuplot also being used widely.

Where it been considered useful, software or algorithms have been contributed back to the
community.



Abstract in English

This doctoral thesis presents an experimental investigation into the mechanics of granular media.
The novelty that this work brings is that the specimens of sand tested in this work are systemati-
cally and non-destructively imaged using x-ray tomography. Sample size is considerably reduced
from standard (specimens measure approximately 22 mm height by 11 mm diameter), allowing
entire specimens to be scanned at a su ciently high resolution to identify all the grains (more
than fty thousand) in each specimen.

A campaign of triaxial compression tests has been run on a series of three di erent natural
sands with di erent grain shapes (Hostun sand, Ottawa sand and Caicos ooids all prepared at
relatively dense initial states), and tested at 100 or 300 kPa cell pressure. In each test around 15
x-ray scans are performed. In the 3D images resulting from the reconstruction of the x-ray scans
performed, grains are identi ed each state using a standard watershed algorithm. Starting from
these discretised data, technigques are developed in order characterise grain-to-grain contacts,
as well as to measure the kinematics of all the identi ed grains between imaged states. Grain
kinematics are measured with two speci cally-developed tools: ID-Track to track grains yielding
their displacements, and a discrete image correlation technique to measure grain rotations.

Grain-scale measurements are reported in detail for one test, and are then compared to tests
in di erent conditions, in order to highlight the micro-mechanisms responsible for the observed
macroscopic behaviour. This comparison highlights some important micro-scale mechanisms such
as the increasing rotational frustration of more angular grains when the sample's deformation is
concentrated in a fully developed shear band; this is used to explain to some extent the higher
value of their residual stress for these materials. Signs of localised deformation are seen to occur
well before the peak in many samples, and complex patterns of rotating grains (which match a
local, grain-based measurement of strain) are noticed around the peak of each sample's response.



Résumeé en Francais

Cette thése présente un travail expérimental dans le domaine de la mécanigue des milieux gran-
ulaires. Ce travail introduit une nouveauté fondamentale: durant la déformation d'échantillons
de sable en compression triaxiale classique, leur micro-structure est enregistrée par tomographie
a rayons-x en environ 15 étapes de déformation di érentes.

An que tous les grains d'un échantillon soient individuellement visibles dans les images
de tomographie, les échantillons sont considérablement réduits pour qu'ils mesurent 11 mm en
diametre et 22 mm en hauteur. Cela permet d'identi er et d'individualiser tous les plus de
cinquante mille grains d'un échantillon.

Dans ce travail expérimental, une série d'essais triaxiaux a été réalisée sur trois sables na-
turels (le sable d'Hostun, le sable d'Ottawa et des Caicos ooids, tous a partir des états initiaux
relativement denses), a deux valeurs de pression de con nement di érents (100 et 300 kPa).

Dans les images 3D résultantes de la reconstruction des acquisitions tomographiques réalisées
au cours de chague essai, les grains sont identi és dans chaque état en utilisant un algorithme
de type watershed (ligne de partage des eaux) classique. A partir de ces donnélscrétisées
des techniques ont été mises au point pour caractériser les contacts grain-a-grain mais aussi
pour mesurer la cinématique de tous les grains identi és entre les états pour lesquels des images
tridimensionnelles existent. La cinématique des grains est mesurée avec deux outils spécialement
développés: ID-Track suit les grains et donne leurs déplacements; cette information est ensuite
nécessaire pour une technique hybride de corrélation d'images discréte pour mesurer la rotation
de chaque grain.

Des mesures a |'échelle du grain sont présentées en détail pour un essai, et sont ensuite
comparées a des essais dans des conditions di érentes. L'objectif est de mettre en évidence les
micro-mécanismes responsables des di érents comportements macroscopiques observés pour ces
matériaux. Cette comparaison met en évidence certains micro-mécanismes importants tels que,
par exemple, la déformation d'un échantillon. Celle-ci est concentrée dans une bande de cisaille-
ment bien développée qui correspond a une bande de grains avec des rotations intenses. Dans un
échantillon de grains arrondis, cette bande dé nie par des grains est trés nette. Par contre,
avec des grains anguleux, les rotations des grains dans la bande polluent les grains voisins;
leur forme facilite I'engrenage entre grains, qui limite aussi les grosses rotations individuelles des
grains. Cette di érence de mécanisme de déformation est utilisée pour expliquer la di érence
dans la contrainte résiduelle observée a macro-échelle. Des signes de déformation localisée sont
systématiquement observés en train de se produire avant le pic de déformation des échantillons et
des systémes complexes de chaines de rotations de grains (qui correspondent aussi a une mesure
locale de déformation calculée avec les déplacements des grains) sont remarquées autour du pic
de la réponse macroscopique de chaque échantillon.
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Nomenclature

De nitions of some Key Words

A grain will be used (naturally) to speci cally denote grains of sand when talking about geo-
materials.

A particle , as opposed to grain will be used to denote any uniquely de ned digital 3D object.
This means that in a given 3D volume each particle must be distinguishable from other particles,
and from the background. This is often achieved by assigning a unique, positive integer number
to each patrticle (its label), and setting all voxels belonging with a di erent number. It would in
theory also be possible to maintain a list of particles external to the 3D volume.

A voxel is a 3D pixel. When the pixel size of a given scan or reconstructed 3D volume is
given as, for example, 15m per pixel, this means that the voxels measure 15 15 15 m. In
this work, voxel will be used to describe the 3D equivalent of a pixel as seen above, and pixel
will be used in an undistinguished manner for 2D and 1D pixels rationally a measurement of
distance should be given in linear pixels (lixels?).

A radiogram is a 2D image of x-ray attenuation, make with an x-ray source and recorded
on a detector or imager. Since x-rays travel to some extent through most materials, a radiogram
is a depth-averaged image over the path of the x-rays to the detector. See Figure 1.

A tomograph denotes an x-ray scanner which allows imaging of the specimen at di erent
angular positions. In the medical domain this is typically achieved by rotating the x-ray source
and detector around a patient. In this work however the patient's well-being is less of a concern,
so for convenience, the source and detector remain xed in space, and the specimen is rotated.

A tomographic scan or x-ray scan refers to a series of acquisitions of radiographs (see
above) of a given object, from di erent angles. These are typically acquired with the objective
of reconstructing these into a 3D image - see 'reconstruction below.

Full-eld measurements are those that evaluate a eld of a given quantity all over the area

Figure 1: A radiogram (a 2D image as de ned above) of a human leg. Bone attenuates x-rays more
strongly than the surrounding esh, and appears lighter in this inverted image, which is standard
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of interest, as opposed to measurements on the boundary of the area of interest. These kind of
measurements are typically, but not necessarily, non-destructive (FIB and BIB are examples of
destructive 3D imaging techniques).

Reconstruction  or tomographic reconstruction refers to the reconstruction of a 3D
model of x-ray attenuation coe cient reconstructed from a tomographic scan (see above).

3D images is used to denote all full- eld information (see directly above) measured over
considered in this work as representing the contact a 3D volume composed wbxels (de ned
above). Most of the 3D images used in this work derive from reconstructed tomographic scans.
These 3D images, are of course just large 3D matrices, where each element contains some in-
formation, such as a measured full- eld property (typically reconstructed x-ray attenuation
coe cient in the images that serve as the input to all the image treatment described here).

Greyscale is used in the computer science sense to denote a data type greyscale images,
pixels or voxels are ones which can carry a range of di erent values (greylevels), often in this
work of reconstructed x-ray attenuation coe cient.

Binarisation is the process used in order to turn a greyscale image into a binary image one
in which there are only two values (usually grain and void in this work). This is often achieved
by the use of a threshold grey value, above and below which the two phases are assigned.

Segmentation literally means splitting apart, but in the world of image treatment, it is used
in two related but di erent ways. It is sometimes used to mean binarise (where the di erent
phases present in the image are split apart from each other). Here segmentation is used in a more
physical sense to mean the separation of objecfsom each otherin the image. To this end a
watershed -type algorithm is generally used. For clarity separation will be used where possible.

In-Situ is used, for this work to mean experiments performed wholly inside an x-ray scanner
(i.e. with loading performed inside the scannér This is opposed to the standard geotechnical
meaning ofin-situ measurements: which are (typically mechanical) tests performed in the eld,
as opposed to in the lab.

Description of Acronyms and Abbreviations

TXC - Triaxial Compression Test, described in the chapter detailing the experiments.

DIC or DVC - Digital Image (or Volume) Correlation, see Section 5.1 for an introduction.
ID-Track - name given to a technique developed in this work and published in Andét al.
(2012a) and Andoet al. (2012b)

NCC - Normalised Correlation Coe cient, a mathematical tool to evaluate the similarities
between two signals, or matrices.
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Chapter 1

Introduction

This chapter introduces the subject area of this doctoral work, putting it into historical perspec-
tive as well as brie y describing recent work in the most closely elds connected. After having
laid down the historical context the structure of the work itself is then introduced in Section 1.6.

1.1 Continuum models for soil behaviour

The response of soils to mechanical loading has been of interest to civil engineers ever since
substantial foundations have had to be built or large loads have had to be applied to soil. The
practical information desired by engineers is typically predictivee.g., the amount of settlement
that will happen or whether a slope or wall will fail in a given loading scenario.

A fundamental step required in engineering-scale soil mechanics problems is to abstract forces
and displacements to stresses and strains applied on a continuum. Continuum models for soil
behaviour which are able to capture hardening plasticity have had a lot of success in reproducing
the mechanical responses of some soils. The modi ed CamClay model developed in Cambridge
by Roscoe and Burland (1968) is a particularly good example of this.

Continuum models of soil behaviour are ideal for use in engineering-scale Finite Element sim-
ulations. Finite Element simulations allow prediction of the e ects of the complicated geometries
and stress paths in a given site. However, the power of this kind of modelling depends critically
on the quality of the model used to describe the soil's behaviour.

In order to inform any kind of model, experiments must be carried out on the soils that need to
be modelled. Since soils are pressure-dependant materials (unlike metals), they need to be tested
under pressure, which in laboratory testing is typically applied by means of a pressure cell which
limits access to a specimen once it is set up inside the cell. The parameters required in classical
continuum models relate to the stresses and strains measured in a specimen which is considered
as a representative elementary volume, or material point of a continuumif(e., its stress state can
be described by a single tensor, instead of a eld of a tensor quantity); subsequently classical
soil mechanics testing has limited itself to measurement on the boundaries of a specimen. This
in turn has historically limited observations of deformation that occurs within a given specimen,
since the averaged specimen response is the only behaviour that can be taken into account in
conventional continuum models.

1.2 Localisation in granular materials

As elegantly stated in the opening of Desrues (1984)Strain localisation is a phenomenon that is
both commonplace as well as fascinatindgtranslated from French). The phenomenon is described
as commonplace due to its frequent apparition in the study of the mechanics of geomaterials, as
well as in other domains dealing with granular materials. The fascination of strain localisation
lies in the fact that materials that start deforming relatively homogeneously are able to transition
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into a highly inhomogeneous (localised) mode of deformation. The apparition of shear bands,
the most comment form of localisation in granular materials, is strongly related to failure, and
is consequently a subject of great importance, not only for research but also for engineering
practice.

Shear bands have been observed experimentally as zones of a specimen that have intense
shear strain (as well as volumetric strain in dilatant materials like sand) and outside of which
the material has much less strain. Shear bands have been observed to occur in planar regions
with a small, but non-zero thickness. The angles of these planes have been objects of a lot of
study (see Vardoulakis and Sulem, 1995). In sands, shear bands have been observed to be in the
order of 10 to 20 grains thick, see Figure 1.1 from Odat al. (2004), for an example.

Figure 1.1: Post-mortem observation of shear band thickness in a sand specimen deformed under triaxial
compression (from: Odaet al., 2004, Original caption: Microstructure in a shear band: (a) magnied
image (from x-ray tomography); (b) sketch to emphasise the column-like structure in a shear band)

Strain localisation in soils causes di culties for continuum models. Terzaghi (1920) states:

..:Coulomh:: purposely ignored the fact that sand consists of individual grains. Coulomb's idea
proved very useful as a working hypothesis but it developed into an obstacle against further
progress as soon as its hypothetical character came to be forgotten by Coulomb's successors. The
way out of the di culty lies in dropping the old fundamental principles and starting again from
the elementary fact that sand consists of individual grains A perfect example of the obstacles
that Terzaghi mentions is the inability of classical continuum models to adequately capture
failure. Strain localisation is in many (if not all cases) the mechanism of deformation that leads
to failure in granular materials.

If a simple lab test such as a plane strain compression test is reproduced in a nite element
simulation using a classical continuum model with strain softening, then strain will concentrate
into a shear band. This means that strain localisation can be qualitatively reproduced. The
shear bands that result from these simulations are, howevemesh-dependent This means that
the thickness of the mesh used to approximate the continuum has an e ect on the shear band
thickness obtained €.g, Bafant et al., 1984). Mesh dependency of shear band thicknesses also
has an e ect on macroscopic response; which makes the simulation not objective at either scale.

In order to resolve the problem of non-objectivity in shear band modelling, enriched continua
have been developed. Enriched continua enlarge the scope of the direct relationship between
stresses and strains, which is implicit in classical continua, by taking into account higher order
guantities (such as the second spatial derivatives of the displacement discussed later). The result
of this is the introduction of a so-calledlength-scaleto the continuum, which is related to and
controls the nal dimensions of the shear bands that are obtained in simulations. Di erent types
of enrichment are possible: local higher order continua preserve the idea of simple materials ,
as de ned by Truesdell and Noll (1965) as continua where the state of a given material point
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depends on the history of stress and strain in that point alone. The relationship between stresses
and strains is thus enriched locally by adding dependence either on the rotation of material
points (Cosserat Continua, rst de ned by the Cosserat brothers: Cosserat and Cosserat, 1909)
or on the second derivative of material points' displacements in so-called second-gradient models
(see Germain, 1973). Second gradient models have been particularly studied and developed in
Grenoble (see Chamboret al., 2001; Matsushimaet al., 2002, for applications to localisation)
recent work (Chambon, 2011) provides a general overview. Non-local methods also exist, which
use a de nition of a material point consistent with Truesdell and Noll (1965)'s de nition of non-
simple materials, that include the history of neighbouring material points in the current state

of stress and strain. Enriched continua can be thought of as a rst step towards recognising the
fact that (as the quotation of Terzaghi clearly states) a material's small-scale generally known
as a micro-scale (although not necessarily on the scale of micrometers) is important.

Enriched continua correctly reproduce shear band widths in a mesh independent way, but
of course still require constitutive models to relate stresses and strains for a given material.
Phenomenological constitutive models can continue to be used and calibrated for these enriched
continua. However, shear bands in sands (as shown in Figure 1.1 and con rmed in many sources)
appear to have a characteristic length (their width) in the order of 10 Dsg. The modelling of
such a small number of grains as a continuum seems relatively tenuous. Recent modelling e orts,
starting from this observation, have endeavoured to keep the nite element framework and have
focussed on replacing classical constitutive relations with simulations of a veritable micro-scale.
These models are known as multi-scale models. Two-scale, or double-scale models come in two
principal varieties, Finite Elements at the macro-scale with Discrete Elements at the micro scale,
called FEM-DEM models (examples of which can be found in Andradet al., 2011; Nitka et al.,
2011) and FEM? or FE? models, where the micro-scale is modelled by a nite element simulation
of the micro-structure (see, for example, Freyet al., 2012; Kouznetsovaet al., 2001). These
multi-scale approaches obviously still require enriched continua at the macro-scale if problems of
mesh dependence are expected, which is the case as soon as the multi-scale approach results in
a softening behaviour at the macro scale.

Another important class of continuum models that take into account the e ect of micro-
structure are models that use fabric (orientations of grains, contacts and voids often expressed
as a fabric tensor) as a state variable. These models do not necessarily need enriched continua.
The model proposed in Fu and Dafalias (2011) is an example of this.

This section has shown the progressive introduction of approaches that recognise the impor-
tance of micro-structure in modelling of behaviour of granular materials. These important and
various theoretical developments need micro-mechanical experimental observations in order to
be implemented, tested and veri ed. These will be covered in the next section.

1.3 Micro-mechanical information from Discrete Element Models

The modelling of strain localisation described above in Section 1.2 has required the develop-
ment of advanced tools to take into account the e ect of granular material's micro-scale. These
models require micro-scale observations for calibration and testing. In the simplest case, enriched
continua need observations of shear band thicknesses in order for a physically relevant internal
length to be set. Multi-scale models, and models that depend on a fabric tensor require much
more detailed micro-mechanical observations to be made and followed as a granular medium
deforms.

Such advanced modelling tools require advanced experiments to be undertaken in order to fol-
low the micro-mechanical evolution of granular material as it deforms. These experiments di er
so radically from the traditional soil mechanics experiments (typically performed to inform con-
tinuum models) that micro-mechanical experimental observations were historically lacking when
these models were developed. Historically this gap has been lled by Discrete Element Models
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(DEM, see O'Sullivan, 2012, for a review). Very briey DEM allows patrticle-level simulations

of granular materials with simple contact laws between particles. When a su cient number of
particles are simulated, interesting trends can be observed and measured. Since each patrticle is
known to the simulation, coordination numbers, displacements, rotations and forces can easily
be obtained for every particle in every step of the simulation. For reasons of computational
e ciency, by far the most common shapes to simulate are circles in 2D and spheres in 3D. Some
time has been dedicated to describing grains of more complex shapes, either by allowing ellipses,
polygons or by glueing several spheres together (with and without overlap). These simulations
have allowed many grain-scale phenomena to be revealed and studied, but they remain simula-
tions, and comparisons to reality are always necessary. Currently comparisons to reality have
only been made using macroscopic responses, which are typically hard to match.

1.4 Experimental micro-mechanics in 2D

With micro-scale experimental observations and measurements required and desired both by the
discrete element community, and by the users and developers of enriched continua, experimental
micro-mechanics has not been at a standstil. Some fascinating experimental equipment has
been designed that allows the full- eld measurement of grain or particle properties. This started
initially with 2D observations typically by time-lapse photography of deforming media in
plane strain. Plane strain apparatus can be tted with a glass window to allow the specimen to
be observed and photographed in the plane of plane strain. Photos can then be compared in order
to measure a eld of displacements between these two con gurations. The very comprehensive
paper by Desrues and Viggiani (2004) details results of an extensive experimental campaign
carried out in Grenoble with measurements obtained by stereophotogrammetry the work of
many other groups is cited therein. These measurements characterise localised strain in the
specimens tested, but are however not at the grain scale.

A rather unique machine developed in Grenoble, calleddRe, allows 2D tests on Schneebeli
materials (3D analogues of a 2D material,i.e., 2D shapes with an extruded third dimension)
with full control of the imposed strain in 2D. Its faces are open, allowing photos to be taken of the
Schneebeli particles rearranging. Particle sizes can be chosen such that individual grains are easily
identi able in the images acquired. This allows 2D experimental observations of kinematics in the
style of 2D DEM simulations. Work on this machine has revealed, and con rmed, for example, the
importance of contact orientations in the deformation of granular materials. Sibille and Froiio
(2007) pertinently state: The development of discrete element methods (DEMs), provided
powerful and exible investigation tools. On the other hand, this has had the unfortunate e ect
that relatively few attempts have been made to develop nely-tuned experimental techniques for
microscale investigations of granular materials. This has lead to the paradox of micromechanics
of granular materials as a science based almost entirely on virtual evidence .

Calvetti et al. (1997) lay out challenges for the experimental characterisation of microme-
chanical behaviour as follows:

The full description of micromechanical behaviour may be divided into three points:

1. Description of the structure, that is to say, position of grains and contacts between them.

2. Description of the kinematics evolution: displacements, rotations, evolution of contacts.

3. Description of intergranular forces.

Inference of forces in 2D is possible with the use of photoelastic disks, for example. Photoe-
lastic materials are birefringent when strained. This can be imaged with polarised light, which
in turn means that strain can be measured at a patrticle level, and stress (and therefore forces)
can be evaluated using a constitutive hypothesis. This allows phenomena such as force chains

between particles to be seen in real, plain strain, experiments see for example Majmudar and
Behringer (2005) and Lesniewska and Wood (2011).
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1.5 Experimental micro-mechanical observations in 3D

The passage to full eld measurement of 3D granular materials adds a considerable technical
challenge. Since micro-scale measurements are required as a material evolves, destructive image
techniques that progressively acquire 2D images as an object is cut away, are simply not applicable
to the imaging of a process

This means that non-destructivefull- eld 3D imaging is required in order to be able to achieve
the goal of imaging a process. X-ray tomography, a technique principally developed in the world
of medicine (where destructive imaging of live patients is not really an option), is just such a
technique. X-ray tomography is extremely well adapted to material science and is currently
booming in material science research.

X-rays are able to travel through matter, and are increasingly absorbed by materials with
higher atomic numbers which are vaguely correlated to density. Acquiring many 2D x-ray trans-
mission radiographs while rotating an object allows a 3D eld of attenuation to be reconstructed
inside the scanned domain. In the pioneering work of Desruest al. (1996), x-ray tomography is
used to scan full-size (100 mm diameter) triaxial specimens of sand during deformation. Due to
the limited spatial resolution of the device used, individual grains are not visible. The results of
this work show that even though shear band might not be visible on the outside of a specimen,
when one is able to look inside, complex patterns of localised deformation can be seen thanks to
their characteristic density.

Since the pioneering work of Desruest al. (1996), x-ray tomography has advanced consid-
erably; technological developments speci cally for materials science have traded o increased
scanning times (since x-ray dosage is not a problem for most materials) against a great gain in
spatial resolution. Furthermore, synchrotrons, such as the ESRF in Grenoble, are also sources
of extremely powerful and high-quality x-ray light, which also provide increasingly ne spatial
resolution at considerably reduced scanning times. These gains in spatial resolution have made
x-rays an ideal tool for making observations at the grain scale for coarse-grained granular materi-
als. The sensitivity of x-rays to density means that grains and pores can be easily distinguished,
if the spatial resolution of measurement is su cient. This can be seen in the x-ray tomography
images in Figure 1.1, left (an example from this work can be seen in Figure 4.1).

Many groups have started to use x-ray tomography to investigate particulate matter, the
success of the recent cycle of international workshops on X-ray Computed Tomography for Ge-
omaterials (GeoX) conferences (see Alshibli and Reed, 2010; Desruetsal., 2006; Otani and
Obara, 2003) goes a long way to prove this.

X-ray imaging at the grain scale during deformation has been performed by other groups,
including notable examples from Matsushimaet al. (2006) and Alshibli and Alramahi (2006).
These have proved the interest of grain-scalin-situ imaging, and have paved the way for the
principal inspiration for this doctoral work which is the test on Hostun sand published and
analysed in Hall et al. (2010). This test has been scannedh-situ, giving 3D images of the
specimen deforming, where individual grains are clearly visible in the acquired 3D images. These
time- or strain-lapse 3D images are locally analysed both as images of a deforming continuum,
as well as at the grain-scale, to provide some unprecedented measurements.

1.6 Structure of this thesis

This thesis' primary objectives are the development of tools that allow micro-scale characteri-
sation of granular media as they evolve in 3D. In this work x-ray tomography is systematically
applied to the imaging of small specimens of di erent granular media, as they are deformed in
a speci cally designed triaxial cell. The multiple 3D images coming from each single test then
need to be treated in order to make measurements of the specimen's deformation mechanisms
at di erent scales. The idea is to cover and extend the bases set out in Haét al. (2010) and to
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more systematically study a range of di erent materials in di erent con gurations.

Chapter 2: X-rays for imaging geomaterials in three dimensions

Chapter 2 provides a brief introduction to the most important parts of the physics of x-rays, as
they apply to this work. X-ray tomography the technique whereby many x-ray radiographs of
an object are acquired at di erent angular positions, allowing its x-ray attenuation eld to be

reconstructed in 3D is then brie y introduced.

The Laboratoire 3SR x-ray tomograph, used in this work, is described in Section 2.2. Tech-
nical details of the source and acquisition system, as well as the method by which the 3D images
are reconstructed from the acquired radiographs of the specimen rotating are provided.

A simple tool to measure the quality of reconstructed images was implemented, thus per-
mitting the correction of the acquisition geometry during reconstruction and, in turn, allowing
an improved image quality to be achieved. The application of this correction to a progressive
series of scans during the same test reveals that the geometry of the acquisition system is not
stable with time, since the correction applied varies between progressive reconstructions of the
same test. Some hypotheses about the source of these instabilities are made, and tested with
a preliminary test over many hours. This preliminary test clearly shows a correlation between
measured di erential displacements and long term variations in temperature in the room. A
tool (called TomoFrame) was then speci cally developed with the double objective of allowing
a more precise study of thermal e ects, as well correction of radiographs during particularly
long tomography scans. An example application of the measurements and corrections possible
is given at the end of the chapter.

Chapter 3: Experimental campaign

Chapter 3 details the experimental part of this doctoral work, and starts by giving a brief
general introduction to the triaxial test in section 3.1. The three di erent materials studied in
this work (Hostun sand, Ottawa sand and Caicos ooids) are then detailed in Section 3.2, giving
where possible grain size distributions and thus By values for the materials as well as very
high resolution images of a few grains in order to qualitatively assess their morphology, which is
increasingly rounded in the order in which they are listed.

The specimens tested measure 11 mm diameter and approximately 22 mm height this
extremely reduced size is chosen so that the enlarging e ect of the conical x-ray beam can be
used to zoom the image of the grains to such an extent that individual grains are visible in
the reconstructed 3D images coming from tomography. The technique adopted for specimen
preparation (detailed in Section 3.3) is based on standard preparation techniques, but has had
to be adapted and modi ed due to the small size of the specimens desired. The preparation of
such small specimens is of considerable technical di culty. Specimens are tested dry, are only
deposited by pluviation and loading platens are not lubricated. Thereafter the triaxial cell used
is detailed in Section 3.4. The triaxial cell, which is detailed in Section 3.4, also diers from
normal cells, principally due to its size, but also since it is entirely made of PMMA (which is
relatively transparent to x-rays) and has no return-bars for the axial force. The procedure for
the triaxial testing of specimens with in-situ x-ray tomography is detailed in Section 3.5.

The experimental campaign undertaken is detailed in Section 3.6, with each material tested
in triaxial compression at 100 and 300 kPa con nement. Backup tests exist for all con gurations
except Caicos ooids at 300 kPa, where a test at 400 kPa from previous work is used to con rm
the macroscopic results.

The macroscopic specimen responses, coming from a combination of global measurements
from the loading system (force and displacement) and 3D image treatment (calculation of spec-
imen volume to give volumetric strain) are shown. These responses are commented, and nally,
the representativity of the specimens is discussed in Section 3.7.
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Chapter 4: Image analysis

Chapter 4 details the way in which 3D images of a granular material coming from tomography
are manipulated to extract micro-mechanically relevant information. Section 4.1 details how
grains are de ned in these images. The rst key step is to reduce the image into a binary
map of the solid and pore phases in the specimen domain. This is done against a physically
measured quantity (grain volume, coming from grain mass). This binary map is then separated
into individual grains by a separation algorithm. Once grains are separated, they are individually
numbered (labelled). The process of separation also allows the convenient de nition of contacts
between grains.

Once a map of labelled grains exists individual grains can be extracted from the image
and measured as detailed in Section 4.2. The di erent measurements that can be made to
characterise discrete objects like grains or contacts are then studied.

To conclude the chapter, mesoscopic measurements, such as the measurement of porosity
(Section 4.3) are detailed, as well as the macroscopic measurements of specimen volume (Section
4.4).

Chapter 5: Following processes in three dimensions

Chapter 5 describes the local measurements of kinematics that can be mabetween3D images.
It starts o by briey describing a general tool for the comparison of images: Digital Image
Correlation (Section 5.1).

The continuum implementation of this tool in the code Tomowarp is outlined in Section
5.2, which shows how continuum local kinematic measurements can be made with such a tool.
Measurements of kinematics are made at nodes that are laid out on a regular grid. Measurements
made on a regular grid simplify both the calculation of strain, as well as the subsequent visuali-
sation of results, since a scalar quantity on a regular grid of nodes can simply be considered as
an image.

The method with which individual grain kinematics are obtained is then detailed in Section
5.3. A simple algorithm called ID-Track has been developed in order to follow grains between
con gurations, recognising grains based on some invariant characteristics, such as volume. ID-
Track requires two labelled 3D images of grains to have been produced and simply endeavours
to make the link between grain labels in one con guration and grain labels in a subsequent
con guration.

The measurement of grain displacements can be easily obtained by comparing the position
of the centre of mass of a tracked grain between con gurations. The measurement of grain
rotations is more challenging due to the fact that digital images of grains cannot be oriented
very reliably using classical image processing techniques. A hybrid grain-tracking and discrete
image correlation approach has therefore been developed to measure grain rotations, without
depending on a measurement of grain orientation. The two techniques for measurement of
rotations are detailed and compared on real data.

Section 5.4 covers contact kinematics, for which an algorithm has been developed. At the
time of writing, contact orientations cannot be measured with a su cient degree of con dence
in order to show preliminary results about contact kinematics.

Chapter 6: Results and discussion

Chapter 6 shows the analysis made possible with the tools developed and described in Chapters
4 and 5. These tools will be used to analyse the triaxial compression test COEAQL performed

at 100 kPa con ning pressure on Caicos Ooids. Section 6.2 shows the sorts of results that are
possible with scalars calculated on single images. The section starts by commenting results at
the specimen scale and continues onto meso-scale measurements like porosity, and nally shows
grain and contact based micro-scale measurements.
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Section 6.3 shows the measurements that are possible when the material is being followed.
Emphasis is put on discrete, grain-based kinematical data (displacements and rotations). Dis-
placement data is then processed into strain data, by measuring displacement gradients over a set
of neighbouring grains de ned by a triangulation of the grain centres. This is in turn compared
to the strain elds obtained by continuum image correlation with Tomowarp

The Chapter continues with the analysis of the other experiments that have been detailed
in Chapter 3. These experiments have tested specimens with a range of grain types at 100
and 300 kPa con ning pressure. The objective of this chapter is to make new micro-mechanical
observations of the deformation of granular media, and in particular the e ect of grain shape
and con ning pressure on the micro-mechanisms observed. For the sake of readability results
of the analysis of the various tests will not be shown in the same detail as done in Chapter 6,
instead the important di erences found in the micro-mechanical behaviour will be shown and
discussed. This discussion will focus on some key events in the loading history of the specimens
tested, starting from a micro-mechanical characterisation of the fully developed shear band in
Section 6.6.3, followed by the developments leading to the shear band in Section 6.6.4. Finally
the initial kinematics of the samples are analysed in Section 6.6.5.

Chapter 7: Example applications

Chapter 7 shows some highlights of two selected international collaborations involving the data
acquired during this doctoral work. The rst, detailed in Section 7.1, describes a collaboration
with Jose Andrade and Ivan Vlahini¢ in Caltech (U.S.A.), where the nal objective is to perform
Discrete Element Simulations on a collection of discrete elements which are avatars of the
real grains tested in the experimental campaign. The rst step towards a smooth de nition of
the grain avatars has been completed successfully, and submitted to Granular Matter some
illustrative examples of the results born of this collaboration are shown.

Section 7.2 describes a second collaboration with Antoinette Tordesillas, David M. Walker
and Andrew Cramer in the University of Melbourne (Australia). This collaboration focusses on
using concepts from complex systems, and, in particular, recent developments from neuroscience
to look for abstract trends in the kinematical grain data produced in this doctoral work. A paper
has been accepted for publication in the Philosophical Transactions of the Royal Society A, from
which some illustrative results are shown.

Chapter 8: Summary, Perspectives and Conclusions

Chapter 8 wraps up the work described in this thesis, drawing out the principal developments,
and observations. The opportunities for future work are discussed.
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Chapter 2

X-rays for imaging geomaterials in
three dimensions

As described in the introduction, the full- eld measurement provided by x-rays are a revolu-
tionary tool in experimental geomechanics. X-rays are particularly well-suited to the study of
geomaterials as they are a non-destructive measurement technique, which thus allows various
con gurations to be imaged. Furthermore, x-rays are sensitive to atomic density (correlated to
mass density), which is particularly useful for granular media as this allows the pore and solid
phases to be easily distinguished.

X-ray imaging is the key tool in this doctoral work, in which full-3D imaging during me-
chanical tests on granular geomaterials is performed. From these 3D images, deformation at the
micro-scale is followed and analysed. This analysis has been made possible by recent advances
in x-ray technology, and in particular the availability of laboratory based x-ray technology (as
opposed to synchrotron sources such as the ESRF in Grenoble). Laboratory x-ray technology
has allowed the systematic (and therefore time-consuming) study of several granular materials
under di erent loading conditions that would have been di cult with the limited time allocations
available in synchrotron sources.

Layout of chapter

This chapter describes how 3D images of a geomaterial are obtained. The chapter starts with a
brief introduction to x-rays and x-ray tomography (Section 2.1), and follows on to describe the
most important aspects of the interaction of x-rays with matter, in order to show that x-rays are
indeed suitable for the imaging of the materials studied in this work.

This chapter continues with a description of how x-rays are generated and measured in the
setup used for the experiments that form the body of this work (Section 2.2). The way in which
a 3D image is reconstructed from the acquired data is then detailed in Section 2.2.3. Speci cally-
developed tools to address observed instability of the acquisition system with time are outlined
in Section 2.3.

2.1 Basics of x-rays for imaging of geomaterials

A brief introduction to the most important features of x-rays is provided in this section with some
historical context to x-rays and x-ray tomography. The section then continues onto a description
of the most important characteristics of x-rays and their interaction with matter for the imaging
of geomaterials. This subject is covered in much more depth in many textbooks, a particularly
complete one for the physics of x-rays is Elements of Modern X-ray Physics Als-Nielsen
and McMorrow (2011), and for x-ray tomography: Computed Tomography Principles, Design,
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Artifacts, and Recent Advances Hsieh (2009). Both these textbooks are used as a reference
throughout.

2.1.1 X-ray radiography: historical perspective

X-rays are a high-frequency form of electromagnetic radiation (with a wavelength between 0.01
and 10 nanometers) that were discovered at the end of the 19th century by Wilhelm Conrad
Rontgen when experimenting with vacuum tubes. The radiation coming from the vacuum tube
was found to cause a uorescent screen to light up, even with paper and wood in the way of the
beam, the beam was however stopped by metal. Réntgen then tried to photograph the beam
asking his wife to put her hand between the x-ray source and a photographic plate thus making
the rst-ever radiograph, reproduced in Figure 2.1 (Glasser and Boveri, 1933).

Figure 2.1: Hand mit Ringen First radiograph, showing Anna Réntgen's left hand with a ring, by
Wilhelm Rontgen (from Wellcome Trust, in Public domain, via Wikimedia Commons)

The radiograph in Figure 2.1 shows details of the bones inside the hand. The bones are
distinguishable in the image because they stop x-ray transmission more than the esh that
surrounds them. As a result, in the regions behind the bones, fewer x-ray photons interact with
the photographic plate being used to acquire the image, causing them to appear darker. The
(presumably metallic) ring has the same e ect by blocking the x-ray beam, it appears dark in
the radiograph. An example of a modern medical radiograph (with reversed colours) is shown
in Figure ??2.

An X-ray radiograph is therefore a two-dimensional measurement of the amount of x-ray
photons arriving at each point on a detector during a given exposure time, which is an integration
of the x-ray attenuation of the matter being traversed along the path of the x-rays.

X-rays were recognised immediately as a very valuable tool for medical diagnosis, and it is
this eld that caused x-ray technology to develop rapidly. The x-ray sources currently used in
medical applications (as well as in the scanner in Laboratoire 3SR) are direct descendants of the
vacuum tubes that Rontgen used for the discovery of x-rays.

Due to Bohr's wave-particle duality, it is sometimes useful to refer to individual x-ray photons,
and at others it is useful to refer to a wave or a beam. Both these terms are used (albeit not
interchangeably since they refer to two di erent ways of thinking) throughout.

2.1.2 Tomography

For many applications, such as assessing fractures in bone, radiography is su cient as a diagnosis
tool. However, for the truly 3D medical issues, such as diagnosis of brain problems, simple radio-
graphs are not su cient. X-ray tomography (or CAT [ Computer, Computed, Computerised ][
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Aided, Axial ] Tomography scanning) was developed in the 1960s in order to address this need.
Very brie y, tomography is a method for reconstructing a 3D eld of x-ray attenuation coe cient
inside an object starting from a series of di erent projections (radiographs) of the object. The
di erent projections are in general acquired by a relative rotation of object and image acqui-
sition system. In medical applications the source and detector rotate, in industrial/laboratory
applications such as this one, the specimen is usually rotated with a vertical axis of rotation

by a rotation stage. This technique described in a more detail in Section 2.2.3 and fully detailed
in a number of textbooks on tomography, such as Hsieh (2009).

Developments since the 1960s on the medical front have been pushing towards ever smaller
doses of x-ray radiation for patients, along side the ability of resolving ever-smaller objects.
X-rays for material science have also pushed development towards increased spatial resolutions.
Material science has also bene ted greatly from x-ray radiation coming from synchrotron sources,
which o er a much better (more brilliant ) source of x-rays, which is not suitable for scanning
patients.

2.1.3 Basic properties of x-rays

X-rays occupy a speci ¢ range of wavelengths in the electromagnetic spectrum. Inside this range
x-rays are divided into hard and soft x-rays. Hard x-rays are on the lower wavelength end of
the x-ray spectrum and consequently have higher energy which provides greater more capability
for penetrating matter.

When x-ray photons interact with matter, they may do so through many di erent mechanisms
(such as Compton Scattering, Refraction and Re ection, Pair Production, Raleigh Scattering),
but for the materials studied in this work, and the energy of x-ray radiation used, the overarching
mechanism of interaction of x-rays with the material is photoelectric absorption.

In a photoelectric absorption event, an x-ray photon is absorbed by an atom, which causes
an electron to be ejected. The atom thus becomes positively charged an ion which is why
x-rays are considered as ionising radiation. The photoelectric e ect is considerably augmented
in a given material if the energy of the incoming x-ray photons have at least the same energy as
the electrons in the K-shell (the shell closest to the nucleus where electrons have the highest
energy). This e ect can increase x-ray photon absorption by up to ten times and is known as the
K-edge e ect (Als-Nielsen and McMorrow, 2011). For elements with a higher atomic nhumber,
the energy of electrons in the K-shell is higher, which explains why, for a given x-ray energe@.
50 keV), there is a sudden discontinuity in the attenuation coe cient of the material (see Figure
2.2). The K-edge energy of Europium Z=63) is 48.52 keV, enough for the K-edge e ect to work,
whereas Gadolinium's £ =64) is 50.24 keV, insu cient for the K-edge e ect; which explains the
reduction in attenuation between these materials at this energy.

Attenuation in a given material is given by a coe cient of linear absorption . The intensity
| (photons per area per unit time) of a monochromatic beam as it travels through a medium to
a depth z is given by the Beer-Lambert law:

1(z) = loe ? (2.1)

wherelg is the Intensity of the beam before entering the material

Furthermore, Als-Nielsen and McMorrow (2011) state that the photoelectric absorption cross-
section, pe, is related to  as shown in equation 2.2, and that it varies with the atomic number
Z of the absorbing material approximately asZ# . It is this variation that gives the contrast
between elements that makes x-rays so useful for imaging materials.
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where: n, is the mass density,N is Avogadro's number andM is the molar mass

The variation of attenuation with atomic number is illustrated in Figure 2.2, which shows
the mass attenuation coe cient for x-rays of three di erent energies (50,100,15KkeV) for various
elements sorted by their atomic numberZ, coming from the NIST database (Hubbell and Seltzer,
1996). The mass attenuation coe cient shown here is like the photoelectric absorption cross-
section ( pe), but takes into account all forms of material interaction (and is thus labelled o).

It can be seen from the line in red that there is a positive correlation between atomic number
and o, but with a strong in uence of the K-edge e ect at di erent energies.
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Figure 2.2: Graph showing both the mass attenuation coe cient to 50, 100 and 150keV x-ray photons
for a variety of elements. Data from the very useful Hubbell and Seltzer (1996) available online

The di erent x-ray energies shown in Figure 2.2 indicate that harder x-rays have a better
ability to penetrate matter than softer ones, since their corresponding mass attenuation coe cient
is generally lower.

In summary, x-rays thus are a type of radiation which is able to be transmitted through
matter, and which is sensitive to the atomic number of the material that it is radiating through.

2.2 X-ray scanner in Laboratoire 3SR

The x-ray scanner in Laboratoire 3SR (Grenoble) is a built-to-speci cation laboratory x-ray
tomograph supplied by RX-Solutions (Annecy), which was bought in 2007 with funds from ANR
Project MicroModEx as well as Laboratoire 3SR. It is housed inside a lead-lined cabin.

The x-ray source in this tomograph which will be described in more detail in Section 2.2.1
emits a cone-beam (not unlike the light coming out of a projector) in the direction of the detector,
which means that as one translates a specimen from the detector towards the source, the eld
of view decreases, and the specimen is enlarged on the detector due to geometric magni cation.
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This is illustrated in Figure 2.6 and is conventionally known as zoom. This translation in the
axis of the beam is provided by a trolley, running on rails attached to the wall of the cabin facing
the door, visible in Figure 2.3.

X-ray source]

Triaxial cell ]

Specimen

Rotation stage e

Worm drive for
trolley translation

= B
! |
Trolley I%‘ | |l Loading system)
_

Figure 2.3: Labelled photograph of the Laboratoire 3SR x-ray scanner, with background faded out for
clarity. The blue edges visible left and right are the door frame of the cabin

The Laboratoire 3SR x-ray tomograph di ers from standard o the shelf ones on a few key
points:

Translation trolley

The trolley, on which the rotation stage is able to translate in the direction of the beam,
allows easy control of the zoom level for the specimen being scanned. Furthermore, this
is a solid steel component able to carry considerable load.€., 75 kg), which means that
massive experimental equipment can be mounted onto the trolley and kept in place during
an x-ray scan (provided it does not block the beam).

Room for experiments

In the two directions normal to the axis of the beam (the width and height of the cabin)
there is considerably more space than in an ordinary x-ray scanner. This means that
large amounts of experimental equipment can be mounted on or around a specimen being
scanned. For mechanical tests, for example, there is the bene t of being able to keep many
data acquisition elements in the cabin itself.

~ Connection to outside
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There are two sets of chicanes, to allow the passage of tubes and cables in and out of the
cabin, without risk of exposing the outside of the cabin to x-ray radiation.

Hollow rotation stage

The rotation stage, which is mounted on the trolley, is a hollow ring that rotates, which
allows experimental equipment to be mounted onto and, more importantly, through the
ring. This means that experimental equipment can be developed in the space above and
below the specimen being scanned.

Translatable source and detector

The source and detector can be moved synchronously contained in the plane of the detector
(i.e., they can be translated in the two directions normal to the axis of the beam), which
allows experimental installations of di erent heights to be conceived and scanned.

These features mean that the scanner is a exible tool for the investigation of material
behaviour, and speci cally for this work, means that it has been possible to design a triaxial cell
speci cally for in-situ x-ray scanning (.e., scanning during a triaxial test) see Section 3.4.
2.2.1 Technical details of x-ray source and image acquisition system
This section details the x-ray source, and the image acquisition system of the x-ray scanner in
Laboratoire 3SR.

X-ray Tubes

The source used is an x-ray source with a sealed, solid-anode, micro-focus x-ray vacuum tube.
A schematic of this kind of tube is shown in Figure 2.4.

[ Kilovolt Voltage Supply

+
Vtube

N

Accelerated Vacuum Tube]

Electrons

Filament /—[ Tungsten Target]

Ordinary Voltage X-ra){s generar:edJ
Supply (a few volts) Note: Cone shap

Figure 2.4: Schematic showing the kind of x-ray vacuum tube (sealed, solid-anode, micro-focus) found
in the source in the Laboratoire 3SR x-ray scanner

X-rays are generated by applying a large voltage (in thekV range) across the anode and
cathode of the tube. The cathode contains a lament that will produce electrons on heating.
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These are attracted to the anode target (made of tungsten in this case), which is responsible
for generating the x-rays. Two separate mechanisms are responsible for the generation of x-rays.
The rst is bremsstrahlung (German word), the braking radiation. Braking radiation occurs
when electrons pass close to an atomic nucleus, that, due to its positive charge, de ects the
electron, causing an x-ray photon to be emitted. This mechanism is responsible for generating
x-ray photons of all energies up to a maximum of the voltage applied to the electrons, in eV. The
second mechanism responsible for generating x-rays is due to the change in orbit of electrons in
the atoms that make up the target. The energies of the photons thus produced are at specic
energies, characteristic of the material. Both of these mechanisms generate x-rays at di erent
energies, so the beam is called polychromatic .

In this kind of source, both the voltage and the current applied to the x-ray tube can be
controlled. An increase in voltage applied to the tube increases the spectrum of energies created,
and consequently the mean photon energy increases. Higher energy (harder) photons have an
increased ability to penetrate matter. An increase in current supplied to the tube increases the
number of electrons emitted, and therefore also the number of photons produced. The range of
photon energies is however dictated by the voltage, so a change in current simply changes the
ux of photons.

The x-rays generated an x-ray tube leave the tube in a divergent manner, making a cone of
x-ray light. This cone of x-rays in reality does not start from an in nitesimal point, but rather
comes from a spot of a certain size. The size of the spot is typically related to the electrical
power supplied to the tube. In this kind of source, the spot size is small relative to that used for
medical scanning which justi es the name micro-focus . The spot size is important because it
must be smaller than the smallest object which to be resolved in the radiograph acquired.

Since the x-rays generated are polychromatic, an e ect known as beam hardening can
also occur as x-rays travel through a specimen. Beam hardening literally means that the beam
becomesproportionally harder as it crosses the specimen: because softere(, lower energy)
x-rays are attenuated more easily by matter - as is shown by Figure 2.2. It is worth keeping
in mind that (approximately speaking) the detector used (detailed below) does not distinguish
between soft and hard x-rays: it measures only the intensity (number of x-ray photons per area
and per unit time) of the beam, and does not measure the energy of the incident x-ray photons.
If a cylinder, whose axis is in the plane of the detector, is imaged with a monochromatic (single-
energy) x-ray source, the Beer-Lambert law (equation 2.1) suggests that the intensity of the
beam behind the thickest part of the cylinder will be lower than at the edges of the cylinder,
because the x-ray photons will have had to travel through less material (sa will be smaller). If
the same image is acquired with a polychromatic source with the maximum energy equal to the
monochromatic source used in the example above, the ratio between image intensity for the inner
and outer part of the cylinder will be exaggerated because the softer x-rays will be attenuated
more easily (since is expected to be higher for softer x-rays) though the widest path through
the specimen. Furthermore, the x-ray beam has lost proportionally more soft x-rays than hard
ones, and so has become (proportionally) harder. The fact that the ratio between the intensities
has changed on the detector means that when these data are reconstructed, the coe cient of
linear attenuation appears arti cially lower in the centre.

In order to reduce beam hardening, lters can be used, taking advantage of the K-edge e ect
to attenuate, to some extent, the soft x-rays thus physically reducing the softness of the beam.
In this work beam-hardening is not a big problem, since the triaxial cell used is thought to lter
a good deal of soft x-rays. Software corrections for beam-hardening on the reconstructed images
also exist.

Laboratoire 3SR source

The source used in this work is a Hamamatsu Corporation L8121-03. It is exible insofar as it
can apply between 40 and 15&YV to the x-ray tube, and supply currents between 0 and 500A
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(micro-Ampeéres). The source operates in three di erent spot size modes: small, medium and
large. The rst two modes have caps on their power, but guarantee a reduced spot size.

In the work presented here, 100kV has been selected in order to have the best contrast
between pore and grain when imaging the materials studied. The highest current allowed for
this voltage setting while remaining in small spot-size mode is selected as the tube currenitd.,
100 A ). The manual for the source indicates that a spot size of 7 um should be achieved with
these settings.

Laboratoire 3SR detector

The detector used in this work is an indirect at-panel Varian PaxScan® 2520V, marketed

for medical use (see:PaxScan® 2520XI/V 2010). It measures the intensity of incident x-ray

photons on an array of 1920 1536 pixels, which can be put either into portrait or landscape
mode (portrait mode is used in this work), with each pixel measuring 0.127 0.127 mm. This

gives a detector size of 243.84 195.072mm (approximately the area of printed text on this page).
This kind of detector uses a scintillator (Caesium lodide, Csl, in this case), to convert x-rays
into visible light, whereupon they are captured by the large array of photodiodes (description in
Flat Panel X-ray Imaging 2004).

The detector works in a similar way to a typical CCD detector: it has a dynamic range
which must be respected. The x-ray source is capable of producing beams of x-ray light at a
considerable range of di erent energies and uxes. This is accommodated for in the detector by
being able to change the acquisition rate (measured in Frames Per Second) the reciprocal of
the exposure time if there is no delay between acquisitions at which the detector reads out. If
the exposure time is too long, photodiodes may saturate, meaning that none of their dynamic
range is used, giving a at, maximum value. On the other hand, if the exposure time is very
short, very little of the dynamic range will be used giving a very dark image, with a low signal to
noise ratio. When acquiring an image, this Frames Per Second setting is adjusted in such a way
to a use as much of the dynamic range as possible (without saturating any pixels) in order to
increase the signal to noise ratio of the images acquired, while also trying to keep the exposure
time small, to shorten the total scan time.

For the work carried out here, the FPS was set to 1.5 (which corresponds to an exposure time
of 0.67 seconds). Furthermore in a tomographic scan, eight images of each angle are acquired
and averaged in order to reduce noise.

A further improvement typically applied in digital image acquisition, is that of at elding,
whereby images are corrected with dark and a at- eld image (see: Seiberet al., 1998). These
are respectively an image captured with no exposure time (or with no incident x-rays) designed
to capture the dark currents of the detector, and an image of a homogeneously lit scene or
in this case an acquisition with no specimen in the x-ray beam. Making the hypothesis that the
detector has a linear response to x-ray intensity, this allows a good rst-order correction to the
acquired images. These corrections are automatically handled and applied by the acquisition
program.

For illustrative purposes, Figure 2.5 shows a single projection from a tomographic scan (which
is actually the result of an averaging of 8 radiographs at that angular position). The domain
of the specimen, which contains calcite grains separated by air, is more highly attenuating (and
therefore darker in the projection) than the porous stones top and bottom, as well as the con ning
uid (water).

Zoom and spatial resolution

It is imperative to note that the number of pixels in the detector is xed. It is however possible,
as described above, to zoom the specimen by translating it closer to the source. Since there is
a xed number of pixels in the detector, the e ect of zoom is to change the e ective size of a

27



Figure 2.5: Projection of specimen (resulting from an average of 8 radiographs) at an angular position
of 0° in test COEAOL in con guration 01. Brightness and Contrast of image have been modi ed in order
to best show specimen, consequently the cell and con ning uid (water) cannot be seen. The border of
the image is due to a border of inactive pixels on the detector. This image measures 19201536 pixels

pixel at the level of the specimen. This is best illustrated with an example: Figure 2.6 shows 2D
radiographs of a leaf, acquired at di erent levels of zoom. All the images have the same number
of pixels - since the same detector is being used, it is the e ective pixel size in the image with
respect to the object which is changing between these images. It is clear that when a specimen is
zoomed due to the cone beam geometry, the eld of view decreases, so either small volumes can
be scanned at a high spatial resolution, or large ones can be scanned at a lower spatial resolution;
many di erent scales can thus to be investigated with this equipment.

The equipment therefore has a xed number of pixels, but has variable spatial resolution
thanks to the come beam and the ability to zoom. In this work the grain sizes to be studied are
approximately known a-priori, which means that if individual grains need to be identi able in
the 3D images, a certain spatial resolution must be imposed.

The sands being studied have a grain size of approximately 500 pum, sovaxel sizeof 15 pm
was chosen in order to have around 30 pixels across the thickest cross-section of a grain, which
enabled the grains to be easily distinguished in an image. Since a pixel on the detector measures
127 um, for the zoom to be such that a pixel images an area 15 um long, the zoom factor is 8.5.
This corresponds to a zoom level, on Figure 2.6, approximately equal to that of the image in the
middle of the bottom row. The consequence of this zoom level is that the eld of view of the
detector is reduced 8.5 times, and therefore is approximately 30.5 23.0 mm. Specimens must
be designed to t comfortably inside this eld of view in order to be imaged completely.

2.2.2 Tomographic scans

The tomographic scans performed in this work consist in acquiring projections of 1024 di erent
angular stations as a specimen is rotated around a sub-vertical axis at regularly spaced intervals
from O to 360°. At each angular station 8 radiographies are acquired and averaged. An entire
scan takes just under 2 hours (1 hour and 56 minutes).
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Figure 2.6: X-ray radiographs acquired in the Laboratoire 3SR scanner of the same leaf (approximately
24 cm long) at di erent levels of zoom, from minimum (top left) to maximum zoom (bottom right). The
images have been manually corrected with dark and at eld images, as well as locally smoothed, and
adjusted for changes in overall image intensity

2.2.3 Reconstruction of a 3D eld of x-ray attenuation

As stated brie y in the introduction, tomography is a technique whereby a number of di erent
projections (radiographs) of the same object are acquired with the objective of reconstructing

a eld of the x-ray attenuation inside the object. Reconstruction is achieved with the use of

a mathematical tool, the Radon transform, developed by Radon (1917), which describes how a
function can bereconstructed from an in nite number of projections of the function. In this case

the function of interest is the one describing the eld of the x-ray attenuation coe cients ( )
inside the object being scanned, and the projections are the radiographs acquired at di erent
angles. The objects being scanned are three dimensional, whereas radiographs are 2D; each
point in a radiograph represents an integration of all the linear x-ray attenuation coe cients
encountered along the path of the x-ray (as per equation 2.1).

Starting from the Radon Transform, several di erent reconstruction techniques have been
developed, allowing a 3D image to be reconstructed from a series of x-ray projections. The
simplest is perhaps the backprojection family of reconstruction techniques which starting from
the rst projection, simply distribute the measured attenuation equally along the path of the
x-ray. This is progressively re ned as subsequent projections are included. This procedure is
analytic (requiring no iteration). The backprojection of a single point on a 2D slice (taken directly
from Hsieh (2009)) is shown in Figure 2.7. Another important family of reconstruction algorithms
are the iterative ones, such as ART (Algebraic Reconstruction Technique), which iterate in order
to nd the function describing the linear attenuation coe cients inside the scanned object. These
techniques are slower than simple back projection, but allow a higher quality reconstruction to
be made, and can model several sources of error, in order to improve the reconstruction. Recent
work in this eld is very promising, several examples show that where a back-projection type
algorithm needs around a thousand projections, with some assumptions (such as the number
of phases in the specimen) iterative techniques can produce the same signal to noise ratio in
the reconstruction with less than an order of magnitude fewer projections. Strategies such as
the minimisation of total variation (TV) of the reconstructed image are particularly promising
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(Herman and Davidi, 2008). This opens the door for much more rapid scanning, among many
other things.

Figure 2.7: Backprojection process of a single point. (a) Backprojected image of a single projection.
(b) (i) Backprojection of views covering: (b) 0 to 22.5°; (c) 0 to 45°; (d) 0 to 67.5°; (e) 0 to 90°; (f) O to
112.5°% (g) 0 to 135°; (h) 0 to 157.5°; and (i) O to 180°. From Hsieh (2009)

Practical details of reconstruction

In this work, the reconstruction software DigiCT version 2.4.2 from Digisens is used. DigiCT
uses a reconstruction algorithm based on the FDK Algorithm, after Feldkamp, Davis and Kress
who describe it as a convolution-backprojection algorithm, and provide a formulation for cone
beams in Feldkampet al. (1984). The principal interest of this software is that it has been
written in such a way to take advantage of GPU processing (Graphics Processing Units whose
technological development has been pushed by the video games industry). This means that the
reconstruction time is reduced signi cantly once the correct parameters for the reconstruction
are selected a reconstruction of a 1500 1500 2000 volume takes under ten minutes when
equipped with two NVIDIA Tesla C1060 cards. Since the reconstruction is split between two
separate graphics cards, it important that the reconstructed x-ray attenuation data are not
rescaled or normalised, since this would occur on a per-card basis, creating a volume with two
sets of di erently normalised values. To avoid this problem, the reconstructed slices are written
out in their raw, as-calculated, form. This takes the form of a 32-bit oating point RAW le.

A successful reconstruction depends on the correct setting of several parameters. By far
the most important of these is the position of the axis of rotation of the object relative to the
images. This is typically described by a centre of rotation (typically the middle line of the image),
combined with a tilt angle from the vertical, which together give the axis of rotation.

The axis of rotation can be measured experimentally by performing a rapid tomography
(around 100 projections) of a calibration tool. The calibration tool consists simply of a tube
inside which are several highly attenuating spheres of approximately the same radius as the tube
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in this work spheres of radius 1 mm are used. A small distance separates all the spheres, so
that when they are imaged (with the axis of the tube in the plane of the detector) they do not
appear to touch each other. This instrument is placed vertically, but o -centre in the domain
that is going to be scanned. A tomography of the instrument is performed with around 100
projections; in these projections the spheres have an elliptical trajectory because of the cone
beam. A simple circle-recognition program, supplied with the x-ray scanner (as well as another
version with the reconstruction software) can then follow the spheres, and knowing the size of
the spheres scanned and by calculating the centre of each sphere's trajectory the geometric setup
of the scanner, including the axis of rotation and zoom level can be calculated.

This de nition based on a pre-scan measurement of the geometrical setup of the x-ray ac-
quisition system involves a fundamental hypothesis that it does not change after measurement.
It is due to this hypothesis that as much experimental equipment is put in place before mak-
ing the measurement: if the weight on the trolley that holds the rotation stage changes (see
Figure 2.3), it is quite possible that the centre of rotation or the tilt will change. Experience
shows that the tilt angle measured in this way is often satisfactory and can be used directly.
The centre of rotation, however, in this setup, is much more sensitive to variations which can
a ect the reconstructed image quality. The centre of rotation is thought to drift due to small
changes in ambient temperature in the cabin, this is studied in more detail in Section 2.3. In
any case, the centre of rotation in the image has been noticed to drift, which means that re-
constructing with the centre of rotation measured before the test is not necessarily correct for a
given scan. Furthermore, and much more serious, the e ective centre of rotation can also drift
during an acquisition. Thankfully, at the zoom levels of these scans, except for rare, extreme
cases (which require manual shifting of the radiographs to compensate the displacement) opti-
mising the centre of rotation to a value which represents a mean value for the scan gives good
results. A tool, suggested by Dr. Pierre Bésuelle (Chargé de Recherche CNRS at Laboratoire
3SR) was implemented in order to nd the best centre of rotation based on slices reconstructed
with a range of centres of rotation. Figures 2.8 middle, a) and ¢) show what slices reconstructed
with an incorrect centre of rotation look like. An immediate observation is that the edges are
de ned much less sharply, when compared to the expected slice b). The idea is simply that the
sharpness of boundaries (many sharp boundaries between grain and void are expected in images
of dry granular media) can be quanti ed by measuring the amount of high frequency content in
the Fourier domain of the image. The image for which the high-frequency content is the highest
is likely to be the sharpest one. Figure 2.8 (top) has been calculated with a step size of 1 um of
the centre of rotation, and this wllows the peak to be calculated with su cient resolution, the
peak could even be calculated more precisely by tting a curve around the peak and nding its
point of in exion. Figure 2.8 middle b) is the slice reconstructed with the centre of rotation that
gives the most high-frequency content.

Figure 2.8 (bottom) shows the evolution of the best centre-of-rotation for each scan during a
given test, which shows quite conclusively that there is drift associated with time.

Optimising the centre of rotation means that the e ect of the centre of rotation drift is
minimised, but not eliminated. For the both the study and the elimination of these e ects, a
project is ongoing with Dr. Simon Salager (Maitre de conférence at Université Joseph Fourier
and at Laboratoire 3SR), which is described in Section 2.3.

Another key parameter that needs to be set correctly in order to have usable reconstructed
images, is the beam hardening correction. Without this correction, an unequal repartition of
linear attenuation coe cients is made in the reconstructed slices, with the centre of the specimen
having lower values (and therefore appearing darker) than the outside. This is corrected in
software, by generating a set of slices with a range of di erent beam-hardening correction factors,
until an equal pro le of grain-density is achieved for grains all the way through the specimen. If
the software correction were to have proved insu cient, a hardware lter would have been added
to the source.
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Figure 2.8: Top: Graph showing the change in the mean of the high-frequency content of the Fourier
transform of slices reconstructed with a range of di erent centres of rotation. A global maximum is
reached around a centre of rotation of -0.941 mm. Note: the change in centre of rotation between points
is 0.001 mm (1 pm), much smaller than the pixel size of the scan (15.556 pm).

Middle: Three details of the same position in slices reconstructed with centre of rotation values equal
to a) the left most point on top graph, b) the peak of top graph and c) the rightmost point on top graph.
Bottom: Graph showing the best centre of rotation, chosen as the maximum of the corresponding top
graph, for each scan during a test. Note: COEA04-06 has a value of -0.941 as per top graph
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Once a specimen can be reconstructed satisfactorily in an initial state, a xed volume to be
reconstructed is de ned in the images and xed for the entire test. A xed reconstruction area is
imposed for all reconstructions of a given test in order to have a xed reference point with the
hope that despite the geometric uctuations measured, the immobile part of the experiment (the
top loading platen) does not move much relative to the origin of the reconstruction. Furthermore,
the fact that all reconstructed volumes are all the same size simpli es the automation of data
treatment. In the initial con guration the specimen is at its maximum height (since shortening
is imposed), and so the height of the volume to reconstruct can be de ned tightly. The width
of the reconstructed volume, is left wide since the specimen is expected to expand in diameter,
due to Poisson's ratio, dilatancy as well as shear banding.

2.3 Dierential displacements in the 3SR acquisition system

A single x-ray tomography with the settings used in this work takes approximately two hours.
Since several con gurations are expected to be scanned during a test, the geometrical stability
of the imaging system during this time is important in order to be able to make precise incre-
mental measurements using x-ray tomography. As Section 2.2.3 (and more speci cally Figure
2.8, bottom) shows, some drift in the centre of rotation occurs during a test. Furthermore, some
drift of the centre of rotation is also suspectedduring a test. Figure 2.8 (middle) shows that for
the images acquired in these conditions, corrections can be applied to get a satisfactory result.
However when objects need to be scanned at a higher spatial resolutiong(, bigger zoom, with
a pixel size under 10 um) this requires a correspondingly small spot size, which is achieved by
reducing the power of the x-ray source. This in turn means that the intensity of the beam is
reduced, so the exposure time for the acquisition of radiographs need to be increased in order to
use enough of the detector's dynamic range. A longer exposure time has the direct consequence
of increasing scan time nally meaning that scans at a higher spatial resolution are doubly
susceptible to di erential displacements in the image acquisition system, rst due to their long
scanning time, and second because at a higher zoom di erential displacements have a bigger
e ect.

Two preliminary hypotheses are made:

1. The position spot of the detector uctuates with time (communicated by the manufac-
turer as a potential instability), causing the radiographs acquired to only appear as if they
were displaced.

2. Changes in temperature are responsible for real di erential displacements (due to geometry,
or di erent coe cients of thermal expansion) in the acquisition system.

2.3.1 Preliminary study

In order to better understand the source of di erential displacements, a preliminary study was
conducted. The objectives of this study were to see whether di erential displacements could be
measured, and if so whether the source of these apparent displacements could be ascertained.
The issue was initially studied by performing a long scan (over a weekend) with the very simple
setup as shown in Figure 2.9. The setup is designed to falsify the hypotheses made above, by
using three steel spheres placed in such a way that they can be imaged over a long time. Each
steel sphere is attached to, and expected to follow, a di erent part of the x-ray imaging system.
As shown in Figure 2.9, sphere A is attached to the x-ray source by a G-clamp and is suspended
in a block of foam in order for it to be easily identi ed in an image; this sphere is included to
test, to some extent, hypothesis 1. Sphere B is attached to a tripod whose feet are on the oor,
and which goes through the hollow rotation stage. Sphere C is attached to a block of steel that
is resting on the rotation stage, to test hypothesis 2. The spheres and their holders do not touch
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each other. The radiograph in Figure 2.9 shows that the three spheres are easily identi able with
this setup. It is important to note that radiographs were acquired during a weekend, with no
rotation of the rotation stage. Two thermocouples were also used one inside the cabin and one
outside the cabin, both sticking upwards into the air in order to falsify hypothesis 2.

7= A: Sphere attached to Source

B: Spere attached to Tripod]

C: Sphere attached
to Rotation Stage

Resultant Radiograph

Figure 2.9: Photo (with background faded) of preliminary setup, showing tripod resting on the oor,
and g-clamp attached to the source.

Inset: Photo (with background faded) showing a frontal view of the three spheres, in their holders (the
x-ray source is in the background).

Resultant Radiograph: a specimen radiograph acquired using this setup

A set of 1000 radiographs was acquired with a delay of 300 seconds (5 minutes) between
them, with thermocouple readings made at the same rate. Since the objective of the test is to
characterise what might be a dynamic process, the radiographs are not averaged, as this could
blur displacements. The spheres were identi ed by thresholding, and were followed by measuring
their centre of mass in the di erent projections acquired. This kind of image processing is covered
in detail in Chapter 4. Figure 2.10 shows the changes of the measured quantities during the test
(change in position in the image of the spheres and change in temperature of the thermocouples).
The displacements reported in pixels can roughly be converted to microns by multiplying by 5.

Figure 2.10 shows that a temperature range of about 3 °C is witnessed during the length of
the test. The centre of mass of sphere A, which is attached to the source, appears to move in
the rst few minutes of the test (possibly as the x-ray source warms up), and then stays stable
compared to the other spheres. This stability indicates that the source-detector system does not
su er from strong di erential displacements that would cause an image to appear to displace.

The other two spheres, however, show relatively large displacements relative to the source-
detector system. The tripod sphere (B) shows that the oor of the cabin is not at all stable rela-
tive to the source-detector system. Sphere C is attached to the rotation stage, which represents
the position of the specimen relative to the source-detector system, also undergoes displacements
throughout the test, although less intensely than the sphere attached to the oor. Such displace-
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Figure 2.10: Results of temperature and displacement measurements made during the preliminary test

ments cause problems when reconstructing data, since the e ective centre of rotation displaces
during and between scans. The displacements of spheres B and C are very strongly (almost
surprisingly) correlated with the ambient temperature inside the cabin.

The conclusions to draw from this preliminary test, despite its rather rough nature, is that
hypothesis 1 appears to be pertinent only at the beginning of a scan, meaning that this problem
can be avoided by small warm-up time before scanning. Hypothesis 2, that changes of tem-
perature are responsible for di erential displacements, seems to be relatively well veri ed from
this test, insofar as the temperature is correlated to the displacements observed. The best can-
didate for root cause of the di erential displacements between the rotation stage and imaging
system due to temperature is the trolley on which the rotation stage is mounted (see Figure 2.3).
Since the trolley is mounted in a cantilever-type arrangement on only one side of the cabin, it
is quite possible that the strut that connects the horizontal surface (on which the rotation stage
is mounted) to the vertical one that runs along the rails in the back on the cabin, exes with
changes in temperature. The e ect of temperature was therefore studied further with a specially-
developed piece of equipment: the TomoFranfe, which is described in following section. This
device was patented (which explains the late release of this PhD) and is also a registered trade
mark.

2.3.2 TomoFrame ©®

The TomoFrame® was developed with Dr. Simon Salager in order to study di erential displace-
ments in the Laboratoire 3SR tomograph. The idea was to develop a tool capable of measuring
the displacements of the trolley-and-rotation-stage system, relative to the imaging (source-and-
detector) system, and also allow corrections of scans performed in conditions particularly vul-
nerable to di erential displacements. To be able to correct radiographs prior to reconstruction,
some known reference points need to be placed into each image, so it was elected to use the
corners of the radiograph, since data acquired in the corners of the radiograph are partial (due
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to the conicity of the beam) and therefore rarely used. The reference points were selected as 4
steel spheres, diameter 3.175mm. The rotation stage rotates during a tomographic scan, which
means that a xed reference point that appears close to the specimen in all the radiographs
of the specimen cannot rotate with the specimen. Consequently the reference points must be
mounted on the trolley directly - so that it moves with the rotation stage, but without rotating
(assuming small thermally induced strain between the top of the trolley and the rotation stage).
Due to geometrical constraints it was elected to design the TomoFranfe to be mounted after
the specimen, in the direction of the beam (because for very zoomed scans, there is no room
between the source and the specimen).

To best characterise the di erential displacements thought to originate from thermal e ects,
an important requirement is to have a tool that is itself not vulnerable to thermal e ects. Because
of this, the TomoFrame® was designed to minimise the e ect of internal thermal strains, so that
its four reference points remain as xed as possible in space relative to each other, for any likely
change in temperature.

a) Schematic of TomoFrame b) Photo of TomoFrame| c¢) View of TomoFrame mounted|
48
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Figure 2.11: a): Schematic of the TomoFramé (done by Gilbert Vian, Laboratoire 3SR) depth (not
shown) is 8mm. b): Photograph of nished product with zoomed inset. The combination and order of
the materials used is a key part of the design.c): Schematic of the TomoFramé as intended to be
installed in the tomograph (done by Gilbert Vian, Laboratoire 3SR)

The principal design principle behind the TomoFramé is that the thermal strain induced by
changes in temperature compensate each other. Simplifying the frame into a uniform 2D system,
and assuming that thermal strains are a linear function of the change in temperature, consider
the frame, as shown in 2.11 a), without the foot below. A positive change in temperature applied
to this frame will cause the four corners of the TomoFram®@ to move away from each other. The
centre of the frame, however, will remain the centre of the circle which is shown on the gure.

If the legs on which the spheres are attached are now considered, as the corners move away
from each other, and from the centre of the shape, the legs will strain in the opposite direction,
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i.e., towards the centre of the frame. They are not long enough, however, to compensate for
the thermal strain of the entire frame, meaning that spheres in total still move outwards for a
positive temperature change.

The thermal strain in the legs can be made to equilibrate the thermal strain in the frame by
using a material in the legs which has a higher coe cient of thermal expansion than the frame.
Therefore, to minimise thermal dilation e ects in general, the main frame was built in Invar, a
type of steel with a very low coe cient of thermal expansion (1:5 10 /K in this case, ordinary
steel for reference is around an order of magnitude more). Most of the legs, as can be seen in
Figure 2.11 are in fact contiguous with the frame, and so are also made of Invar. The thermal
strains are equilibrated by an 0.4 mm hollow shim of aluminium (machined from a tube), with
a coe cient of thermal expansion approximately equal to 231 10 /K, placed between the
ends of the legs and the sphere. The use of aluminium here has the added advantage of being
relatively transparent to x-rays, allowing the spheres to be easily identi able in the radiographs.

In principle the design of the TomoFramé® could be scaled up or down in order to be the
right size for any scan an executive decision was made with this version, that the scans with
the highest zoom would be targeted (which is why the TomoFram® has not been applied in the
scans performed in this work it appears too small) since these have both the highest amount
of zoom (allowing precise measurements to be made at least in the plane of the detector) as well
as the largest amount of problems due to geometrical instability.

Figure 2.12 shows a radiograph from a 5 hour test scan on a specimen of Hostun sand in a
state of partial saturation at 7.9 pm/pixel size. The TomoFrame® can be seen to occupy a little
too much room in the radiographs in these settings, but has been adjusted to avoid blocking
the view of the specimen. The four spheres can be easily identi ed and the aluminium shims
nicely do their secondary job of separating the spheres from the frame in the radiograph, which
facilitates automatic treatment. Unfortunately during this test no temperatures were recorded.

Figure 2.12: Projection from a scan on an unsaturated medium with the TomoFramé in place, and
visible on the outside of the specimen. During this scan the specimen rotates and the TomoFrarfie stays
relatively stationary (moving slightly in these images due to the di erential displacements whose job it
is to measure)

To correct the projections acquired with the measurement of relative displacement given by
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the TomoFrame® , the relative displacement of each radiograph from the rst radiograph needs
to measured. This is achieved by isolating the four spheres in each image, and measuring their
position (from their centre of mass) and their area.

The variation in the positions of the centres of mass of the spheres allows the measurement
of the relative displacement of the TomoFramé , and consequently the specimen, in the plane
of the detector, as well as the rotation in this plane (around an axis of rotation see Section
5.3.4 which is the axis of the beam).

As a tool for the study of thermally-induced strains, it is desirable to measure the entire
3D rigid body transformation (displacements and rotations) of the TomoFramé . It is for this
reason that the areas of the spheres are measured in each image, they can be used to calculate the
radius of the spheres in the image, which can be used to calculate each sphere's position in the z
(zoom) axis. There is a hypothesis made in this case that the stand which connects the frame to
the trolley has very little thermal strain this is because no temperature reading has been made
of the cabin, or more speci cally of the stand, so the small variations in vertical displacement
cannot be accounted for. Since this measurement is a little noisy, it is tted in order to smooth
it. The displacement of the 4 spheres from their initial position in each radiograph is known
at this point. These displacements are put into a least squares solver which tries to nd the
the best mapping between the initial position of the spheres to each subsequent position with a
3-component translation vector and a 3D rotation matrix.

Figure 2.13 shows the evolution of these measurements during the 5 hour test-scan. The
rotations measured are very small indeed, surprisingly, the angle with the smallest variation is
the angle describing a rotation in the plane of the detector. This is quite possibly due to the fact
that the z-direction of the spheres (coming from a measurement of the sphere's area) is measured
much less precisely than their x and y-position (in the plane of the detector) it is worth noting
that in Figure 2.13, the z-position is given in mm, and not pixels. The largest rotation angle is
around 0.02 degrees, which when applied in the middle of a radiograph causes the pixels on the
far border to move around 0.33 pixels, which remains very small. The displacements, however

especially in the horizontal direction (on the detector) show large variations. It important
to note that for the horizontal and vertical displacements must be scaled by the di erence in
the zoom between the TomoFram® and the specimen (since the TomoFranf® is behind the
specimen, and so bene ts from less zoom, otherwise said, the same 1mm displacement will make
the specimen move a lot in the image, and the tomoframe less, because of the di erence in zoom or
z-position). In this case the scale factor is 5.58,e., a 2 pixel displacement of the TomoFram&
in the direction of the plane of the detector corresponds to a 2 5.58 pixel displacement of
the specimen in the acquired radiographies. Before the TomoFranf® was put in place, the
only method of knowing whether di erential displacements has taken place was to compare the
rst and last images acquired in the test because they are at almost the same angle, but at
very di erent times. If an o set were measured (as it would be in this case, particularly in the
x-direction) this could be applied proportionally to each radiograph in order to correct them,
by making a hypothesis on the linearity in time of the observed displacement. In this case,
approximating the vertical and horizontal displacements by a straight line going from their rst
to their last point would produce fewer errors than hypothesising that no movement has occurred
at all, so a correction of this kind, for this particular test, would probably be relatively successful.
It is evident, however, that this very strong hypothesis cannot be relied on in all cases.

A reconstruction using the raw radiographs is shown in Figure 2.14 a). This reconstruction
has been made by nding the best centre of rotation with the tool described in Figure 2.8. It
is immediately visible that this reconstruction is not satisfactory. The relative displacements
and rotations of the TomoFrame® (in the plane of the detector) can be used to correct each
radiograph's incremental displacement since the rst radiograph. This is done by applying the
measured rotation (in the plane of the detector) directly to the image, however the translation
in the plane of the detector needs to be scaled (as stated above) from the TomoFrafheto the
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Figure 2.13: Graph showing the evolution of the rigid-body displacement of the TomoFramé& as
calculated taking into account all four reference points, during a long scan

specimen, in order to take into account the di erence in zoom. Radiographs are translated and
rotated by bi-linear interpolation (modi ed from the 3D interpolator developed in Section 5.3.6),
and are then for reconstruction. The results of a reconstruction (again using the best centre of
rotation as described above) using these corrected radiographs is shown in Figure 2.14 b), and
can be seen to greatly improve image quality.

Radiographs could potentially be corrected for displacements in the direction of the beam
(i.e., changes in zoom), but although these are measured, this has not yet been implemented.
The other two components of rotation, however, cannot be directly applied to correct an image
(one of the angles, for example describes a rotation around a vertical axis, such as the one
that the specimen is rotating around during the tomography. It is clear that this rotation
of a specimen cannot be corrected by a rigid-body displacement on the recorded radiograph).
All the measurements of the rigid-body transformation of the specimen, as measured by the
TomoFrame® , could however potentially be taken into account at the reconstruction phase (in
particular in algebraic reconstruction methods).

Di erential displacements: conclusions and further work

A tool for the measurement of the rigid-body transformations of the rotation stage has been
developed, and appears to work well both for the measurement of transformations, as well as
in the correction of radiographs acquired with the tool in place (see Figure 2.14). A further
interesting initial result from the rst test with the TomoFrame © is that the rotations measured
appear to be very small. If after further studies rotations are systematically small, it may be
su cient to include a single sphere in subsequent high-zoom scans. This would allow the tools
developed for correcting projections to be used to apply displacement corrections (coming from
measurements on a single sphere) to acquired radiographs.

Work is ongoing towards a fully instrumented test, with several thermocouples and with
the TomoFrame® in place, with the objective of better characterising the relationship between
uctuations in temperature and uctuations in di erential displacement between the rotation
stage and the imaging system. This may, in the future, lead to changes in the tomograph's
design in order to stabilise it against such temperature dependent di erential displacements.
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a) Reconstructed Slice b) Reconstructed Slice
with Raw Radiographs with TomoFrame® -corrected Radiographs

Figure 2.14: Slices from reconstructed volume of a partially saturated sand with and without correction
for di erential displacements

2.4 Conclusions

This chapter has shown some important details about the physics of x-rays as they apply to
imaging of geomaterials. The setup in Laboratoire 3SR used to acquire the images presented
herein has been described, as well as the conditions and settings in which the scans have been
made in this work. Subsequently, the procedure for reconstructing a 3D eld of x-ray attenuation

in the scanned domain was detailed. The 3D images coming out of the reconstruction process
are the input for chapters 4 and 5, and will be used to make micro-mechanical measurements on
the deforming media.

The stability of the x-ray acquisition system is currently being studied with some specially-
designed tools, preliminary ndings show a strong correlation between temperature and di eren-
tial displacements between the rotation stage and the acquisition system. The TomoFranfe
has been developed in order to put four reference points (which have been designed not to move
relative to each other even with a di erence in temperature), into the corners of radiographs
acquired during a tomography.
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Chapter 3

Experimental campaign

This chapter details the mechanical tests performed in this doctoral work. The previous chap-
ter has detailed how 3D images representing elds of x-ray attenuation are obtained from x-ray
tomography. Since x-ray tomography is a non-destructive imaging technique, several images of
a specimen can be acquired with minimal disturbance of the specimen. The objective of this
work is to analyse theevolution of the micro-structure of (some) granular media during defor-
mation. The following chapters will detail the data treatment required to pass from images to
measurements of micro-structure. This chapter will describe the experimental procedures and
mechanical tests performed. A principal objective of this work is to make observations at the
grain scale, specimen sizes have therefore been greatly reduced from standard soil mechanics
sample sizes to be able to take advantage of the zoom of the x-ray scanner's cone beam so that
individual grains are visible in the tomographic reconstructions. Triaxial compression has been
selected as the mechanical test which will be performed on specimens of the granular materials
being studied. The specimens used in this work consequently are cylinders of approximately 22
mm height and 11 mm diameter. Triaxial compression tests are widely used standard, however
the tests described in this work are highly specialised, di ering principally (besides in specimen
size) in the measurement instrumentation: the tests are performeéh-situ inside the x-ray scan-
ner in Laboratoire 3SR. The tests described in this work are far from being part of standard
experimental geomechanics practice.

A range of di erent materials has been tested in this work. However, the analysis will focus
on a series of tests performed on three di erent materials: Hostun HN31 sand, Ottawa 50/70
sand, and Caicos ooids. Each material has been deformed in triaxial compression at 100 and 300
kPa con ning pressure (with one test at 400 kPa for Caicos)in-situ in the x-ray scanner.

In this chapter all tests are drained °= | so all stress guantities will simply be denoted by

Layout of chapter

This chapter introduces the triaxial test in Section 3.1 and then details the materials used in this
work in Section 3.2. The chapter then goes on to detail the tests performed in this work, by rst
covering the method used to prepare specimens (Section 3.3), followed by a description of the
equipment used (Section 3.4) and nally the way in which the specimens are tested in Section
3.5.

The experimental campaign is detailed in Section 3.6 by describing the mechanical responses
of the di erent materials tested. This section shows the axial stress and volumetric strairvs.
axial strain responses of the specimens tested. Cross-sections from 3D images of each specimen in
its initial condition are also shown, evaluate each specimen's initial geometry. These macroscopic
responses are commented, for each test.
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The representativity of the small specimens size and associated testing are discussed in detail
in Section 3.7.

3.1 The triaxial compression test

The triaxial compression test is a standard test in soil mechanics and has been chosen in this work
for two principal reasons. First, the use of a standard test allows easier comparison to existing
results. Second, the cylindrical shape of the specimens is very convenient for x-ray tomography
(since objects are rotated around an axis and the shape of the domain with full information is
very close to a cylinder for a cone-beam setup and exactly a cylinder for a parallel beam).

A complete reference for the technical details of the triaxial test is Bishop and Henkel (1962).
Several international standards also exist for performing a triaxial test, however these only have
paid-for access:

"~ ASTM WK3821 (2011). New Test Method for Consolidated Drained Triaxial Compression
Test for Soils (under development). ASTM International, West Conshohocken, PA

" ISOITS 17892-9:2004 (2007). Geotechnical investigation and testing Laboratory testing
of soil Part 9: Consolidated triaxial compression tests on water-saturated soils. Interna-
tional Organization for Standardization

" BS 1377-1 (1990). Methods of test for soils for civil engineering purposes. General require-
ments and specimen preparation. BSI. ISBN 0-580-17692-4

Very simply, a triaxial test on dry sand (like the ones performed in this work) is performed
on a cylindrical specimen (typically, but not necessarily, of slenderness ratio 2 which o ers a
compromise between end e ects and propensity to buckle) prepared in a exible membrane that
is held in a stretcher or mould during specimen preparation. The cylinder's axis is vertical
at the beginning of a test. On the top and bottom of the cylindrical sand specimen, metallic
loading platens are added. Several di erent standards exist for the dimensions of the cylinder;
in Laboratoire 3SR specimens of 100 mm diameter are generally used. The specimen is tested
in a triaxial cell, which is lled with a con ning uid and then pressurised. The specimen is
then deformed in the direction of the axis of the cylinder by advancing a ram against one of
the loading platen. The ram is typically advanced under displacement control, which allows
exploration of the post-peak response of the specimen. The shortening imposed on the specimen
is measured along with the specimen's reaction force. The contact between ram and specimen can
be de ned either in such a way that the loading platen that is displaced is always kept horizontal
and axially centred, or it can be allowed to rotate by applying load with a point contact. Both
options have their advantages, however for this work the latter has been selected since it does
not carry moments, and therefore allows more freedom to the specimen to deform.

Between the end of the specimen's preparation and the application of the cell pressure, suction
is typically applied to the inside of the specimen so that there is a pressure di erence over the
specimen membrane, which applies a mean e ective stress to the specimen. This is done so that
the specimen's granular arrangement does not change when the specimen is removed from the
mould: the e ective stress allows the specimen to stand under its own weight (plus the weight
of the top platen).

During a triaxial compression test, the granular skeleton initially undergoes isotropic com-
pression due to the vacuum applied to the inside of the specimen. The isotropic compression is
continued while the cell pressure is increased (at the same time the pressure inside the specimen
is slowly increased to atmospheric) up to the test pressure. Thereafter the specimen is sheared by
applying deviatoric loading, 1 is increased (by the ram), while , = 3 (the cell pressure). This
means that the triaxial test's name is slightly misleading since not all three principal stresses are
controlled independently (machines that allow said control are called True Triaxial ).
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When analysed in the g/p (deviatoric/mean stress) plane, the isotropic portion of the test is
simply a horizontal line up to the the p value of the cell pressure. The deviatoric loading stage
represents a line of gradient 3 since in these conditiong= ; gandp= %

3.1.1 Specimen size

The objective of this work is the experimental characterisation of the micromechanics of defor-
mation in granular materials. In light of this, it is highly desirable to perform x-ray scans at a
spatial resolution such that individual grains can be identi ed, in the resulting 3D image. The
combination of the xed resolution and physical size of the detector, the zooming e ect of the
x-ray cone beam and the particle sizes to be studied impose an upper limit on the size of the
specimen that can be tested while being able to image all the grains of the specimen in 3D this
is detailed in Section 2.2.1.

A pixel size around 15 um has been selected in order to best image the granular materials
being studied, this limits the eld of view to around 30.5 23.0 mm. Due to the conicity of the
beam, the top and bottom edges of the radiograph only have partial information, a specimen size
equivalent to the specimens created for previous work in the ESRF is selected (see Hatlal.,
2010). The specimens used in these-situ tests, are therefore much smaller than standard: they
are a little under 11 mm in diameter and aim to be between 22-24 mm in height.

The membrane allows the con ning pressure of the triaxial cell to exert a pressure on the
specimen, since the pore pressure inside the specimen is always the atmospheric pressure. Mem-
branes for each test are cut from made-to-order tubes, which are 10 mm wide and 0.3 mm
thick.

3.2 Materials tested

In this work three granular materials are studied: Hostun sand, Ottawa sand and Caicos 00ids.
These materials cover a range of di erent grain angularities and are all poorly-sorted. This
section describes the three materials.

3.2.1 Hostun sand

Hostun sand is produced in a quarry close to the commune of Hostun in the department of
Dréme, in the Rhone-Alpes region of France. It is approximately 60 km from Grenoble. The
sand tested in this work was collected directly from the quarry, which is run by Sibelco France,
at the beginning of 2011. The material is excavated as clumps made of a range of di erent silica
grain sizes, lightly cemented by kaolin. The silica particles making up these clumps have been
crushedin-situ from larger rocks, and have consequently not been transported very far. Since
particles have been generated by crushing and have not been transported very far they are very
angular. This can clearly be seen in Figure 3.1, which shows an SEM image of Hostun sand
grains (see Flavignyet al., 1990). Hostun sand grains are also visibly angular in the x-ray
tomography images acquired in this work, as can be seen for example in Figure 4.1. As a last
example, Figure 4.13 shows a radiograph from a nano-tomograph of a single Hostun sand grain
showing again large angularity.

After quarrying, clumps are washed in order to remove the kaolin in a machine called a
Hydrocyclone , and are then sorted by grain size in a Hydroclasseur (watersorter), which
is an expanding ume, where the heaviest grains collect at the beginning of the ume, where
the ow is the fastest, whereas smaller particles travel further. This explains the tight grain
size distribution shown in Figure 3.4, calculated for Hostun sand from data provided by the
manufacturer Sibleco France (2011). Therein the By is given as 338um.

The sand is used in this work is known and marketed as HN31 . This sand is the successor,
and likely to be practically identical to the S28, and RF varieties that have thoroughly studied
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Figure 3.1: Scanning Electron Microscope image of a few grains of Hostun sand from the PhD thesis
of Colliat-Dangus (1986) and published in Flavigny et al. (1990)

in Grenoble. The mechanical behaviour of S28 and RF sands were compared in Combe (1998)
and found to be equivalent. RF and S28 varieties of Hostun sand are quarried either side of the
current quarry for HN31, both within a kilometre.

3.2.2 Ottawa sand

Ottawa sand is the sand of intermediate angularity studied in this work. It comes from sedimen-
tary deposits in Ottawa, lllinois (U.S.A.) and was kindly provided by Jason DeJong from UC
Davis. The variety of Ottawa sand studied is known as Ottawa 50-70 sand (sometimes Ottawa
50/70 sand), which means that it has been sieved between the 50 and 70 US Standard Mesh
sieve sizes, corresponding to mesh sizes of 300 um and 210 um respectively. Ottawa 50-70 sand
is a relatively well-studied sand, by various groups such as Georgia Tech and the University of
California, Davis; however there seems to be a considerable variability in the properties reported
in the publications about this sand. For example, the By values reported in literature vary
considerably, but generally (though not always) fall with the 210-300 um range. It has been
estimated that the D5 of the sand used in this work is in the order of 250 um. In particular
Mortensen Montoya (2012) a PhD thesis recently defended in UC Davis, where the sand tested
in this work come from is used as a reference for this sand. The 43 reported therein is 220
pm however no grain size distribution is reported. The data from the grain size distribution is
therefore taken from Kim and Santamarina (2008).

Like Hostun sand, Ottawa sand is a siliceous sand made up of quartz grains, but due to the
deposition process that it has undergone, grains are more rounded, as can be seen in Figure 3.2

particularly when comparing it to Figure 3.1.

3.2.3 Caicos ooid

Caicos ooids are a much rarer material than Hostun sand and Ottawa sand, which are well known
and easily available. The one litre bottle of Caicos ooids kindly provided to Laboratoire 3SR
by Hubert King of Exxon Mobil was given as the last bottle of this material, and so where
possible, the material has been used with reserve. More material can, in principle, be collected
however no guarantee can be made of the similarity of newly collected material. The material

44



Figure 3.2: Scanning Electron Microscope image of a few Ottawa sand grains (J. DeJong, personal
communication)

comes from Ambergris Shoal in the Caicos platform (Turks and Caicos Islands), in the British
West Indies.

Unlike the two sands described above, which come from the dissociation of larger rock masses,
ooids grow from small seeds such as shell fragments or small quartz or calcite grains, and progres-
sively become larger. Ooids grow in marine environments, where the waves drive the accretion
of material around the seed. Two principal mechanisms exist for an ooid to grow: by physical
attachment of material as the ooid rolls (like a snowball), or by precipitation over the surface
of the ooid. Both these mechanisms tend to generate rounded grains from whence the name
comes although in the images acquired, some grains which are prolate spheroids ( rugby ball ,
close to cylinders) have been seen.

Figure 3.3: Radiograph from a nano-tomograph of a single Caicos ooid, diameter approximately 500
pm. Courtesy of RX-Solutions, Annecy

Figure 3.3 shows aradiography of a single Caicos ooid of the ones tested in this work. An

ExxonMobil internal study of this material using x-ray di raction, which has been shared with
Laboratoire 3SR, reveals that these grains are made of CaGCand that more than 96% of the
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material is Aragonite, the rest being calcite and high magnesium calcite . At the edges of
the radiography shown in Figure 3.3, zones of porosity can be seen, which corresponds to an
observation from ExxonMobil that an outside shell of these grains, 3 to 10 um thick has porosity
around 15%. Some grains have been observed to have internal porosity in x-ray tomography
images both by ExxonMobil as well as in the context of this work.

The ooids studied in this work have been cleaned and sieved, and are thus also poorly
graded, as can be seen in Figure 3.4 this grain size distribution has been prepared with data
communicated by ExxonMobil. Some grain-sized shells have survived the cleaning, and thus are
occasionally visible in the specimens imaged Figure 4.1 shows a slice from a 3D image where a
shell is visible. The Dy of this material is around 420 um, which makes this the biggest of the
three materials studied.

3.2.4 Conclusions

The three materials studied cover a wide range of the angularities found in natural granular
materials. The Hostun sand (most angular) and Ottawa sand (intermediate angularity) are both
silica sands generated by weathering and breakage, whereas the Caicos ooid is a carbonate sand
that has grown by rolling and is consequently very rounded. The di erent genesis of the ooid
gives it some unusual properties, such as internal porosity in some grains, as well as a more
porous outer shell.
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Figure 3.4: Grain size distribution curves for the three materials studied in this work. Data for

Hostun sand comes from the manufacturer (Sibleco France, 2011), data for Ottawa sand from Kim and
Santamarina (2008), and data for Caicos ooids were supplied by ExxonMobil in a private communication

Figure 3.4 shows the grain size distribution for the three materials studied, all of which are
poorly graded. Table 3.1 outlines the principal characteristics of these materials.

Name Hostun HN31 Sand | Ottawa 50-70 sand Caicos Ooids
Grain mineralogy Quartz Quartz CaCO3 (mostly Aragonite)
Dso 338 um 310 um 420 pm

Table 3.1: Table showing some of the principal characteristics of the materials studied in this work
Figure 3.5 shows histograms of grain volumes (in voxels, which represent a cube of volume

approximately 15 15 15 um in volume). The histograms presented show that the grain
volume distribution as measured by x-ray tomography for Hostun and Caicos is similar, with
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Ottawa sand being considerably smaller. This has a slight discrepancy with the grain size
distributions presented in Figure 3.4 insofar as the @y of Caicos ooids appears larger than
Hostun sand. This may be due to the fact that the sieve analysis performed in ExxonMobil may
have been on a slightly di erent material, or that the material has in some way evolved in time,
or with transportation.
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Figure 3.5: Grain volume histograms from tests HNEAO1, OUEA06, COEAO1 and ABEAO2

3.3 Specimen preparation

The small size of the specimens means that the preparation of these specimens diers from
the ordinary standard adopted in experimental soil mechanics. The preparation of such small
specimen is of considerable technical di culty, and consequently the quality and reproducibility

of these specimens is a major concern. The quality of a specimen includes parameters such as
geometric quality (how close the nal specimen is to a cylinder of slenderness 2) and material
quality (the uniformity of the distribution of the specimen's properties).

Specimens are prepared by air pluviation and tested dry (in drained conditions). The contact
between porous stone and granular medium is not lubricated.

The choice of dry tests simpli es the means that a specimen does not need to be saturated
in water. If the pore space of a specimen is not saturated, the volume change of the specimen
cannot measured directly. However, this is not a big hindrance, since the x-ray scans performed
at several points during the test allow the reconstruction of an entire 3D image of the specimen,
from which its volume can be calculated (this is shown in Section 4.4). A dry test also means
that the bulk density of the specimen is lower than if the specimen were saturated with water.
A reduced bulk density due to a less dense interstitial pore uid is bene cial for two reasons:
rst, x-rays can penetrate it more easily, thus reducing scanning times and second, the contrast
between solid and pore phases is increased.

3.3.1 Preparation of membrane for pluviation

The preparation of a specimen of a cohesionless granular material requires an initial arrangement
of grains to be created inside a membrane. This di ers from the preparation of specimens of ma-

terials with cohesion, such as clay, which already have an initial arrangement which holds steady

even without con nement. This means a membrane can be stretched around these specimens
with relative ease (once they are prepared). Since (by de nition) a specimen of a cohesionless
material cannot support its own weight without e ective stress, a given initial arrangement of
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grains cannot simply be created and then encircled by a membrane as with clay. As stated in
Bishop and Henkel (1962): In order to make a sand specimen for use in the triaxial test it is
necessary to use a former [mould] which will maintain the required specimen shape until e ective
stresses of su cient magnitude to make the specimen self-supporting can be applied.

Figure 3.6 shows the way in which a specimen is prepared in this work. Figure 3.6 a) shows
the holder on which the specimen will be created. The part of the holder which is visible a is
hollow steel tube, which will allow suction to be applied to the inside of the specimen, when
it has been created. A porous stone (diameter 12 mm) is then added to the holder in Figure
3.6 b). Two di erent types of porous stone have been used in this work, and lubri cation was
not added in both cases. The second type of porous stone was selected for its lower x-ray
attenuation coe ecient, which makes it easier to remove it from the acquired images see for
example OUEAO04 compared to the other tests on Ottawa sand in table 3.4.

The porous stones have a 500 um hole drilled axially through them to facilitate the appli-
cation of suction to the inside of the specimen. Specimens are dry, and there is consequently no
exchange of liquids, the porous stone is not being used for its porosity, but rather for its density,
it allows the top of the specimen to be imaged without completely blocking the x-rays as a steel
surface would. Once the porous stone is in place on top of the specimen holder (Figure 3.6 b),
a membrane is cut to size and slipped over the system so that it completely covers the porous
stone and covers the holder to at least 3 mm in order to stop water invasion when the system is
submerged. As can be seen in Figure 3.6 c¢), the membrane is actually stretched over the holder
and porous stone, since its radius is 1 mm smaller than the holder and porous stone; it is kept in
place by friction with the specimen holder. Great care is taken to ensure that the membrane is
both vertical (as shown in the image), as well as well-centred with respect the the porous stone.
The position of the membrane is regulated by hand by pulling the membrane up or down around
the holder and inspecting the position of the membrane by eye. Note that the centring of the
membrane can be rendered more di cult by slight inequalities of the thickness of the membrane.

In a typical triaxial setup, a rubber O-ring would be put over the membrane, pressing against
the holder, to better guarantee the seal protecting the inside of the specimen from invasion of
the con ning uid. O-rings are not used in this case because preliminary tests showed that the
action of adding an O-ring causes the membrane to slip, and therefore for the membrane to lose
its verticality.

Figure 3.6 d) shows an interim stage of the installation of the mould designed speci cally in
the context of this work incorporating a previous design used for previous tests (of the same
dimensions) at the ESRF in Grenoble. The mould used in this work uses the thicker part of the
holder as a guide, and the change in radius of the holder as a support (in order not to press
down on the membrane). The mould as shown has an internal cylindrical hole inside which the
membrane passes. The mould, when closed (as show in Figure 3.6 €) is airtight at the bottom,
however access to the inside of the mould is possible by a horizontal nozzle (shown with a tube
attached in the photo).

Figure 3.6 f) shows the membrane being folded back over the mould. Once this is done, the
air which is between the mould and the outside of the membrane is removed by a vacuum pump
connected to the tube shown in the photo. Care has been taken (before closing the mould) to
place a piece of thin tracing paper or gauze over the point at which the hole enters the inside
of the mould. This is done to avoid the membrane being sucked into the hole and stopping the
vacuum forming all the way around the membrane. Application of a vacuum causes the air to be
removed between the outside of the membrane and the mould, pushing the membrane against
the mould, so that it adopts its shape, which is the desired shape of the outside of the specimen.
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a) Specimen
holder

b) Hollow porous
stone added

c) Latex mem-
brane added

d) Half of mould
added

e) Mould com-
pleted and closed

12 mm

]

f) Membrane
folded over
mould.  Suction

applied to mould,
and sand added
by pluviation

g) Top porous
stone and platen
added.  Suction
moved from
mould to inside of
specimen

h) Membrane
straightened over
porous stone and
top platen

i) Mould partially

removed (speci-
men still under
suction)

i) Mould totally

removed  (speci-
men still under
suction)

Figure 3.6: A series of photographs illustrating the procedure by which a specimen is prepared in this
work. Between frames f) and g) the material is pluviated into the membrane

3.3.2 Deposition of grains into membrane

Once both sides of the mould are closed around the sample, the top of the membrane is folded
over the mould, allowing access to the inside of the membrane from the top. The sides of the
membrane are pushed against the mould by the applied vacuum. A specimen of granular material
can now be created in this space inside the membrane.

Dry pluviation has been selected in this work as the method for the deposition of the grains
into the membrane. Dry pluviation consists in the dropping of grains into the specimen, so that
grains accelerate due to gravity. The fact that grains are travelling at speed means that when they
come into contact with the other (stationary) grains that make up the specimen, they will have
the energy to pack themselves in a dense fashion. The amount of energy, and thus the density
of packing can be varied by changing the drop distance. This specimen preparation technique
has been selected for its reproducibility, since other techniques for achieving specimens (be it
dense or loose) generally require interaction with the specimen during its preparatiore(g., moist
tamping), which is extremely di cult with the dimensions of these specimens. These techniques
are likely to be much less scalable to such a small specimen.

Once the membrane is stretched in the mould, the specimen is pluviated into the membrane.
In the preparation of standard triaxial tests, the granular material is typically poured into a tube
that ensures that grains fall principally in a vertical direction. For standard triaxial test the tube
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is considerably smaller than the specimen, and so the specimen is created with the nozzle or end
of the tube inside the membrane. This was however not deemed possible for the specimens
in question because of the relative sizes of the grains to be deposited and the diameter of the
specimen. A tube small enough would have had to have such a small diameter when compared
to the width of the specimen, that grains would likely bounce from wall to wall during their
descent, thus causing grains to be deposited in a biassed and less-dense fashion. Therefore, a
tube of length 108 cm (with a funnel width 125 mm installed on the top to direct the ow of
grains) with a width of 25 mm is used to preserve the verticality of the trajectories of the grains.
However, this means that many of the grains poured into the pluviation system do not make

it into the specimen, and simply bounce o the mould. This is not a problem in terms of the
volumes of granular materials used, with the notable exception of the Caicos Ooid material.
In the case of Caicos Ooids therefore, this system of pluviation was used only once to make a
specimen (COEAOQ01), and thereafter pluviation was done at a much smaller height with a cone-
with-a-hole, made from paper with a aperture of approximately 20° and a hole for pluviation 4
mm in diameter.

Both systems for pluviation are used in such a way that, as the specimen is created, the
pluviation system is lifted at approximately the same rate as the advance of the top of the
sample, to ensure a constant drop height.

The pluviation of grains is stopped slightly after the nal height is achieved (a slightly too-
high specimen is created), and then extraneous grains are removed with a sticky, at surface to
help ensure a at and horizontal top surface.

3.3.3 Removal of mould

Once the desired granular arrangement is achieved (by pluviation of grains into the membrane)
the specimen now needs to be completed and freed from the mould. A porous stone like the one
at the bottom of the specimen, but for the fact that it does not have a hole drilled through it,

is now added to the exposed top surface of the specimen. This is followed by a steel platen on
which the ram that applies the axial load will press. These two elements are placed on top of the
specimen, as per Figure 3.6 g), and their horizontality is veri ed. If found to be unsatisfactory,
the porous stone can be carefully removed, and some more grains removed from the surface of
the specimen, so that the porous stone and platen can rest horizontally on top.

Once all the components of the specimen correctly in place, the vacuum is removed from the
mould, which means that the membrane will no longer be held to the sides of the mould and
will press on the granular skeleton. The membrane is then removed from around the mould and
straightened over the assembly of porous stone and platen, as show in in Figure 3.6 h).

At this stage, the vacuum pump is connected to the bottom of the holder, thus applying a
vacuum to inside of the specimen. The fact that the pressure in the voids of the specimen is
below atmospheric means that the specimen has non-zero mean e ective stress, thus it can now
stand under its own weight (and the weight of the porous stone and platen that have been added
to the top). At this point, the mould around the specimen is carefully removed as can be seen
in Figure 3.6 i) and j).

The specimen is inspected for its verticality. If not found to be acceptable, the procedure is
started again from the beginning, without reusing the membrane.

It is important to note that the specimen will be tested upside down that is to say that the
holder on which the specimen has been prepared will be installed into the top of the cell, and
the specimen will be suspended in the cell from the top, and then be compressed from below by
driving up a ram against the platen on the free end of the specimen. See Figure 3.8 ( Sample
holder).
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3.4  Tomo triaxial apparatus

This section details the triaxial system used in this work, in particular the cell and loading system
used.

3.4.1 Loading system

In order to apply the deviatoric stress required for triaxial compression, the specimen is com-
pressed axially by a ram driven up by the loading system which is described in this section. The
objective of the loading system is to apply and measure the axial force compressing the specimen
from below, as well as measuring the vertical displacement of the ram. These key measurements
allow the macroscopic axial stress and axial shortening to be measured during a triaxial test.

Technical details

The loading system shown in Figure 3.7 consists principally of an electric motor with two gear-
boxes with a gear ratio of 1000 (developed and detailed in Lenoir, 2006). The rotation generated
by the motor and the gearboxes is turned into a vertical movement by a worm drive which drives
a loading head (shown in Figure 3.7) up or down. The use of such a large gear ratio combined
with the use of a worm drive means that a ne control over loading velocity is achieved. The
speed range for the loading head is from 0.1 pm/min to 100 um/min, which corresponds to a
strain rate from 0.0005% to 0.45% per minute (for a specimen of height 22 mm). The maximum
axial force that this motor and gearbox system can apply is reported as 7.5 kN. The motor is
driven remotely from the laptop used for data acquisition.

Installation of loading system components

The entire loading system is suspended below the rotation stage by four tie bars (one of which
is indicated in Figure 3.7). Between the cell and the loading system there is a circular plate
(which cannot be seen in Figure 3.7 but is however shown in Figure 3.8) through which the tie
bars also pass. The circular plate is responsible for making a seal both with the inside of the cell
(with an O-ring) as well making a seal with the loading ram. Both of these seals are made in
order for the cell uid and consequently the cell pressure not to be lost. The two seals that the
circular plate makes are visible in Figure 3.8. The ram is pushed progressively through this seal
by the loading system. The seal between the ram and the circular plate was originally designed
with oating O-rings, which were found to be too unreliable under pressure, so the O-rings were
removed. In this work, rams are systematically greased to minimise leakages. The ne layer of
grease is responsible for a small amount of friction as the ram moves through the seal this was
characterised (by driving the ram up and down in cycles) and subtracted from force readings.

The ram itself is a steel cylinder 10 mm in diameter, which has one at end and one hemi-
spheric end. The hemispheric end of the ram is the one in contact with the bottom of the
specimen. A domed ram like this allows rotation of the bottom platen, and, since there is a very
small area of contact, no moments are transferred.

Measurements

To measure the force applied by the ram onto the specimen, an HBM C2-500N force meter is
installed on top of the loading head, in contact with the bottom of the axial loading ram. This
piece of equipment was calibrated at the beginning of the work against a reference force meter
in Laboratoire 3SR.

The measurement of axial displacement is made by an LVDT (shown in Figure 3.7), which
is attached to a tie bar and measures the vertical displacement of the loading head.
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Safety

The loading system has a set of proximity sensors that operate cut-outs on the motor to stop
it driving the loading head too high (to avoid the force meter being squeezed between loading
head and the circular plate).

Sample holder

Level of _
con ning uid Pipe to _
compressed air
Triaxial cell
X-ray source
Specimen
Ram

Bottom tap

Rotation stage

Cable to axial

Loading Head
force meter

LvVDT

Tie Bar Loading System

Figure 3.7: Labelled photo (with background faded) of triaxial cell in place in the x-ray tomograph in
Laboratoire 3SR

3.4.2 Triaxial cell

Compared to the designs presented in Bishop and Henkel (1962) reproduced in many laboratories,
the triaxial cell used in this work has some supplementary design constraints to satisfy, due to
the use of x-rays.

Since the overarching objective of this work is to perfornin-situ x-ray scanning, the cell must
be able to be scanned without blocking the x-rays. This means that the vertical steel return-bars
or tie bars typically used to equilibrate the axial load imposed on the specimen cannot be used,
since these would attenuate x-rays too much.

The job of the tie bars is performed (in this design) by the cell the vertical force imposed
on the specimen by axial loading are equilibrated by stresses in the cell itself, which is also
sustaining the cell pressure. As described in Hakt al. (2010) and Lenoiret al. (2007), the cell
is designed in PMMA Poly(methyl methacrylate), known commercially as Plexiglas or Perspex.
It is a transparent plastic, which allows visual monitoring of the test, but, more importantly, is

52



also very transparent to x-rays. A trade-o has had to be made between the wall thickness of the
cell, which allows greater loads to be carried, and the transparency to x-rays, which is improved
by a thinner cell. This low-pressure cell has relatively thin walls (8 mm), and thus allows easy
X-ray scanning, but is limited for example to 1000 kPa cell pressure.

The cell, visible in Figure 3.8, is I-shaped in order to be able to translate it very close to the
x-ray source for very zoomed-in scans, although this has not been done in this work.
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Figure 3.8: Schematic of triaxial cell created by Pierre Bésuelle and Nicolas Lenoir. Dimensions in mm

The cell has a circular hole of diameter 20 mm all the way through which expands to a
wider 30 mm at the extremities. The bottom part of the cell has a tap on the outside that
communicates with the internal space in the cell via a small, horizontal hole. The tap allows
lling of the cell with con ning uid. As described above, in Section 3.4.1, the bottom part of
the triaxial cell makes a seal with a circular plate, which has an O-ring that seals the bottom of
the cell (where its central opening widens to 30 mm). The cell is also bolted into this circular
plate (black bolts can be seen in Figure 3.7) in order to equilibrate the vertical forces carried by
the walls of the cell generated by the pressurisation of the cell, as well as axial compression.

The top of the cell has a small, horizontal hole which allows communication with the inside
of the cell from the outside. Compressed air is attached to this hole, to pressurise the pore uid.
Once a specimen has been prepared on the specimen holder, it is installed into the cell with the
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top of the specimen (as prepared) pointing down. The specimen holder makes a seal with the
top part of the cell.

3.5 Testing procedure

After a specimen has been prepared, it is installed into the cell the test is then set up by
preparing all the measurement equipment, and lling the cell with con ning uid (described in
Section 3.5.1). Thereafter data acquisition is started and the triaxial test begins, as described in
Section 3.5.2.

3.5.1 Test setup
Installation of principal components

When setting up for a test, the loading system is set up outside the tomograph's cabin. The
force meter is installed onto the loading head, and the LVDT is loosened in order to allow
displacements of the loading head. Thereafter, the circular plate, which seals both the bottom
of the triaxial cell and the ram, is slid onto the tie bars of the loading system. The height of the
exposed ram is checked, and if too highi.g., not enough space is left for the specimen holder
and the specimen), the loading head is lowered causing the ram to descend. This system is then
installed under the rotation stage; the loading system's tie bars pass though four holes in the
rotation stage's hollow plate and are secured by four bolts on the top side of the rotation stage.

Once the system is in place, the ram is greased, and slid into position downwards through
the circular plate. The PMMA cell is then pushed down over the O-ring on the circular plate,
then bolted into place.

Installation of the specimen

Section 3.3 has described the specimen preparation procedure. At the end of this procedure
(see Figure 3.6 j), a specimen is created on the specimen holder, and suction is applied through
the suction holder to the inside of the specimen, so that some e ective stress hold the granular
skeleton together. At this point (as brie y described above) the specimen holder is slowly turned
upside down with the vacuum pump still connected to the specimen holder and is lowered
vertically into the exposed top part of the cell. The holder is carefully tightened over the O-ring
and the specimen is checked again for its geometry. If found to be slightly tilted, the holder is
removed, and small adjustments of a few degrees can be imposed by deforming the specimen by
hand. This is likely to cause local rearrangements of grains and to create some voids in these
dense specimens, but these interventions are limited to small modi cations of specimen geometry.

Preparation for mechanical loading

With the specimen in place inside the triaxial cell (and with the vacuum pump still connected
into the specimen holder), the ram is advanced by the loading system in order to bring it close
to contact. The phase of driving up the ram before contact allows a veri cation of the ram's
friction with its seal to be made. In order to get as close to contact as possible, the x-ray scanner
is turned on and the source and detector are translated downwards in order to have the bottom
of the specimen in the middle of the image. The detector is then used to create a stream of
acquisitions a specimen radiograph very close to contact is shown in Figure 3.9. This stream
of images allows the progress of the ram to be followed very carefully. When the ram is very
close to contact, the LVDT is physically set to the beginning of its range (since from this point
on the specimen will only be compressed), locked in place and zeroed.

With the axial loading system ready, the con ning pressure needs to be added. To do this,
the cell is lled with tap water at room temperature. To detect possible leaks in the membrane
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Figure 3.9: Radiograph from test COEAQOL1 showing (from top to bottom) the lower porous stone,
bottom platen, and the axial loading ram

from this early stage, the lling of the cell is imaged using x-rays. A tube is connected to the
tap in the bottom of the cell, through the chicanes in the cabin and to the outside of the cabin,
so that the progress of water lling can be controlled with the cabin sealed. A small set of these
images is shown in Figure 3.10. If there is a leak, a careful comparison of the images can show
water moving on the inside of the specimen. If this is noticed, the specimen is abandoned.

Figure 3.10: Five radiographs of the cell being lled with water, with specimen COEAO1 in place

At this point, the specimen is ready for isotropic compression stage. The compressed air
coming from a compressor is connected through a pressure regulator, through the chicanes of the
tomograph, through a pressure-meter, and nally into the top of cell in order to pressurise the
con ning uid. Before applying pressure on the con ning uid, the data acquisition (axial force,
axial displacement and cell pressure) is started, with recording every 5 seconds.

The cell pressure is gradually increased from 0 kPa to around 60 kPa over about 20 seconds,
whereupon the vacuum pump is stopped, and the vacuum inside the specimen slowly released as
the cell pressure is increased to the nal desired value (100 or 300 kPa typically).

It is worth remembering that the specimen holder is hollow (to allow suction to be applied
to the inside of the specimen). This means that if the membrane is pierced, the con ning uid
will ow through the hole, into the specimen, and out of the top of the specimen holder.

At this stage the entire system is checked for water leaks, and if none are found, a rst tomo-
graphic x-ray scan (using the settings detailed in chapter 2) of the specimen is performed in what
is labelled as state 01, under isotropic compression. During the x-ray scan, the force, displace-
ment and con ning pressure data acquisition is slowed to once every 60 seconds. Data acquisition
is slowed since the duration of the tests performed in this work (several days) means that record-
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ing le can rapidly become large, and no rapid changes in the measurements is expected during
a scan.

3.5.2 Triaxial testing

When the rst scan has been acquired and checked, the acquisition rate for the axial force, axial
displacement and cell pressure is put back to 5 seconds. The ram is now driven up by the loading
system at 21 pum/min, which represents a strain rate of just under 0.1% per minute for a specimen
measuring 22 mm height. The axial force is closely monitored for the point at which it starts
to climb, indicating that the ram is in contact with the specimen, and is starting to load it. At
the point where the axial force starts to climb, the axial displacement is recorded and noted as
the real zero displacement for this test. Hereafter, loading is continued at 21 um/min until a
decision is made to interrupt loading.

Often in the tests presented in this work, steps of approximately 1% axial shortening are aimed
for, but in cases where the macroscopic response suggests signi cant changes have occurred in
the specimen, scans are performed. Furthermore, some scans for speci ¢ purposes are also made

for example some scans very close to each other are performed in test COEAO0L. When loading,
radiographs of the specimen deforming are acquired to be able to identify any sudden events that
might occur. These are acquired under the same conditions as the tomographic scans, except
that the rotation stage is kept stationary and that no images are averaged for each projection.

Loading is interrupted, when a scan is desired, by simply stopping the loading system's
motor; this causes the system to stop moving up. Therefore, when loading is interrupted the
axial displacement is simply held constant.

Axial stress relaxations have been noticed to start a few seconds after loading is interrupted,
and to continue for a few minutes. The data acquisition rate is maintained at one set of readings
every ve seconds, to monitor the axial stress relaxation. After approximately 10 minutes, when
the axial stress relaxation is essentially over, the tomographic x-ray scan is launched and the
data acquisition rate set back to once every 60 seconds.

Large axial stress relaxations have been noticed in specimens left under load overnight; the
cause of which has been related to the temperature of the room. The cell is made of PMMA,
which has a coe cient of thermal expansion of approximately an order of magnitude greater
than that of ordinary steel. Therefore for a positive change of temperature (the heating turning
on in the morning in winter) the cell will expand vertically more than the loading system-force
meter-ram-specimen-holder system, and therefore will reduce the force measured.

Scans launched immediately after the interruption of loading do not appear to be more
blurred than those launched after a given time, which possibly is an indication that no granular
re-arrangement is taking place and that the relaxation is perhaps a response of the system as a
whole.

At the end of a test, the specimen's response as it is unloaded back to an isoptropic state of
stress is recorded, after which the cell pressure is released the cell drained and dismounted. The
mass of the grains making up the specimen is measured. Each specimen and membrane is kept
in a sealed and labelled container.

3.5.3 Naming convention

Throughout this work, the following naming convention is adopted:
~ A test or specimen is designated by a 6 character label, where:

the rst two characters designate the material (CO= Caicos Ooid, OU= Ottawa
Uncemented , HN= Hostun sand , AB= Altanta Ballotini")

the second two characters designate the researcher in charge of the experiment
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the last two characters are numbers designating the number of the specimen being
tested

~ A mechanical state is designated by a series number appended to the label,g., HNEAO1-
01 indicates the rst imaged state in a test (HNEAO1-00 is reserved for data pertaining to
the setup of the test, such as the radiograph of the water lling the cell, or ram getting
close to contact)

“ An increment, or a transition between two states is indicated by the label, followed by both
states; e.g., HNEA01-01-02 indicates the rst increment in which deviatoric load is applied

3.6 Experimental campaign

The experimental campaign consists of a study of three di erent materials with considerably
di erent grain shapes, ranging from the very angular Hostun sand, to the rounded Caicos Ooid.
These materials have been tested at di erent con ning pressures, and each test has at least one
backup test. The backup test for the Caicos material at high pressure has been selected from
previous work (and is labelled COCV02). This section describes the specimens of each type of
material and the details of their mechanical responses are discussed.

In total 20 tests have been performed in this study including supplementary backup tests
and tests on other materials including glass ballotini. However only the the tests outlined in the
following are discussed in detail.

Table 3.2 outlines the tests that will be analysed in this work.

con ning Hostun Caicos Ooid Ottawa sand Other_
Pressure Materials
COEA01
HNEAO1 OUEA04
100kPa COEAO03 ABEAO02
HNEAO3 COEA04 OUEAO06
OUEAO01
HNEAO2 COEA02
300 or 400 kPa OUEA02
HNEAO4 COCV02 OUEAO3

Table 3.2: Table outlining the names (6-character labels) of the tests that make up the experimental
part of this work, showing what combination of material and pressure each label represents. Bold letters
refer to tests that have been analysed in this work

This section will show the macroscopic stress and strain measurements made for each spec-
imen, as well as measurements pertaining to each specimen's initial state. The presentation is
organised into materials and then into the high and low con ning pressure cases. The macroscopic
response of each individual test is speci cally commented in this section, however further analysis
will take place in the Chapter 6, where the macroscopic measurements will be supplemented by
the micro-scale analysis made possible with the tools developed in this work.

The stress ratio shown (for historical reasons, and because it allows triaxial tests at di erent
cell pressures to be compared easily) is calculated by the axial stress measured)(divided by
the cell pressure imposed (3). The axial stress is calculated by the axial force measured over
the cross-section of the specimen in the initial state. The axial force comes from account the
raw measurement of force with the contribution of the cell pressure being exerted on the cross
section of the ram removed. The membrane correction described in Bishop and Henkel (1962)
has not been applied to these data.

The normalised axial shortening is simply the shortening applied by axial compression of the
specimen, with respect to its initial height. Axial shortening is typically known as axial strain,
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however it is not called as such in this work because when strain localises this quantity is no
longer representative of the strain eld in the specimen.

Since specimens are tested dry, volumetric strain cannot be obtained from the volume of
the pore uid entering or leaving the specimen. The bulk volume of the specimen is instead
calculated from the 3D images obtained throughout the tests; these are shown as circles on the
volumetric strain plots (and should correspond to points where axial stress relaxation is visible in
the stress response). The bulk volume calculation from the 3D images coming from tomography
is detailed in Section 4.4.

General remarks

The dimensions of the specimens created in this work have a certain degree of variability, although
the diameter varies relatively little the most extreme cases being 10.28 mm and 10.92 mm,
i.e., approximately two grain diameters. The height of the specimens however is much more
variable, in this case the extremes are 22.17 mm and 26.94 mm. This variability is due to the
fact that during the preparation of the specimen (as illustrated in Figure 3.6), the top surface of
the specimen being created is still inside the mould, and judgement of the height of the specimen
can be di cult.

Tables 3.3, 3.4 and 3.5 for each material give the initial conditions of the specimens tested.
Measurements of specimen diameter and height, as well as the angles of o set of the specimen
from vertical, and the o set of the bottom platen from horizontal are made directly on the
3D images coming from tomography of the initial state (.e., when the sample is isotropically
compressed with the nal value of the cell pressure). Slices through the 3D volumes in the initial
condition are also given in order to illustrate the tilt of the specimen and platen.

Measurements of global porosity and relative density are calculated using both the specimen's
bulk volume (which comes from tomography) and the specimen's solid mass.

The dilatancy angle is calculated from the angle between the volumetric strain rate, and
the shear strain rate g, which is in turn calculated as follows: g = %(_axim _radial )-

3.6.1 Hostun sand

Table 3.3 gives details of the Hostun specimens tested (two at 100 kPa con ning pressure and
two at 300 kPa con nement). Measurements coming from the 3D images acquired in the initial
condition "01" of each test are taken with the con nement applied. Relative densities are calcu-
lated with respect to the maximum and minimum density reported in Combe (1998) for RF sand
which gives a max 0f 16.191 kN/m3 and a min of 13.489 kN/m3. The relative densities achieved
in the four specimens studied in this work is quite similar (they are dense) however due to the
small size of the specimens, and the di culty in preparation, there is a considerable amount of
variability in the relative densities of the specimens, when compared to the variabilities obtained
in full size specimens. Figures 3.11 and 3.12 show the specimens' macroscopic axial shortening
against stress ratio as well as volumetric strain plots for 100 kPa and 300 kPa con ning pressure,
respectively.

The two tests performed on Hostun sand at 100 kPa (HNEAO1 and HNEAO3), have rela-
tively similar macroscopic responses. Both of these specimens start from relatively similar initial
conditions with HNEAOL having 83.2% relative density and HNEAO3 having 73.1%. HNEAOQ3,
however, is considerably longer than HNEAO1, and has a considerable tilt to its bottom platen.
Both specimens behave as expected for a dense granular material: there is a peak in the spec-
imen's axial stress response, followed by strain softening until a plateau of residual stress is
reached. The peak is very close in both cases and corresponds to a stress ratio of about 6.15,
which is reached at around 5% axial strain (or shortening). This peak stress ratio corresponds to
an axial stress of6:15 10kP a = 615kP a axial stress (.e., 1 in this case). This corresponds
to a friction angle of 46.1°, which corresponds well to the value reported in Combe (1998) for
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Hostun S28 sand of 46.2° at 100 kPa. The representativity of these small specimens is discussed
later, in Section 3.7.

Leading up to peak, both specimens are quite sti in their initial loading, and HNEAOL1's
more perfect geometry is likely to be the reason behind the specimen's sti er initial response
and is also likely to be one of the reasons behind its slower progression towards a residual stress
state when compared to HNEAO3.

A residual stress ratio of 4.15 (9= 37:7°) is reached earlier by specimen HNEAO3 at around
13.0% shortening specimen HNEAOL1 resists longer, reaching a higher residual stress ratio of
4.4 at around 13.3% axial shortening. In both cases the residual stress at the end of the test is
con rmed by the volumetric response of the specimen, which reaches a state of zero dilatancy
by the end of the experiment.

The volumetric response for both specimens is dilatant with approximately the same dilatancy
angle at peak stress ratio (17.0° and 18.1° for HNEAO1 and HNEAO3, respectively). Specimen
HNEAO3 can be seen to have considerably more contraction than specimen HNEAOL, possibly
due to its lower porosity. Specimen HNEAOL1's dilatancy angle appears to reduce around 10%
axial strain, which goes some way to explain this specimen's slower approach to residual stress; it
could be hypothesised that the specimen is more resistant to getting to critical state. In specimen
HNEAO3's volumetric response there is a very anomalous point coming from the scan of state
HNEAO03-06, which may re ect the error bounds of the volume measurement technique.

The two specimens tested at 300 kPa (HNEAO2 and HNEAO4) are quite similar, both starting
from high relative densities (95.4% and 84.3% respectively). Geometrically speaking, they have
approximately the same deviations from a perfect cylinder. However, in their axial stress response
it is clear that there is an o set in the peak value of stress ratio measured. HNEAO2 has a stress
ratio at peak of 5.5 ( = 43:8°) whereas HNEAO4 peak stress ratio is 5.35 @= 43:2°), although
this ratio is reached in both cases around 7.2% shortening. The peak stress reported for Hostun
S28 in Combe (1998) is 43.3°, closer to the lower value of HNEAO4.

The specimens reach peak stress with an increased initial sti ness compared to the test at
100 kPa con nement (sti ness cannot be directly measured as a gradient on this plot), and from
their stress response do not appear to reach a residual state in the range shown; this is con rmed
by the volumetric responses, which show a reduction in dilatancy angle, but without it reaching
zero by the end of range shown. HNEAO4 reaches a residual stress ratio of 4. € 36:7°)
at around 15.3% shortening (.., o the graph). Qualitatively speaking it appears as though
specimen HNEAO2 will have a higher residual stress than HNEAOA4.

As for the tests at 100 kPa on this material, the specimen with a lower relative density
(HNEAO4) has more initial contraction, but both specimens achieve similar angles of dilatancy
(15.0° and 14.8° for HNEAO2 and HNEAO4 respectively).

It can be noticed that in the increment HNEAO2-10-11 (.e., between 12.4% and 13.9%
shortening) the axial stress readings have a di erent appearance than the other increments
this is down to an operator error of forgetting to increment the reading rate of the measurement
after the end of a scan. The data are thus considerably more sparse in this increment. These
measurements are summarised in table 3.6.
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: : Maximum Tilt of . .
Test name Con ning Diameter Height Mass Porosity tilt of bottom Slice Showmg ? Slice
pressure (DRr) specimen platen platen tilt
39.7% 0 o
HNEAO1 100 kPa 10.70 mm 24.31 mm 3.55¢ (83.2%) 0.8 1.9
0,
HNEAO2 300 kPa 10.76 mm 23.11 mm 3.36¢g (:932421(;2) 0.5° 1.2°
40.9% o o
HNEAO3 100 kPa 10.86 mm 26.94 mm 3.85¢ (73.1%) 0.5 2.8
39.6% 0 o
HNEAO4 300 kPa 10.92 mm 23.46 mm 342¢ (84.3%) 0.3 1.0

Table 3.3: Table showing initial setup for each specimen of Hostun sand. Measurements of diameter, height, porosity and tilt angles all derive from the x-ray

tomography images
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Figure 3.11: Normalised Axial Shortening plotted against Stress Ratio (top) and Volumetric Strain
(bottom) for Hostun specimens at 100kPa
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Figure 3.12: Normalised Axial Shortening plotted against Stress Ratio (top) and Volumetric Strain
(bottom) for Hostun specimens at 300kPa

61



3.6.2 Ofttawa sand

Table 3.4 describes the initial conditions of the Ottawa specimens tested in this work. Measure-
ments coming from the 3D images acquired in the initial condition "01" of each test are acquired
with the cell pressure applied. The maximum and minimum relative density values are taken
from Lee et al. (2007), who report a speci ¢ gravity of Ottawa sand grains as 2.65 and minimum
void ratio of 0.50, which gives a maximum density max Of 17.33 kN/m3. The maximum void
ratio is given as 0.85, which gives a maximum desnity of 14.05 kN/fm

Figures 3.13 and 3.14 show the macroscopic axial shortening. stress ratio and volumetric
strain responses of the Ottawa sand specimens tested in this work at 100 kPa and 300 kPa
con nement respectively.

Specimens OUEA04 and OUEAO06 were tested at 100 kPa con ning pressure, and their stress-
strain responses can be seen to be very similar. Both specimens have similar initial sti ness,
OUEA04 reaches a peak stress ratio of 5.50 ¢ = 43:8°) at around 4.7% axial shortening,
whereas OUEAOQ6 has a peak of 5.66 P = 44:4°) at around 4.3% shortening. Both specimens
undergo strain softening until reaching a plateau in the stress ratio of 3.75 ©= 36:0°) at around
13% axial shortening. The apparent plateau at 13% axial shortening cannot be con rmed as
a residual stress state from the volumetric response for specimen OUEAO4, since the angle of
dilatancy does not reach zero by the last scan. Test OUEA06 does however reach a state of
zero dilatancy angle, thus con rming that it has reached the residual stress state. The dilatancy
angles at peak are 16.1° and 20.2° for OUEA04 and OUEAOQG, respectively. Despite very little
di erence in initial porosity, specimen OUEA06 seems to contract a little less than specimen
OUEAO04.

There are some stress data missing for the increment OUEA06-07-08 (between 5.76% and
7.80% axial shortening) because the LVDT that measures the displacement imposed on the
specimen went out of range. The straight line visible on the graph simply connects the rst and
last recorded points and is left as is in order to highlight this de ciency. Furthermore, specimen
OUEAO6 su ers from a small invasion of water during the test, but the volumes of water coming
in are small, and so the stress applied by the con ning pressure is thought not to be lost.

As for the Hostun specimens, the two Ottawa sand specimens tested at 300 kPa con nement
have a slight o set in the measured stress response, although the curves have qualitatively the
same shape. Both specimens reach their peak stresses at approximately 5.2% axial shortening,
although OUEA02's peak stress ratio (5.20.e., %= 42:6°) is higher than OUEA03's (5.02i.e.,

0=41:9°). Both specimens appear to tend towards similar values of residual stress ratio, achiev-
ing them around 11.6% axial shortening (approximately 3.7 for OUEA02 and 3.5 for OUEAOQ3).
This is con rmed, by the dilatancy angle in the volumetric response which reaches 0 by the end
of both tests.

As seen in the Hostun specimens, both specimens have a similar dilatancy angle at peak (16.1°
and 17.1°), but the less dense of the two specimens has a more signi cant phase of contraction.
Another trend that is conrmed is that the initial stiness of the specimens tested at high
pressure is higher than that at lower pressure.
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; ; Maximum Tilt of . .
Test name Con ning Diameter Height Mass Porosity tilt of bottom Slice shoyvmg ? Slice

pressure (DRr) specimen platen platen tilt
35.6% o o
OUEAO02 300 kPa 10.71 mm 24.65 mm 3.7749 (84.9%) 0.3 0.1
35.3% o o
OUEAO03 300 kPa 10.28 mm 23.45 mm 3.34 g (87.0%) 1.3 0.7
31.4% o o
OUEA04 100 kPa 10.76 mm 23.46 mm 3.75¢ (111.7%) 13 11
31.4% o o
OUEAO06 100 kPa 10.55 mm 23.02 mm 3.58 g (112.3%) 0.4 0.5

Table 3.4: Table showing initial setup for each specimen of Ottawa sand. Measurements of diameter

tomography images

, height, porosity and tilt angles all derive from the x-ray
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Figure 3.13: Normalised Axial Shortening plotted against Stress Ratio (top) and Volumetric Strain
(bottom) for Ottawa specimens at 100kPa
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Figure 3.14: Normalised Axial Shortening plotted against Stress Ratio (top) and Volumetric Strain
(bottom) for Ottawa specimens at 300kPa
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3.6.3 Caicos ooids

Table 3.5 gives details of the Caicos ooids specimens tested (three at 100 kPa con ning pressure
and two at 300 kPa con nement, one of which was done prior to this work by Cino Viggiani
and Pierre Bésuelle). Measurements coming from the 3D images acquired in the initial condition
"01" of each test are acquired with the con nement applied. No relative densities are reported
since this material has not been systematically studied, however, based on the densities reported
for the Hostun and Ottawa materials, the densities achieved here are expected to be relatively
high.

Specimen COEAOQ1 has been prepared by dry pluviation with the system used for the other
materials, whereas the other specimens have been prepared with a much smaller drop height.
Interestingly the other specimens appear to have a higher density than COEAOL.

Figures 3.15 and 3.16 show the specimens' macroscopic axial shortening against stress ratio
as well as volumetric strain plots for 100 kPa and 300 kPa con ning pressure respectively.

Three specimens were tested at 100 kPa since the backup test COEAO3 did not conrm
satisfactorily the response seen on COEAO1. As with the other materials tested, these dense
specimens show a stress peak, followed by strain softening. In all three tests a plateau in the
stress ratio of 3.70 is reached around 11% axial shortening for tests COEAQ01 and COEAO04, and
is not quite reached by specimen COEAOQ3 by the end of its test.

Peak stresses in a carbonate sand are expected to be high as stated in Coop (1990), however
the peak stress ratio of COEAO1 is very large, 6.79, which means a friction angle of 48° that
appears at an axial shortening of 3.64%. This is not con rmed by the other two backup tests,
which appear to have their peak stress ratio a little earlier (3.4% axial shortening) with a ratio
of 5.77 giving a friction angle of 44.8°. Since the residual stresses are the same for these tests,
the very high peak stress cannot be ascribed to an error in the instrumentation or in the data
treatment. Furthermore, even the two backup tests have surprisingly high friction angles for a
rounded sand.

The initial stiness of COEAO3 is considerably higher than the other two tests, and its
post-peak strain softening is more gradual than for the other two tests.

Despite variations in initial porosity similar to the other specimens of the other materials,
in this case the volumetric response is very similar for all specimens, with a dilatancy angle at
peak of 20.4° for COEAOL1 and COEAO04 and and angle of 19.3° for COEAOQ3.

The reasons for the di erences between these tests principally between COEAO01 and the
other two backup tests will be a challenge for the micro-level analysis made with the tools
proposed in this work.

The two tests at higher cell pressure (COEAO02 at 300 kPa and COCV02 at 400 kPa) again
have a higher initial sti ness than their lower cell pressure counterparts with COCV02 having
a lower initial sti ness than COEAO02. Both specimens reach their peak in stress ratio at around
5.2% axial shortening with COEAO02 having a value of 5.97 (°= 44:5°) and COCVO02 having one
of 5.85 ( °= 45:1°). Both specimens seem to reach considerably di erent residual stress ratios
after 11% axial shortening: COEAOQ2 reaches a value of 3.65, whereas COCV02 get to 3.11.

Immediately upon reloading after a scan, some additional resistance to shear seems to be
created by a mechanism that is not fully understood; at some points of these two tests this adds
a visible step above the loading curve upon reloading. After this step, the specimen regains the
response curve that it was following before the scan. These phenomena are visible to some extent
in the tests on Caicos ooids at 100 kPa, to a lesser extent in the Ottawa tests and not at all
in the tests on Hostun sand. It has also been con rmed in with on tests on glass ballotini at
100 kPa (which are not shown here) this same apparatus, so a possible hypothesis is that this
is linked to grain roundness, possibly some contact rearrangement. This phenomenon, that acts
over small strain increments, and appears to be linked with time (the length of the scan), is not
easy to study by x-ray tomography and the current experimental setup. Qualitatively speaking
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work on viscous e ects in granular materials (Enomotoet al., 2009) shows some very similar
trends, which are subjects for future research.

The volumetric response of COEA02 shows some contraction, followed by dilation, with
a dilation angle of 16.3°, which reduces to 0° as the specimen reaches its residual stress state.
COCV02 has many fewer scans during deformation, which means that the data for the volumetric

strain are sparse. By eye, the dilatancy angle at peak looks comparable to that of specimen
COEAQ02.
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: : Maximum Tilt of . .
Test name Con ning Diameter Height Mass PoIrDosr[y tilt of bottom Sllclzaetes:ctx;;\tnng ? Slice
pressure (Dr) specimen platen P
COEAO01 100 kPa 10.74 mm 24.16 mm 3.85¢g 35.2% 0.0° 0.6°
COEA02 300 kPa 10.55 mm 22.17 mm 3.55¢ 33.2% 0.0° 0.9°
COEAO03 100 kPa 10.80 mm 23.44 mm 3.844¢g 32.1% 1.1° 1.0°
COEA04 100 kPa 10.80 mm 22.73 mm 3.76 g 31.9% 1.2° 0.5°
cocvoz 400 kPa 10.86 mm 21.74 mm 3.53¢ 33.8% 2.2° 1.3°
(Exxon_04)

Table 3.5: Table showing initial setup for each specimen of Caicos Ooids. Measurements of diameter, height, porosity and tilt angles all derive from the x-ray

tomography images
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Figure 3.15: Normalised Axial Shortening plotted against Stress Ratio (top) and Volumetric Strain

(bottom) for Caicos specimens at 100kPa
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Figure 3.16: Normalised Axial Shortening plotted against Stress Ratio (top) and Volumetric Strain
(bottom) for Caicos specimens at 300kPa
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3.7 Representativity of specimens and their responses

Mechanical pertinence of the tests and representativity of material responses is clearly a concern
with the use of such small specimens. This section discusses this issue with respect to Hostun
sand, since several good references for triaxial tests are available for Hostun sand. A number
of very complete studies of the behaviour of Hostun sand under triaxial compression exist.Q.,
Bousquet et al., 1993), but the results of Combe (1998) are used herein, since their raw data
are still easily accessible. In both the sources provided above, triaxial tests on specimens with
a slenderness ratio of 1 (diameter = height) are tested. If the small specimens of Hostun sand
tested in this work are globally comparable to much larger standard triaxial tests the same is
expected to hold true for the small specimens of the other materials tested.

In order to get a sense of scale, the specimens tested in this work have a mass between 3
and 4 grammes, whereas a dense specimens of Hostun sand of standard size have a mass of
approximately 2.4 kilogrammes (depending on density of course). The very dierent sizes of
the specimens may have an e ect on the mechanical response measured, since with the small
specimens it almost makes more sense to measure the specimen's dimensions in grains rather
than millimetres: for example the specimens tested in this work have diameters of around 10.5
mm which means, in the case of Hostun sand (where thedp is 388 um), that the diameter of a
specimen is 31 Dsp.

When physical specimens start to get small with respect to the grain size, it is possible
that some deformation mechanisms simply are not possible due to the geometry and size of the
specimen: for example the complicated patterns of shear band observed by x-ray tomography
in Desrueset al. (1996) simply are not possible in the specimens tested in this work due to the
number of grains involved.

Anecdotal evidence provided by some post-mortem photographs in Combe (1998) shows that
at least some specimens failed with a single shear band. This is the same failure mode with which
the small specimens tested in this work deform. The conclusion to be drawn is that despite the
small number of grains making up the small specimens tested which has been hypothesised
to limit the material's freedom of choice in deformation mechanisms the material under these
conditions of macroscopic stress and strain is able to deform in the same way for both sizes of
specimen.

Figure 3.17 shows HNEAO1 compared to a single triaxial compression test (TS28D01) per-
formed at 3 = 100 kPa on a specimen measuring 100.2 mm height and 99.9 mm diameter. In the
same graph, HNEAO2 is compared to a test with the same initial e ective mean stress, TS28D03
measuring 100.1 mm height by 99.5 mm diameter.

Both full-size specimens have a less-pronounced peak, which occurs later in the test. The
value of stress ratio at the peak is much more reproducible: at 100 kPa con nement the peak is at
6.15 for HNEAOL and 6.16 for TS28D01; at 300 kPa con nement the peak is at 5.50 for HNEAO2
and 5.46 for TS28D03. The intial stiness of the small specimen at 100 kPa is considerably
greater than that measured for the large specimen at 300 kPa the initial sti nesses of the two
types of specimen coincide very closely. The angle of dilatancy of all the specimens at peak stress
ratio is comparable.

The small specimens tested reach their respective peak stresses and residual states much
more rapidly than their larger-sized equivalents. The changes observed in the material response
when changing con nement from 100 kPa to 300 kPa however appear in both sizes of specimen:
at higher con nement the peak stress appears later and the friction angle observed at the peak
is lower. The fact that the small specimens reach peak and residual stress states faster might
be an indication that at the micro-scale the deformation mechanism that leads to failure i.e.,
the development of a single shear band develops more readily in the small specimens when
compared to the larger ones. This in turn could be for a number of di erent reasons:

~ Due to the technical di culty in the creation of such small specimens, their geometry is very
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Figure 3.17: Graph showing axial shorteningvs. stress ratio and volumetric strain for two tests on
Hostun sand coming from this work, and two test from Combe (1998) for comparison

likely less perfect than larger-sized specimens. This in turn means that more signi cant
inhomogeneities arise and potential locations for shear banding in the specimen may be
activated earlier in the specimen's loading. Furthermore the same heterogeneities are likely
to have a more signi cant e ect on small specimens.

The larger slenderness ratio of the small specimens may also favour shear banding since a
shear band's inclination in triaxial compression is larger than 45° from horizontal, it will be
more geometrically di cult for a single shear band to appear in a specimen of slenderness
ratio 1, than in a longer specimen where it can develop without interaction with both ends

of the specimen.

The conclusion to be drawn is that there are some clear size e ects in the macroscopic
responses of the specimens of di erent dimensions that have been compared. The peak stresses
and volumetric responses are however close in both cases, and the changes between the two
con nement values are coherent between the small and the large specimens. The small specimens
can therefore be considered to be mechanically representative of the larger specimens tested in
previous work.

3.8 Summary of mechanical responses

Table 3.6 shows an overview of the specimen responses obtained from the experimental campaign.
Values have been weighed according to the quality and con dence in each test.
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Con ning

Peak stress ratio

Residual stress

Angle of

Material pressure = s catio d;?;aenaclz/
Hostun sand 100 kPa 6.15( $=46:0°) | 4.15( 9=37:7°) 17.5°
Ottawa sand 100 kPa 5.55 ( 9=44:0°) | 3.75( 0=36:0° 18°
Caicos ooid 100 kPa 5.77 ( 3=44:8°) | 3.70 ( 9=35:0° 20°
Hostun sand 300 kPa 5.4 ( p=43:4°) | 4.15(9=37:7°) 14.9°
Ottawa sand 300 kPa 51(p=42:2°) | 3.70 ( 9=36:0° 16.5°
Caicos ooid 300 kPa 5.77( p=45:2°) | 3.65( 0 =34:4°) 16.3°

Table 3.6: Table showing averaged highlights of the mechanical responses (weighted by con dence)

measured in tests presented in this work. COEAOQ1 is not included in these data
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Chapter 4

Image analysis

This chapter details the analysis of the 3D images coming from the triaxial tests performeth-situ

in the Laboratoire 3SR x-ray scanner. These 3D imageare the micro-scale measurements for
the experiments described in Chapter 3, and so all the micro-mechanical analysis in this work is
done starting from these images, ultimately in preparation for the kinematic analysis in Chapter
5. These 3D images represent a eld of a reconstructed x-ray attenuation value, evaluated all
over a specimen in a given state and are therefore greyscalee(, they are a eld of a single,
continuously variable, scalar). All the specimens in the campaign have been imaged in several
di erent states of increasing axial strain. In these images grains are directly visible to the naked
eye thanks to two facts: rst, the grains' x-ray attenuation is much higher than the air that
surrounds them (.e., the contrast is good between grain and void) and second, the zoom is such
that there are typically between ten and thirty pixels across a grain's widest diameter, allowing
them to be easily distinguished in the images. Individually distinguishable grains are visible
in Figure 4.1, which shows sections, sliced horizontally through the 3D volume of two di erent
samples. It is very important to note that although it might appear from these reconstructed
slices that there is quite a wide grain size distribution, this impression comes from the fact that
the images presented are measurements of x-ray attenuation averaged over a unit thickness of
only one voxel (.e., 15um). This slice will have cut some grains through their thickest portion
and others in less-thick portions, making them appear as larger or smaller (respectively) in this
2D slice. Another visual artefact from the process of extracting slices from a 3D image is that
some grains seem not to touch any other grainen this slice; they will however necessarily touch
some other grains on other slices.

This work follows the philosophy of discrete {.e., grain-based) measurements where possi-
ble. However, when a spatially-varying eld such as porosity (which has a strict and familiar
geotechnical de nition) is under consideration, it will be evaluated over a regular grid (as is
natural since 3D images provide a convenient grid). A eld like porosity might also be measured
with respect to the underlying discrete granular skeleton which could be used as a reference
system, the eld being evaluated for each grain. Since this is purely a matter of philosophy,
where practical and where it is deemed interesting, comparisons of elds evaluated on a grid,
or on the granular skeleton are made. The evaluation of a eld on a regular grid will be called
a continuum analysis, since the choice to ignore the underlying granular structure is to treat
the material as a continuum, where it is natural to specimen the material points at a regular
interval.

Layout of chapter

Since the overarching objective of this work is to analyse the mechanical behaviour of sand at the
grain scale, the grains that compose the specimens under study need to be individually accessible
and measurable. This means that grains in some way need to be de ned, reliably, in each 3D
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(a) Hostun (b) Caicos Ooid

Figure 4.1: Horizontal slices taken from initial states of (a) HNEAO3 and (b) COEAO3. The grains
(light against a dark background) are clearly visible in these images. A small shell as well as some very
porous grains are visible in slice (b), the former reminding the reader of the marine origin of this sand.
In these images white represents high x-ray attenuation coe cients and black low x-ray attenuation

image (which only contains information about x-ray attenuation). Section 4.1 describes how
grains, and the contacts between them, are de ned in the 3D images with a sequence of image
analysis operations. Once grains are de ned in a 3D image, each grain can be extracted and
various measurements can be made on the voxels that make it up (such as measurement of volume,
centre of mass, and maximum and minimum dimensions). Contacts coming from image analysis
are in turn also labelled, so that the labels of the grains they connect is recorded. Contacts
are also individually characterised through a set of measurements. Once a set of measurements
exists for each grain (or contact), these can be processed into di erent static measurementise(,,
made on a single image) of the granular skeleton, such as coordination number or grain size
distribution. The measurements of grain and contact properties are detailed and characterised
in Section 4.2. An unconventional implementation of the conventional continuum tools for the
measurement of porosity (or void ratio) are then described in Section 4.3. To nish the analysis
possible on a single 3D image, a simple technique for measuring the total volume of a specimen
in a given con guration is illustrated in Section 4.4.

The chapter that follows (Chapter 5) will take advantage of many of the results of this section,
in order to follow and characterise the deformation of granular media in 3D.

4.1 Processing of individual 3D images for the identi cation of
grains and contacts

This section details how individual grains are de ned and measured in each greyscale 3D image
coming from tomography. This is an essential step for analysis at the micro -scale.e., the scale

of the grain for sand. First, the procedure for de ning the solid and void phases in the images
(based on a threshold value of x-ray attenuation) is described in Section 4.1.1. The solid phase
is then split into separate grains using a marker-controlled watershed algorithm (Section 4.1.2).
Section 4.1.3 outlines how the voxels belonging to each grain are then assigned a label (unique
positive integer) so that they can be extracted from a labelled 3D image. This allows di erent
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voxel-based measurements to be made on each grain in the following section.

4.1.1 Binarisation

For the two-phase (air and grains) media under study, it is essential to be able to precisely
distinguish the solid (grain) phase from the void, to be able to de ne (after further treatment)
individual grains. Binarisation describes the process of creating a binarye(g. black-and-white)
image where all solid phase voxels contain one value, and all other voxels contain another value.

The greyscale images coming tomography are not already binary, despite being images of
a two-phase medium, for three principal reasons: rst, although the pore uid is expected to
have a homogeneous distribution of x-ray attenuation, the same cannot be said for the grains
being imaged, which may present some character on their inside. The second reason for the
range of greyvalues in the images coming from tomography is simply noise there is a certain
amount of noise generated in the acquisition of x-ray images, and possibly more added in the
3D reconstruction of data. Since noise is expected to be relatively random, this will have the
tendency of generating di erent shades of grey. The third cause of the range of greyscale values
in these data is the partial volume e ect, described below, which occurs at the interface between
phases.

Since there is a range of greyvalues in the images being treated, a threshold value must be
chosen in order to separate the two phases. The way in which this is chosen is also detailed
below.

Partial Volume E ect

Digital images are composed of discrete units (pixels in 2D and voxels in 3D). In any digital
image acquired with an array of sensors, each pixel value will be a measurement integrated
over the small area of the sensor. If a two-phase medium is being imaged, the values of pixels
well inside either phase will correspond to the measurement of that phase alone (assuming no
noise). Any pixels recording the interface between phases will have a value that results from the
integration of measurements of both phases over the small area of the pixel the result being
an intermediate value. This is typically known as the partial volume e ect. A pixelated image
of two phases will chie y contain two di erent values (the measurements corresponding to the
two phases) plus a certain amount of measurements in between coming from the partial volume
e ect. A histogram of the measurements in this image would show two distinct peaks with some
information between them. threshold

In the 3D greyscale images used in this work, the partial volume e ect accounts for a region
of about 3 pixels width.

Choice of threshold

Maps of the solid phase of the studied materials are constructed by binarising the reconstructed
3D images of x-ray attenuation. The radiograms acquired during a tomographic scan are subject
to the partial volume e ect as well as noise, and consequently both these e ect are manifested
in the reconstructed images. Since the solid phase is known to have a higher x-ray attenuation
value than air or water (the con ning uid), if a unique threshold value of x-ray attenuation
(above which voxels are assigned to the solid phase) can be accurately chosen, a reliable map of
the solid phase can be obtained. Ideally, the chosen threshold value is between the attenuation
values of the solid and pore phases, and will select a certain amount of the partial volume voxels
with higher values.

In order to choose the threshold value, two options are typically available: to make a choice
based on the image (typically on the distributions of greyvalues in the image), such as Otsu's
method (see Otsu, 1975), or to determine a threshold from a physical measurement. For this
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work, the latter approach has been chosen chie y for reliability. The physical measurement which
the threshold is chosen with is the volume of the solid phase (other measurements could include
macroscopic porosity, for example). The dry mass of a specimen is measured post-test,and, since
the densities of the grains are well-known, the solid volume is easily calculated. Knowing the
volume in m 2 that a single voxel represents in a given 3D image, the value of the threshold is
chosen such that it includes the number of voxels corresponding to the measured volume of the
solid phase. This is illustrated in Figure 4.2 the threshold value can be seen to lie in between
the two peaks in the histogram.

Greyscale Image
from Reconstruction

Binarised Image

Inside of grains is selected, and some of the Solid voxels in black

darker partial-volume voxels are under the
threshold value

Histogram of 3D image

Void

€

3

o Grain

Black White
16-bit Threshold Value

1. Compute histogram of entire 2. Threshold decreased from white 3. Threshold (red) applied
3D image (minus porous stones) until grain volume is obtained to image.
Figure 4.2: lllustration of the application and calculation of a threshold value to a slice from test

HNEAO3. The voxels selected by the threshold (in red) show that the darker partial volume voxels on
the outsides of the grains lie below the threshold and are thus not selected.

If an image contains some voxels which have a high coe cient of x-ray attenuation but which
do not represent grains, this will cause a too-low threshold to be calculated for the image. This is
typically the case for the porous stones used for the tests. In the images acquired these elements
are of a density similar to the grains, and so for the calculation of the threshold, these high values
are not taken into account (they are manually set to zero in the image, when calculating the
threshold).

It has been observed that the threshold values selected always lie in between the two peaks.
The threshold is calculated once per test, in the rst state and is re-applied to all subsequent
scans in the same test, which are acquired under the same conditions.

4.1.2 Separation (or segmentation)

Separation (often also called Segmentation see the Glossary) refers to the process of separating
the single interconnected solid phase into individual particles. The watershed family of algorithms
(generally used in this type of problem) has been chosen in this work, and a variety of di erent
implementations have been tested. The quality of the separation step is crucial for any grain-
based analysis: if the separated particles do not correspond to the physical reality of grainsd.,

if grains not separated from each other are considered as a single particle, or if a single grain is
split into several particles), micro-scale analysis will be impaired. The watershed algorithm is
highly iterative, and so can be a serious bottleneck in the treatment of the copious data coming
from the entirety of the experimental campaign. For this reason, a highly optimised commercial
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code (Visilog® ) is principally used in this work.

This section details the main steps of operation of a watershed algorithm. The rst step is to
identify markers, which are seeds of the watershed algorithm placed with certainty inside each
grain. Thereafter these seeds are grown according to a segmentation function by the watershed
algorithm until they touch, at which point they are separated.

Markers

The watershed implementations used in this work are of the marker-controlled family of wa-
tersheds, which are a rst line of defence against over-segmentation and over-sensitivity to noise
(see Beucher, 1991).

Markers are a small volume indicating a zone considered to be de nitely inside a single
grain. Markers are passed to a watershed algorithm (described later), that is responsible for the
separation of particles from each other, starting from these markers. The number of markers that
the algorithm is supplied with will be exactly the number of individual particles that come out
of the process: if one real grain contains two markers, it will necessarily be split in two patrticles.
Similarly, if a system of two contacting grains has only one marker, this will be identi ed as a
single patrticle. Therefore, a good selection of markers is the rstimportant ingredient for a good
separation that respects the real physical distinction between particles. Markers are typically
calculated by a series of morphological operations on a binarised image. Most implementations
for this kind of problem start by calculating the Euclidean Distance Map (EDM) on the to be
separated (in this case the solid phase); see Figure 4.3 an example of an Euclidean Distance Map
calculated on a 2D image. An Euclidean Distance Map is calculated on a binary image, such that
for every pixel in the phase of interest, its at value (which simply denotes which phase itis in) is
replaced by its minimum (Euclidean) distance to the other phase. A solid pixel touching a void
pixel would have a small value, whereas a pixel inside a non-hollow particle will have a relatively
high value. A 3D image of markers is then obtained by identifying and joining (merging) local
maxima in the Euclidean Distance Map. The localness of the maximum is an option in certain
implementations, which is often no more complicated than simply the di erence in values that
will be added around the absolute maximum €.g, if the merge local maxima option is set
to 5, and a maximum is at a value (on the EDM) of 10, then all voxels contiguous with that
maximum having a value and greater or equal to 10-5=5 will be included in the marker). This
may result in other local maxima being included in the principal maximum, which is desirable
to avoid non-physical over-segmentation with too many markers). This procedure is illustrated
on a 2D slice of a test on glass ballotini in Figure 4.3, which o er an ideal test case due to their
near spherical shape and, therefore, near circular cross sections and small regions of contact.

For images of circular or spherical particles, the markers-placement technique described above
is very successful at placing markers. However, on the 3D images of the natural materials studied
in this work, there are some situations where markers are placed incorrectly. These are illustrated
in Figure 4.4 (in 2D, for simplicity). The reasoning made in the illustration also works in 3D,
but care must be taken, especially with the rst case where a at contact is enough to cause
problems in 2D, in 3D a large planar contact would be necessary to have this kind of artefact.

As Figure 4.4 suggests, placing markers perfectly inside each grain is di cult: considering the
large number of grains in the specimens (not less than 50,000), some of the situations outlined
in Figure 4.4 are likely to occur occasionally. The results of these errors are shown in Figure 4.5

a) shows the result when there are two markers per grain, and b) shows when a single marker
is present when there are two grains. The terms (present in the gure) used to denote these
situations are over-separation in the case where too much separation occursd., there are
locally more markers than grains), and under-separation in the case where there are too few
markers compared to the number of grains. If markers are placed in such a way that grains are
consistently over- or under-segmented, then it means that the automatic placement of markers
needs to be tuned. However in the case of the images treated in this work both over and under-
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Figure 4.3: lllustration in 2D of the standard procedure for generating markers in an image containing
grains. a) Shows a binarised detail of a slice from test on glass ballotini (ABEA02). b) Shows the
Euclidean Distance Map (EDM) for the solid phase (black) of the binary image. ¢) Shows the points
which are recognised as local maximad) Shows the maxima merged to a depth of 2 with the surrounding
points. These merged maxima are the markers for the binary image a)e) Shows the markers plotted
back onto the binary image (faded to light grey). The procedure is successful, since all the grains
distinguishable in image a) have a marker placed inside them

segmentation occasionally occur. The result of this is that the separated images coming from
this procedure are necessarily awed. The separated images are however deemed (after visual
inspection) of a su cient quality to make measurements.

There is space for improvement in the automatic placement of markers. Due to the large
number of images acquired in this work, and also the large number of grains in each image,
manual placement of markers is not practically realistic for a whole specimen (but was tempted
in the subvolume published in Ando et al. (2012b), with good results). Since it is relatively
easy to distinguish individual grains by eye in the slices, it is likely that this can be translated
into some morphological metrics, which may help in the placement of markers. Some simple
marker detection approaches such as those presented in Matsushiratal. (2004), include several
iterations of a 3D erosion all the unseparated solid phase, with the objective of being left with
just the centre of the grains. This however is considered no less vulnerable to error than the
general technique described above with the added risk of deleting some small grains. Better
placement of markers is a subject worthy of further attention.

Another, much heavier (from a computational point of view) possibility for the improvement
of the placement of markers could be based on the results of the separation process. There are
somea priori data on the expected morphology of grains (in terms of angularity, volume, and
curvature all of which can be measured on a set of voxels) that could be used to detect badly
segmented grains (one grain that has been split, or two grains stuck together). Once detected,
a marker-correction algorithm could try to join or split markers by locally modifying some of
the parameters used for the initial marker map. This has not been investigated further, since
the development of powerful image treatment techniques remains a subject of great interest in
computer vision. One could also use the output of the grain tracking described in chapter 5 to
also correct the grain separation process. This is dicussed brie y in the potential improvements
to be made to the grain-tracking procedure called ID-Track in Section 5.3.8. The fact that a lot
of information can help improve the placement of markers, is that the whole separation phase of
the image treatment is the weak link in the chain of the analysis of these images.
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Problematic Cases for the Automatic Placement of Markers

a) Flat Contact b) Hollow Grains c) Elongated Grains

Binary
Image

A at contact causes A hollow grain has internal An elongated grain

a single maximum to occur  porosity which prevents a maximum has a very long maximum of

of the EDM inside the grain. the EDM running along it.

EDM
EDM as
Landscape

Figure 4.4: Diagram outlining in 2D some situations in which the automatic calculation of markers (as
the maxima of an Euclidean Distance Map) used for separation may not give physically correct results.
a) [Hostun Sand] When a contact is very at, the euclidean distance to the pore may be su ciently high
to give one maximum of the distance map (and therefore just one marker) for the two grains in contact.
In this case the maximum actually lies over the contact! b) [Caicos Ooid] If a grain contains even just
one voxel of pore on its inside, this deeply distorts the euclidean distance map, with unpredictable results
(multiple particles are the usual result). c¢) [Caicos Ooid] With elongated grains, the maximum of the
euclidean distance map can be a ridge and if the grain is slightly thinner in the middle, the ridge may
be broken causing two markers to be placed at the end of the grain)

The watershed algorithm

With a set of markers placed inside each grain (see above), the challenge of separating the solid
phase into individual particles remains. Consider a very simple 3D system consisting in two
binarised grains (each with a marker correctly placed inside). If the grains themselves are not in
contact, no separation is actually necessary. If however, the two grains are in contact, then some
subtlety is required in the expansion of the markers, so that the markers meet at the contact
point between the two grains. This goes to show that some strategy (nhamely the watershed
algorithm) is necessary for dealing with markers that may come into contact with each other
when expanded.

The watershed algorithm was rst proposed in Beucher and Lantuejoul (1979), and has been
developed with substantial improvements since. The watershed algorithm's operation is inspired
by the geographical metaphor of the immersion of a landscape, with water being supplied at the
markers (which are typically in the troughs of the landscape). The landscape is progressively
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(a) Over-separation (b) Under-separation

Two grains identi ed
as a single particle

Single Grain split into
two particles

Figure 4.5: Figure showing the two main types of separation error (in Hostun sand).a) shows a single
grain which is split into two particles and b) shows two grains which have not been separated into two
distinct particles.

ooded with di erent markers expanding based on the advance of the water they supply. When
two di erent markers meet at the top of a hill, this is de ned as the watershed line or point
that will separate the two markers. This is often, and best illustrated with a 1D example
see Figure 4.6. The explanation in 2D or 3D is no di erent in substance, only very much more
di cult to illustrate. Note that the entire 1D image is assigned either to one of the three markers,

or as a watershed point. This will also be the case in 2D and 3D: the expanded markers and
watershed lines/surfaces (which are closed lines/surfaces) will |l the entire volume by the end of
the application of the algorithm. From now on, watershed lines/surfaces will simply be referred
to as watershed lines, for readability.

The watershed lines are the output of the watershed algorithm that will be used to separate
the grains from each other. The voxels de ned as watershed lines will bseubtracted from the
solid phase in the binary image, giving a binary, separated image. This means that particles are
separated by deleting a surface of pixels between them.

The deletion of contact voxels between grains is not strictly necessary (Some implementations
of Meyer (1994) for example de ne the delimitation between markers as between two voxels€.,
interpixel), without having a line with a nite thickness, see Section 4.2.5), however it is very
convenient for the next step, in which particles are labelled. Furthermore, the subtraction of the
watershed lines from the solid phase also means that the precious volumetric information of
the solid phase (which has been selected to represent the measured volume of the solid phase),
is lost. The voxels subtracted from the solid phase are not simply discarded: they are saved as
contact voxels, which are treated later in Section 4.1.4.

Figure 4.6 illustrates the progression of a watershed algorithm on a ctitious (and smooth)
1D example, showing how markers are grown with respect to the landscape (which is 1D in this
case). The landscape that will be ooded in the case of this study is yet to be de ned: and
there is a fair amount of liberty in the choice of this segmentation criterion or function. The
objective is to have some (3D) landscape with troughs around the markers and in the centres
of the grains, and with particularly high peaks where grains touch, in order to have an accurate
contact. The landscape's relief away the contacts is not so important, since away from the
contacts the watershed line is expected to run in the void phase. This means that it won't be
subtracted from the solid phase, and therefore has no e ect.

A potential candidate for a suitable segmentation function is an inverted EDM (which has
already been computed for the de nition of the markers). An has peaks (well inside grains)
inverted to troughs for the segmentation function. Figure 4.3 b) and e) show together that this
choice of segmentation function is likely to work well: any two markers in e) that are connected
through the solid phase will have a watershed line (in 2D) drawn to separate them that runs
along the minimum of the uninverted EDM shown in b).

Other possible candidates are the inverted greyscale image itself, or the gradient of the
greyscale image. These both use the rich greyscale information in the reconstructed 3D image,
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Markers are loaded. Immersion depth=0.

Note there are 3 markers which means that

there will be exactly 3 regions by the end of the run.
1. Since this is a 1D example, Marker 2 will necessarily

M3 have a contact both with Marker 1 and Marker 3.

M1
M2

Immersion Depth=0

Immersion depth starts to have an e ect: Marker
2 expands.

—Immersion Depth increased

Marker 1 also starts to expand.
The empty region between M2 and M3 is not lled
(for the moment) by any source, and so remains empty.

M1 and M2 touch at point W1.
W1 is recorded as a watershed point.
At this level of immersion, M3 starts to expand.

M1 and M2 remain separated at W1.
M1 grows to the left,

M2 grows to the right, towards M3.

M3 expands rapidly, lling in the terrain.

M2 and M3 meet, and are kept separate
at watershed point W2.

Result:

Everything is submerged, W2
so the algorithm is stopped.
At this point, all pixels W1
belong either to a marker
or a watershed point.

Figure 4.6: 1D example of the operation of a watershed algorithm, starting from 3 markers. Some key
moments in the application of the algorithm are highlighted (1 to 7). Inspired by the clear explanation
in Bernard et al. (2011)
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which is encouraging since the inverted euclidean distance map proposed above is derived entirely
from the binary image, and ignores these shades of grey. However it must be recalled that the
main feature desired in a segmentation function is that of high ridges at the contacts, since it
is here that the separation lines must be de ned. The inverted greyscale image has some of the
desired properties: the grains themselves are troughs (although they are a little rough due to
the greyscale character inside the grain), and the pore is all high. A problem appears however
at the contacts: if one considers a contact which is not punctual, but rather a contact between
surfaces (such as the very at contact illustrated in Figure 4.4 a), then there might be a few
pixels which are all grain, the pore being too far away to have a noticeable partial volume e ect.
This condition opens the possibility for a connection from one marker to the other, all of which is
at the greyvalue of the grain. This means that there is a risk that between two touching grains,
even with a very low immersion depth, the markers will Il the grains very rapidly, thus with the
potential for error. Subsequent increases in immersion of the algorithm would be spent slowly
and uselessly climbing from the inside of the grain to the pore phase through the partial volume
voxels.

The gradient image is also not suitable as a segmentation function for similar reasons: the
algorithm relies on the gradient of the reconstructed 3D image to generate peaks at the edges of
grains. As above, this works very well at a solid/void interface, but at a contact, the gradient
information is degraded (with respect to the clear gradient at the solid/void interfaces), and so
just where it is most needed, this technique falls down.

One potential solution to nding an improved segmentation function, which would allow the
direct use of the rich greyscale images, or gradient images, are segmentation methods using im-
plicit surfaces and level set methodsd.g., Osher and Fedkiw, 2003). These are being investigated
in a joint project with Caltech (see Vlahini¢ et al., 2012). Very brie y, the advantage of these
segmentation methods is that the boundary of the markers (when considered in a mechanical
analogy) can be assigned some parameters, so that as it grows (again based on a function like the
segmentation functionseen above) it cannot deform into any shape: for example a limit on the
maximum curvature could be imposed. This helps the marker respect the real grain's geometry
to some extent. Furthermore, these segmentation methods may vyield (due to the continuous
nature of the level sets' surface) sub-pixel placement of the delimitation between grains, which
may greatly increase the quality of the information relating to the contacts between segmented
grains.

The inverted EDM is used by Visilog® 's binseparate marker nding and watershed com-
mand (Bernard et al., 2011), which is the separation algorithm selected towards the beginning
of this work for its speed particularly important for the large volumes of data collected.

Some errors in separation cannot be avoided as shown in Andét al. (2012a), and these
are show in Figure 4.5, and are a result of the kind of error in marker placement discussed with
Figure 4.4.

Section 4.2.5 contains some further comments about the separation process, due to the poor
performance of the techniques described here when the watershed lines are considered as contacts,
and their orientations are studied.

4.1.3 Labelling

Once patrticles are separated in each image, a very simple program can traverse the 3D volume,
assigning all voxels that are in contact with each other ie., all voxels within a watershed) a
single, unique value. A program of this type typically does not make any rational choices in the
values to assign: increasing values are assigned as the program traverses the volume (typically
from top to bottom). The result of this is a 3D image in which all the voxels of each particle have

a unigue label (a positive integer) assigned to them. This in turn means that a given particle
can easily be extracted from the labelled 3D volume by selecting only voxels corresponding to
its value. Code extract 4.1 contains an example irPython (with Scipy and Numpy) showing
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Code 4.1: Specimen Python code for the labelling of a separated volume, followed by the extraction of
the position of the highest-numbered particle

# The 3D array "image_sep" contains a binary image, which has been
# previously separated with a watershed algortihm

import numpy

from scipy .ndimage import label

from scipy .ndimage import find_objects

# The labelling procedure, as implemented here, returns a la belled
# image and the highest label assigned.
[ image_labelled , highest_label ] = label ( image_sep )

# Let's get the coordinates of the bounding box around the
# particle whose label is "highest_label"...

coordinates = find_objects ( image_labelled = highest_label )[0]

x_start = coordinates [0]. start

x_stop = coordinates [0]. stop

y_start = coordinates [1]. start

y_stop = coordinates [1]. stop

z_start = coordinates [2]. start

z_stop = coordinates [2]. stop

# Extract a subvolume which contains the grain whose label is "highest_label"
subvolume_labelled = image_labelled [ x_start :x_stop , \

y_start :y_stop , \
z_start :z_stop ]

# In this subvolume keep only voxels that are equal to "highes t_label".
# numpy.where's syntax is:
# numpy.where( condition(array), if_true(array_element = X), if_false(array_element =
Y) )
subvolume_labelled = numpy.where( subvolume_labelled = highest_label , highest _label , 0 -

)

the ease with which a labelled 3D image can be handled, and the coordinates of the bounding
box around a labelled particle extracted.

Labelling allows, therefore, the de nition of the extent of each particle in a given state.

It is important to recall that this de nition of the particles comes from a binarisation and a
separation of the original greyscale 3D image coming from reconstruction. Consequently, if
the grey information pertaining to the grain is desired, it can be obtained by looking up the
greyscale 3D image, using the labelled image as a maske(, keeping only the information in
the greyscale 3D image that corresponds to voxels of interest in the labelled volume). There
is however a problem with this: the combination of partial volume e ect (outlined in 4.1.1)
and threshold means that only the highest information on the edges of the particles will have
been selected, the lower partial volume voxels are not selected. In order obtain these voxels, the
labelled particle desired can belilated (e.g., expanded by one voxel all over), increasing the size
of the mask, and allowing the lower greyscale information to be captured. This is done with the
risk of invading other grains. This is illustrated below in Figure 4.7.

Looking forwards to Chapter 5, using the process described above, there is no guarantee
that labels will be assigned to the same physical grain between con gurations. This is because
a labelling program simply traverses the volume and labels particles in the order they are met.
However, if a list of di erent measurements for labelled particles is available, a technique like
ID-Track described in Chapter 5 can be used to follow grains from one con guration to the next.
ID-track simply matches labels in one con guration with labels in a following one, attempting
to recognise grains locally based on a single measurement (3D volume has typically been used).
It is described in the following chapter in Section 5.3.
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Figure 4.7: Flow chart showing how the grey information for a given grain is obtained. With no dilation,
only the grey information on the inside of the grain is copied. With one cycle of dilation, the darker
partial volume voxels are copied. With too much dilation (two cycles are su cient in this case, grey
information belonging to other grains is copied

4.1.4 De nition of contacts

Contacts between grains are the points at which forces are transmitted in a granular assembly.
The characterisation of the existence, position and orientation of contacts between grains is
therefore a key measurement to be able to make on a granular assembly. The presence of
contacts between grains is relatively easy to establish: it is a natural output of the separation
process (Section 4.1.2). The voxels that the algorithm establishes as being at the delimitation
between two particles are deleted in order to separate the solid phase into individual particles.
If the separation has been performed correctly, the voxels that have been deleted in order to
separate two patrticles represent themselves the position of the contact in space. It is unfortunate
perhaps that the contact between two particles is made of voxels and therefore has a volume.
As briey discussed in Section 4.1.2, this is not necessarily the case (intervoxel watershed or
separation lines are conceivable). However in most watershed implementations, watershed lines
have a unit thickness.

Contacts are de ned in this work as the sum total of all the points at which two particles
touch: so if two particles touch each other in two places, this is considered amme contact. In
order to be able to individuate and measure individual contacts, as with the particles described
above in Section 4.1.3, they need to be labelled. Two complications render the process of la-
belling contacts more subtle that the labelling of grains discussed above: rst, voxels representing
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the same contact need not necessarily be contiguous in space, and second, for a contact to be
labelled, the two grains that touch at that contact need to be recorded. Because of this, a special
contact labelling code was developed in the context of this doctoral work to overcome these two
complications. It is outlined in ow chart form in Figure 4.8.

De ne a main list of lists containing a number of

Main List +— elements equal to the number of labelledyrains.
e De ne contact-label = 0
this example iteration
01: | For each contact voxel:
02: a) _ Scan the 27 neighbouring voxels in the labelledrain
03: volume and record the di erent grain labels present
8;; [’12 11,08 2] b) If there are only two di erent grain labels in the immediate
. T ' neighbourhood, call the smallest one A and the largest one B
07: ’ (e.g, for previous contact voxel {A=5, B=12}, now: A=5, B=8).
08: [’5, 21, c) Extract the Ath element from the main list,
09: | expecting several lists (just [ 12, 1 ] in this case).
10: | Compare the rst element of each list (12) to B.
11: If B is found:
12: [5,1] , then assign the list's second element (th&ontact
13 labe) to the voxel.
14: If B is not found:
15 | Increment contact-label by 1.
16: Add the following list to the Ath element of the main list:
17: | [B, contact-label]
18 | And the following list to the Bth element of the main list:
19: | [A, contact-label]
20" Assign contact-label (2) to the voxel.

d) Recurse through the main list in order to output a matrix.

Figure 4.8: Flow chart describing the procedure for labelling contacts between grains

The code is not immediately straightforward because, for an unknown number of contacts,
each contact voxel touching the same two grains, must be given the same label. Reasoning
from the fact that we know that there approximately 50,000 grains in a given 3D image (for
the sake of this example we will say there are exactly 50,000 grains), and that we expect the
number of contacts per grain to be around 10i(e., not 1 and not 100), an empty main list with
50,000 elements is created. The idea is to store each grain contact based on which grains it is
contacting a grain-based reference system. Pre-assigning this list from the grains' point of view
is bene cial, since the grains are already labelled, and so avoids the list growing unnecessarily
in memory. The list will grow in memory, as contacts are labelled, but pre-assigning the list of
grains is mosta-priori information that can be pre-allocated. This algorithm, for every contact
voxel, looks at the immediately neighbouring voxels in space, and records the di erengrain
labels present (as shown in Figure 4.8 a). If there are exactly two di erent grain labels found,
then the smaller label is called A and the bigger label is called B (Figure 4.8 b). The following
procedure is then followed (as per part ¢ of the gure):

The main list's Ath element is interrogated. If main list's Ath element contains any lists, the
rst element of each list is compared with B. If B is found this means that a contact label has
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already been assigned to the contact between grain A and grain B. This contact label is read
from the second element of the list in which B was found. This contact label is then assigned to
the voxel in question.

If B is not found, this means that a new contact has to be de ned. This is done by incre-
menting the contact count by one, and by adding a two-element list (containing B and the
contact count) to the Ath element of the main list. A corresponding list [ A, contact count ] is
also added to the Bth element of the main list see Figure 4.8 The voxel in question is assigned
the new value of contact count.

At the end of this procedure, the main list is processed into a 2D array, which contains
su cient columns to allow the copying of the element of the main lists which contains the most
number of two-element lists (.e., the grain which is in contact with the largest number of other
grains). This number needs to be determined before the processing into an array, and explains
why a big array is not used from the beginning: the maximum number of contacts is not knowm
priori . Importantly, a further output is created: a list, for all the grains, of the other grains that
it is in contact with. The array is saved as a grain-contacts le, where the rows are monotonically
increasing grain labels (from 1 to 50001 in this case) and the columns specify Contacting Grain
Label N and Label Given to this Contact progressively from N=1 to N=largest single number
of contacts per grain.

The overall result is a labelled contact volume, and a table of grain to contact labels. The
voxels belonging to a contact can be extracted with a bit of code, just like the one shown for
grains in the code extract 4.1. The fact that voxels are non-contiguous is not necessarily a
problem.

4.2 Measurement of grain and contact properties

So far in this chapter, the image analysis required for the de nition of individual particles in
images coming from greyscale 3D images has been detailed. As seen in Section 4.1.3, and in
particular in code extract 4.1, from a computational point of view it is relatively easy to extract
particles individually from a labelled 3D image. This being the case, a lot of di erent properties
can be calculated for each particle, using the contiguous set of voxels that represent the particle.
For example, the volume of a particle can easily be calculated by simply counting the number

of voxels that make it up. This in turn can be converted to a volume in mn¥ knowing the voxel

size in the image. From this de nition of particles, the following voxel-based measurements are
forthcoming:

" Centre of Mass (often simply the mean of the positions of the voxels in each direction)

Orientation (typically calculated from the minimum and maximum eigenvectors of the
moment of inertia tensor of the particle)

" Surface Area (counting voxel faces that touch the void phase)

3D Volume (number of voxels making up the particle)

Feret Measurements (minimum and maximum widths, measured over a certain number
of di erent directions)

These di erent measurements made on these 3D binary objects represent some fundamental
micro-scale measurements. The measurement of the position of each particle (using its centre
of mass) is of particular interest, since chapter 5 will attempt to follow particles from one con-
guration (or image) to another. If particles can be recognised between con gurations, their
displacement can be measured, and therefore some characterisation of this measurement is im-
portant.
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The orientation of particles is also of great interest; however, results obtained using these
measurements have proved to be inadequate, so these measurements are not characterised fully.
However an outline of the reasons of their inadequacy is given in Section 4.2.2.

Other measurements are not used to such a profound extent as the measurement of positions,
and so are brie y described and are taken as given from the measurement toolbox in Visil&g
and/or Python  Numpy and Scipy .

4.2.1 Measurement of particle positions

In this work, labelled particles' position is measured by calculating the centre of mass of the
voxels that make up the particle, giving its position in the coordinate system of the image. The
simplest approach (and the approach used in this work) is to a ect the same mass to every voxel
belonging to this particle and calculate the centre of mass as the spatial average of the totality
of voxels. In all that follows, the centre of mass of a pixel or voxel is considered to be in the
middle of the pixel or voxel: so pixel located at ( 0, 0 )'s centre of mass will be ( 0.5, 0.5), in
the style of Glassner (1993).

Assigning error bounds to this measurement of particle position is not trivial, because in
discretised (voxel) space the sensitivity of measurements is dependent on the shape, size and
orientation of the particle in question. The fundamental source of error is the combination of the
discretisation of space into a 3D matrix of points, and the averaging of the measured properties
of space inside each point. The latter is sometimes known as the partial volume e ect (outlined
in in 4.1.1) whose name recalls that if the space imaged by a single voxel is shared between a
grain and air (partially occupied by a grain), the resulting measured property (reconstructed
X-ray attenuation coe cient in this case, or CT-value ) will be an average of the two materials
present in voxel's space. Because of the partial volume e ect, the 3D volume resulting from an
x-ray tomography on sand grains measures the expected x-ray attenuation coe cient for sand
at the voxels well inside a grain, and measures the expected value for the pore uid (air in the
case of these experiments) well inside the pores. There is a zone, a few pixels long, of partial
volume voxels , which have intermediate values. When a correct threshold value is applied to
such an image in order to select the grains, some of the more dense partial volume voxels will
be selected along with the interior of the grain. The e ects of this binarisation of the image into
grain and void are the necessary creation of jagged edges. This is best studied with a simple 1D
example.

In one dimension, assuming that the partial volume e ect works linearly {.e., that a voxel's
x-ray attenuation value is directly proportional to ratio of grain and air in the space imaged by
the voxel) some simple examples of the displacement of di erent 1D bars reveal some fact about
measurements where image binarisation is concerned. The Figure 4.9 illustrates the concept of
binarisation, and underlines the harshness of the threshold which is applied to the image. As
can be seen, unless a pixel is darker than 50% grey (i.e. the 1D pixel is more than half occupied
by the shape) it will not be selected by the threshold in the binary image. Because of this, if as
is the case below, shapes are aligned left, there is no di erence between the binarised image of a
line 3.501 pixels long (pixel 4 is just over the threshold) and that of a line of 4.499 pixels long
(pixel 4 well over the threshold and pixel 5 just under the threshold) they are both 4 pixels
long.

A very simpli ed version of the standard approach to characterisation the metrological aspects
of a measurement (as described in Greve (1967)) would require the measurement of the sensitivity
of this measurement, and following this, a characterisation of the precision and accuracy of the
measurement.

The conclusions that can be drawn from this 1D example above is that in an equally weighted
binary image, the centre of mass of each line of pixels can be de ned with maximum error of 0.5
px per edge.

It is worth noting in this example that it is assumed that the grey image can have any value
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Figure 4.9: Simple 1D example showing 1D lines of di erent lengths (in pixels) being imaged by a
greyscale detector, and then thresholded. All the lines of di erent lengths result in a binarised line 4
pixels long, after thresholding

of grey (e.g, 4.499) and does not have a minimum sensitivity. In reality all digital images also
have a sensitivity associated with the measurement of each pixel. In this experimental work a
3D x-ray attenuation coe cient is reconstructed from more than 1000 radiograms, inside which
each pixel's value has 14 bytes of storage (214 = 16384 di erent possible values), so the resulting
image has an extremely low sensitivity threshold with respect to the grey value of each pixel or
voxel.

In this work, the centre of mass is calculated as the spatial average of all voxels in each
direction (since the voxels have equal weighting). The centre of mass of a 1D object, whose
image or mass distribution is 1(x), beginning pixel a and ending pixel b takes the following form:

De ning the length of the line:
I=b a+1

xo
COM =14l (I(x) (x+0:5))

X=
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Note this also works for greyscale images. If, as stated above we elect to assign the same mass
to each binary grain pixel. The mass of the pixels becomes redundant in the calculation, giving:

xb
COM =1= (x +0:5)

X=a

Making a sum over the length we now get:

X0
COM = a+1=l (x +0:5)
X=a
xXo
COM = a+0:5+1=l (x)
X=a

Since the sum of an arithmetic progression of | numbers starting with a, ending with b, and with
di erence between successive nhumbers equal to 1 is given by:

Sum = |=2(a+ b)

Substituting:

COM = a+(L=l) I=2((a+0:5)+(b+0:5))

Simplifying:

COM

a+(1=2)(a+ b+1)

Since a and b are necessarily integers, this development shows that the sensitivity of the
measurement of the centre of mass is also limited to 0.5 pixels for binary images, and also
importantly, that the centre of mass calculated in this way depends only on position of the pixels
on the border (a and b).

This result shows that when calculating the centre of mass of a binary linegnly the position
of the front and back pixel & and b) are important (or more generally: only the perimeter of the
shape is important), since the mass of pixels inside the shape plays no role in moving or weighting
the centre of mass. It is important to note that this is not the case for greyscale images, where
the pixels on the perimeter may be a certain shade of grey, and therefore have a lower mass
and consequently be outweighed by the mass inside the shape. A patrtially- lled grey pixel's own
centre of mass is in the middle of the pixel, so this skews the centre of mass, unless there is a
corresponding skew on the other side: it is for this reason that the centre of mass of a line whose
length is an integer number of pixels is always correct.

To sum up: in one dimension, the maximum sensitivity and therefore maximum error in the
calculation of the centre of mass of a binary image, with respect to the real position of the object
being imaged is of 0.5 px, regardless of the length of the line. With a 1D greyscale image, the
sensitivity and error decrease as the line's length increases (at integer lengths the error is 0).
This is illustrated in Figure 4.10.
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Figure 4.10: Graph of the error in the calculation of Centre of Mass, as a line grows from 0 to 10 pixels
in length (One end of the line is stationary at pixel 0). Note that there is no centre of mass for the
binary image until the line reaches 0.5 px in length, where the rst pixel is bright enough to be selected
by the threshold. Note: The error here only goes as high as 0.25 pixels, since the bar grows only form
one direction

Extrapolating from this 1D example, to a second dimension, we can identify a worst-case
shape and alignment and a best-case one. If one considers a set of 1D rows of pixels as above,
all the same length and all aligned along the axis opposite to their length, we have a square. If
we displace the square in the direction of the bars, the reasoning for the single bar works for a
group there will be a value (or two values if the bar is not an integer number of pixels long) of
displacement which will make the all 1D bars' end pixels change together. This means that the
worst-case sensitivity and maximum error for the measurement of the centre of mass will be the
same as the 1D bar. The best case shape would have to have a range of di erent length 1D bars,
spaced in such a way that in the continuous range of sub-pixel displacements from 0 to 1 pixels
in the direction of the bars, the end pixels of di erent bars ip at evenly-paced intervals. Each
pixel that ips would gently shift the centre of mass. A 2D shape made of 6 bars each having
one end spaced at 1/6th of a pixel from the next one is the best shape that width for detecting
movement in the direction of the bars. In this case it is clear that the best case (or minimum
bound) for the sensitivity in this case is:

the sensitivity for one bar (0.5 px)
the number of bars that make up the shape

Best Case Sensitivity for 2D Shape=

This goes to show that the shape being imaged is important, since a square aligned with the
pixels represents the worst-case sensitivity, and a quadrilateral shape with a taper represents the
best-case sensitivity to displacement, when binarised.

Analytical results

In the literature that deals with this kind of problem (the precision of measurements made on
digital images), a lot of attention has been paid to nding analytical results for simple, 2D
geometrical shapes known a-priori. Examples include pixelised line®eg., O'Gorman, 1991),
points (Havelock, 1989), circles (Landau, 1987; Nakamura and Aizawa, 1984), this work has
often been carried out with an application for computer vision for automation. These references
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provide some analytical results for measurements made on images of these shapes. Because of the
predictable nature of the pixel patterns that surround straight lines, and the known symmetry

and dimensions of circles there is a large quantity of a-priori information that can be integrated
into a measurement.

A potentially useful idea proposed by Havelock (Havelock, 1989, 1991) is that of locales.
Locales are a feature of a shape very simply they describe the regions in pixel- or voxel-
space in which a real shape can move while its binarised image stays the same. Continuing the
development of this concept, and adding the calculation of the centre of mass, it may be possible
to characterise the sensitivity, precision and accuracy with which a shape can be placed in 3D.
This is highly desirable, but requires perfect geometrical knowledge of the shapes under study.

These analytical solutions, and the concept of locales are unfortunately not suitable, at least
in their current form, for the characterisation of the measurements made on the particles treated
in this work for three main reasons:

1. The natural grains studied in this work are not perfect, symmetrical geometrical shapes

2. Each grain is individual (there is no accurate and generalised description of grain shape
which can be given to all the grains of Hostun sand for example)

3. A variety of di erent grain shapes is used in this work. With little or no quantitative
information about the shape of the grains under study, it is very di cult to put in place
an analytical development of the behaviour of these 3D grain shapes when imaged, since
plane sections in a shape can have an adverse e ect on the accuracy of the measured centre
of mass especially is these sections happen to be aligned with the coordinate system of
the image.

One possible way to approach some analytical solutions is to geometrically describe a number
of grains, in 3D for each type of scan. This should ideally be done at a much higher spatial
resolution than that of the measurement, in order to be able to describe the shape of each
grain with high precision. One such approach is proposed in Vlahini&t al. (2012) and hopes
to use level-sets to segment grains along smooth boundaries, allowing them to be described by
smooth Non-uniform Rational B-Splines (NURBSs). An analytical study of such a shape may be
hard, however a grain described in such a manner could be numerically displaced and binarised,
allowing locales to be calculated for it, which would give a good indication of the errors possible
measuring the displacement of such a grain. Since these grains are in no way guaranteed to be
symmetric, it is important to consider displacement in all directions or orientations.

Numerical simulation

In order to simulate the sensitivity, error and precision of the measurement of subpixel dis-
placements of di erent geometrical shapes, a very simple program was written in which simple
geometrical shapes can be de ned (lines, circles and quadrilateral shapes in 2D, and their equiv-
alents in 3D). These shapes are imaged in greyscale onto a matrix of pixels (by sub-integrating
the shape inside each pixel the sensitivity of the greyscale depends on the number of subpixel
integration points chosen). This image is then binarised, with a threshold half way between
the value of the shape and the value outside. The centres of mass of the binarised image, the
greyscale image and the originally imposed shape are then compared, by looking at the deviation
of the greyscale centre of mass (which is calculated by weighting each pixel by its greyvalue) and
the binary centre of mass from the real centre of mass which has been imaged. This is done for
a variety of di erent sub-pixel displacements.

A 1D simulation (as considered earlier in this section) is performed in order to verify the
results found in this case a 1D bar with an integer length pixels is displaced in the direction of
its length. Results are shown in Figure 4.11.
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Figure 4.11: The error in the measurement of centre of mass of de erent shapes, when they are binarised.
Each shape is displaced from 0 to 1 pixels with small subpixel increments in the x direction

As developed above, this result con rms that the binarised image's sensitivity to this lines's
displacement is 0.5 pixels. As the line displaces, the error in the binary centre of mass increases,
since the centre of mass of the shape being images is actually moving, whereas the binary image
has no change until it has displaced 0.5 px. When the line has displaced 0.5 px, the leading
pixel, which has got progressively brighter due to increasing occupation of the front of the line
into it gets to a value of 0.5 px. Similarly the trailing pixel, which has got progressively darker
gets just under 0.5 px. At this point, the binarised image snaps forwards 1 px, by losing the
back pixel and by gaining the front pixel. Relative to the shape being imaged, the distance
between the error in the measurement of the centre of mass has moved from -0.5 px to 0.5 px.
Just before (and just after) the binarised image changes, the binarised shape's centre of mass is
at the maximum error with respect to the real image, and this is at 0.5 pixels (for any length of
bar).

Using the same logic as above, if a block of several of these lines was displaced in the direction
of the lines, the centre of mass, in the direction of the movement would behave in the same way.

The displacement of a circle is also simulated in Figure 4.11. The circle is chosen to have
a radius of 15 pixels, approximately like the cross-section of grains in a slice. The error in the
measurement of the centre of mass with respect to the displacement imposed has a maximum
error which is much smaller (maximum error in the simulation shown, displacing the shape 1
pixel in 1000 steps was 0.1173 px). This error is far reduced because of the geometry of the
problem. The fact that the circle is not aligned to the coordinate system of the image, means
that there are a lot of partial volume (or more correctly partial area) pixels on the border. The
partial area pixels are in the order of 118 pixels in this case, compared to the two in the case of
the line. When this image is binarised, the fact of having many partial area pixels means that
for a small displacement there is an increased probability that a pair (due to the symetry of the
shape) of pixels will change phase. A pair of pixels that ip will have a small e ect on the centre
of mass, which will move as a result. Using the 1D analysis above (and taking into account only
half a circle because of symmetry) the best-case sensitivity to displacement (which would occur
if the partial area pixels represented a continuous variation of grey values) would be 0.5/15 pixels
which is 0.0333 pixels 3.5 times less than the maximum error measured above.

Continuing to a 3D sphere of radius 15 pixels, also present in Figure 4.11, one can see that
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the error in the calculation of the centre of mass is even smaller. In this case the sphere has in
the order of 4256 partial volume voxels. This gives a maximum error (again when displacing the
shape 1 pixel in 1000 steps) of 0.0547 pixels. In this case, the best-case error, the number of
unique 1D bars is the number of 1D bars on the widest diameter divided by four (for symmetry).
One quarter of the area of a circle radius 15 pixels is 176.71, the simulation gives 179 pixels
above the threshold. The best-case error in this case is 0.5/179 = 0.0028, i.e. 20 times better
than the simulation. As can be seen in Figure 4.11, the sphere's maximum error lies close to the
extremities.
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Figure 4.12: Greyscale histogram of the partial volume voxels of the sphere coming from the rst step of
the simulations described. Shown for & or 26 subintegration steps inside partial volume voxels. Values
of count for values 0 and 1 are hidden to show the partial volume voxels

Figure 4.12, spheres, show that the spread of di erent grey values, in the rst step of the
displacement simulation is not very equal. This may explain the considerable di erence between
the best-case error and the actual maximum error recorded, as well as some of the trends visible
in the sphere's graph in Figure 4.11. The existence of these very well-de ned peaks in the image
are due to the perfect geometry of the system.

The grey will be spread much more homogeneously in a real greyscale image. This is di cult
to show in the same format, since there is not a single greyvalue which represents the grain or
the pore. Consequently, the entire histogram of one grain has been plotted on 4.12. It is clearly
visible that for the real grain, the histogram is spread much more equally. This means that the
threshold that selects partial volume voxels will do so much more sensitively, and in less of a
blocky fashion than the threshold in the case of the sphere.

E ect of watershed process

The e ect of the watershed's removal of voxels at the contacts between grains has not been
considered in the developments so far: particles have been considered so far alone. The removal
of voxels at contacts (with watershed algorithms that do not giver interpixel watershed lines, like
the one used in the main body of this work) necessarily deletes some of the solid phase. However,
the e ect is very small: for the test COEAOQO1, the mean number of voxels making up a contact

is 51.2, which means about 25 voxels lost per grain (for each contact). Compared to the 6761
voxels that on average make up a Caicos Ooid grain, this is a very small quantity indeed (0.37%).
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Furthermore the fact that grains will have multiple contacts arranged typically at opposite ends
(for mechanical stability) will tend to reduce the e ect that the removal of these voxels will have.
For example, a grain's centre of mass will not change if it has two contacts, one top and one
bottom, since the e ect on the position of the centre of mass of one voxel is cancelled out by the
other one.

Proposed methods of improvements

To increase the quality of the measurement two principal strategies are possible either working
to improve the binary image, or using the greyscale images from which the binary images were
originally derived. The principal advantage of improving the binary image is that one can work
on the original de nition of the particle in the image without having the added complication of
using the separately-saved greyscale information. One approach may be to improve the binary
image by rendering it less jagged, this could be done either by making a subpixel re nement of
the boundary pixels using the Marching Cubes Algorithm in 3D (Lorensen and Cline (1987)),
which is commonly used to smooth voxelised objects for 3D rendering, or by 3D curve- tting the
voxels of the particle, as discussed above. Both these approaches will smooth the unrealistically
jagged shape of the particle, which will help to render it more physically correct, however for very
angular grains there is the risk that correctly images sharp edges are lost. The other possible
approach, which would be much simpler to implement is a weight to the binary pixels. Since
the most uncertain voxels are those on the boundary, it is possible to automatically reduce the
weight assigned to the partial-volume voxels on the outside of the particle. A region two or three
pixels deep should a ected by this reduced weight, reducing the weight progressively as one gets
closer to the surface of the shape.

Improving the precision of the measurement with greyscale image is also possible for each
particle, it is necessary to look up the positions of the voxels that make up the particle (de-
ned in a binary or labelled volume this is illustrated in Figure 4.7) in the original greyscale
reconstructed volume. This looked-up 3D shape includes a certain quantity of more grain-like
partial volume voxels and so has a softer outer edge than the binary image. The more pore-like
partial volume voxels that were not included by the threshold will however not be collected in
this manner, so in order to get those as well it would be necessary to dilate the original particle
by one or two voxels in order to get all the greyscale voxels that represent the grain. The risk in
this case is that with dilation one may invade another grain, which would add incorrect voxels
to the particle. To avoid this the dilation should be stopped at contacts. The centre of mass of
the particle can be computed using the reconstructed x-ray attenuation coe cient of each voxel
as its weight. From numerical simulations, computing the centre of mass this way is shown to
be a lot more precise than calculating it from the binarised versions of the same data.

Conclusions

The conclusions of this investigation into the characterisation of centres of mass of binary objects
are perhaps not very strong, due to the di erent types of natural materials studied. Since many
di erent shapes of grains are dealt with, noa priori geometrical informtion is known on the
grains, making a geometric analysis impossible.

When the concepts above were presented at a workshop of the metrology-speci ¢ subgroup
of the (French) National Center for Scienti ¢ Research's Full- eld Methods and Identi cation
in Materials group (GDR-2519), the general conclusion from the discussion that followed was
that, with such diverse natural grains, and with grains measuring about 15 voxels in radius, in
the images there are probably a large enough number of partial volume voxels in the image, that
small displacements can be detected.

The numerical simulation on the sphere radius 15 pixels performed in 4.2.1 gave about 4200
partial volume voxels. Remembering furthermore that in the images acquired, the partial volume
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e ect is spread over 3 pixels, a little wider than the very tight partial volume e ect in the
numerical simulation (only two pixels thick).

This large number of partial volume voxels are considered bene cial to the error and sen-
sitivity in the measurement of positions by calculation of a centre of mass. For a very small
sub-pixel displacement, in a large amount of partial volume voxels there is reasonable hope that
a few voxels will change phase and thus add a small contribution to the centre of mass.

Figure 4.13: Radiograph of a single Hostun grain (glued onto the head of a toothpick). Taken with a
nano x-ray tomography demonstrator courtesy of RX-Solutions

For rectangular shapes with the bad luck of being aligned with the coordinate system, the
maximum error remains 0.5 voxels. However, since the grains being studied in this work are all
far from being parallelograms, and even angular Hostun grains (as shown in Figure 4.13), are far
from having many parallel lines, and are deemed not really to su er from the alignment problems
possible with parallelograms.

In conclusion, it is likely that given the slightly wider partial volume voxels, meaning a
better distribution of greylevels going into the binarisation process, the maximum errofin each
direction of the centre of mass measured on these binary grains is better, but possibly in order
of the sphere's 0.05 pixels.

At a spatial resolution of 15 pm as is typical in these images, this corresponds to a maximum
error of 0.75 um, which for grains with a D;g of more than 300 um gives a good resolution.

Evidence in the results of grain tracking on very small increments will con rm this in chapter
5.

4.2.2 Measurement of particle orientation

The measurement of particle orientation is of obvious interest: allowing the characterisation of
the initial state of a granular assembly, using micro-mechanical tools such as the fabric tensor.
Furthermore, with the grain tracking detailed in chapter 5 the measurement of orientations
between con gurations would allow the measurement of rotations of grains.

A common technique for orienting particles (available, for example, in Visilo§ ) relies on
the moment of inertia. The moment of inertia tensor (which allows the computation of the
moment of inertia about an arbitrary axis) is typically calculated, weighting voxels equally, on
all the voxels that make up a particle. The resulting symmetric tensor's eigenvectors de ne the
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principal directions of the particle. The principal axis with the highest moment of inertia will
point in the longest direction of the particle, from the centre of mass, whereas the principal axis
with the smallest moment of inertia will point in the shortest direction.

For non-spherical grains (where the two measurements are confused) one might expect this to
be su cient, however two important problems arise from this de nition of orientation especially
when this orientation is used computed for the same particle in two di erent con gurations in
order to measure its rotation (the procedure for measuring the rotations is illustrated in Section
5.3.5 of the next chapter).

The rst problem stems from the fact that particles are de ned on a binary image. When a
grain is imaged and thresholded in two di erent con gurations, it is possible (and even desirable

if the grain has moved) that between con gurations some of the grain's voxels change this
may re ect a small displacement for example. However, if one of the principal axes is not de ned
very uniquely for a given grain, the change of a few voxels may be enough to cause a di erent
principal axis to be found (which would cause a non-physical rotation). This can a ect both
principal axes, and if one or both principal axes jumps in this way, this causes non-physical
rotations to be measured. This source of error is di cult to quantify since it depends profoundly
on the shape of grains being imaged. Even if shape is accounted for, it would be impossible to
associate an error bound to this measurement, since a jump of any angle is in theory possible
(and becomes increasingly possible as particles approach a sphere).

The second pitfall with these measurements is that the principal axes are just axes and not
vectors. If the vectors that represent these axes are negated, the negated axis remains a valid
principal axis for the given moment of inertia tensor. This means that the occasional 180° ip
in either or both vectors can occur. When using these orientations to make measurements of
rotations between steps, this means that the biggest rotation that can be measured this way is
90°. Furthermore, grains that are not moving may experience ips, causing them to register a
large rotation. If only one of the two principal vectors used to construct the base ips, this will
cause a 180° rotation to be measured. Because of this, rotations are folded around 90° so that
a 187° rotation is corrected to a 3° one.

In any case, keeping in mind these potential sources of error, these measurements can be used
to characterise orientations of grains to some extent.

4.2.3 Measurement of particle volume and surface area

The measurement of particle volume and surface area is straightforward on a binary set of voxels.
Volume is calculated by simply calculating the number of voxels that make up the particle. The
threshold applied in Section 4.1.1 to separate the solid phase from the void is done in such a
way to recover the grain volume measured after test. However the solid phase is (in the current
implementation) split into separate grains (see Section 4.1.2) by removing a 1-voxel think surface
between contact grains, which causes the correct physical volume of the solid phase to be lost.
In test HNEAOL, in step 01, the solid phase is composed of 463,738,597 voxels. The number
of voxels removed in the watershed process are only 14,668,050 voxels (3.16%). This means
that a small negative bias will be introduced in the volume of the grains measured. As stated in
Section 4.1.2, interpixel watershed lines are a potential solution to this.

The surface area is also derived from a simple calculation: the number of faces of each voxel
which is in contact with the void phase. Due to the blocky nature of the voxelised surface of
the binarised particle, this measurement will almost certainly be a large overestimate of the real
surface area of the grain. In order to improve this measurement, the Marching Cubes Algorithm
in 3D (Lorensen and Cline (1987)) could also be used in this context, in order to give the binary
particle a smoother outer surface, a better approximation of the correct surface area, at this
resolution.
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4.2.4 Measurement of particle width and length

Particle width and length (i.e., maximum and minimum dimensions) are computed using Feret
Diameters, also known as caliper lengths. In 3D this involves measuring, with two parallel planes
on either side of the particle the distance that separates the planes when they are both touching
the outside of the particle. This is done for a certain number of di erent orientations of the
planes. The largest and smallest diameters are measured in this way.

The accuracy of this measurement depends on the number of di erent plane orientations
tested.

4.2.5 Characterisation of contacts

The labelled contact voxels resulting from the contact labelling procedure described in Section
4.1.4 (which handles the fact that voxels belonging to the same contact,e., between the same
two grains, may not all be contiguous), can also be measured and characterised with the tools
detailed in this section.

As stated in Section 4.2.2, characterising the micro-mechanical state of a granular medium is
of clear interest in this work, and the orientation of contacts is an important component in the
calculation of a fabric tensor for granular materials.

Since contacts are assumed to be relatively planar objects, the principal axis of the moment
of inertia representing the smaller moment of inertia {.e., the short direction) should describe
the contact's direction satisfactorily. Due to the problem of jumps of the principal axis vectors
( ips are not a problem in this case, since only one vector is of interest), a more simple
orientation measurement has been put in place, which takes attempts to t a plane to the cloud
of points (i.e., voxel positions) that de ne the grain. A plane is tted to this cloud of points by
Singular Value Decomposition, and the resulting normal vector is used as the orientation of the
contact.

Projection of 3D orientations for plotting

The orientation of contacts, as explained above, is an important information that is useful to
characterise at the grain scale. Since a contact is considered as an essentially planar object, its
orientation is fully described by the normal vector that de nes the plane. The visualisation of
these 3-component vectors in a 2D plot is not obvious, but a coherent way to do this already
exists in geosceinces: stereoplots. This type visualisation uses only unit vectors in the direction
of each vector that needs to be plotted. These unit vectors are then all made to start at the
origin. In this way they de ne a unit sphere, centred on the origin. This sphere is turned into a
hemisphere by negating the vectors that are on the wrong side. The negative of a vector which
de nes a plane de nes the same plane.

Since the experiments analysed in this work are performed on cylindrical specimens, which are
therefore axially symmetric, the negativez part of the sphere is discarded, and vectors pointing
inside it negated.

This hemisphere is then observed from above so that describes a circle at its widest. This
means that a contact whose orientation is vertical (its vector is positivez) points vertically, and
SO represents a point in the middle of the circle. A contact whose orientation is described by
positive-x is found as a point on the perimeter of the circle, on the right.

The points on the hemisphere are then projected onto the plane with which the sphere was
cut into a hemisphere. Many di erent types of projections exist, a simple one being a straight
down projection, where the z-component of the points on the hemisphere is simply set to 0.
This has the disadvantage of having a much greater density of points at the edges of the circle.
To avoid this, the Lambert azimuthal equal-area projection is used. This preserves area (thus
distorting angular relationships), meaning that for a set of points equally spaced on a sphere,
the density of points in the projection is equal all over. It is for this reason that (for example

96



in Figure 4.14) the radial intervals are equally spaced: in a straight down projection high angle
data would all be bunched up close to the perimeter of the circle.

This means that this projection allows any deviation from a uniformly spaced arrangement
of vectors to easily be noticed.

Furthermore this kind of projection is particularly useful for binning the data, which can
sometimes reveal trends that thousands of points plotted cannot. An equal-area projection allows
binning of data even with bins of unequal areas (for example in bins of equal angles): since area
is preserved in the projection, the density of projected points remains constant.

Orientations of contacts

Contact orientation is a key ingredient for micro-mechanical measurements of fabric. In this
work, where irregular grains are used, contact orientations are de ned as local normals to the
grains in contact, and not the branch vector (which is the orientation of the vector which links
the centres of mass of the grains in contact), which principally makes sense when dealing with
spheres.

Figure 4.14 a) shows the orientation of a subset of the contacts in test COEAOQ1, con guration
01, where Visilo® is used to separate the grains (and therefore to create the contacts). As stated
just above in Section 4.2.5, the projections shown in Figure 4.14 have been done in such a way
that axial symmetry is expected (assuming the specimen is prepared without introducing biasses)
in the arrangement of contacts. Axial symmetry in such a projection means that the projection
should not vary with respect to the azimuth angle,i.e., phenomena are expected to be concentric
on this plot.

(a) Visilog® Contact Orientations (b) Pink Contact Orientations

270

Figure 4.14: Contact Orientation for approximately four thousand contacts in COEA01-01. A Stereo-
plot is used to show 3D orientation in 2D with an area-preserving Lambert projection is used

Figure 4.14 a) shows orientations concentrated in a cross-like shape on this projection, which
corresponds to a preferential contact direction of north-south and/or up-down and/or left-right,
i.e., aligned with the coordinate system of the image. This looks very suspiciously like an artefact,
since it is aligned with the coordinate system of the image (the basis for all the calculations of
the watershed algorithm) and is not constant with respect to the azimuth angle in the image.

In order to check this result, the contacts between the subvolume of grains published in
Ando et al. (2012b), extracted from the same image (viz. COEA01-01), but segmented with the
pink.watershed command from the pink image toolkit version 0.9.r646 (published in Marak
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et al. (2011)). The orientations thus resulting are shown in 4.14 b), showing not only that the
concentrations of points in a) are not only artefacts, but that the pink image watershed used
also causes artefacts of a di erent kind.

This goes to show that the orientation of contacts as created by these two image processing
libraries is both not reliable, as well as not inter-compatible. It is important to underline that
despite the fact that these artefacts are a result of the watershed implementation, these artefacts
are particularly aggravated in these images since the contact areas are small: Figure 4.15 is
a histogram showing the dimensions of all the contacts between grains measured on images of
Hostun sand, Ottawa sand and Caicos ooids. If contacts were much larger in the images analysed,
the individual bias of each watershed implementation would have less freedom to manifest itself.

Figure 4.15 also shows the e ects of the morphology of the grains, on the size of their contact
area: the much more rounded Caicos ooids (red) have a clear peak in their distribution of contact
sizes, showing that relatively round surfaces have a relatively well-de ned contact area (at the
resolution of observation and when taking into account the partial volume e ect). The fact that
Caicos ooids also have some few irregularly shaped grains explains the tails to this distribution.
The Hostun sand contact size distribution (blue) shows no peak for the dimensions shown
this is not surprising, for such an angular sand, many di erent types of contact topology are
possible (in order of increasing size): from very small and extremely improbable point-to-point
contacts, to the most likely (small) point-to-surface contacts to the much larger but improbable
surface-to-surface contacts. The intermediate Ottawa sand does show a distinct peak for small
contacts, corresponding to a point-to-surface contact, which is expected to be most likely
however given the more rounded nature of the grains, this has a larger characteristic area that
the same con guration for Hostun grains. Similarly, when compared to Hostun sand, Ottawa
sand grains have fewer large contacts, since fewer at surfaces exist in these grains.
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Figure 4.15: Histogram showing the distribution of contact sizes in imaged con gurations COEA01-01,
HNEAO01-01, OUEA06-01 calculated with a bin width of 5 voxels

Towards better measurements of contact orientations

In order to investigate artefacts in grain orientations further, an intership is underway by Clara
Jacquet at ESIEE, Paris under the supervision of Hugues Talbot and with regular input from
the author.
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The approach being developed to improve the measurement of contact orientations is to
repeat the separation with a di erent approach, which o ers a much richer information than
the watershed line from classical watersheds. This approach coming from Grady (2006) and
more recently Couprie et al. (2011) allows the calculation given some initial markers of
the probability that a given pixel belongs to a given marker based on a random walk. Since
this is quite computationally expensive (especially for large number of markers) the current
implementation works on a single contact (and therefore two particles) at a time. Very briey,
the procedure basically consists in the calculation, for every voxel in the solid phase, of the
random-walker probability of belonging either marker. An analogy used in Couprieet al. (2011)
is that each pixel is connected to its immediate neighbours with a resistance equal to the gradient
between the greylevels in the image, at that point. The preferential ow in this system can then
be computed with a shortest path algorithm, for each pixel to each marker. Once this eld is
calculated, the voxels either side of the 50% probability value for both markers are identi ed;
these are expected to be at the contact between the two particles. The position of the contact
point for a pair of pixels (one with a marginally higher probability of belonging to one marker,
and the other with a marginally higher probability of belonging to other other one) is then
linearly interpolated based on the position of the pixels and their value of probability. This
subpixel de nition of all the contact points identi ed is then used as a point cloud, and tted
by Principal Component Analysis (see: Jolli e, 2002). The fact that contact points are de ned
sub-pixel is expected to reduce the artefacts due to the pixels of the image.

An initial study was performed, consisting in the generation of many pairs of binary spheres
(radius 10 pixels), contacting in a random orientation. Spheres are a particularly good test case,
since the branch vector linking the centres of two touching spheres is in the same orientation
as the normal to their surfaces at the point of contact. The markers used in this case are simply
the centre points of the spheres. Figure 4.16 a) shows the imposed random orientations of the
spheres calculated by their branch vector.

Figure 4.16 b) shows the orientations obtained if the spheres are separated using a classical
watershed, with visibly the same artefacts as recovering the same artefacts as 4.14 b). The
situation is somewhat improved, in Figure 4.16 c), if a Meyer watershed is used. This type of
watershed de nes an inter-pixel separation between the two particles, however the orientations
still retain a strong bias. However if the random-walker based technique is used, a much more
uniform distribution of orientations resembling the distribution imposed is obtained.

The technique, having been qualitatively validated with this study, is then applied to the data
coming from experiments. Since (for performance reasons) the random-walker based technique is
implemented on a per-contact basis, grains need to be identi ed; to this end, the initial labelled
volume and labelled contacts volume is used for this. The markers passed to the algorithm are
the same markers used for the original segmentation. A rst veri cation can be obtained on
data acquired on glass ballotini (which are close to perfect spheres, and therefore branch vectors
can be calculated in this special case the branch vectors are considered as the most reliable
measurement of contact orientation). Figure 4.17 a) shows the distribution of orientations of
the measured branch vectors for a small subvolume of around a thousand glass ballotini. Figure
4.17 b) shows the orientations of the contacts obtained if the watershed lines from Visil&y are
considered as contacts, and Figure 4.17 c) shows the considerable improvement obtained in the
distribution of orientations with the random-walker based technique.

Given this successful veri cation, this technique has also been tested on data from non-
spherical grains, where the orientations of the branch vectors are not necessarily the same as the
normals to the grains surface at the contact points. Figure 4.18 a) and b) shown the distributions
of the orientations of contacts (measured with the random-walker based technique), for a small
subvolume of grains at the beginning and at the end of test COEAQOL. The subvolume is labelled
GL and contains around a thousand grains studied is found in the shear band by the end of
the test. An evolution in the orientation of contacts can nally be seen between the initial and
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a) Imposed branch vectors b) PINK Topological watershed

90°

c) PINK Meyer algorithm d) Random-walker based technique

Figure 4.16: Equal area projection of contact orientations from simulated spheres

nal states. In order to make this distribution easier to study, the projected orientations are
divided into equal-area bins on the plane onto which they have been projected (Figure 4.18 c).
Using cylindrical coordinates ¢ and ), the circle in the plane is divided into equally spaced
bins according tor. Radial bins are labelledn = 0;1; 2::: from the centre of the circle, and the
number of angular bins in at a given bin distance is: 4(2n + 1). The data shown in gure
4.18 a) and b) is binned using 5 radial bins, giving the segments visible in gure 4.18 c). The
number of projected points that falls inside each bin is recorded, and bin totals are normalised
by the median bin value. In gure 4.18 c), the colourmap is centred on 1 such that segments
in white are those in which the median number of points has been counted, red ones show ones
where more that the median has been counted, and blue shows where fewer than the median
have been counted. This gure reveals that there is a small amount preferential alignment of the
orientations towards the cardinal directions (up, down, left, right, front, back), this is likely due

to very small contact areas where the orientation can only be poorly de ned.

A clear evolution in the distribution of contacts is visible: many contacts are gained in the
x-direction and many are lost in the z-direction between con gurations COEA01-GL-01 and
COEAO01-GL-17. Recalling that the sub-volume of grains on which this is calculated becomes
part of the shear band that forms (whose normal is approximately [-1,-1,0] ), this seems to
indicate that grain-to-grain contacts are lost in the direction of principal stress applied to the
sample (along the axis of compression). Contacts are grained in the direction in which the shear
band is advancing.

The work so far has been submitted to a conference on mathematical morphology see
Jaquet et al. (2013), and once developed further will be used to systematically analyse contact
orientations in the images acquired in this work.
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a) Measured branch vectors b) Visilog
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Figure 4.17: Equal area projection of contact orientations from 3D images of glass ballotini

Proposed solutions

While higher performance separation algorithms are tested, remedial measures have been ex-
plored starting from the contacts which are known to su er from artefacts in their orientations.
The approach has been to use the contact as a starting point, and extracting the grains in a way
similar to Figure 4.7. The voxels representing thesurface of the two grains near to the place
at which they contact are incorporated into the measurement of the contact's orientation. This
is done by intersecting a sphere (whose radius can be changed) centred on the centre of mass
of the contact voxels and adding the voxels that represent the intersection of the sphere with
the surface of the two grains in question to the calculation of the orientation of the contact.
This addition of information helps disperse the contacts towards a more uniform distribution of
contact orientations. The result for a sphere radius 6 pixels is shown in Figure 4.19, computed
on the same contacts as those used for Figure 4.14 b), which are considerably improved there
are much fewer apparent artefacts in this distribution.

If further re nement is needed of this technique, the local perimeter of the grains could
potentially each be tted with a 3D ellipsoid, which may give a smooth normal for each grain,
which could be averaged in order to get an overall contact normal.

4.2.6 Saving measurement information

From a technical point of view, these measurements of grain properties are saved in an expanded
Tabbed Separated Value format in ASCII. This is a cleartext format (i.e., which can be read
by a text editor), in which information (such as label, 3D volume or position of centre of mass in
the x-direction) pertaining to each grain is saved on a line, separating each eld by a tab (ASCII
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a) COEAO01-GL-01 b) COEAO01-GL-17

270° ' 270°

COEA01-GL-01 COEA01-GL-17
c¢) Binned plots of above

Figure 4.18: Equal area projection of contact orientations from 3D images of from a test on Caicos
ooids (COEAOQ1) at the beginning and at the end of a test

90

270

Figure 4.19: The orientations of contacts, calculated by taking into account the local perimeter of both
grains

Character 09 or HT Horizontal Tab).
The format is de ned as expanded because each labelled object (in this case a grain) is
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explicitly enumerated, and saved on a line whose number is equal to the label. If a single grain's
information, whose label is200 needs to be stored in a le, this would mean padding the le
with 199 lines with zeros except for the label column which will count up from 0 to 199.
The 200" line would have the grain's information. It is clear that this expanded format is
wasteful of memory, however compared to the memory requirements for the images on which
these measurements the memory requirements are negligible.

This expanded format has been adopted for two reasons. The rst is that this format allows
the le to be read quickly into memory where the same expanded structure is maintained.
The fact that individual labelled objects (in this case grains) are each on a line whose number
corresponds to the label of the object simpli es the reading into memory. A le describing 20
properties of 55000 grains occupie$2MB on disk and can be read in 1.5 seconds (several times
faster than a spreadsheet program).

The second and principal advantage of this expanded data storage is the high speed operation
that it allows. When dealing with grain-based processing, it is very useful to be able to refer to a
grain directly (i.e., by its line number). Suppose a grain labeR00is found in a labelled volume:

a compact structure in memory, describing the grains requires searching through memory until
grain 200is found, which given the number of grains in the images becomes rapidly a bottleneck.
The expanded structure in memory on the other hand, allows access to the grain's information
on it's 200" row directly, this is very bene cial both in terms of speed, as well as simplicity of
code.

This approach is maintained when dealing with contacts and other objects throughout the
work.

4.3 Porosity (and void ratio) measurements

Porosity, or void ratio measurements are of fundamental importance in soil mechanics experi-
mentation. They are used to characterise the state, in terms of density, of a granular assembly.

The relative density of a granular assembly has a profound e ect on its mechanical response.
Because of this, void ratio has often been used as a parameter in the modelling of the behaviour
of sails: e.g, in relatively advanced models like CamClay. These measurements represent, albeit
in di erent ways, the solid-to-pore volume ratio:
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It is clear that these kind of measurements are of interest for this work.

In conventional soil mechanics testing, void ratio or porosity is a macroscopic measurement
made on the entirety of a specimen. This is a useful measurement if the specimen is homogeneous,
at least in its initial state. Conventionally, the volume of solids is considered not to change much,
and the variation of the volume of the voids is calculated from the amount of water entering or
leaving the specimen (in drained tests). As seen in Chapter 3, specimens are prepared dry, so
the continuous measurement of the volume of voids is not possible in this manner. 3D images
coming from x-ray tomography are however available at several stages during the test.

The pioneering work of Desruest al. (1996) used x-ray tomography to study several tradi-
tional size triaxial specimens,post-mortem in a medical x-ray scanner. The voxels used in this
study measured 700 700 4000 um (the long dimension is aligned in the direction of the
axis of the specimen). The Hostun RF grains studied (which have a reported mean grain size of
320 um) would not be individually visible in these x-ray scans. However the voxel size used is
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small enough to contain only a few grains, a measurement which can be considered local, for the
traditional size specimens approximately 100 mm in diameter (and 100 or 200 mm in height).
With calibration of the measurements of the x-ray scanner, the reconstructed values of x-ray
attenuation of each voxel can be related (knowing the density of the grains being scanned) to a
void ratio or porosity. The ground breaking results of these scans show patterns of localised void
ratio changes spread in complex geometrical patterns throughout the specimen.

This work, 16 years later, used a considerably more advanced (and suitable) x-ray scanner,
allowing, as Figure 4.1 amply shows, the resolution of individual grains. It is possible to obtain a
binarised image (with a good degree of con dence) of the solid and void phases of the specimen,
in each state (see Section 4.1.1). This means that it is possible to calculate a macroscopic porosity
or void ratio from each binarised image, inside the specimen's domain in the image, the number
of void and solid pixels can simple be counted, allowing porosity or void ratio to be calculated.

Local measurements of porosity, on the other hand, are not so straightforward. Since in-
dividual grains are present in the images, it is not useful to use each voxel as a measurement
of void ratio or porosity (since each voxel will have full or empty value each time). Some
coarse-graining or zooming out approach is required.

This section explores two potential methods for making local measurements of porosity. The
rst (Section 4.3.1) is a continuum style regular grid approach, where porosity is calculated on a
small cubic subvolume at regular intervals. The second (Section 4.3.2)is a grain-based approach,
which uses the granular skeleton as a reference system, and tries to associate a porosity to each
grain, by tessellating the specimen space with tetrahedra joining grain centres.

4.3.1 Continuum porosity measurement

It is of obvious interest to be able to generate regular 3D porosity elds in order to allow a
comparison with those reported in Desruet al. (1996) (as well as many other since). In order
to do this, the solid and void phases in the binarised 3D images coming from x-ray tomography
need to be integrated over some subvolumes. The subvolumes need to be su ciently small in
order to make a usefully local measurement of porosityi(e., a subvolume occupying most of
the specimen is not describing some local measurement of porosity). The subvolumes also need
to be su ciently large in order not to be too sensitive to the underlying material. This may seem
counter-intuitive, but considering the extreme case of a subvolume of only one voxel, this would
record porosities of 100% in the void phase and 0% in the solid phase and nothing else: the
result would simply be the binarised image that was used as input.

A subvolume size must be chosen so that when it is used to measure a granular material
considered as having a homogeneous density, it provides a relatively stable measurement. When
this can be said to be the case, then the subvolume is a Representative Elementary Volume
(REV). Unfortunately there is an underlying problem that what is typically considered as a
granular assembly of homogeneous density is not really very homogeneous at the grain scale.

Furthermore, it was considered by the author that a single REV may not necessarily be
possible to de ne for an inhomogeneous granular material, such as one that has undergone shear
localisation.

In order to study these two questions (appropriate size of REV and the possibility of di erent
REV sizes in di erent parts of a specimen) some code was speci cally written in Python.

The code, used for example, in Tagliaferret al. (2011), uses on pre-binarised or trinarised 3D
images (it has also been developed to work with images on unsaturated media where not only
solid fractions are important but the degree of saturation of the voids is also of great interest see
Kaddhour et al. (2013). In this study only binarised images are used). In these 3D image a set of
nodes used for the analysis is de ned (by default in an automatic and regularly-spaced fashion).
Nodes are typically de ned with respect to the image's coordinate system, and so the nodes are
an Eulerian reference frame relative to the moving material. For each node, the program grows
a cube always approximately centred on the node. The cube grows step by step by shifting the
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corners progressively away from the node (checking that the corners do not move outside the
3D image). As the cube grows, the porosity is calculated by summing the number of void pixels
inside the cube and dividing this by the known cube volume. This generates (for each node) an
array of cube dimensions and their corresponding porosity. These readings necessarily start from
a volume of 1 voxel, which has either 0% porosity (solid voxel) or 100% porosity (void voxel). As
the subvolume increases in volume, the calculated value of porosity changes. For nodes where
the increasing subvolume does not go out of the domain of the specimen, the porosity reading
is expected to tend towards the macroscopic porosity, for homogeneous specimens. For nodes
where the subvolume eventually goes out of the domain of the specimen and into the void on
the outside of the specimen, the value of porosity has a toward higher porosity (if the subvolume
encounters the loading platens which have been binarised as solid, there will be a corresponding
bias toward higher porosity). This is illustrated (for carefully chosen nodes) in Figure 4.20.
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Length of one side of Cubic Volume (px)

Figure 4.20: Evolution of the measurement of porosity as the cubic subvolume of on which it is calculated
increases from one voxel, to a cube measuring 100 100 100 voxels. This is shown, for specimen
HNEAOL, in state 01 for ten di erent nodes placed on the specimen's axis and with 200 px vertical
spacing. As the subvolume of calculation increases, the measured porosity can be seen to be tending
towards a value representing the specimen's overall porosity

In order to make measurements of porosity at a given node, a size of REV needs to be
selected.

This can be done once for all nodes, by selecting an acceptable level of convergence using a
graph like Figure 4.20. It is clear that a value of 10 10 10 pixels is too small, and that 75
75 75 pixels would be su cient. However, the choice of a value between these two extremes is
not easy. It is probably a relatively good idea to play it dangerously and prefer smaller values,
since measuring with smaller subvolumes will make the measurement more sensitive to small
features (at the expense of noise). In the example above, a xed value of 28 has been chosen
for the porosity calculations. The approach of tending towards smaller subvolumes also has the
added bonus of rendering the calculation of porosity lighter from a computational point of view
(many fewer data involved).

The program developed to calculate porosity also allows the size of REV to be automatically
selected for each node. The program allows the input of a stability criterion based on the last
X measurements of porosity as the cubic subvolume grows. This means that each node will be
grown from a given subvolume size, and if (as an example of a stability criterion) the last three
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readings are within 3% porosity of each other, then the the node is considered stable and the
34 |ast reading of porosity is used. This allows measurements to be made on specimens where
there are potentially di erent values of optimal REV size.

Unless explicitly stated, the rst option is generally used in this work (to allow easier com-
parison with other work), but the availability of the second option means that the selection of
the xed REV size is rendered much easier with the easy and rapid generation of graphs such as
4.20.

The program has been written in such a way to allow easy modi cation of the shape of the
REV (incurring a small performance penalty), an immediate shape that would be interesting to
try would be a sphere. The e ect of the shape of the REV however has not been considered in this
work, and a cubic REV (except where trimmed when leaving the domain of themage) is used.
Furthermore, the program is highly optimised; it takes advantage of the vectorisation of some
parts of this problem, and therefore avoiding time-consuming loops (see 5.3.6 for an example of
a vectorised problem), and can also run in parallel on multiple processors. For example, porosity
can be evaluated on 1444000 nodes with an REV size of28n a 950 950 1600 image in only
9 minutes and 9 seconds on a machine equipped with an Intel Xeon E5620 processor.

Results from this program are shown in Chapter 6. Resultsi(e., the values of porosity
associated with the nodes spread through the 3D image) are presented as 3D images themselves,
where each voxel represents a node. This is illustrated, in 2D in Figure 4.21

Binarised Slice Binarised Slice Resulting Porosity Image
(pixels not visible at this scale: (with 10x10 nodes (+) for analysis) (pixels explicitly shown:
image 1000x1000 pixels) 10x10 nodes gives 10x10 pixels)

Volume of calculation of porosity Each node's porosity value gives

one pixel in the porosity image

Figure 4.21: Diagram showing (in 2D) how each node, at which porosity is measured, corresponds to
a voxel in a porosity image

4.3.2 Grain-based porosity measurements

Another promising method of measuring local variations of porosity, is to avoid the regular
grid provided by the images, and instead to focus on the grains in the image. The cloud of
points corresponding to the centres of mass of all the particles in a given con guration can be
triangulated, so that the entire domain of the specimen is lled with many tetrahedra, each
connecting four grain centres. The kind of triangulation used is the Delaunay triangulation
(Delaunay, 1934), as computed by the Quickhull algorithm (Barberet al., 1996) implemented
in Qhull (with a Scipy interface library called: scipy.spatial.Delaunay ). For each grain centre,
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the volume of all the tetrahedra having that grain centre as a vertex were thought of as an initial
indication of the volume surrounding the particle. More correctly, Voronoi diagram (which is the
dual graph of the Delaunay triangulation) should be used for this calculation, but in principle,
both of these measurement should be sensitive to the changes in porosity at the grain scale.

The calculation of the volume around a grain was implemented, with each grain being assigned
the volume of the tetrahedra having a vertex as that grain's centre and subtracting the grain's
volume; results of this measurement were not able to reproduce continuum measurements of
porosity, which are made with a high degree of con dence. The reason behind this failure is
likely to be the nature of the triangulation used: in this case the triangulation algorithm simply
connects nearest points in such a way that the entire domain is spanned. This means that some
centres may have few tetrahedra connected whereas other may have more, simply based on some
small changes in geometry.

A more objective measurement would either be to x the number of nodes connected at each
grain centre, or perhaps to connect grains based on their contact network in the style of Frenkel
et al. (2008). These other types of triangulation are being investigated.

4.4 Measurement of specimen volume

A macroscopic measurement of the volume of thepecimencan be useful for characterising the
initial, macroscopic state of a specimen (such as through an initial porosity or void ratio see
Section 4.3). The ability to follow the evolution of these quantities during a test is important
for the mechanical interpretation of each test.

The volume of the specimen is a subtly di erent thing to measure than the volume of the solid
phase of the specimen (as done in 4.1.1). The volume of the specimen desired is tiecroscopic
volume, i.e., the volume of matter (pore and solid) contained inside the specimen membrane
and between the porous stones. Some simple tests show that it is not always possible to reliably
identify the membrane in the 3D images coming from tomography.

This implementation therefore starts from the binarised image of solid and pore phases, with
the objective of lling the pores inside the specimen.

A preliminary step is to remove the porous stones, which are often in the 3D image of the
specimen, and which are of a density similar to the grains. This is typically done on the greyscale
image of the specimen (where the distinction between the rst and last grains of the specimen and
the porous stones), which is then binarised. This step of porous stone removal from the images
is relatively subjective, and can cause some standard errors in the measurement procedure.

A simple ll-holes algorithm is not suitable, since the grains that touch the membrane do
not form a continuous boundary. The solid phase is therefore 3D-dilated 8 times (a number
estimated to Il almost all of the pores in the specimens tested). A 2D lI-holes routine is then
run slice-by-slice on the dilated binary volume. After this step, the solid phase is eroded 8 times,
in order to obtain the original grain outlines, on the edge of the volume. The procedure is
illustrated in 2D in Figure 4.22.

The result is a binary 3D image where voxels no longer represent solid and pore phases, but
rather denote voxels inside the specimen and voxels outside the specimen. With the specimen
volume 3D image thus created, the volume of the specimen can easily be computed by counting
the specimen voxels.

The measurement of specimen volume, in order to characterise the isotropic compression
behaviour of the main three granular materials studied in this work, is the object of Kate Wicher's
internship at Laboratoire 3SR supervised by the author and Cino Viggiani see: Wicher (2012).
This work used the technique described above in order to measure changes in specimen volume

much smaller than the ones experienced by dense granular materials subjected to shear.

The characterisation of the propagation of error in this measurement technique has not been
embarked upon, since the nonlinear process of lling holes is expected to be very challenging to
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characterise satisfactorily.

4.5 Conclusions

This chapter has shown how the 3D greyscale imaged coming from tomographic scans on the dry
granular materials tested can be analysed in order to yield separated and individually numbered
grains, on which a variety of di erent quantities can be measured. The key measurements have
been characterised to some extent. Furthermore, some tools for the specimen-level analysis of
these images (in order to measure local porosity, or specimen volume) have also been developed
and presented.

These data are crucial inputs to the following chapter 5, which will use these measurements

made on several images of di erent states in order to measure grain or material kinematics,
as well as the evolution of a variety of di erent measures described herein.

Furthermore, some of the measurements described are directly interesting for the static anal-
ysis of certain states, these are found in chapter 6, along with the ndings made possible with
the tools described in chapter 5.

Finally a table of the typical time required for each step is given in table 4.1.

Calculation Time (minutes)
Calculating greyscale threshold 10m
Binarising a 3D volume 3m
Calculation of a continnum porosity 10 m
Separation with Visilog® 7.0 120 m
Calculation of grain properties with Visilog® 7.0 20m
Labelling contacts 200 m

Table 4.1: Table showing approximate processing times for a single greyscale image coming from to-
mography
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Binary Image _ .
3D Dilate 8 times

3 h ,. "
BReBHBBRRE
2D Fill Holes /

3D Erode 8 times

Grey = Original Binary Image
Grey+Black = Sample Volume Image

Note: Pores are all lled with black,
but the perimeter of the slice
continues to be de ned by the grains
at the edges, as desired.

Figure 4.22: lllustration of the procedure used for calculating the volume of a specimen. The last image
shows that the procedure, albeit simple works as desired the perimeter of the shape is respected, and

the inside f the shape is lled in
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Chapter 5

Following processes in three dimensions

Many aspects of the response of granular media to load are well described by continuum models
at a global scale. However, in reality (and in particular in the specimens tested herein), it is
impossible to achieve a uniform distribution of state variables (such as the porosity), which
means that, even in an initial state, it would be di cult to describe specimens as a homogeneous
continuum. Furthermore, at the grain scale, sand grains are a very di erent concept from material
points in a continuum. When a specimen undergoes strain, there will be a certain amount of
tension between how individual sand grains actually respond, and what material points in the
same positions would do in a continuum, due to the fact that grains will not be geometrically
free to move in the way dictated by continuum mechanics.

Depending on one's philosophical position on continua, one could venture so far as to say
that there is a de-coupling between what the sandvants to do (as a continuum) and what it
can do (as a granular assembly). This de-coupling causes grain kinematics to become important,
since they are non-a ne. Macro-scale phenomena such as shear banding in sands may well nd
their origins in grain-scale mechanisms.

For the study of micro-mechanisms in a deforming granular medium, the ability to follow
the material from one con guration to another is essential. Following the material's deformation
between imaged con gurations gives full- eld measurements of the kinematics of all the material
that composes the specimen being tested. The ability to compare these internal, 3D kinematics to
the applied boundary conditions is the rst step in the characterisation of the micro-mechanical
response to globally imposed deformation.

The preceding chapter details the procedure foimaging a material For example, a single
3D image coming from tomography can be processed in order to de ne the extent of the solid
and void phases in the domain imaged by the x-rays. This in turn gives access to macroscopic
measurements (such as specimen volume) and mesoscopic measurements (averaged over a Rep-
resentative Elementary Volume), such as porosity. Further processing allows the de nition of
grains and contacts in the image which can be enumerated and measured individually, which
gives access to many grain-based measurements such as coordination number, just to cite one.
Such image processing can be performed on images of the same specimen in two di erent con gu-
rations, giving measurements in both con gurations. It is of obvious interest to be able to follow
the evolution of these measured properties, in order to see the interplay between micro- and
macroscopic specimen behaviour. However, if the displacement of the material is not followed,
then it is not possible to compare the evolution of measured quantities locally: these measure-
ments can only be averaged over the specimen, and studied at that levéld., by comparing the
histogram of the coordination number of each grain in two di erent con gurations).

If the material is followed through the di erent con gurations in which it has been imaged,
local analysis is possible. This can be thought of afllowing a process Practically speaking,
following the material's deformation requires the identi cation of invariant features in one (typ-
ically initial) con guration, and recognising these features in subsequent con gurations. In this
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kind of study, the most obvious invariant of features to study are grains (since grain breakage
is not expected at the relatively low mean stresses experienced by the specimens). As Figure
4.1 has shown, grains are easily identi able by eye in the 3D images coming from tomography,
meaning that it should be possible to follow them between con gurations. Di erent techniques
for following the evolution of the material using images of grains have been developed and used,
and are detailed in this chapter.

Once the material can be followed, and its kinematics measured, a truly local analysis of
grain-scale mechanisms of interest is possible. Micro-mechanisms can be characterised either
at the grain scale by looking at the properties of the grains involved (contact number, position,
shape, size), or at a mesoscopic scale by relating the position of the grains involved to the porosity
of the specimen in that position, for example.

Layout of chapter

This chapter shows how kinematic analysis can be carried out between di erent con gurations
(i.e., between di erent images): Section 5.1 introduces Digital Image Correlation (DIC) as a tool
for comparing and analysing images of deforming materials. This is followed, in Section 5.2, by
the description of an implementation of perhaps the most natural DIC approach: Continuum
DIC. Tomowarp (Created by Stephen Hall and discussed in Halkt al. (2010), among others) is
the Continuum DIC implementation used in this work. Continuum DIC follows (by 3D pattern
matching) small (grain-sized, in this case) subvolumes of the images between con gurations to
give, for each subvolume, a 3D displacement vector mapping its displacement between the two
con gurations. Subvolumes are typically centred on a regular grid independent of the positions
of the grains (which is why this technique is called continuum ); the underlying discrete granular
structure present in these images is ignored. However the regularly-spaced grid is convenient, a
continuum mechanics measurement of strain comes naturally.

Section 5.3 then details grain-based kinematic measurements using ID-Track, developed in
this doctoral work and published in Ando et al. (2012a), and developed further, with the addition
of Discrete DIC (i.e., grain-based DIC) in Ando et al. (2012b). This technique uses the grain-
based measurements detailed in Section 4.2 and attempts to recognise each grain from a reference
con guration by looking in the spatial neighbourhood of the deformed con guration for grains
that match an invariant property (3D volume has mostly been used in this work). This technique
simply aims to generate a mapping of grain labels between con gurations. Once this is done,
displacements of grains are easily computed by comparing the position of the centre of mass of
the grain in each con guration. The measurement of rotations is more challenging, however,
and two di erent techniques are detailed. The rst technique is based on the comparison of a
particle's orientation in two di erent con gurations (computed from the particle’s moment of
inertia tensor). Since this is vulnerable to rather large errors, a second DIC-based technique
has been developed, which is detailed in Section 5.3.6. Although grains are the natural reference
frame on which to make kinematic measurements, the objectives of this chapter are to go further.
This means using this granular reference frame to look at contacts (Section 5.4) or to look at
neighbouring grains in order to obtain grain-scale continuum mechanics type measurements, such
as strain (covered briey in 5.5).

5.1 Principles of Digital Image Correlation (DIC)

Digital Image Correlation (DIC) is becoming an increasingly standard tool for the comparison

of digital images coming from mechanical tests on materials. This kind of tool follows the
displacement of material points from one image to the next. DIC comes from a heritage of
non-digital image comparison known as stereophotogrammetry , which allows the comparison
of two images with optical methods (see Butter eld et al., 1970; Desrues and Viggiani, 2004, for
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applications to geomechanics). With this kind of tool, the di erence between the two 2D images
is presented as 3D relief to the observer (to whom one image is shown for each eye) this is the
reason for which this technique is sometimes known as False relief stereophotogrammetry .

This section details the mathematical tool used to calculate the similarity between two images
in this work the Normalised Cross Correlation (Section 5.1.1). This is used to make rough
measurements of the displacement between two images to the nearest pixel. Re nements
discussed in Section 5.1.2 allow subpixel accuracy to be obtained in displacements, as well as
the potential measurement of rotations (and any other a ne transformation).

5.1.1 Cross correlation

With the advent of digital photography, the task of image comparison is shifted from a human
operator's eyes and into a computer algorithm. In order for this to work, an algorithm must
have some tool that allows the similarity between two images, or parts of images, to be de ned.
A standard tool coming from the world of signals processing is theross-correlation between two
signals, which is a measure of the similarity between them. This is typically used for nding a
small signal inside a larger one.

Normalised cross-correlation (NCC) was developed speci cally for the application to image
comparison in order to account for the fact that the same signal {.e., the image) could be
stronger (i.e., brighter) due to changes in illumination. Normalisation improves pattern-matching
performance when lighting intensity is varying. Many other types of cross correlation have
been developed (as well as other families of pattern matching such as the Sum of Squared
Di erences ), but NCC is in common use in this domain and performs well. Panet al. (2009)
o er a comprehensive review of di erent algorithms used in 2D, which remains applicable in 3D.

The normalised cross-correlation between two 3D imaged { and I,) is typically de ned as
follows:

xy:z Il(x;y;zn)lz(x +Uuy+Vv,z+w)

NCC(u;v;w) = gp (5.1

p
xyz 11(6GY12)2 0 o Ta(X+ Uy + viz+ w)?
Where:

I1 and I, are 3D images/matrices

x and y and z are the coordinates of the images

u and v and w are the integer displacement values to apply respectively to
the x and y and z components of imagd »

One immediate remark about equation 5.1 is thatu, v and w, the controlling variables of
the NCC function, just shift 1, around. Sincel, is a matrix, and by de nition discrete, in this
version of the NCC calculationu, v and w must be integers, in order to make sense as indices to
the matrix |,. A 3D image correlation is typically performed by scanning all the combinations of
u, v andw in a given search range and for each combination, calculating and recording the NCC.
Once this is done (for a large search range this is a very repetitious and therefore slow process),
the combination of u, v and w giving the highest NCC are selected as the best match between
I1 and I,. Sincel; and |, are matrices representing pixelated images, the process described
above is only able to measure displacements in the direction af, v and w to the nearest pixel
displacement, and is not able to measure rotations.

These two limitations (inability to measure rotations and displacements under the pixel) come
from the fact that in the simplest sense, a signal is 1D, which means that rotational degrees of
freedom, as there are in 2 or 3D do not exist, and so cannot explicitly be taken into account.
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5.1.2 Re nements for subpixel and rotational degrees of freedom

As discussed above, the fact that the signals being treated are discrete 2 or 3D matrices
means that equation 5.1 can only measure 3D displacements to the nearest pixel. In order to
overcome this limitation, the discrete nature of the images needs to be transcended. There are
two principal techniques to achieve this: through interpolation of the correlation coe cient or
through interpolation of the images/signals.

Interpolation of the correlation coe cient

If only sub-pixel displacements are desiredife., without taking rotations into account), the
Normalised Correlation Coe cient can be interpolated. This is done by going back to the com-
bination of u, v and w for which the highest NCC was obtained and tting an N+1 Dimensional
surface to the surrounding data inu, v ,w, NCC space. The local NCC maximum of this
smooth surface yields the coordinates ofi, v and w with subpixel accuracy. The precision of
this technique is a strong function of the quality of the tting and the sharpness of the peak.
This approach is used inTomowarp and has proved to be e ective at yielding sub-pixel dis-
placements. This approach, however, simply interpolates existing measures of similarity made
during the scan of the displacement search range, and is therefore limited to simply giving higher
precision in displacements.

Image interpolation

A more general, but more computationally expensive technique than the NCC interpolation
approach is to interpolate the signals (1 or |,). Interpolation of I, or |, allows the value of
any position inside the image to be de ned, based on surrounding pixels where image values
are de ned. This means that non-integer values ofu, v and w could potentially be passed to
the NCC function seen above. In this casd, would be calculated by interpolation. Suppose
for exampleu = 0:2 and v = 0, |, in this case is constructed by adding 0.2 to theu value of
each coordinate inl,, and performing an interpolation of I, in order to assign values to these
coordinates. The interpolated|, is then used in the calculation of the Normalised Correlation
Coe cient.

Furthermore, any a ne transformation of the coordinates of |, is conceivable, since any
coordinate can be interpolated. This means that in addition to translation, coordinates can also
be sheared, rotated, scaled and/or squeezed. This obviously adds an enormous parameter space
to explore, since a search range is required for each transform, and each comparison with
requires the interpolation of all the coordinates ofl,. This large parameter space is typically
explored not in regular steps (since the number of interpolations and NCC calculations becomes
rapidly enormous), but rather with an optimisation procedure. This is suggested, for example
in Bay (2008), where a Broyden Fletcher Goldfarb Shanno (BFGS) minimisation algorithm is
used to nd a minimum using the gradient of the NCC function with respect to all the variables
used (for exampleu;v;w; ; ;  for displacements and rotations.). The same author previously
used a Levenberg Marquardt algorithm for optimisation (Bay et al., 1999).

If using a minimisation algorithm, the NCC, as shown in equation 5.1, needs to be rewritten
so that the global minimum corresponds to the best match betweer; and I, this is typically
done by optimising (1 NCC). As stated in Smith et al. (2002): This "cross-correlation”
function di ers slightly from the traditional de nition by a constant and a negation .

5.1.3 Summary

The DIC tools described above allow mapping to be computed for a pair of image$; and I,
using the similarity criterion shown in equation 5.1. Typically the mapping of imagel, onto
I, is described by a single vector . In the simplest form described, this vector is composed of
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integer values of displacement (in pixels). This can be improved by the implementation of the
computationally e cient interpolation of the similarity criterion to yield sub-pixel measurements
of displacements only.

A more general re nement that can be made is to interpolatel ,, allowing the mapping from
I, to I to include any a ne transformation (such as shearing, scaling or rotation of I ,) with
relative ease. Each a ne transform, such as a rotation around a given axis, can be explored and
added to the vector describing the transformation froml, to I ;.

Digital image correlation has been used both in a continuum sense iomowarp (Section
5.2) as well as a grain-based implementation for the measurement of grain rotations as an addition
to ID-Track, discussed in Section 5.3.

5.2 Continuum kinematic measurements

This section details the Continuum-DIC measurements on the greyscale images coming from
x-ray scans. This technique is known as continuum simply because the kinematics of the
material's deformation are calculated at nodes (which can be thought of as material points)
which are laid out on a regular grid. In the analysis of tomographic images of a clay rock for
example, where (for the moment) the grain size is far smaller than the pixel size, this is the most
straightforward option (see: Lenoiret al., 2007, for an example of the application of Continuum-
DIC to a deforming clay rock). The regular spacing of nodes is well-suited to tomographic images
since the images provide a convenient grid (an other potential option is to base oneself on the
boundaries of the specimen). In the current context, this approach is named a continuum one,
because the discrete nature of the material being studied is purposefully ignored despite the fact
that in the images acquired in the context of this work grains are visible by eye (Figure 4.1).
The material is therefore being treated as a continuum. This in itself allows tools such as strain
tensors from continuum mechanics to be easily calculated from the kinematics of the material
point and its neighbours.

In this work the Continuum 3D Digital Image Correlation code Tomowarp has been used
in order to make continuum style measurements of the kinematics of the deforming specimen.
The general principles of Continuum-DIC andTomowarp are outlined next.

5.2.1 Implementation

Generally speaking, the Digital Volume Correlation (Volume is used in this case to underline the
3D nature of the images), DVC, described by Bayet al. (1999) consists in the calculation of a
mapping vector, for each node of the regularly spaced analysis grid. In this explanation, a 3D
image of a reference con guration will be compared to a 3D image of a deformed con guration.

In Tomowarp , the same nodesi(e., in the same places, with respect to the origin of the
image), are de ned in both the reference and deformed image. This can be thought of as an
Eulerian speci cation of the position of the nodes, rather than a Lagrangian one, since they
stay xed with respect to the coordinate system of the image, rather than with respect to the
material.

Keeping the same notation as equation 5.1 (wheré, is the image being displaced by, v
and w), for each node a cubic subvolume calledl, is extracted from the deformed image, and a
cubic subvolume calledl ; of identical dimensions, and in the same position relative to the origin
of the image, is extracted from the reference image. These subvolumes are centred on the node
around which they are extracted. | » is generally known as thecorrelation window, and its size is
typically an input to the correlation algorithm. The size of the correlation window is chosen in
order to big enough to capture the invariant features of an image, whilst being small enough
not too capture too many invariant features, which may experience di erent kinematics between
imaged con gurations. In this case it is chosen to be roughly the size of one grain.
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For each node, the search range is swept, displacirig by integer values ofu, v and w, and
calculating, for each combination a Normalised Correlation Coe cient betweenl, (X + u;y +
v; z+ w) and the immobile reference imagei1 (X;y;z). The result of this (time consuming) step
is a set ofu, v and w values which yield the highest NCC for each node. As discussed above
(Section 5.1), two di erent strategies are available for the calculation of sub-pixel displacements.
Tomowarp implements the interpolation of the correlation coe cient, which is performed for
each node after the pixel-resolution search. The mapping; v;w from | to | ;, particularly where
displacements are considered is typically considered as the displacement of a material point from
one con guration to the next.

Very similarly to the illustration in Figure 4.21, the DIC procedure described performs mea-
surements on regularly spaced nodes. As the gure shows, if nodes are regularly spaced, then
a new 3D image where each pixel represents one node is a natural way of viewing this output.
Since the output of this procedure, is for each node, a three-component mapping vector from
one con guration to the next, three images are forthcoming: an image of all thai, v and w that
gave the highest NCC at each node. These can be considered as 3D images, or eldg,0f and
Z displacement.

5.2.2 Strain calculation

The DIC technique described so far gives eld measurements of material kinematics. These are
able to reveal many interesting phenomena in these kind of images. However, for the study of
deforming materials the ideal tool (for the analysis of this type of continuum measurement) is a
eld of the strain tensor, which can be derived from the kinematic elds.

Strain is a dimensionless quantity describing the relative movement of material points to
which materials have a stress response strain does not take into account rigid-body transfor-
mation that are inherent in the kinematics.

Thanks to the fact that, in this case, kinematics are calculated for nodes laid out on a regular
grid, existing techniques for the calculation of strains can be used. In particular the technigues
for the calculation of strain from 2D discrete elds of kinematics presented in Geerst al. (1996)
is particularly applicable. Tomowarp itself calculates strain for all the nodes of a specimen
using a trilinear gradient function of the nodal displacements of cubic elements. This is output
as individual 3D elds of the each component of the strain tensor, as well as the rst and second
invariants.

5.2.3 Output of data

Since Tomowarp makes measurements based on a regularly spaced grid, scalar components
coming from these measurements (such as the vertical displacement (Z) the XX component of
the strain tensor, or even the maximum correlation coe cient achieved during the search process)
can be saved as a 3D matrix thanks to the regularity of the nodes that describes the measured
distribution of the scalar over the analysed domain. 3D matrices describing scalar quantities in
space can conveniently be in turn considered as 3D images, and so all the image analysis tools
that are used in this work, can also be used to visualise and measure the results of continuum
image correlation.

5.2.4 Summary

Continuum-DIC is a very convenient tool for the measurement of displacements and therefore
strains between imaged con gurations of a geomaterial deforming. Thanks to the use of regularly
spaced nodes where measurements are made, elds coming from this measurement technique are
easily visualised and interpreted as images in themselves.

Since individual grains are visible in the images acquired in this work, a discrete, grain
based tracking is preferred. However this Continuum-DIC is used in the analysis both to check
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results, as well as to make intuitive measurements of strain in the specimen, since strain is easily
calculated in this code from equally-spaced neighbourhood nodes.

5.3 Measurement of grain kinematics

At the relatively low mean stress at which these experiments have been performed, by far the
most important mechanism of deformation is expected to be granular re-arrangement (grain
breakage, for example, is not expected). The ability to follow all the grains that make up a
specimen as the specimen deforms is of key interest for micro-mechanical analysis. This section
describes how all the grains in a granular material can be followed between images by explicitly
taking into account the discrete nature of the images acquired in this work. The technique
developed in this doctoral work attempts to follow individual grains between con gurations.

The preceding chapter (chapter 4) shows how individual grains can be de ned and labelled
in a given 3D image of a given granular con guration. The work reported in Hallet al. (2010)
proposes a discrete grain-following approach that uses only a single labelled volume (segmenting
very large volumes of data used to take a very long time). This technique, added to an existing
program called CMV-3D (Bornert et al., 2004) is brie y explained, but is not used in this work,
since (thanks to a faster watershed algorithm) labelled volumes are available in all con gurations.

To follow grains betweentwo labelled images, each representing a di erent granular con g-
uration, the label of each grain in a given (reference) con guration must be matched with the
new label that that grain has in another (deformed) con guration. Once this apparently simple
link is established between reference and deformed con gurations, all the grain-based measure-
ments detailed in Section 4.2 can be compared between con gurations, meaning that each grain's
changes can be followed from one con guration to the next. However, since the particles result-
ing from the segmentation procedure may not have a 1 to 1 correspondence to the grains being
imaged (see Figures 4.4 and 4.5 for an illustration of the types of situation which may cause a
non-physical segmentation), care must be taken to avoid errors in the establishment of the link
between patrticle labels in reference and deformed con gurations. If this can be done successfully,
it lays the foundations for fully local grain-based analysis of the micro-mechanics of deforming
sand.

Furthermore, once this link is established, kinematics of grains are a natural result. Section
5.3.3 shows how grain displacements are easily obtained from the di erence in the position of
the centre of mass of a given grain between con gurations. The measurement of rotations is less
straightforward and Section 5.3.4 details two techniques for the measurement of grain rotations.
The rst approach is based on orienting grains using their moment of inertia. This technique
was deemed not to give results of su cient quality and so was replaced by a grain-based DIC,
which gives much more satisfactory results.

53.1 CMV-3D

The work that inspired this doctoral work, published in Hall et al. (2010), describes the analysis
of a triaxial test on sand, both with the continuum technique Tomowarp (described above),
and with CMV-3D, developed by Michel Bornert and Yannick Pannier. CMV-3D is a 3D digital
image correlation code that integrates processing libraries from ITK (see Yoet al. (2002)), and
is detailed in Bornert et al. (2004).

The discrete version of CMV-3D is a grain tracking code, that follows individual grains by a
grain-based DIC approach. When this discrete technique was developed, the watershed algorithm
being used was very slow (many days to treat a single volume). In part because of this, only a
single labelled volume, describing a reference con guration is used in this implementation. Since
only the greyscale image coming from tomography is available in the deformed con guration,
only image correlation can be used to follow each grain.
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Very brie y, for every patrticle in the reference con guration in the discrete-DIC approach in
CMV-3D the voxels corresponding to the particle in the labelled volume are extracted, dilated
and then used to mask the greyscale image of the reference con guration as described in Figure
4.7. Digital image correlation, as described above in Section 5.1, was performed for each grain
using the masked grain image as the correlation window. This was done very successfully in Hall
et al. (2010).

There are two issues associated with the described approach, coming from the fact that only
a single separated volume is used. The rst is that, despite the high success rate in following
grains, grain kinematics are all that it is possible to extract with this method: since con gu-
rations subsequent to the initial one are not segmented, this means extracting micro-structural
information such as details about contacts is di cult for subsequent steps.

The second issue is that when segmentation errors occur in the creation of the labelled
volume, these are handled unpredictably. In the case of two (or more) grains coming out as a
single patrticle in the labelled volume, it is unlikely, given some deformation, that these grains do
not move relative to each other. This means that it is quite possible that this particle is either
lost, or has very unpredictable kinematics. In the other case, where a single grain is split into
two particles this technique also has rather unpredictable behaviour: since the technique has
proved to have a very high performance in nding grains, it also as high performance in nding
parts of grains. It has been observed therefore that broken parts of grains are followed all the
way though a test.

It is not immediately obvious whether the following of parts of grains is bene cial or not.
For the calculation of a local strain eld this is probably not too problematic, however for a very
local analysis of contacts this likely causes problems.

This technique has been applied with a high degree of success in Halt al. (2010) and
although inspiration has been taken liberally from it, ID-track, the technique developed in this
work (detailed below, in Section 5.3.2) di ers on some philosophical points.

5.3.2 ID-Track: introduction

In order to make the link between labelled particles in a reference and a deformed con guration,
a technique called ID-Track (Ando et al. (2012a), Ando et al. (2012b)) was developed. This
approach was rst suggested in Hallet al. (2008), but was developed from scratch in this doctoral
work. The philosophy adopted in the development of this technique is one of simplicity and
expandability. The technique was developed taking into account two main facts: the rstis that,
thanks to the labelling procedure, each grain has a unique label in every con guration. As the
code extract 4.1 shows, it is easy to extract each particle and make measurements on the voxels
that make it up this information is part of the grain's identity card . The kind of information

that can be calculated is shown for two grains in Figure 5.1.

ID-Track operates on a matrix of data for each con guration, inside which the measured
properties of each grain are listed for each grain (this data structure is brie y described in
Section 4.2.6). ID-Track requires, at the very least, the position (typically the centre of mass)
of each labelled particle, and at least one relatively invariant measurement of a grain property,
with which a grain can be recognised.

The second principal idea behind ID-Track is that in a dense granular assembly, grains are not
likely to move very far between images, which means that a specimen-wide search is not necessary
for each grain. This can be implemented with varying degrees of sophistication, and in the work
so far, has been implemented in the simplest way possible: grains are searched for in the vicinity
of their centre of mass in the reference con guration. The vicinity is de ned by a search range in
3D space, in a similar way to the search range for Continuum Digital Image Correlation, without
the requirement for integer values of displacement. Improvements to this hypothesis could be
made by assigning a probability to di erent possible granular rearrangements based on boundary
conditions, and geometrical layout of grains. This is studied further in Section 5.3.8.
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Figure 5.1: Figure showing two grains on which several di erent properties have been measured, in
order to highlight the kind of ID Card which is available for each grain. Grains are visualised, along
with their neighbours (faded out) in 3D. On the left a grain of Hostun sand is shown, on the right a grain
of Caicos Ooid

Keeping in mind that each grain, in two di erent con gurations has an ID, the ow chart of
ID-Track is detailed in Figure 5.2. The ow chart shows how, for each labelled grain of interest
in the reference con guration, all the grains in the deformed con guration whose centres of mass
lie within the search window (which is relative to the centre of mass of the grain in the reference
con guration) are selected (Figure 5.2 a).

Grain binning

The search for grains in the deformed con guration which are within a search range requires
comparison of the centre of mass of each grain with the limits of search range, which can be a
bottleneck when dealing with 50,000 or more grains. This problem is overcome by binning the
data, i.e., dividing up the domain of the 3D image into small, cubic subvolumes, which span
the entire domain of the image, without overlap, and without leaving holes. Subvolumes of 50
pixels are used in this work, on average there are 7.6 grains per occupied subvolume. It is worth
underlining that this procedure needs to be carried out only once, in the initialisation of the
tracking and not for each grain which is tracked. A list of the grains in each subvolume is
maintained.

When looking for grains inside a search window, all the subvolumes which are intersected by
the search window are determined (rapidly) from the limits of all of the subvolumes. All the
grains present in these subvolumes (much fewer than in the whole volume) are then checked one
by one against the limits of the search window. Thus many fewer grains are checked (those in
the subvolumes in the search rangeersusall the grains in the volume), without ever incurring
the penalty of a recursive search through all the grains in the entire volume.

Grain identi cation

Once a list of grains in the deformed con guration that lie inside the search range for a given grain
in the reference con guration are obtained, some criterion is required to match the grain in the
reference con guration to one of these grains. It no longer makes sense to use proximity in space,
since this has already been used to de ned which grains are potential matches. Furthermore, since
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Figure 5.2: A ow chart describing the implementation of ID-Track. An X value of 10 is typically used
in this work

the grains are expected to rearrange and move, the grain in the deformed con guration closest to
the old position of the reference grain is not necessarily the same grain especially since specimens
undergo relatively large increments of macroscopic strain between imaged con gurations.

To match the reference grain to a potential candidate in the deformed con guration, some
invariant, measurable characteristics from the grain's ID are needed. For example, the grain's
volume in voxels is a useful characteristic measurement, particularly since the tests being analysed
are at a relatively low mean stress, with respect to the sti ness of individual grains: therefore
only negligible amounts of volumetric strain are expected in the grains themselves. This means
that throughout a test, a grain should have roughly the same volume.

A tolerance on this measurement is put in place to take into account the fact that it is possible
for grains to change volume non-physically (as well as physically) as a result of the watershed
process (a di erent amount of partial volume voxels may be deleted by a watershed separation
line in each con guration, depending on the arrangement of contacts). For the measurement of
volume a permissive tolerance of 10% is used. Figure 5.3 shows how the volumes of 9 grains
evolve during a test. Despite some non-negligible changes of volume, it can be seen that these
grains never have a change of more than 10% of their volume (the top and bottom limits of the
graph).

As Figure 5.2 b) shows, all grains within a tolerance of a few percent are kept in consideration.
This provides a list of grains that are inside the search range and inside a tolerance of the invariant
feature (e.g., volume) relative to the original grain in the reference con guration.
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Figure 5.3: Evolution of the measured volume of 9 grains (all with the same initial volume) over the
entirety of the test COEAO1. Note how grain 35127 is not tracked all the way to the end of the test, and
so only has information until COEAQ01-05.

Con ict resolution

Since there is often more than one grain that falls inside the search range and the tolerance, this
must be handled by the algorithm. To resolve such conicts the algorithm now uses two passes:
on a rst pass, the grain with the closest volume to the reference grain is temporarily selected
as the best candidate. This rst step is performed iteratively for every grain in the reference
con guration, assigning each one a grain in the deformed con guration. If a grain in the deformed
con guration, which has already been assigned to a grain in the reference con guration is found
to be a better match for a subsequent reference grain, this new assignment is made, and the
original reference grain is added back to the list of grains to track. This rst pass, which simply
matches grain volumes, is expected to work in most cases and give an approximately correct
tracking for most grains.

The second pass involves using the median displacements resulting from the rst tracking to
calculate average displacements for each subvolume de ned at the beginning of the procedure.
The same procedure for nding grains in the deformed con guration for each reference grain is
then followed. In the same manner as above, grains with an unvarying characteristic (such as
volume) outside the tolerance of the reference grain's characteristic, are discarded. The di erence
in the second pass is that the similarity criterion between grains includes not only the di erence
between grain volumes, but also the distance from the average displacement of the subvolume.
These two criteria are weighted equally (although any weight is possible) and the grain in the
deformed con guration that minimises the combination of both is selected. As before, this
procedure is carried out for all the grains of interest in the reference con guration and any better
matches are assigned, with the reference grain that is displaced being added back to the list of
grains to track. The nal output of this procedure is the mapping between grain labels from
each reference grain to a grain in the deformed con guration, if a match has been made. If a
reference grain has no matching grain in the deformed con guration, its corresponding deformed
label is set to O {.e., the grain is simply not tracked in this given increment it is lost).
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Performance

ID-Track is able to correctly assign reference particle labels to deformed patrticle labels with a
high degree of success, as long as a few conditions are met. The general condition for success is
that false identi cations are not made. The single unvarying characteristic used in this work

the grain's volume in voxels characterises each grain, but cannot be relied upon to be unique.
As stated above this is for two principal reasons: rst, the same grain may change volume
(either due to a physical change of volume or due to the e ect of separation), and second, in
granular media (especially those with a tight grain size distribution) it is quite possible that at

a given resolution two grains will have the same volume. A previous attempt to implement this
technique on this kind of image was not successful because of this. With the large number of
grains in the specimens studied, without implementing a local search window it is quite possible
that between con gurations there will be a di erent grain in the deformed con guration whose
volume is closer to the correct equivalent grain from the reference con guration. By similar
logic, if a search window is too large and includes too many grains with a volume too close to the
reference grain being tracked, it is possible for incorrect assignment in the rst pass of ID-Track.
Enough of these errors could cause the median displacement of the subvolumes to be wrong,
causing incorrect assignments in the second pass.

The problems (aggravated by having a tight grain size distribution) can be mitigated by
reducing the amount of deformation between steps. This is often e ective, since it means that a
smaller search window can be used. In the images used these kind of tracking errors occur for
much less than 1% of the grains being tracked, in other terms very rarely.

There is however, another source of error which can cause disturbances above the 1% of grains
being tracked: incorrect separation of grains. More speci cally, when there is an inconsistent
separation of grains between con gurations, this typically means that grains are not tracked.
For example, if two grains are correctly separated into two particles in one con guration, and
are stuck together in another con guration, the unvarying characteristic of volume would not
allow either particle in the rst con guration to be mapped to the stuck-together particle in
the second con guration. This situation is detected (.e., no assignment would be made), but
unfortunately leaves a hole in the data of the kinematics of the grains. Figure 5.4 shows vertical
slices where grains that have not been tracked are highlighted. Table 5.1 shows the typical error
rates in tracking due almost entirely to poor segmentation. In general about 4% of Hostun sand
grains are not tracked, and about 1.4% of Caicos Ooid grains are not tracked. The number of
untracked grains for Ottawa sand are relatively large, since the separation code has some trouble
with the smaller grains in the specimen.

% Grains not Tracked
Hostun 4.0%
Caicos Ooid 1.4%
Ottawa 6.2%

Table 5.1: Table showing % grains not tracked per increment for the di erent materials studied

Tracking an entire test

ID-Track has been used in this work to study successive increments:e., tracking is performed
between con gurations N and N+1, as opposed to tracking each grain from the initial con g-
uration. It was decided from the onset of this work not to re-relabel grain volumesi(e., once
grain 1000 in con guration 01 is linked to grain 1033 in con guration 02 one could actually
change 1033's label to 1000 in con guration 02) once tracking is performed. The reason grains
are not forcefully relabelled is that it seems like rather a nal gesture, especially since there are
still errors of a few percentage of grains being lost. Avoiding re-relabelling of grains also allows
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Hostun Sand Caicos Ooids

Figure 5.4: Slices through two specimens of Hostun Sand and Caicos Ooids, with grains that have been
tracked shown in grey, and untracked grains highlighted in red

more exibility in the re-processing of a given increment if particular errors are detected (such
as a poor reconstruction for example). Once the di erent paths for the improvement of grain
separation have been explored in order to give much-closer-to-perfect tracking, it is possible that
a relabelling will be considered (which greatly facilitates the sharing of data, since grains have
the same label in all con gurations).

Regardless of the tracking strategy, if no re-relabelling is performed, each grain will have a
series of di erent labels in all the con gurations in which it is imaged. Therefore an algorithm
has been developed to be able to follow individual grains through all said con gurations. In its
simplest form, this algorithm simply uses labels in the rst con guration as the default labels
for the grains, and follows each grain from the rst con guration to the second directly by using
the output of the ID-Track procedure. The tracking from the second con guration to the third
is obviously done using the labels from the second con guration. The output of this tracking,
is simply a list of the dierent labels (or identities) that each grain in the rst con guration
has in all subsequent con gurations. A corresponding lookup table is also calculated and saved,
allowing the lookup of any grain label in any con guration to the label of that grain in the rst
con guration.

If a grain is not tracked over any increment (due, for example, to an error in the grain
separation process), it is only followed up to its the last con guration where it was tracked,
thereafter the grain is lost. Over a single increment this is not very problematic, since the lost
grains are only a few percent of the total number of grains. Over many increments, grains are
increasingly lost, which when cumulated over a test can cause problems in the interpretation of
the data. In order to resolve this, for each con guration after the rst one, the algorithm checks
for grains that start to be tracked from this slice, and relabels them as foundling grains and
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assigns them a ctitious grain label (bigger than biggest grain label in the rst con guration).
No attempt has been made (for the moment) to relate these foundling grains to grains in the
original con guration, although this is discussed as a potential improvement to the technique in
Section 5.3.8.

5.3.3 ID-Track: measurement of displacements

Once a reliable link between labels in di erent con gurations exists, it is relatively simple to cal-
culate the displacement of each tracked particle over each increment. Each particle's label in each
con guration is used to look up the particle's centre of mass represented by a three-component
vector in each con guration. The di erence between these vectors gives the displacement of
the grain's centre of mass between con gurations.

The calculation of the grain's centre of mass dictates the metrological aspects of this mea-
surement this has been discussed and characterised to some extent in Section 4.2.1. In the
measurement of displacement, the error associated with the measurement of position is simply
incurred twice. As stated, the maximum error, in each component of the measured displacement
is expected to be less than (but in the order of) 0.05 pixels, which corresponds to 0.75 um for
each component, in the case of these scans. This means that the maximum expected error in the
measurement of displacement is expected to be less than 1.5 um per component.

5.3.4 ID-Track: measurement of rotations

Grain rotations have proved to be key measurement related to the formation and development
of shear bands. In 2D, rotations of grains are relatively easy to picture, since a single rotation
angle (a simple scalar) fully de nes the rigid-body rotation of a grain. Conveniently, the sense
of rotation (clockwise or anticlockwise) is a natural and intuitive quantity. In three dimensions
rotations are conceptually more challenging, and have thus been approached from di erent di-
rections, giving a rather diverse set of tools for thinking about and dealing with rotations in 3D.
Rotations in 3D turn out to be very important in 3D graphical applications, such as animation
and computer games, which means that tools and literature for dealing with rotations in 3D
in software are readily available. This section begins by detailing some of the di erent systems
for de ning 3D rotations. The two di erent techniques for measuring 3D rotations of grains
developed in this work are then detailed. The rst technique, based on grain orientations coming
from the moment of inertia tensor, is vulnerable to some rather large errors in the measurement
of rotation, and so has been supplanted by an improved, grain-based DIC technique.

The two techniques are compared in the following section (5.3.7), on images where a known
rotation is imposed on a collection of grains. Furthermore Section 5.3.10 contains some useful
mathematical tools for the management of 3D rotations.

Systems for de nition of 3D rotations

Rotations in mathematics are a subset of a ne transformations. Rotations describe the motion
of objects around a xed point. This xed point the centre of rotation is typically the origin
of the space.

The most natural mathematical description of a rotation isanN N matrix (where N is the
number of dimensions of space being worked in). This matrix can be used to multiply vectors
representing points in the space, in order to rotate them around the origin.

Three Euler angles are also sometimes used to describe 3D rotations. Euler angles rotate a
reference frame, and so when three angles are used to describe a rotation, each angle rotates the
entire reference frame. This means that the order in which the angles are applied is important.
Euler angles are subject to three main problems: the rst is that there are many dierent
standards for the order in which the angles are applied which is a source of confusion. The
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second problem is a technical one: Euler angles are vulnerable to a phenomenon known as Gimbal

lock this is where a rotation can rotate the axes of rotations of the coordinate system so that

two of the rotation axes are identical, which means that only two-dimensional rotations can be

explored. Since the objective is to measure 3D rotations of grains, if the system describing the

rotations is able to get locked in this way, it is possible that the desired rotation is not accessible.

The last problem with using Euler angles is that they are not very easy to interpret independantly
since three di erent rotations need to be applied in a speci ¢ order.

3D rotations can also be expressed as a rotation around a given axis. This is a convenient
and intuitive framework to work in since there are many fewer scalars to keep in mind. In this
work, this framework is used albeit with a popular modi cation, whereby the axis and angle are
described together by a singlgotation vector. Instead of giving a unit vector describing the axis
of rotation, and a scalar describing the angle of rotation, these two are combined into a rotation
vector whose direction is the axis of rotation, and whose norm is the angle of rotation. This
compact notation is convenient not only for the interpretation of results, but also allows e cient
storage on disk. The Rodrigues' rotation formula (derived in Koks, 2006), and illustrated in
equation 5.10 allows the calculation of a rotated vector from a rotation expressed in axis and
angle form.

Quaternions are hypercomplex numbers, which can also be used to describe rotations. Quater-
nions are a powerful way of describing and manipulating rotations, which are very popular in
many applications. Quaternions are made of four scalars, which are most easily de ned starting
from the axis and angle representation of a 3D rotation. Applying a 3D rotation described by a
guaternion can be done in a very e cient manner.

It is also relatively easy to convert between di erent types of representation of 3D rotations:
formulas exist to and from all types of rotation to the rotation matrix representation.

Summary

The axis and angle representation, using a rotation vector is used in this work. This will be
represented by three scalar components (and not angles); ; . This has been chosen princi-
pally for reasons of intelligibility of results, as well as e cient storage. The Rodrigues' rotation
formula is very convenient for rotating a single vector, but when many coordinates need to be
rotated it requires too many operations on each coordinate. In these cases the 3D rotation is
converted to a rotation matrix and this is applied by matrix multiplication to all the coordinates

at the same time.

5.3.5 ID-Track: measurement of rotations from grain orientation

As discussed above, the measurement of the displacement of each grain is obtained by calculating
the di erence in the position of its centre of mass in 3D from one con guration to the other. A
natural approach, and historically the rst approach attempted in this work, is to perform the
same kind of calculation for the measurement of rotations. This is to say that a characteristic 3D
orientation is calculated for a grain in a each con guration and the comparison of this orientation
between con gurations gives a 3D rotation.

Di erent methods exist for measuring orientations of particles, the previous chapter details
two potential options: the feret orientations (Section 4.2.4) of the width and length of the
particle could be turned into an orthonormal base, otherwise the maximum and minimum eigen-
vectors of the moment of inertia tensor (Section 4.2.2) can also be used to orient the particle.
The latter has been adopted for this technique. The maximum and minimum eigenvectors of
the moment of inertia of a 3D particle are two characteristic vectors that point in the grain's
longest and shortest directions. These are calculated on the labelled images of the particle in
two di erent con gurations, and then an orthonormal base is constructed in each con guration.
The orthonormal base in a given con guration is calculated by normalising the long axis (vector
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length, 1) and using it as a starting point. The short vector's normal component is used as the
second vector in the base (vector depth d), and a third vector normal to both (vector width,
w) is then calculated in order to complete the orthonormal base. The rotation of this base, be-
tween con gurations (called reference and deformed con gurations) is then given by constructing
the rotation matrix for this transformation:

R = lgef (lref )T + Waef  (Wref )T + dger  (Oref )T (5.2)

The Null Spaceor Kernel of the rotation matrix is Calculated:

a= Null (R) (5.3)

such that R a=0 (a should be a 3-component vector representing the axis of rotation)

The angle of rotation is given by rotating a vector normal to the axis of rotation and measuring
the rotation that it undergoes. The normal component of any vector is acceptable, a unit vector
in the z direction z is used.

a Zz

= — 5.4
n=z % a (5.4)
a normalised n () is then rotated to give the angle of rotation ( ):
A= R A (5.5)
= arccos(h® N) (5.6)

This technique for the measurement of rotations, whose performance is evaluated on real
data in Section 5.3.7, is vulnerable to the artefacts discussed in Section 4.2.2, which introduce
non-negligible errors for the grains studied in this work. These errors can be drastic when there
is some symmetry in the long or short directions of the grains.

One great advantage of the described technigue is that it involves very few computations. The
moment of inertia tensor can be obtained for a 3D object with relative ease, by simple summations
as described, for example in Novotni and Klein (2001). Eigenvectors can be extracted with very
optimised algorithms, and thereafter the calculation of the 3D rotation shown above is also not
computationally intensive. In short, in cases where the orientations of grains is well characterised
by the moment of inertia tensor, this is a good option for the measurement of particle rotations.
Unfortunately in the case of the particles studied in this work the moment of inertia tensor is
not su cient to describe a uniquely orientation.

5.3.6 ID-Track: measurement of rotations from grain-based 3D DIC for ro-
tations

When grains cannot be oriented reliably in 3D images by three orthonormal vectors, the mea-
surement of rotations needs to be enriched by bringing more data into the calculation. As shown
in Hall et al. (2010), grain-based DIC appears to work well on these kinds of images.

As discussed in Section 5.1, there is only one approach to image correlation that allows the
measurement of rotations by allowing the rotation of one of the images being correlated: subpixel
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re nement through image interpolation. Figure 5.5 gives an outline of how grain-based DIC has
been implemented in this work for the measurement of the rigid-body rotations of grains.

Techniques that use image interpolation for image correlation are very computationally expen-
sive. Therefore to speed up the entire process ID-Track is used to determine grain displacements
and to match grains before performing the discrete DIC. This avoids the initial, slow process
of nding the initial displacements by image correlation. For speed, grains are not searched for
over a large displacement search window using image correlation (as was done in: Heilal.,
2010). Instead in this implementation, the grain tracking provided by ID-Track (which maps
grain labels from a reference con guration to a deformed one) is used to isolate the grains in
guestion, so that rotations can be measured.

Extraction of grains

Labelled volumes exist for both con gurations which means that the labelled voxels of a given
grain can easily be extracted from both volumes making sure to use the correct label (from the
tracking process) in the deformed con guration.

A Python code example showing how a labelled object can be extracted (Code extract 4.1)
is available in the previous chapter. This shows that relatively optimised functions already exist
for the identi cation of the extents or bounding box that a given labelled particle has in a
labelled image. The location and extent of this bounding box can then be used to extract the
grain's labelled voxels in each con guration. All labelled voxels belonging to other grains are
then deleted from each subvolume this corresponds to step 1 in Figure 5.5.

At this stage of the process, a 3D subvolume containing only the labelled voxels of a given,
tracked grain exists in each con guration. There is no guarantee that these two volumes are
the same shape the tightest bounding box may be dierent for a given grain in the two
con gurations under consideration, particularly if it has rotated. The next step is to copy each
grain into a cubic subvolume of xed size. There are several reasons why identically shaped cubic
subvolumes are interesting for this process, but by far the largest is code simplicity especially in
the later stages of image correlation. In order to achieve this, the largest of all three dimensions
of the bounding box in both con gurations is de ned as|. The dimensions selected for the
cubic arrays for both the reference and deformed con gurations, is such that a cubic grain being
rotated around the centre of the array does not go outside the array. Furthermore, the cubic
array is padded by a certain number of pixels in order to allow dilation of the labelled grain
voxels (see Equation 5.7).

Length of one edge of the cubic array for each grain is given by:

p
NewDimension (rounded up to nearest integer)= 3 12+ (2 padding) (5.7)

The dilation of the extracted grain images is required when the labelled grain voxels are used as
a mask to fetch the greyscale information of the grain: dilation of the grain allows the greyscale
of the boundary of the grain to be considered, as explained in Figure 4.7, in the previous chapter,
as was done in Hallet al. (2010).

Two new arrays of this dimension are allocated, for the reference and deformed con gurations.
The centre of mass of the labelled grain voxels is then calculated and rounded to the nearest
pixel. This is used to place the labelled voxels of the grain approximately (to the nearest pixel)
in the centre of each cubic array. This operation is done to the nearest pixel, in order to
avoid interpolation both for speed as well as to avoid the degradation of data by multiple
interpolations this completes step 2 in Figure 5.5.

At this stage both grains in both matrices are dilated padding times (step 3a in Figure 5.5).

In this work, padding is typically set to 1 but this has been kept a variable, since a value of
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Reference
Con guration

1) Extract the labelled
grain from the two con-
gurations (Using re-
sults from ID-Track),
delete all other labels

2) Copy binary data into a
larger cubic matrix (same
size for ref and def).

3a) Dilate binary image
N times and " Il holes".

3b) Use bhinary im-
age as a mask to get the
grey information

4) Pre-process Reference
image into neighbour-
hoods for interpolator
(trilinear implies 2x2x2)

5) For given [dx dy dz d
d d ] generate rotation
matrix R and apply it to
the original coordinates of
the reference image, then
add translation

6) Pass this transformed
list of coordinates to the
interpolation function, and
get a transformed image

7) Calculate the Nor-
malized Correlation
Coe cient between these
two cubic matrices, mea-
suring their similarity (low
in this example)

Deformed
Con guration

8) Run BFGS to optimise:
[dx dy dzd d d ] on
these steps, to nd the best
NCC value

Save [ ] results as the
rotation measured for this
grain, in this increment

Figure 5.5: Flow chart showing the implementation of the 3D grain-based image correlation for ID-
Track, allowing the measurement of rigid-body rotations and translations of grains. N is equal to one in
this work
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3 is reported in Hall et al. (2010). A value of 1 allows the darker partial volume voxels to be
captured, while minimising the possibility of capturing pixels that belong to other grains as
shown in Figure 4.7.

The greyscale information for each grain is collected from 16-bit greyscale versions of the
reconstructed greyscale volumes. Since these are the same size as the labelled volume, the
bounding boxes calculated in the rst step are combined withpadding and the displacement
required to centre the grain, to fetch the correct greyscale voxels in each case. The dilated,
labelled grain voxels (3b in Figure 5.5) are used as a mask for the greyscale data: the greyscale
voxel values are only copied into the cubic arrays where there are dilated grain voxels, in other
positions the values remaining zero. At this point, two centred, greyscale grains, are ready for
comparison in two di erent, but identically sized cubic arrays.

Interpolation

Since any arbitrary grain rotation is possible, it is expected that many di erent 3D rotations will
have to be tested before getting a match between reference and deformed con gurations. This
means the generation of many interpolated images before a maximum Normalised Correlation
Coe cient is reached. This is certainly the most iterative part of this procedure for the measure-
ment of 3D rotations, and is consequently expected to be the slowest. Some pre-processing is thus
done in order to minimise the number of repeated calculations in the search for the Normalised
Correlation Coe cient.

Trilinear interpolation has been used (linear interpolation in 3D) in this work and a technique
has been developed (detailed below) for the pre-processing of images to accelerate interpolation
(which is in principle applicable to more sophisticated interpolation schemes).

Very simply, interpolation of a 3D image consists in trying to reconstruct a greyscale value for
a coordinate in the image domain that does not fall directly on a pixel where there is information.
To give a 1D example, if a pixelated line is considered, with values de ned at every pixel, if a
value is needed at pixel position 7.2, this must be reconstructed, typically from values of the
immediately neighbouring pixels (7 and 8). If in this case linear interpolation is used, if pixel 7
has a value of O whilst pixel 8 has a value of 100, a linear interpolation would give 20 for pixel
position 7.2.

0.1,1) (1,1,1)

(2,0,2) Point A (X,y,2)
z

y
'Lx 0.1.0) (1,1,0)

Origin, (0,0,0) (1,0,0)

(0,0,1)

Figure 5.6: A cube, representing 8 voxels (each vertex of the cube is a voxel, and contains a discrete
grey value). The de nition of a value for point A which is not a vertex requires interpolation

In 3D this means that 8 neighbouring points must be taken into account. Figure 5.6 shows
a unit cube, centred on the origin which contains a pointA (coordinates x, y and z which are
all between 0 and 1). Each vertex of the cube represents a voxel, whose value is known. The
formula for trilinear interpolation (available for example in Hill, 1994) gives the following for
point A:
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A=Vooo (1 Xx) 1y (1 2 +
Vigo  (X) 1y 1 2 +
Voo (1 x) (y) 1 2 +
Vi (X) (y) 1 2 +
Voor (1 X) 1y (2) +
Vior  (X) 1y (2) +
Vouu (1 Xx) (y) (2) +
Viir (%) (y) (2) (5.8)

where Vanc is the Value of greyscale at pointa; b; c
and0 f x;y;zg 1landfa;b;g=f0;1g

Consider now a 3D array of coordinates, containing elements such &sat which a given image
should be evaluated. If the coordinates in this array do not fall exactly on integer coordinates
where values in the image are de ned, the values for the points must be interpolated, using for
example trilinear interpolation as de ned above in equation 5.8. It is possible to write a loop that
interpolates each element ite., each point) of the array sequentially, but this rapidly becomes
a substantial bottleneck when used in this context, which requires several hundred di erent
interpolations to be madefor each grain The interpolation of an array of coordinates can however
be vectorisedso that instead of writing a loop over each element of an array of coordinates, all
the coordinates are calculated at the same time. For example, this can be performed taking
advantage ofPython 's (or any other language for scienti c computing) optimised handling of
matrix operations.

To take advantage of vectorisation, equation 5.8 which is only valid for points inside a
unit cube starting from the origin  must be applicable. Thankfully this is not hard to do;
code extract 5.1 shows how this can be done in relatively few lines &fython , largely taking
advantage of matrix manipulation. The crucial point of this implementation shown is that an
array of any dimension is handled without loops, and in a single run of the function.

This speed boost can be further augmented by taking into account the fact that in this
implementation of interpolation for image correlation, the same image is going to be interpolated
repeatedly. The second last line of the program takes by far the longest amount of time, since
the di erent values of image have to be looked up3 8 Number of Coordinates times, which
requires a lot of operations on memory. The multiplication of the number of memory lookups
by 8 is because values of the image are fetched in the eight corners around any given point (see
Figure 5.6). These repeated lookups can however be avoided at the cost of increased memory
consumption.

The solution used to recude the number of operations in memory in this work aims to avoid
the individual multiplications of the array of coe cients also inherent in the second last line of
the code extract. In order to do this, the 3D image to be interpolated is expanded into a fourth
dimension so that each point no longer contains a simple scalar but instead contains2a 2 2
cube of scalars (in the style of Figure 5.6, with the original scalar a0; 0; 0 and the neighbouring
points in the other corners). This neighbourhood of greyscale values is embedded inside each
point. This obviously is very wasteful of memory (which is used very redundantly), however the
pre-computation of this image means that local values around a given point can be accessed in
a single place in memory.

The creation ofan8 N N N image takes a certain amount of time and may not save
time if only a single interpolation is required. However, since many interpolations are expected,
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Code 5.1: Specimen Python code for a trilinear interpolation function showing preparation of an array
of 3D coordinates for use of equation 5.8

# Definition of a trilinear interpolation function taking a 3D image as input,
# and an array of coordinates at which the 3D image it should be interpolated .
# N.B. when coordinates are not integersthe image must be int erpolated.
# Inspired by http://stackoverflow.com/questions/64272 76/3d interpolation of numpy -
arrays without scipy
def trilinear_interpolation ( image, coords ):
# Generate an array of coordinates which are rounded down,
# (casting to int in python truncates)
coords_0 = coords . astype (numpy.integer )

# Now add 1 to the rounded down array. This makes a array of coor dinates which
# is a rounded up version of the original coordinates array.
coords_1 = coords_0 + 1

# Also generate a array of coordinates in a local reference fr ame (of the voxel),

# i.e. subtract the rounded down coordinate array from the or iginal array.
# The coordinates in this array are all between or equal to 0 an d 1.
coords_rel = coords coords_0

# A last array of "1 minus" the local array of coordinates is ge nerated.
# This too must have values between 0 and 1 incluvise.
one_minus_coords = 1 coords_rel

# An array of coefficients, 8 in total for each coordinate is i nitialised.
# coords.shape[1l] is the number of coordinates.
all_coeffs = numpy.zeros ( (8, coords .shape[1]) )

# There should be a step here to make sure that the coordinates
# do not go outside the image, which would cause an error.

# Now the array of values for each coordinate can be calculate d in two steps.

# The first is to calculate the 8 coefficients that multiply e ach component

# such as V000.

all_coeffs [0] = ( one_minus_coords [0]) *( one_minus_coords [1]) *( one_minus_coords [2])

all_coeffs [1] ( coords_rel [0]) *( one_minus_coords [1]) *( one_minus_coords [2])
)

all_coeffs [2] = ( one_minus_coords [0])* ( coords_rel [1]) *( one_minus_coords [2]
all_coeffs [3] = ( one_minus_coords [0]) *( one_minus_coords [1])* ( coords_rel [2])
all_coeffs [4] = ( coords_rel [0]) *( one_minus_coords [1])* ( coords_rel [2])
all_coeffs [5] = ( one_minus_coords [0])* ( coords_rel [1]) * ( coords_rel [2])
all_coeffs [6] = ( coords_rel [0]) * ( coords_rel [1]) *( one_minus_coords [2])
all_coeffs [7] = ( coords_rel [0]) * ( coords_rel [1]) * ( coords_rel [2])

# In this second step those coefficients are applied to the gr eyscale values

# in the image. Note that coords_0O and coords_1 here are array s of coordinates,

# therefore coords_0[0], for example, is a array of x coordinates .

# Python allows this array indexation.

interp = ( image[ coords_0 [0],coords_0O [1],coords_0[2] ]* all_coeffs [0]
image[ coords_1[0],coords_0[1],coords_0 [2] ]* all_coeffs [1]
image[ coords_0[0],coords_1[1],coords_0 [2] ]* all_coeffs [2]
image[ coords_0 [0],coords_0[1],coords_1[2] ]* all_coeffs [3]
image[ coords_1[0],coords_0[1],coords_1[2] ]* all_coeffs [4]
image[ coords_0 [0],coords_1[1],coords_1[2] ]* all_coeffs [5]
image[ coords_1[0],coords_1[1],coords_0[2] ]* all_coeffs [6]
image[ coords_1[0],coords_1[1],coords_1[2] ]* all_coeffs [7] )

+ o+ 4+ + + o+ o+

# Return the interpolated values of the image at the coordina tes which
# were passed to the function as input.
return interp
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Code 5.2: Specimen Python code for an alternative version of the last line of code example 5.1 when
an 8xNxNxN image is used as an input. Indentation changed in order to t equation on one line.

interp = ( image[ coords_0[0],coords_0[1],coords_0[2] ].T * all_coeffs ) .sum( axis =0 )

return interp

this pre-computed matrix can be saved and re-used for all interpolations of a given grain. Code
extract 5.2 shows the new version of the last two lines of the trilinear interpolator shown in
previous extract (5.1) whenan8 N N N image is used as an input. The sum( axis=0)
makes a sum across all eight coe cients (as per equation 5.8) after they have been multiplied by
the respective greyscale neighbourhoods in the image, coming from the fourth dimension of the
image, which is now only addressed once.

This relatively optimised tool allows many 3D interpolations on an array of coordinates
to be made relatively quickly (i.e., faster than the equivalent library in Scipy for the data
involved with this work). A simple evaluation of the speed of the dierent types of trilinear
interpolations discussed is shown in table 5.2, where di erent numbers of iterations are performed
ona50 50 50 cubicimage, on an Intel i7-640LM processor. Row (@) in Table 5.2 shows the
time required to interpolate the 50 50 50 = 125000 points in the image in a loop that
interpolates each point individually. In both relative and absolute terms this is very slow. The
speed of interpolation is substantially improved by vectorising the problem, so that all the array
of coordinates is interpolated at the same time. Vectorisation gives a great improvement in speed
(Table 5.2 row b).

Table 5.2 row d) shows the further speed boost obtained when embedding neighbourhood
greyvalues inside each point. Doing this avoids the memory operations involved in collecting
8 neighbouring values for each point. For a single interpolation however, the setup time takes
approximately as much time as is saved by avoiding the extraneous operations in memory. Con-
sequently, the two vectorised techniques on rows (b) and (d) have approximately the same per-
formance. Since the four dimensional image is set up only once, as the number of interpolations
increases the technique on row (d) performs consistently better taking approximately 25% less
time in this con guration.

For comparison, an interpolation library which is part of Scipy is also included in the com-
parison row (c). This library is called scipy.ndimage.interpolation.geometric_transform and
included in the comparison with the caveat that this library must take a single transformation
matrix as the transform to apply to an image rather than a list of coordinates. This lacks in
generality, and complicates implementations. The performance of this technique is a little less
than the vectorised trilinear interpolation on row (b).

1 iteration | 10 iterations | 100 iterations | 1000 iterations

a) Interpolation point-by-point 6.47 s 64.33 s 641.19 s not tested
b) Vectorisation of Interpolation 0.13 s 1.13s 11.22 s 112.62 s
c) Scipy .ndimage (interpola- 0.13 s 1.23s 1245 s 127.04 s
tion.geometric_transform)

d) Vectorisation of Interpolation 0.13 s 0.97 s 9.00 s 90.58 s

with 4D image containing local
neighbourhood at each point

Table 5.2: Table showing the gain in speed with the di erent implementations of trilinear interpolation

Table 5.2 shows that a relatively fast trilinear interpolator has been developed in this work,
that takes advantage of the optimised matrix operations inPython as well as the fact that a
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single image needs to be interpolated many times, allowing some pre-computing to be done.

Transformation of one image

With a working 3D interpolation technique, one of the two images the reference image in this
case can now be transformed by interpolation, in order to match it by image correlation to
image in the deformed con guration.

Transformations are simply applied to an array containing the coordinates of each point in
the image. This can be seen in Figure 5.5 step 5. These coordinates can be translated by any
arbitrary amount (i.e., not restricted to integer values) by simply adding a number to allx, y
or z coordinates. Any other a ne transform can be applied with relative ease to this array of
coordinates, but for the purposes of this work, only rigid-body displacements and rotations have
been implemented as possible grains transformations, since these are the only transformations
expected, at the resolution of observation of the grains.

Rotations, as described by the axis and angle rotation vector used in this work rotate an
object around the origin. Since the origin Q;0;0) is in the corner of the array of coordinates
being rotated this means that applying a rotation directly on the coordinates would cause the
image of the grain to rotate around the corner of the box, and thus potentially out of the
cubic subvolume. When a rotation is to be applied, the coordinates are translated in such a
way that the origin is in the centre of the subvolume. The rotation is then applied, and the
opposite translation applied. At this stage, any further translation desired can be added to all
the coordinates.

An array of transformed coordinates can then be passed to the interpolation function devel-
oped for this work (see above in Section 5.3.6 and step 6 in Figure 5.5). This function will, for
each transformed point, interpolate a greyvalue for it based on its position in the untransformed
reference image. The result is a 3D greyscale image which has been transformed with respect to
the original reference image.

Image correlation

The previous two subsections ( Interpolation and Transformation of one image ) have described
tools that allow the arbitrary, rigid body rotation and translation of a 3D image. To perform
image correlation all that is needed is to systematically sweep thg;y;z; ; ; parameter space,
generating a transformed reference image with these parameters and calculating the NCC be-
tween this new image and the untransformed, deformed image, looking for a local maximum of
the NCC.

The image correlation part of this measurement has as input two identically sized cubic
matrices with the two grains (in reference are deformed con gurations) to correlate roughly in
the middle of both matrices. This may seem like a much easier problem than that faced by
Tomowarp (continuum correlation code described in Section 5.2), where every possible combi-
nation in the displacement parameter space is explored. This is however not the case: the three
additional degrees of freedom (the rotational ones) create a large parameter space to explore.
The consequence of having a large parameter space is that setting a xed step in the search of
displacements and rotations involves an enormous amount of calculations if an acceptable preci-
sion (and therefore small steps in all degrees of freedom) is stipulated. As discussed in Section
5.1, the search for the highest Normalised Correlation Coe cient is typically not done with a
xed step, but rather piloted by an optimisation or minimisation routine. In this case, a minimi-
sation routine called BFGS (as used by Bay (2008)) has been implemented. The BFGS optimiser
is asked to minimise the NCC which is provided by a function called transformation_to_ncc
with respect to x;y;z; ; ; . This is shown in Figure 5.5, step 8. transformation_to_ncc takes
those six variables as input, plus the two cubic matrices containing the images of the grains
in reference and deformed con gurations. The reference image is transformed byy;z; ; ;
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using the trilinear interpolator described above, and then the NCC between this interpolated,
transformed reference image and the deformed image is calculated. Since the optimiser is trying
to minimise a function, (1 NCC) (as de ned in equation 5.1, note NCC always gives a value
between 0 and 1) is returned to the BFGS algorithm.

An optimiser or minimiser like BFGS typically varies the variables which it is asked to
optimise in such a way to minimise the output of the function (1 NCC) in this case). This
is typically done with gradient-based approaches that measure how mucfii. NCC) increases
with small changes inx;y;z; ; ; , and then make a step in the direction of maximum gradient.

It is also possible to provide an analytical gradient function to the the minimiser. This is detailed

in Smith et al. (2002), however the formulation of the gradient of the image with respect to the
rotational degrees of freedom is computationally intensive, and was not considered to add enough
of a speedup for the time required to implement it.

The minimisation function continues to evaluate a gradient, and progresses in its maximum
direction until a stopping criterion is reached. Stopping criteria can take many forms, but are
typically expressed either as a maximum number of iterations, an error tolerance, or a minimum
gradient. In this implementation a tolerance on the minimum gradient is imposed.

The output of the optimisation/minimisation procedure is the combination of x;y;z; ; ;
which gave the minimum value of(1 NCC), as well as the actual value o{1 NCC) as well
as the number of iterations performed. The typical nhumber of interpolations is around 200 for
Caicos ooid grains, and around 300 for Hostun sand grains.

Summary

The grain-based DIC approach described in this section adds a much more sophisticated mea-
surement tool for 3D rotations of individual grains. Instead of describing a grain's orientation
with a coordinate system coming from its morphology (such as from the moment of inertia, or the
Feret measurements), in this technigue the entire image of a grain, in two con gurations is used.
This implies some data processing in order to extract the grain, and the manipulation of much
more data than a simple three-vector base. However, the comparison of these two techniques
in Section 5.3.7 shows that the performance of grain-based DIC justi es this more sophisticated
measurement technique.

5.3.7 ID-Track: experimental characterisation of measurements

To characterise the metrological performance of the di erent grain-based measurements devel-
oped in this work on real test cases and in conditions similar to the images acquired during the
mechanical tests, some test images with knowra priori kinematics are required.

Rotations

A pair of images in which grains have an imposed rotation are simply acquired by imaging a
specimen in a reference con guration, and then imaging it in a subsequent con guration after
having applied a rigid body rotation to the entire specimen. This kind of test is performed and
evaluated in Pannieret al. (2010). For this study a specimen is created with layers of the di erent
types of grains studied in this work, separated by some spacer (Play-D&h was used in this case).
Figure 5.7 shows a vertical slice of a part of the specimen in the two con gurations in which
it has been imaged. The layers of each type of grain are designed in order to be several grains
thick. Grains are contacting within each layer. Care is taken to be as close to the specimen size
and scanning conditions used in the mechanical tests made in this work. The specimen is then
inclined by a known amount and re-imaged. From the beginning, the specimen is subjected to a
small amount of overburden pressure to ensure that grains do not rearrange when the specimen
is tilted.
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Between the two imaged con gurations, each grain shares the same axis and angle of rotation
as that of the specimen. Grain translations, however depend on the distance of each grain from
the centre of rotation.

RTEAO1 Reference Con guration RTEAOL Tilted by 4.7°

Caicos ooid

Play-Doh

Ottawa 50-70 sand

Play-Doh

Hostun HN31 sand

Figure 5.7: Cropped vertical slices of rotation test RTEAOL in reference and inclined con gurations.
Note the brighter Caicos Ooids in the image; this is because these grains are calcite, compared to Ottawa
and Hostun's quartz grains

Since grains of the same layer are contacting in each 3D image, the images are treated with
the procedure for identifying grains described in chapter 4, in exactly the same way that images
coming from a mechanical test are treated. It is important to note that, as described in Section
4.1.2, the procedure for separating grains is not error-free which will introduce a certain amount
of error in the measurement of displacements. This is particularly true of a rotation test in
which the specimen rotates with respect to coordinate system of the voxels with which it is
reconstructed. As Figure 4.14 shows, there is a considerable bias in the separation program used
(Visilog) towards contacts in the cardinal directions of the image, consequently some changes in
the segmentation are expected between con gurations.

When grains are identi ed and measured in each state, ID-Track is then used to link grain
labels in one con guration to labels in the next con guration. Once this link is made, the
rotation of each grain can be measured, and statistics made on the measurements made. This
allows an initial characterisation of the metrology of the measurement of rotation including the
errors induced by the imaging system, as well as the subsequent steps of image analysis in
particular the separation of grains. The kind of rotation test described allows a characterisation
of the total error, and not just of the two measurement techniques being compared.

Both techniques for measurement of grain rotations have been used to measure grain rotations
between these two con gurations. Figures 5.8 and 5.9 show distributions for all the measured
rotations in this rotation test for Caicos ooids and Hostun sand respectively. The imposed rigid
body rotation corresponds to a vertical line at 4.7° degrees.

Figure 5.8 blue curve, shows a wide distribution of the rotation angle measured with the
moment of inertia tensor (as described in Section 5.3.5) for around 6000 Caicos ooids. The
global peak of the data is actually at around O degrees, with a secondary peak around 5° as
expected. There is a very wide distribution of measured angles which continues o the scales of
the graph.

The rotations of the same grains when measured by grain-based image correlation, as de-
scribed in Section 5.3.6 are shown in red. The distribution of measured rotations is much tighter

134



than that measured from the moment of inertia tensor with the majority of measurement
within ~ 2°.

Figure 5.9 shows the same measurements on grains of Hostun sand. As can be seen in Figure
5.7, there are more Hostun sand grains (approximately 9000 are used in the image correlation)
than Caicos ooids, which also explains the di erent frequencies in the histograms. The mea-
surements coming from the moment of inertia tensor appear to be distributed approximately in
the same way as they were for the Caicos ooids. The measurements coming from grain based
correlation are however improved when compared to those made on the Caicos ooids, despite the
fact that there are probably more separation errors when treating the Hostun grains.

Hostun grains are more angular than Caicos ooids, which are both more rounded as well as be-
ing closer to spherical. The closer objects are to spherical, the more di cult it is to measure their
orientation, or their rotation between two images. Hostun grains have more eccentric character
than Caicos grains, allowing the grain-based image correlation to converge more accurately.

Figure 5.10 shows the rotationaxes measured for the Hostun sand grains analysed in this
rotation test. It is clearly visible that the measured axes of rotation are aligned along the x-axis
(i.e., horizontally in the gure), which corresponds to the axis of rotation visible in Figure 5.7.
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Figure 5.8: Histogram showing the distribution of the measured rotations for approximately 6000 Caicos
Ooid grains subjected to a rigid body rotation of 4.7°. The bin width is 0.5°

As performed in Pannieret al. (2010), the image correlations thought to have been successful
(in this case those having converged before 500 iterations and with a NCC greater than 0.985) are
characterised in table 5.3. These do not compare very well to the standard deviations reported in
Pannier et al. (2010) (between 0.12 and 0.16 for each angle of rotation), however this is certainly
because despite imaging conditions being similar theDsg for the Hostun grains studied in
Pannier et al. (2010) is approximately double than that used for these images.

Table 5.3 shows that the grain-based digital image correlation approach developed has a much
higher performance in the measurement of rotations in the type of analysis used in this work.

Figure 5.11 shows the results of the application of the two methods for measuring grain
rotations in an experiment where there isn'ta-priori knowledge of the rotations expected. This
said, the two con gurations being compared are very close together at the beginning of the
specimen's macroscopic response in which little localisation is expected. Figure 5.11 shows each
grain coloured by the rotation angle from the axis and angle representation of rotation, which
is considered to be always positive in this work (a negative angle is turned into a positive angle
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Figure 5.9: Histogram showing the distribution of the measured rotations for approximately 9000
Hostun sand grains subjected to a rigid body rotation of 4.7°. The bin width is 0.5°

90

Figure 5.10: Stereoplot (see 4.2.5 for de ntion) showing the orientation of the axes of rotation measured
for the Hostun grains in the rotation test analysed

simply by reversing the axis of rotation). The gure con rms that the measurement based on
the moment of inertia tensor is very noisy: many grains have false readings of large rotations.
The grain-based DIC developed to improve the measurement of rotations can be seen to do a
much better job with no grain being assigned unrealistically large rotations
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Hostun Hostun Caicos Caicos
Grain DIC | Moment of Inertia || Grain DIC | Moment of Inertia

Number of Grains 17703 4219 6457 2922
Mean 10.89° 4.50° 13.33 4.56°
Standard Deviation 1.16 15.71 1.51 16.64

Table 5.3: Table outlining the performance of the di erent two for the measurement of rotations tried in
this work (using a di erence of orientations calculated from the moment of inertia tensor or grain-based
digital image correlation) in a rotation test where 4.7° rotation is imposed. Results are presented for two
di erent types of sand

Rotations measured from change in
maximum and minimum eigenvectors of Rotations measured with grain-based DIC

moment of inertia tensor

Rotation angle
(axis not shown)
0 20°

Figure 5.11: Slice of COEA01-01 showing grains coloured by the angle of rotation from the axis and
angle representation of rotations measured on increment COEA01-01-02. On the right they are measured
by the change in the maximum and minimum eigenvectors of the grain's moment of inertia tensor. On

the left rotations are measured with grain-based DIC

Displacements

In principle, the kind of test performed for the characterisation of rotations can also be used
to characterised the measurement of grain displacements. It is however di cult to measure an
imposed displacement with su cient precision (compared to the expected error of less than 1.5
pum in the conditions in which the mechanical tests have been performed) in order to be able to
compare the results of the displacement.

The inability to measure the imposed displacement is aggravated by the fact, as discussed in
chapter 3, that the x-ray tomography setup used for this work is known to undergo mechanical
uctuations which have been related to temperature (see Section 2.3). Very brie y, this means
that the e ective axis of rotation is liable to move during the scan. During the reconstruction
of the data this is smoothed out by choosing the centre of rotation for all images which gives
the sharpest reconstructed slices (illustrated in Figure 2.8). This corresponds to a mean axis of
rotation which best ts the data. The result of this, however, is that the e ective centre of the
reconstructed 3D images uctuates. It has been observed to uctuate considerably more (in the
order of 10 pum) than the minimum error expected for the measurement of grain displacements.
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Therefore a displacement test could generate the same histograms as for the rotations, but the
actual displacement applied could not be known to a satisfactory precision. Such a test could be
used only to characterise thespreadof displacements measured, without being able to compare
the value. Since a ground truth cannot be established with su cient precision this study has
not been performed.

A potential method for generating some displacement test images, where the displacement
is known to su cient precision, is to exploit the multi-scale nature of the x-ray scanner in
Laboratoire 3SR, and to scan a much larger specimen, taking care however that the grains remain
the same size (in pixels) in the image. Performing the scan on a much larger specimen will reduce
the relative e ect of the mechanical instability of the imaging setup, as well as facilitating the
measurement of the imposed displacement between con gurations. It will be di cult, however,
to nd scaled-up versions of the grains with the same morphological properties of the di erent
types of grains tested.

Separation-free test specimens

Another kind of specimen, allowing the characterisation of kinematic measurements without
incurring the penalty of potential segmentation errors, as well as the small biasses possible from
the tracing of the watershed lines is also possible.

This technique relies, as speculated above, on nding a satisfactory scaled up version of
the grains under study. The idea is to generate a specimen of grains in 3D thato not touch
each other This has been achieved, for example, by the patient application of hair gel to coat
multitude of large angular grains, which are then assembled in a cylindrical specimen but which
remain separated by the hair gel, whose density is low. A 3D image coming from a scan of this
kind of specimen can be thresholded, in order to identify the solid phase, and in theory can be
directly labelled, without a separation procedure. This is advantageous since it removes any bias
from segmentation, so allows a characterisation of just the calculation of the precision of the
centre of mass. This kind of specimen has not been yet tested, but has been created successfully
for another series of tests on aggregates for concrete (Piotrowska, 2013 - expected).

5.3.8 ID-Track: potential improvements

Although in general ID-track has good performance when applied to the analysis of the tests
that form the body of the experiments in this work, some clear areas of improvement can be
identi ed, there are listed below with an associated di culty rating.

Improved measurement of grain displacement (Di culty %)

If improved precision is needed in the measurement of displacements, some of the tech-
niques for improving the measurement of binary objects described in Section 4.2.1 can be
implemented. Two families of improvements are discussed (some using only the binary
images, and others which bring in the greyscale information), both of which show poten-
tial for reducing the causes of poor precision in the calculation of the centre of mass. In
order to choose between these techniques, the displacement tests discussed above should
be accurately performed in order to be able to evaluate each technique against a known
ground truth.

Intelligent search window (Di culty %)

An improvement to the ID-Track technique that would improve both the speed as well as
the error rate, is to implement a search window that is not de ned globally as is currently
implemented but one which is de ned locally. This improvement is foreseen in the current
implementation of ID-Track.
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A local search window is best implemented starting with some-priori accurate measure-
ments of kinematics of some parts of the specimen. These could be obtained in the ways
discussed in this chapter either by continuum DIC performed on a few nodes (as was done
in Hall et al. (2010)), or with particle tracking this is what the second pass of ID-Track
(which penalises displacements which are far away from the mean displacement) attempts
to do, however an incorrect tracking in the rst step can cause this to make errors. A last
option would be a manual tracking of ten or so points on the boundary of the specimen.

In any case, when a sparse set of guaranteed measurements are made, the approximate dis-
placement eld of the specimen can be interpolated at any point in the specimen. As stated

in the discussion in the introduction of this chapter, a discrepancy is expected between the
kinematics of material points in a continuum representing a granular medium when com-
pared to the displacements of particles. This means that even if a eld of displacements
can be very accurately determined from the boundary of the specimen, a search window
(i.e., a tolerance on the kinematics) still needs to be implemented around this mean eld

of kinematics, in order to capture grains that do not, due to geometrical constraints, or
localised deformation, move as dictated by the interpolated displacement eld.

Furthermore, this kind of tool would facilitate a total (as opposed to incremental) analysis
of a test, since the search window can grow incrementally, as the test advances avoiding
an almost specimen-wide search window when tracking from con guration 01 to the end
of the test.

Intelligent management of foundling grains (Di culty %)

When stitching together grain labels from consecutively tracked increments, when a grain
disappears {.e., is not tracked over an increment), but continues to be tracked over subse-
guent increments, it is currently added back with a new foundling grain label, as described
in Section 5.3.2.

If the number of foundling grains is small with respect to the number of grains which are
fully tracked it may be possible to improve the tracking of grains throughout the test in
two ways. The rst is to attempt to assign the original grain label to a foundling grain.
This can only be done con dently if no other foundling grains are close (in space and
in invariant feature) to the one under consideration. Some foundling grains are likely to
be close {.e., confusable) when this procedure is being carried out particularly in the
case where two grains are correctly tracked separately until an incorrect separation in one
con guration causes them to be identi ed as a single particle. The result of this will be
that two adjacent and potentially similar foundling grains will be created in the following
increment (if the separation continues to be done correctly). To help distinguish the two
grains apart, the extrapolation of the grains' kinematics over the previous increment(s)
may help tell them apart. This information is more di cult to obtain and extrapolate,
which is why this technique is considered di cult to implement.

The second improvement, if the rst step can be done reliably, is to reconstruct the kine-
matics of the grain in the increment where it was not tracked by back-calculating based on
its positions before and after the increment where it was not tracked. This would Il the
hole in the kinematics of the specimen, which would enrich the data sets coming from this
technique.

Physical limits on rearrangement of grains (Di culty g)

A further improvement to the local search window discussed above is to have search limits
tailored for each grain based not only on kinematics, but also weighed by probability of
the di erent geometric rearrangements possible for a given grain.

A very simple example of physical limits is that two very similar grains are unlikely to
swap places, even though ID-Track may want to make assignments that appear to make
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grains swap places. A scheme that allows this to be penalised may also avoid some errors.
The principal diculty in the implementation of this improvement is that there is no
obvious, simple way to assign probabilities to di erent scenarios of granular rearrangement

which means that one rapidly gets into the domain of simulations (possibly Monte Carlo
simulations).

Detection and mitigation of bad separation of untracked grains (Di culty g)

The main weakness of ID-Track is that it depends on a physically correct separation to
be carried out on images representing each granular con guration, so that grains are in-
dividuated. As shown in the preceding chapter, the separation tool currently used o ers
relatively high performance but does make some errors. These are accepted, given the high-
speed operation of the segmentation code used. When grains are unreliably separated in
di erent con gurations this causes them to have di erent invariant characteristics which
means that ID-Track does not follow them (and thankfully does not make an incorrect
assignment).

The hope is that subsequent tools will improve the quality of the separation that is done
between grains. If however errors are always present, this improvement is designed to be
help improve the separation.

The fact that a grain is not tracked can be used as a reliable indication that an inconsistent
separation has been made, since in almost all other cases a grain is tracked (is a su ciently
large search window is used). When a grain in a given reference con guration is not tracked,
this should leave at least one grain in the deformed con guration without an assignment.
Since by far the largest number of grains that are not tracked are due to an incorrect
number of markers causing incorrect separations, there is a di erent number of particles
representing the same object in di erent con gurations causing ID-Track to fail to follow
these grains. The most likely scenarios when failure occurs is that in one con guration there
is a particle which correctly represents a grain, and in another con guration there is either
a particle which corresponds to various grains fused together, or a particle which represents
only a part of a real grain (see Figure 4.5 for examples of the incorrect separations). It is
possible however that one con guration if over-separated and the other is under-separated,
with no particle representing a grain in any of the two con gurations.

The objective of this improvement is to attempt to repair the separated image, by re-
performing the separation locally. The main challenge, once an incorrect segmentation
is detected, is to decide whether over- or under-separation has occurred. This may be
detected by a variety of di erent measurements. For a start the volume of the particles
involved may be a good initial indication - since over-separated grains may be smaller, and
under-separated ones larger than the size of the grains expected for the material. This
kind of diagnosis will of course work best with a relatively small distribution of particle
sizes. Other measurements may also detect this situation: for example the specic area
(surface area normalised by 3D volume) of the under-separated case will be much larger
than expected for an ordinary particle.

In any case, if the type of marker-placement error can be detected without errors, the
space containing the particles could be extracted from the binary volume and re-processed
in order to locally force the number of markers. This a ects only the local area, the entire
volume would not need to be re-processed. However in the case of an under-separation
being repaired, care would have to be taken to use a new label for the new patrticle created.

This process, although very time consuming both to implement as well as to run, could po-
tentially help to eliminate tracking errors at the source: the incorrect separation. However,
since the separation process is the root of both tracking problems as well as the incorrect
contact orientations measured, e ort should probably go toward xing these upstream
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issues directly with the separation procedure. It is for this reason (as stated in the previous
chapter) that work is ongoing on this front.

5.3.9 ID-Track: summary

ID-Track, as presented in this chapter is a technique for tracking grain labels from one imaged
con guration to another. It depends on a reliable separation of grains in each imaged con gura-
tion, as well as relatively small increments to work optimally.

ID-Track has been extended with a discrete, grain-based digital image correlation approach,
since orientations of grains calculated from each grain's shape have proven not to be su ciently
reliable for the accurate measurement of rotations. Grain-based digital image correlation is the
technique that will be used in the following chapters in order to make measurements of the grain
kinematics in the specimens tested in this work.

5.3.10 Mathematical tools for 3D rotations
Projection of 3D rotations onto a 2D plane

It is of interest in the study of the 3D rotations of grains involved in a shear band, to try to
understand the component of rotation that the grains have in the direction of the band. For
example, if the band is progressing in a well-de ned direction are grains rolling in the direction of
the band? Otherwise put, in a shear band whose orientation is described by a plane containing
a vector pointing in the direction in which it is progressing, and an orthogonal vector pointing
to its width, are the axesof rotation of the grains in the band co-incident with the orthogonal
(width) vector?

To study the component (.e., scalar value) of rotation in a given direction, the axes and
angles describing the rotations must be projected onto a plane. This projection should make the
component of a grain's rotation in the plane de ned by the axis of rotation as simply the scalar
value of the grains rotation (i.e., the component of the rotation in this plane is 1). Conversely,
the projection of a grain's rotation in any plane containing the axis of rotation should give a
rotation component of 0. The projection of intermediate cases should in some way reduce the
angle of rotation. The scheme selected works in the following way: A 3D rotation (described in
the axis and angle notation as a unit-length rotation axis,q and a rotation angle, ) is going to
be projected onto a plane whose normal is the unit vectod, in order to calculate the projected
angle which will be called pro; Vector v is obtained by calculating the vector rejection of g
from d, i.e., the component ofq which is orthogonal to the direction of d.

v= qg'd (5.9)

o

Vector v is then rotated onto vg using the rotation described by the axisqand angle . This could
be done by calculating the rotation matrix that corresponds to the axis and angle representation
of the rotation. However for brevity, Rodrigues' rotation formula (Koks (2006)) will be used:

vr = veod )+(q V)sin( )+ qg(q v)(1 cog )) (5.10)

VR is then projected back onto the plane, de ned byd, giving vp. This is done, as above by
calculating the vector rejection of vg from d

VRd

VP T ud

d (5.11)
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Finally, the projection of original angle is calculated by measuring the angle between vectors
v and vp

V Vp
proj arccos(jvjjvpj) (5.12)
As stated above, when the axis of rotation and the normal to the plane of projection are
co-incident, = . This particular case needs to be detected, as it is not handled by this
formulation. As the angle betweend and g increases from 0°qd = ¢) to 90° (d ? @), the ratio
proj = (thought of as a multiplicative reduction factor of ) goes progressively from 1 to 0, as
desired. Figure 5.12 shows how this ratio evolves.

1 - ]
— Angle Projection
08| i
o] S
© S
S 06| S i
C \\\
S ~
S 04| S s
g o
“
0.2 \\ i
o
\\\
0 I I I I I I I | ~
0 10 20 30 40 50 60 70 80 90

Di erence in orientation between d and q (degrees)

Figure 5.12: Graph showing, as the angle between a rotation axisd) and the normal of the plane onto
which it is being projected (d) increases from 0 to 90°, the reduction in the factor that multiplies the
angle of rotation to give the projected angle

This formulation is used for projecting axes and angles of rotation, when they need to be
studied in a plane.

Co-rotations

Given that grain rotations are observed, an interesting mechanical process to measure could
be grain co-rotation: the amount that one grain causes neighbouring grains to rotate. In the
two dimensional case of grain rotations, these kinds of measurements can be made by simply
comparing rotation angle scalars, which fully describe the rotation in 2D. Typically clockwise
or anticlockwise rotations are written as positive and negative values of rotation. This allows
one to see whether the clockwise rotation of one grain is transmitted to another grain as an
anticlockwise rotation in a cog-like system.

In order to extend the co-rotation concept to 3D components of rotations must be projected
onto a 2D plane. The tools described immediately above (Section 5.3.10) give a method for
projecting 3D rotations onto a plane. A typical plane of interest for looking at rotations in a
shear band could be the plane containing the axis of the specimen and the normal to the plane
containing the shear band. When compared simply to the scalar angles of rotation this would
allows one to answer questions such as: Are grains principally rotating in the direction of the
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shear band? Otherwise, for very local analysis of rotations it could be conceivable to extract
tight rings of an even number of contacting grains with similar values of rotation, and project
their rotations on the plane containing them all. This could show whether this ring of grains are
rotating together like a system of gears.

5.4 Contact kinematics

Once grain kinematics can be established successfully, measurements might be made of the
evolution of the contacts between grains. Contacts are the points at which the forces are passed
through the granular system; the orientation of contacts is inextricably linked to mechanisms of
granular rearrangement such as force chain buckling.

5.4.1 Algorithm for calculation of contact kinematics

To best study contact evolutions, the distribution of contacts should be analysed both at the
specimen level, and locally by following contacts individually in order to identify important events

in the deformation of the specimen. Unfortunately, when contacts are de ned as the watershed
lines used to separate grains in the 3D images, the orientations resulting from this process are
awed: they are strongly a ected by artefacts (Figure 4.14 showed the artefacts resulting from
two di erent watershed algorithms used).

Since contact orientations cannot yet be measured satisfactorily, preliminary results showing
evolution of contact orientations are of limited interest. However, as described in Section 4.2.5,
a new separation technique is currently being tested. Once this is in place, contacts will need
to be followed through various con gurations, just like grains were in Section 5.3.2. There is,
however, a fundamental di erence (as far as tracking is concerned) between grains and contacts:
grains are permanent objects in these tests, whereas contacts are ephemeral and can be created
as well as vanish. The objective is thus to label each contact in a way that is consistent through
the di erent con gurations in which the material has been imaged. The desired result of this
procedure is a large array of contact labels, that records in which con guration each contact
appears, as well as a lookup table (as was done for the grains), that allows a given contact label
in any con guration to be looked up to give that contact's label in the large contact tracking
array. To achieve this, the algorithm developed for the following of grains must therefore be
modi ed to account for the fact that contacts by their nature appear and disappear (unlike
grains which are not meant to disappear, and are called foundling grains when re-appear in
order to preserve some continuity in the data). The result is a hybrid of the grain following
algorithm with the algorithm for labelling contacts in a single 3D image, described in Section
4.1.4 (and Figure 4.8).

The inputs to this procedure are: 1) the output of the grain-labelling procedure, for each
con guration ( i.e., for each grain in each con guration, the grains that are in contact with said
grain, and the label given to this contact) and 2) the lookup table resulting from the whole-test
tracking (which allows a grain label in any con guration to be looked up to the corresponding
grain label in the initial con guration). The contact tracking matrix that will be output at the
end has number of contact labels rows and number of con guration columns - the objective
being to check o in this matrix the con gurations in which a contact has been found. The
algorithm bases itself on the labels assigned to contacts and grains in the initial con guration.

The list of lists structure described for the labelling of contacts is reproduced in memory for
the initial con guration, from the data saved from the contact labelling procedure. For subse-
guent con gurations, the same structure is aimed for, but cannot simply be directly reproduced.
Rather, the data describing the contact labels in each subsequent con gurationl(+ N) is read
into memory, and each element is processed as shown in Figure 5.13: for each grain, each contact
is read out, the two grain labels involved @A and B) are copied, and the contact labelL is checked
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against a done list to avoid repetitions. A and B are then looked up to their labels in the initial
con guration (A%and BY. The labelled contacts list in the initial con guration is then searched

in order to see whether a label has already been assigned to the contact between these to grains.
If a label exists for this pair of contacting grains, it is calledL® and a1 is put in the contact
tracking matrix at position L%: 1+ N. Otherwise a new contact label [, ) is created, and is
added to the labelled contacts list in the initial con guration as well as causing a new row, and

a 1 to be added to the contact tracking matrix in position L9, : 1+ N. At the end of the
procedure the contact tracking matrix is written to le.

a) Grain Label in 1+N ™
con guration ( A)

Grain Lookup Table

Grain Label in initial
con guration ( A9

b) Grain label (A) in 1+N 1
con guration

Labelled Contacts

Labels of contact ()and
contacting grain (B) in
1+Nt™ con guration

0 (S

Working on 1+N™ con guration.

Load labelled contacts information for con gurations 1 and 1+N.
Load grain lookup table for con guration 1+N.

Generate an empty done list.

For each labelled grain @A) in 1+N ™ con guration

Look up grain label A in lookup table to give
ACin initial con guration

Extract the list of contacting grains, and contact labels

For each contacting grain B) and contact label (L):

~ Check whether the contact label is on the done list.
If not on the done list:

Look up B in lookup table to give B°

Look up contact betweenA®and B%in labelled contacts
table for con guration 1

if contact between A®and B®is already de ned (asL9:
Record that L exists in con guration 1+N
else:
Add new contact label LY,
Record that LS, starts to exist from
con guration 1+N

Output which grains labels exist in which con gurations

Figure 5.13: Flow chart showing a part of the label tracking algorithm

The contact tracking matrix is then post-processed from a matrix of boolean values into
a contacts lifetime matrix with a simple further algorithm which for each contact, in each
con guration, calculates two numbers: if the contact is currently active, how long it has been
active for (if inactive this value is 0); if the contact is currently inactive, how long it has been
inactive for (if active this value is 0). These pairs of values are saved for each contact, as a

contacts lifetime matrix.
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5.4.2 Analysis of contact kinematics

The contacts lifetime matrix coming from the algorithm descried immediately above, describes
the apparition and disappearance of contacts for each test. It allows global trends such as
longevity of contacts, and the determination of macroscopic events that cause a contacts to be
broken or formed to be characterised. Furthermore, local analysis (both in space and time) of
individual contacts is also possible. Local analysis of contacts is of particular interest for making
experimental observations around force chains (keeping in mind that intergranular force informa-
tion is not available in these tests). An objective, however is to characterise contact behaviour
and relate this to observations (both from simulations as well as experiments with local force
measurement most notably photoelastic disks with 2D loading) of force-chain buckling events.
This is a subject which will be developed much further in the future, pending on higher-quality
contact orientation measurements, but the tools developed will be presented for completeness.
Contacts between grains are expected to be able to carry a certain amount of shear or
tangential force in the plane of the contact (as a function of the friction between grains, and
the normal force in the direction of the contact). The kinematics that a single contact (de ned
simply as any point of contact between two grains) can undergo are divided into two categories.
The rstis rigid body kinematics of the two-grains-and-contact system which cause the contact
to displace and change orientation in space. The second category of contact kinematics describe
(shown in Figure 5.14) what happens to a contact when there is relative movement of the grains
in contact. Contacts can a) slide in the direction of the plane of the contact (when the tangential
force is su cient to overcome friction) and b) rotate when there is relative rotation of the two
grains, while remaining in contact (like two cogs). Twisting of the contact is also possible (Figure
5.14 c), when grains rotated around the normal to the contact. This kind of information is derived
relatively easily by looking at contacts which are persistent over a given increment, and using
grain kinematics calculated over the increment in order to calculate these contact kinematics.

a) Sliding b) Rotation c) Twist
centre of mass
of this grain

contact normal

Figure 5.14: lllustration of the three kind of contact kinematics expected. Part a) describes relative
sliding at the contact, b) shows cog-like co-rotation of the particles, and c) shows twisting

The calculation of the contact kinematics resulting from di erential grain kinematics shown
in Figure 5.14 are relatively easily obtained for situations a) and b) by calculating the kinematics
of each grain at the point of contact (.e., adding the displacement vector due to the 3D rotation
at the middle of the contact to the rigid-body displacement of the grain). Twisting (situation c)
is calculated by projecting the 3D rotation of each grain onto the contact normal by using the
tool shown in Section 5.3.10.

Since the direction of the major principal stress is well-de ned in these tests an interesting
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measurement may be to nd networks of grains who contact each other at an angle within
a certain tolerance of the direction of principal stress, and too look at the longevity of these
structures.

Another particularly interesting and more local prospective is to nd contacts which are
persistent during the beginning of the test which are then lost, to relate this loss-of-contact to
event to the di erent types of contact kinematics described above.

5.4.3 Conclusion

Although the tools are in place, this analysis is currently awed due to the observed errors in the
measurements of contacts between grains. Although the presence of contacts between grains can
be assessed with con dence at around the spatial resolution of observation the orientation of the
contacts coming from the separation lines of the watershed algorithm are too biassed to use for
signi cant measurements. In the near future further work will permit the accurate measurement

of contact orientations, allowing these tools to be used on the data collected in this work.

5.5 Micro-strain from grain kinematics

This section brie y introduces local measurements of strain which can be made with grain kine-
matics. This subject is the object of two comprehensive papers: Bagi (1996) Stress and strain
in granular assemblies formalises a convenient description of stress and strain at the patrticle
level several preceding publications, summarised in Satake (1989) also make contributions in
this domain. Thereafter, Duran et al. (2010) make a review of di erent de nitions of micro-
level strain de nitions comparing Bagi's equivalent continuum strain de nition to three other
so-called best- t strain formulations ; particle-, contact- and edge-based. The strain de nition
from Bagi is considered as one of the more complex formulations, however it is found to perform
well.

All the di erent strain calculation techniques try to calculate a local strain tensor based
on the neighbourhood displacements of surrounding particles. Bagi's formulation requires a
triangulation of the grain centres, to identify neighbouring grains.

In this work these de nitions have not been re-implemented since an interface module called
yade.wrapper.TesselationWrapper was graciously added by Bruno Chareyre to the open source
nite-element code Yade ('milauer et al., 2010). This interface module allows particle kinematics
coming from ID-Track to be input into the in-built micro-strain calculation in Yade. The details
of the micro-level strain are available in Catalanoet al. (2013).

3D micro-strain volumes are created in this way, allowing a local measurement of strain to
be made for some key increments analysed in this work.

5.6 Conclusions

This chapter has introduced digital image correlation as a procedure for making measurements
between two images of deforming granular media. The chapter brie y described a continuum
image correlation code Tomowarp ) developed by Stephen Hall, which has been used for some
analysis in this work. The main part of the chapter has been dedicated to grain-based measure-
ment techniques. A previously developed technique used in Hadt al. (2010) was described and
introduced; however the focus of the chapter is the technique developed in this work: ID-Track.
This technique requires two separated and labelled 3D images in order to work, and its objective
is to make a link between labelled grains in each con guration. Once grains are linked between
con gurations, the displacement of each grain is easily calculated by following its centre of mass.
Grain rotations are more di cult to measure accurately, since the standard methods for orienting
particles in a given con guration are not su ciently reliable for this application. Inspiration was
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therefore taken from Hall et al. (2010), and a discrete (grain-based) digital image correlation
scheme was developed from the ground up.

The performance of the measurement of grain rotations was evaluated on a specimen of all
di erent types of grains, which was imaged in two di erent con gurations between which the
specimen was rigidly rotated. This comparison shows substantial improvement in the measure-
ment of rotations using the grain-based image correlation approach compared to the di erence
in grain orientation. Furthermore, even when considered net of all the possible upstream errors,
the rotations measured appear to be accurate to the nearest degree or so, meaning that this
tool can be used to make precise micro-mechanical measurements, which will be presented in the
following chapter.

The tools required for the analysis of contact kinematics have also been described in this
chapter; although results are not presented, since they depend on accurate contact de nition
which is currently unavailable.

Finally table 5.4 shows the approximate computation times for a typical 3D image analysed
in this work.

Calculation Time

Grain tracking with ID-Track 10 minutes
Calculation of micro-strain with Yade 1 minute
ID-Track grain-based image correlation 4 days

Tomowarp tracking of a single increment|| f(node spacing) Many tens of hours

Table 5.4: Table showing approximate processing times for a single greyscale image coming from to-
mography
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Chapter 6

Results and discussion

This chapter presents examples of the micro-scale measurements made possible with the tools
presented in Chapters 4 and 5. This chapter will start by focussing on a single test, COEAOQL,
a triaxial compression test on Caicos ooids performed at 100 kPa con nement pressure. This
will then be followed by a discussion of this test with relation to the others, in order to quantify
the di erence that grain type and con ning pressure have on the micro-mechanical behaviour of
granular materials tested.

All the analysis performed in this work is in 3D, which means that communicating these
data, in 2D print is challenging. Vertical cross sections (also called slices) through scalar elds
will principally be shown. The scalar values of the eld in question will be coloured by a colour
map, which will accompany each image. Unless stated otherwise, the vertical slices shown by
default will be oriented to include both the axis of the specimen, and the normal to the shear
band that develops by the end of the test. In this orientation the shear band will cross the slice
diagonally from one side of the slice to the other.

The objectives of this chapter are not to make a single speci c measurement, but rather to
use a panoply of tools to characterise the micro-mechanisms imaged by tomography at a variety
of di erent scales. More speci cally, the objective is to use these tools in the characterisation of
the onset and development of shear banding in granular materials.

Layout of chapter

This chapter begins by brie y recalling the macroscopic behaviour of the specimen COEAO01.
Section 6.2 then shows some of the state-wise measurements detailed and developed in Chapter
4 for each state that the specimen has been imaged in. Several types of state-wise measurements
are highlighted, with a progression towards increasingly local measurements; where the high-
resolution images acquired in this work really allow some new observations to be made.

The rst type of measurement discussed is at the specimen-scale. Measurements of the bulk
volume of specimens are inherent in the volumetric strain plots shown systematically in the
Chapter 3. The local, mesoscopic measurement of porosity (calculated on a local REV) is then
illustrated. This is followed by measurements at the grain scale, which are used to reconstruct
a grain-size distribution for di erent steps of a test to con rm that little or no grain breakage is
happening. Grain-scale measurements also allow the orientations of grains to be characterised.
At an even smaller scale, local measurements of contacts (more speci cally coordination number)
will be made, and analysed throughout test COEAOQL.

The chapter continues onto the kinematic analysis with the tools developed in Chapter 5,
showing grain displacements and rotations in increments throughout the test. The derivation
of a strain eld allows non-homogeneous displacements to be identied more easily. Several
techniques exist for deriving a strain elds from discrete grain displacements, the one used in
this work is brie y described in Section 5.5. The strain elds obtained using this technique are
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compared to the strain elds obtained by Continuum DIC (using Tomowarp ). The principal
observations made in on specimen COEAOL are then summarised in Sections 6.4 and 6.5 of this
Chapter.

After the analysis of a single test, Section 6.6 analyses the other tests performed in the
experimental campaign, comparing them to the observations made on COEAOQOL. The objective
of this part of the chapter is to see whether di erent micro-mechanisms can be identi ed in tests
with di erent grain types and at di erent con ning pressures. Once di erent micro-mechanisms
can be identi ed, the challenge thereafter becomes the explanation of the di erences macroscopic
behaviour of the specimens using the observed micro-mechanisms. Section 6.6 is divided into four
di erent parts: Section 6.6.2 attempts to explain the di erence between two backup tests, which
have considerably di erent peak stresses. Thereafter Section 6.6.3 looks at the micro-mechanics
of the fully-developed shear bands in the di erent specimens tested in this work. Based on
those observations, Section 6.6.4 then looks earlier in the tests in order to see the micro-scale
development which lead to shear banding. Section 6.6.5 focuses instead at the very rstincrement
of each test, in order to evaluate the initial homogeneity of the micro-scale responses of each
specimen.

6.1 Experiment COEAOL ( 3 = 100 kPa)

The macroscopic measurements made on specimen COEAOL1 is brie y recalled in this section,
although they are discussed in detail along with all the other experiments in Section 3.6. Figure
6.1 shows two vertical slices taken from the 3D image of the specimen in state COEA01-01; these
slices are taken are 90° from each other and the slice on the left is oriented to show the maximum
tilt of the bottom platen from the horizontal (measured as 0.6°). These slices show that the
specimen is essentially vertical almost no deviation from verticality can be measured from the
boundary of the specimen.

Figure 6.1: Slices of specimen COEAOL in state Olif., under isotropic compression of 100 kPa),
enlarged versions of slices shown in Table 3.5

Figure 6.2 shows the typical stress-strain responses measured for this test (as already shown

in 3.15). The axial stress response, normalised by the con ning pressure (which is constant in
this case) is plotted against axial shortening (top). The di erent stages at which axial loading is
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interrupted to perform an x-ray scan can clearly be seen as axial stress relaxations. The di erent
granular con gurations that have been imaged are numbered on this plot. The volumetric strain

is also plotted against axial shortening (bottom). The volumetric strain is calculated from the 3D
images acquired. The specimen has a qualitatively typical response for a dense specimen: there is
a clear peak in the axial stress response, followed by strain softening into a residual stress plateau.
The peak in the axial stress response is at a stress ratio of 6.79 (this corresponds to a high friction
angle of 48.0°), which occurs at a shortening of 3.66%. A residual stress ratio of 3.70 (friction
angle 20.3°) is achieved starting from 11% shortening, although by 8.5% axial shortening the axial
stress is already close to the value achieved in the nal plateau. The specimen's volumetric strain
response is consistent with what is expected for a dense specimen: there is a small contraction
between con gurations COEA01-01 and 02; thereafter the specimen dilates until it reaches its
residual stress state. Over the increment COEA01-04-08, which contains the peal, the angle of
dilatancy is 20°.
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Figure 6.2: Macroscopic response of specimen COEAOL

6.2 COEAOL1: analysis of single con gurations

This section shows some key measurements possible on single imagdes,(without tracking) of

the test COEAOL1. The objective is to show the kinds of measurements that can be made on

the 3D images coming from tomography, and where possible comparing them to measurements
obtained by other means. The section starts by showing specimen-level measurements, and
progressively zooms in, through REV-based measurements (porosity) to grain and contact-based
measurements (both of which require images to be separated and labelled).

6.2.1 Global measurements: specimen-scale

The specimen-scale measurements possible in the 3D images coming from tomography are not
very numerous. The principal kind of measurement that can be made is the characterisation of
the (external) geometry of each specimen.
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Chapter 3, which details the experiments performed in this work, systematically shows some
simple measurements of the each specimen's geometry in its initial state (its length, diameter
and angles of tilt of the specimen’s boundaries). The measurements of each specimen's initial
condition have been made on the 3D images coming tomography. Furthermore, the volumetric
strain for each specimen has been calculated in all its imaged con gurations by computing its
bulk volume using the technique shown in Section 4.4.

6.2.2 Mesoscopic measurements: local porosity

The volumetric strain (calculated from the specimen-scale measurements of bulk volume) against
axial stress graphs shown in Section 3.6 clearly show an increase of the specimen volume during
these tests, which means that porosity must also be increasing (since grain are not expected to
undergo much volumetric strain in these conditions).

Figure 6.2 shows the macroscopic specimen response for specimen COEAQ1. The con gura-
tions that have been analysed are indicated on the top part of this gure. Figure 6.3 shows slices
taken though the calculated porosity elds, where each pixel represents the value of porosity
calculated on an REV measuring 28 voxels a value approximately equal to the dimensions
of a grain, calibrated in previous work to give the best results on these images. The spacing
between calculation nodes is 10 pixels, so there is considerable overlap of measured volumes. The
3D porosity image shown have been Itered for noise with a 3D median Iter of radius 3 pixels
(which simply replaces each voxel's value with that of the median value of voxels inside a very
small sphere centred on that voxel).

COEA01-01 | COEA01-03 | COEA01-04 | COEA01-05 | COEA01-06 | COEAO01-07
COEA01-08 | COEA01-09 | COEAO01-10 | COEAO01-12 | COEAOQ01-15 | COEAO01-17
30% porosity 70% porosity
Figure 6.3: Figure showing slices through the measured 3D eld of porosity in di erent con guration

of the test COEAO1

The porosity slice shown for the initial state (COEA01-01) shows that the porosity of the
specimen is relatively uniform, with the majority of readings in the range of 32.5 to 37% porosity,
with a peak frequency of 34.9%. This corresponds well to the overall specimen porosity reported
in table 3.3 of 35.2% The porous stone is not visible in these images because compared to the
relatively dense grains, it is not selected by the threshold applied to the greyscale images.
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For the purposes of illustration, and also in order to underline the fact that all the measure-
ments presented herein are 3D in nature, the 3D eld of porosity measured for the last increment
in Figure 6.3 (COEAO01-17) is rendered as a 3D image in Figure 6.4. The convenient way in
which measurement nodes are regularly spaced means that the resulting elds can be interpreted
themselves as 3D images is explained in Section 4.3.1, and in particular in Figure 4.21.

COEAO01-17

30% porosity 70% porosity

Figure 6.4: 3D rendering using Paraview of the porosity eld of specimen COEAOQ1 in con guration 17.
A vertical portion has been cut away to reveal the inside of the specimen

Referring back to Figure 6.3, almost no changes in the distribution of porosity can be detected
between con gurations COEA01-01 and COEA01-03. Between these two states, the specimen
has slightly shortened, however these con gurations are both sides of the contractive stage of
the specimen’s volumetric deformation, and there is consequently almost no volumetric strain
between these con gurations. Thereafter untii COEA01-05 few changes in the distribution of
porosity are visible. In con guration COEAQ1-05, some increase of porosity is visible on the
left of the specimen, following this back to COEAO01-04 initial indications of it can be seen.
Starting from con guration COEAQ1-06 (a con guration practically at the peak in the axial
stress response of the specimen) indications of a band of increased porosity crossing the specimen
from bottom left to top right can be noticed, with porosity increased more signi cantly on the
left and centre of the slice.

This higher porosity band develops with porosity increasing over the subsequent con gura-
tions until COEA01-12 which correspond to the residual stress state, at this point the band
appears to have reached a stable value of porosity. The thickness of the band does not ap-
pear to change as it develops. This band is consistent with a dilatant shear band expected in
a dense granular medium being sheared in these conditions (particularly under relatively low
con nement).

From con gurations COEA01-08 onwards, two distinct regions can be identi ed within the
band, with the top having a higher porosity than the lower. As will be con rmed later in the
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chapter with the kinematical measurements, the band with the highest porosity remains active
and can be seen to increase in porosity throughout shearing whereas the lower part of the band
does not.

The development of porosity in COEAOL1 measured along a pro le perpendicular to the shear
band as it evolves is shown in Figure 6.5 (note that COEAQ01-01 is in blue, and subsequent
pro les become increasingly red as the test develops). The pro le goes from the top left of the
specimen to the bottom right. It is worth underlining that since the top of the specimen has
zero imposed displacements, the porosity in the pro le towards the top of the specimen coincide
much more closely than those at the end. This gure goes some way to prove that the band of
increased porosity seen in the slices does not appear to concentraiez(, become thinner as it
progressively develops), instead a relatively well-de ned region of the specimen has an increase
of porosity as the test develops. A maximum value of around 49% porosity is achieved on a few
nodes by the end of the test and, as can be seen in the slices, these values can be found all the
way through the volume inside the band.

The band of increased porosity starts from around 33 pixels along the pro le and ends at the
end of the pro le at 90 pixels, with a region of particularly high values of porosity between 41
and 70 pixels along the pro le. This band of particularly high porosity is therefore spanned by 29
nodes which corresponds to 290 pixels and thus, at the pixel size of thisimagé® 15556 = 4511
pm which is approximately 10:7 Dso between the centres of the calculation nodes.

COEA01-01 — COEAQ01-04 — COEA01-07 — COEAQ1-10 — COEAQ1-15 —
COEA01-02 — COEAQ1-05 — COEA01-08 — COEAQ1-11 — COEAQ1-16 —
COEAO01-03 — COEA01-06 — COEA01-09 — COEA01-12 — COEAOQ1-17 —

50

45

40

Porosity (%)

35

30 | | | | | |
top left 10 20 30 40 50 60 70 80 bottom right
Distance along a pro le crossing and perpendicular to the shear band (px)

Figure 6.5: Evolution of measured porosity in specimen COEAO1 along a pro le which is perpendicular
to the band of increased porosity in the nal state. Note that line colours go from blue to red as the
test develops. Con gurations COEA01-13 and COEAO01-14 have been omitted from this plot since they
represent very small changes from COEA01-12

The nodes involved in this band can be identi ed with relative ease in 3D and once identi ed,
their porosity measurements can be averaged in order to give a mean porosity for the band. The
3D zone inside the specimen that the dilatant band occupies by the end of the test can also be
studied in earlier increments. Figure 6.6 (blue line) shows the evolution of the mean porosity in
the region of the specimen occupied by the shear band specimen by the end of the test.

As expected, Figure 6.6 shows both the porosity in the shear band as well as the specimen's
overall porosity tending towards di erent nal values. The value of porosity in the shear band is
considerably higher the specimen's overall porosity, which con rms the distributions of porosity
shown at the beginning of this section. The trends in average porosity are not surprising; the
shear band is a relatively large phenomenon compared to the size of the specimen. By the end
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Figure 6.6: Plot of the mean porosity of both the specimen COEAOQ1 (black line) and exclusively in the
zone of the shear band (blue line) against axial shortening. The specimen's stress ratio is given in red,
also against axial shortening

of the test the shear band is expected to be the only part of the specimen undergoing strain,
which means that as it increases in porosity, the overall porosity of the specimen increases.

These results are reminiscent of those presented in Desrues al. (1996), where global and
local void ratios in Hostun sand are studied by x-ray tomography, showing that void ratios in
shear bands tend very closely to the same nal values. A similar study is performed on the much
smaller Hostun sand specimens studied in this work later in this chapter.

6.2.3 Evaluation of initial inhomogeneities

Intuitively, the reasons behind the material localising in a certain zone can probably be found (at
least with the densely packed, and relatively small number of grains tested) in inhomogeneities
in the specimen. These are expected to locally concentrate forces, causing strain. Thanks to
the dense packing in these specimens, local strain will cause a local increase in porosity, which
is expected to cause a cascade of further inhomogeneities that lead to strain localisation and
subsequently failure.

One might expect that the such inhomogeneities should be looked for at a scale larger than
the grain scale, meaning that the measurement of porosity is a good place to start. Porosity is
by de nition a meso- or macroscopic measurement (measuring the inside a solid grain, or inside
a pore is relatively meaningless). This mesoscopic measurement is particularly well-suited to the
evaluation of specimen inhomogeneities at a scale larger than the grain scale.

Without the grain-scale kinematics that are shown in Section 6.3, only the results of inho-
mogeneities can be searched for in the porosity elds presented in this section.

Searching in 3D for existing weaknesses to verify this hypothesis, does reveal some higher
porosity areas, on the boundary of the specimen, which are connected by the shear band as it
develops. Figure 6.7 highlights the potential nucleation sites of the shear band for this specimen.
These zones can only be identi ed with the bene t of hindsight since similar zones exist elsewhere
in the specimen, which do not attract the shear band.

Systematic analysis of other specimens shows that, even with the benet of hindsight, it is
not always possible to identify zones of higher porosity in a specimen's initial state that are
spatially correlated with the position the shear band that develops by the end of the test.
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COEA01-01

30% porosity 50% porosity

Figure 6.7: Slice from the 3D eld of porosity of specimen COEAOQL1 in its initial state (COEA01-01). A
zone of increased porosity in this con guration coincident with the zone in which the shear band develops
by the end of the test is circled in black. The slice is taken in a di erent position that the one presented
in Figure 6.3. Note, furthermore that the lookup table used to colour the eld is tighter, in order to
emphasise di erences in the distribution of porosity in this initial state

It may be possible to look for spatial correlations of porosity in a specimen's initial state
with the position of the shear band in the specimen's nal state, using an objective measurement
of spatial correlation; this has not been investigated for the moment. However, the predictive
ability of the porosity eld of specimen's initial states appears to be limited by itself.

Conclusions

This section has shown the sorts of analysis which is possible with 3D eld measurements of
porosity. The 3D eld of porosity calculated in the initial state of specimen COEAO1 allows a
3D assessment of the distribution of porosity in the specimen before shearing. Furthermore, this
3D eld can be compared to and checked against the specimen’s global porosity the comparison
is goaod in this case.

The porosity eld has also been studied during deviatoric loading, showing that the shear
band that develops in the specimen also corresponds to a zone of porosity reduction. This is
consistent with what is expected in a dense sand specimen in which strain localises.

The evolution of global porosity and porosity inside the shear band zone, in the style of
Desrueset al. (1996), qualitatively con rming the type of response for a dense granular arrange-
ment.

Some indications that inhomogeneities in the distribution of porosity are correlated in space
with the nal position of the shear band have been detected, however they cannot be detected
in all tests, and are far from being unique.
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6.2.4 Micro-scale measurements: grain sizes

When all the individual 3D images acquired during a test can be segmented, measurements of
grain properties can be followed during a test. For example, grain sizes can be measured to
con rm the grain-size distributions obtained by other techniques, or given by the manufacturer
about the three materials tested. Unfortunately, the measurement resulting from a classical mea-
surement of a grain-size distribution is not very clear from the point of view of grain morphology.
The shaking of three dimensional grains through an almost two-dimensional mesh means that
grains pass through or are retained on a given mesh size based on some features of their cross
section.

It may be possible to construct measurements that reproduce the shape-based Itering that
occurs when measuring a grain-size distribution in reality. These measurements would have to
generalise the Feret measurements (measurements of a 3D particle's maximum and minimum
diameters Feret measurements are brie y described in Section 4.2.4) into a two-dimensional
measurement.

For the purposes of this demonstration, the equivalent sphere diameter of the grains measured
in the 3D images will be used as a grain-based measurement of grain size; this measurement is
simply the diameter of the sphere with the same 3D volume as the grain this therefore requires
a separated and labelled volume. The distribution of the equivalent sphere diameter will be
calculated in an increment at the beginning of the test, and compared both to the grain-size
distribution for this material, as well as to the equivalent sphere diameter for the last image
acquired.
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Figure 6.8: Figure comparing particle sizes for Caicos ooids, calculated from Grain Size Distribution
from sieving (black data provided by ExxonMobil, and green as reproduced in Laboratoire 3SR) and
equivalent sphere diameters calculated from con gurations COEA01-01 and COEAQ01-17

The red and blue curves shown in Figure 6.8 show the distribution of the equivalent sphere
diameters calculated from two labelled images of the specimen COEAOL1 in two states COEAO01-
01 and COEAO01-17 representing the end of the isotropic compression and the end of the shearing
(at 11.85% axial shortening) respectively. The comparison of these two plots shows that there
are negligible di erences in the grain-size distribution (the grain-size distribution in the last
increment appears to describe slightly larger grains, but this is negligible). This con rms the
assumption that grain breakage is not happening on a signi cant scale in the tests performed in
this work.

The comparison of the grain-size distribution calculated using sieves (black and green lines)
to the data coming from tomography (blue and red) is moderately encouraging. It is immediately
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noticeable however that the grain-size distribution as measured by a sieve analysis has a resolution
dictated and limited by the set of sieves used whereas the data from tomography is simply a
histogram of the volumes of all the grains coming from the grain separation and labelling phase.
Overall the trends compare quite well, however the [y of the data coming from the sieving
method is larger that the Dsg measured from tomography. It is not known how the sieve analysis
was performed in ExxonMobil, therefore potential errors are dicult to pinpoint. The data
coming from tomography is principally vulnerable to incorrect thresholding, which has been
limited in this case by making a measurement of the mass (and therefore volume, by using an
assumed grain density) of the grains making up the specimen. The other source of error is
the grain separation algorithm used. Although errors are possible they are particularly rare for
this rounded material, so the trends averaged over the specimen are expected to be relatively
consistent.

6.2.5 Micro-scale measurements: grain orientations

Another key measurement that can be made on individual grains is the measurement of their ori-
entation. Section 4.2.2 outlines two principal methods with which a 3Dparticle can be oriented.
Some caveats with respect to the reliability of the orientations that are measured in this way are
given, however they are mostly problematic when they are speci cally compared for the same
grain in two di erent con gurations. The measurement obtained on many grains are expected
to show the statistically correct trends, i.e., the errors are expected to average out.

Figure 6.9 shows equal-area stereoplots of the orientations of the major principal axis of a set
of grains whose centres lie within a 3.1 mm vertical band through which the shear band crosses,
containing roughly 8000 grains. Orientations are shown for in the rst and last con gurations
of the test. The point which de nes the orientation of the shear band in the case of specimen
COEAOL1 is in the radial position 45° left and angular position of 0°.

COEA01-01 COEA01-17
90° 90°
120° 60° 120° 60°
150° 30° 150° 30°
180 0°  30° 60° 90° 180 0°  30° 60° 90°
210° 330° 210° 330°
240° 300° 240° 300°
270° 270°
Bin Count
0 2

Figure 6.9: Orientation of grain major principal axis in two con gurations of specimen COEAOQ1, taken
from a subselection of the specimen where the shear band crosses. Data are binned into small sectors.
The plots show the number of points per bin, normalised by median number of points per bin

The comparison of the stereoplots for each material does not reveal clear preferential align-
ment in either state, although there appears to be a relative loss of grains with orientations
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in the vertical direction (in the direction of the major principal stress), however no change in
orientations in direction of the shear band.

This will be corroborated by evidence shown for grain rotations in Section 6.3, which shows
considerably more disorganisation in grain rotations is measured that what is expected from 2D
simulations, and experimental results from H2e on 2D materials.

6.2.6 Micro-scale measurements: evolution of contacts

Another key measurement that can be made on a single 3D image coming from tomography (after
binarisation and separation see Chapter 4), is to characterise the contacts between grains.

As stated in Section 4.2.5, the orientation of each contact cannot yet be satisfactorily mea-
sured in the images acquired in this work ie., with the small contact areas shown in 4.15). A
project to improve these measurement is ongoing which shows promising results. The presence
of contacts can however be established with relative con dence, and this can be followed through
each con guration of a given test. One of the natural outputs of the algorithm presented in
Section 4.1.4 for labelling contacts in a separated 3D image, is the coordination number of each
grain (i.e., number of other grains that each grain is touching). Figure 6.10 shows slices through
selected con gurations of specimen COEAOL1 where each grain is coloured by its coordination
number. The specimen con gurations as Figure 6.2 are presented. In the slices shown, the grains
on the boundaries of the specimen can be seen to have a lower coordination number, as expected.
Furthermore, some particularly large grains have some high coordination numbers. As the test
progresses, contacts are progressively lost, although until COEA01-04 this is di cult to spot in
the sequential images shown. In con guration COEA01-04 on the left, middle of the slice a zone
containing grains that have a reduced coordination with respect to previous con gurations can be
seen. This zone extends across the specimen in the subsequent con gurations and corresponds to
the shear band. The coordination number reduces in the band until con guration COEA01-10, at
which point the zone of reduced coordination number seems stable. The decreasing coordination
number is consistent with the observed increase in porosity.

Figure 6.11 shows a histogram of coordination number for each grain in the specimen COEAO01,
through steps 01 to 17. In this gure, two distinct families of histograms can be seen: the his-
tograms for increments at the beginning at the end of the test the histograms for the end of
the test. There appear to be some con gurations that have histograms at the interface between
these two families. The values visible in the histogram plotted in blue represent COEA01-01,
i.e., the initial con guration under con ning pressure. The mean of the distribution in the initial
state of COEAOL1 has a mean of 8.90 contacts per grain, with some grains having more than
20 contacts (the maximum recorded coordination number belongs to a grain with 25 contacts).
These numbers are geometrically impossible with monodisperse spheres, however it is important
to recall that even though the Caicos ooid grains are rounded, they are not spherical, and also
not monodisperse. The few grains with surprisingly high coordination numbers have been indi-
vidually checked, and correspond to particularly large grains, often surrounded by small grains.

Figure 6.12 shows the development of the mean coordination number measured both over the
whole specimen (black line), and also exclusively in the zone of the shear band for test COEAO1
(blue line) against axial shortening. The local measurement of coordination number appears to
start from a higher value than the global measurement, which may be explained by the fact that
this zone in the specimen has some grains with high contact numbers, and also includes fewer
grains on the boundaries of the specimen. The fact that are more small grains on the outside of
the specimen is likely to be caused by the deposition processq., dry pluviation). Normalising
the coordination number by grain volume causes these two graphs to start from the same value in
con guration COEA01-01. As the test develops both the global and local coordination numbers
decrease, both tending towards nal plateaus. The global coordination number tends to a value
of 7.3 contacts per grain. The local measurement inside the shear band is more noisy in the
last con gurations, but the plateau appears to be at around 6.0 contacts. Both lines have the

158



COEAO01-01 COEAO01-02 COEAO01-03 COEAO01-04 COEAO01-05

COEAO01-06 COEAO01-08 COEAO01-10 COEAO01-12 COEAO01-17

Coordination Number
0 22

Figure 6.10: Slices from some selected con gurations in the test COEAO01. Each grain is coloured by
its coordination number in that state.

COEA01-01 — COEAQ1-04 — COEA01-07 — COEAQ1-10 — COEAQ1-15 —
COEA01-02 — COEAQ1-05 — COEAQ1-08 — COEA01-11 — COEA01-16 —
COEA01-03 — COEA01-06 — COEA01-09 — COEA01-12 — COEAO01-17 —
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Figure 6.11: Figure showing the di erent coordination number histograms for selected con gurations
of test COEAQL. The rst imaged con guration COEAQ1-01 is blue and subsequent con gurations get

progressively red
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greatest reduction in coordination number at around 3.5% axial shortening, which corresponds

very closely to the peak in axial stress of the specimen.
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Figure 6.12: Figure showing evolution of the mean coordination number of the entire specimen (black

line) and in the shear band (blue line) in all the imaged con gurations of test COEAQ1 against axial
shortening. The specimen’s stress ratio is given in red, also against axial shortening

It is interesting to note that the globally-averaged measurement on individual grains seems
to be very sensitive to the micro-mechanical events occurring in the specimen. It appears that
measurements coming from contact statistics are very sensitive indicators of micro-structural
change as opposed to measurements based on specimen volume (be it at a global or local scale).
If the trends in Figure 6.12 are compared to the evolution of the volumetric strain in Figure
6.2, or porosity in Figure 6.6, it is interesting to see that at the end of the test COEA01 when
the residual stress state has been reached, the volumetric strain keeps increasing from con gura-
tions COEAO01-11 onwards, whereas the mean coordination number becomes constant at around
con guration COEAO01-10. It appears as though the measurement of the average coordination
number (even at the scale of the specimen) responds more rapidly to change in the way in which
the force is distributed inside the specimen, than the volumetric measurements.

The performance of the contact based measurements is perhaps not surprising for two reasons,
rst of all contact based measurements are much more sensitive to small grain re-arrangements,
whereas volume-based measurements require larger grain re-arrangements to be able to detect
changes. Furthermore, contacts are the points at which forces are transmitted through the
granular skeleton, which means changes in the way in which the force is carried at a meso-scale
will be re ected rapidly in measurements coming from contacts.

The di erence between global and local measurement of coordination number measured in
these tests con rms the observations made in 2D in Sibille and Froiio (2007), which are repro-
duced in Figure 6.13. The coordination numbers cannot be compared, for reasons both of grain
shape, but also because of the number of dimensions involved; the general trends however are
very comparable to the observations made herein.
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Figure 6.13: Figure taken from Sibille and Froiio (2007). Original caption: Evolution of the coordination
number during the biaxial compression phase, for the whole specimen and inside a shear band
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6.3 COEAOL1: following processes in 3D

This section highlights some of the measurements that it is possible to make between increments,
i.e., analysis of kinematics using the tools described in Chapter 5. The main two tools for this
are the Continuum DIC code Tomowarp , and the discrete grain tracking technique, developed
in this work, called ID-Track.

Tomowarp makes measurements at regularly spaced intervals, scalar components of which
can be conveniently visualised as 3D images. ID-Track however calculates information on a
per grain basis. When this needs to be visualised in 3D space, slices of a labelled volume are
extracted (as stated in the introduction to this Chapter, slice will be oriented in such a way to
include both the axis of the specimen, as well as the normal to the shear band that develops
by the end of each test unless stated otherwise). These slices are then used to generate plots
whereby each grain label is replaced by a scalar value that has been calculated for that given
grain. These slices are shown with a colour map that translates scalar values to a colour for
easier visualisation in 2D print.

This section starts by showing the kinematic elds that result directly from the application
of ID-Track. The most immediate output of ID-Track is the per-particle measurement of dis-
placement. Results of grain rotations shown come from the the hybrid Digital Image Correlation
and ID-Track approach developed in this work. The concepts of strain at the micro-scale are
investigated by comparing the strain eld obtained by two di erent methods: the rst consists
in using the discrete grain-based kinematics combined with a de nition of neighbours to each
grain based on triangulation of grain centres in order to calculate the derivative of displacement
at the local scale. The second method is simply the application of the Continuum-DIC code
Tomowarp to the greyscale images coming from tomography.

6.3.1 Grain displacements

ID-Track measures and saves a three-component displacement vector for each grain (in the coor-
dinate system of the image), so any scalar component of this vector can be shown. Furthermore,
changes of base (for example into a coordinate system aligned with the shear band) are trivial
to compute, as will be illustrated at the end of this section.

Figure 6.14 shows grains in con guration COEA01-01, coloured by their measured displace-
ment over increment COEA01-01-02. Grains at the top of the specimen have zero displacement,
since this is imposed by the triaxial system (loading is applied from the bottom). It can be seen
that, in this increment, the eld of grain displacements is axially symmetric (at least in this slice)
and increases smoothly from O pixels at the top of the specimen, to approximately 3.3 pixels at
the bottom of the specimen. Some untracked grains (shown in grey) are visible in this slice, but
they do not inhibit the interpretation of the results. The increment COEA01-01-02 shown is a
very small increment at the beginning of the test, where the specimen has been deformed by a
very small amount. The displacement applied is so small that it is close to the sensitivity of the
LVDT the point at which loading is stopped is measured at being between 0.0491 and 0.0556
mm by LVDT, with the average being 0.0518 mm {.e., 51.8 um). This corresponds well to the
displacement measured for the grains at the bottom of the specimen (51.6 pum).

The smoothness of the distribution of the vertical displacements shows that the specimen
is deforming homogeneously and that the measurement of displacements is highly accurate: at
the bottom of the specimen the imposed loading of around 50 um corresponds to 3 pixels (a
technique able to measure displacements to the nearest pixel would only have identi ed three
bands of di erent values in this measurement).

Despite representing only a 0.22% shortening the axial stress response the specimen goes
from a stress ratio of 1 to 2.65 a sti initial response which con rms that the specimen has a
satisfactory initial geometry.
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(Negative is upwards)
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Figure 6.14: \Vertical slice of con guration COEA01-01 extracted to contain the axis of the specimen
as well as the normal the the shear band that eventually forms. Grains are coloured by their vertical
displacement measured over the increment COEA01-01-02, and untracked grains are shown in light grey
(many untracked grains are identi able as separation errors in this slice)

Figure 6.15 shows the same information as Figure 6.14, but calculated on increments through-
out the test. The same lookup table is used for all images in Figure 6.15, which means that the
colours representing the values for increment COEA01-01-02 are very low on the scale. For con-
ciseness not all increments are shown con gurations COEAO01-14 and -15 are omitted and grains
are tracked directly over COEAQ01-12-15. Increments after COEA01-01-02 show a progressive de-
viation of the vertical displacement eld away from axial symmetry. As early as COEA01-02-03
a slight tilt in the eld can be noticed, however the gradient of the vertical displacement eld
(i.e., the strain in the vertical direction) is almost constant in the direction of the height of the
specimen. The gradient of the displacement eld however becomes increasingly inhomogeneous
as the test develops. By the end of the test, in increment COEA01-16-17, the vertical displace-
ment eld is composed of two bodies of sand undergoing rigid body displacements with a zone
a few grains wide where there is a large displacement gradient. The horizontal pro le visible
in the lower body of grains is consistent with a rigid-body rotation (due to the ability of the
bottom platen to rotate). This sharp change in the vertical displacement eld is visually similar
in all increments until COEA01-08-09i.e., on the downwards slope of the strain softening regime.
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Between COEA01-02-03 and COEAO01-08-09 two key developments can be seen to take place, the
rst is that the gradient becomes increasingly large and most importantly localised. Second,
the inclination of the contours of equal vertical displacement can be seen to tilt increasingly from
horizontal until reaching a nal value of around 47° from horizontal.

COEA01-01-02 | COEAO01-02-03 | COEA01-03-04 | COEA01-04-05 | COEA01-05-06 | COEA01-06-07

COEAO01-07-08 COEAO01-08-09 COEAO01-09-10 COEAO01-10-11 COEAO01-11-12 COEAO01-16-17

Vertical Displacement
-15.4 px

0 -239.6 um (0.5 Dso)

Figure 6.15: \Vertical slices of specimen COEAO01 showing grain kinematics measured over increments
during the test. Grains are coloured by the value of their measured vertical displacement over an increment
(negative values mean upwards), in the initial con guration of the increment. Untracked grains are shown
in light grey. The same lookup table from scalar to colour is used for all images. Not all increments of
the test are shown

In order to stress the 3D nature of the measurements, the same procedure used to create the
slices shown in Figure 6.15i(e., colouring of grains by a scalar quantity) has been applied to a
3D image for the vertical displacements measured over increment COEA01-16-17; this is shown
in Figure 6.16.

The observation of the progressive development of the vertical displacement eld is under-
lined by Figure 6.17. This gure shows the displacement pro le along the axis of the specimen
in the various increments studied. The rst increment (COEA01-01-02) is blue, and subsequent
increments tend increasingly towards red. With the exception of a poorly tracked grain in in-
crement COEAQ1-12-15 all the displacement pro les start from O displacement at the top of the
specimen. As the test progresses, the last points along the vertical pro le get progressively closer
to the top: this is expected, since the specimen is being shortened. Increment COEA01-01-02
(blue) has a pro le of vertical displacement with a constant gradient, decreasing from 0 at the
top of the specimen to approximately -3 at the bottom, as con rmed above. The following incre-
ment, COEA01-02-03 has a larger displacement applied at the bottom of the specimen, however
the gradient of the vertical displacement eld along this pro le remains constant. Subsequent
increments have been regularly spaced in terms of axial displacement, which explains why they
all achieve a nal value of around -14 pixels vertical displacement Increment COEA01-03-04 is
approximately well described by a constant gradient, thereafter however, the gradienti(e., strain
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Figure 6.16: 3D rendering of the entire COEAO01-16 with grains coloured by their measured vertical
displacement in increment COEA01-16-17

the vertical direction) becomes most intense in the middle of the specimen. The pro les in the
bottom of the specimen can be seen to become increasingly horizontal until increment COEAO1-
08-09, which is horizontal and similar to subsequent increments. This con rms the observation
that the localisation of the displacement gradient is fully developed by stage COEAQ01-08-09 and
remains constant thereafter. Important observations possible from this gure are that rstly
the gradient in the vertical displacement eld becomes large in the middle of the specimen, but
without becoming discontinuous showing clearly that the region in which strain is localised
becomes gradually thinner as the specimen shears, however it has a nite thickness. Further-
more, this grain-wise (and therefore constant-by-parts) observation of the vertical displacement
gradient seems to show a variation of the rate-of-change of the gradienitg., the second gradient,
without it being discontinous.

Change of base of displacements

The 3D displacement vector calculated for each grain, over each increment can easily be projected
into another base. A particularly relevant and useful change-of-base which can be performed is
into coordinates based on the shear band. Figure 6.18 shows an orthonormal baself; 9 based
around the orientation of the shear band, where componena is the unit vector vector in the
shear band which is in the direction of maximum slope. Component of this base, is the unit
vector which is normal to the shear band. The last componentb is orthogonal to both a and ¢
and is consequently the horizontal vector in the plane of the shear band.

The slices in Figure 6.18 show components of grain displacement in increment COEA01-16-
17 in a base aligned with the shear band. Slices showing components of displacement in the
direction reveal that outside the shear band there is very little displacement in thea-direction
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Figure 6.17: Vertical pro le of incremental vertical displacements measured along the axis of specimen
COEAQ1. The rst increment of the test (COEA01-01-02) is blue, and subsequent proles become
increasingly red
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Figure 6.18: Slices showing the components of the 3D displacement calculated for each grain in incre-
ment COEAO01-16-17, projected into a base based on the orientation of the shear band

(i.e., normal to the direction of the slices), although the left part of the bottom block of grain
does show a very small gradient, revealing that there is a small component of rotation in the
bottom block of grains. Inside the shear band, displacements in the direction show some
considerable inhomogeneities, with some considerable grain motion in the direction af

The slice showing displacements in thé-direction shows the bottom block of grains displacing
in the direction of the shear band. In the direction of ¢ the displacements in theb-direction
slightly reduce in the lower block; this is consistent with the rotation of this block of grains with
the rotation of the lower platen this can also be con rmed in the slice showing components of
displacement in the c-direction, the top part of the lower block of grains has little displacement
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in this direction, whereas the lower part is moving in thec-direction. Again, the displacements in
the c-direction reveal several grains inside the shear band which have displacements considerably
di erent from their neighbours.

6.3.2 Grain rotations

The kinematics of grains (which are assumed to be rigid bodies, at the relatively low mean
stresses that specimens are subjected to in this work) are composed of displacements and rota-
tions. Grain displacements are a relatively natural output of ID-Track, whereas rotations are
more challenging to measure. Section 5.3.6 shows a grain-based DIC approach which has been
developed in this doctoral work order to measure grain rotations. This tool considerably im-
proves the measurement of rotations from the previously implemented technique (which orients
grains based on their moment of inertia tensor). Following the discussion in Section 5.3.7, the
grain-based DIC technique for measuring rotations will be used to make measurements in the
rest of the Chapter.

Figure 6.19 shows the same slices as shown for displacements in Figure 6.15 but with grains
coloured by their total scalar value of rotation. The elds of rotation values at increments at the
beginning and at the end of the test €.g, COEA01-01-02 and COEAQ01-16-17) show two very
di erent mechanisms. At the beginning of the test, grain displacements are shown to correspond
to a relatively homogeneous deformation gradient with what is expected to be uniform strain
at the specimen scale; limited amounts of particle re-arrangement are expected to cause small
amounts of grain rotation, which increment COEA01-01-02 con rms. By the end of the test the
shear band is fully developed, with very localised strain accompanied by intense rotations of a
band of grains around 8 grains wide.

COEAO01-01-02 COEAO01-02-03 COEAO01-03-04 COEAO01-04-05 COEAO01-05-06 COEAO01-06-07

COEAO01-07-08 COEAO01-08-09 COEAO01-09-10 COEAO01-10-11 COEAO01-11-12 COEAO01-16-17

Rotation angle
(axis not shown)
0 20°

Figure 6.19: Slices of test COEAO01 showing grains coloured by the angle of rotation from the axis

and angle representation of rotations measured on several increments. Grains are coloured in a slice
corresponding to the beginning of the increment. Not all increments are shown
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The transition between these two modes of deformation is considerably di erent than the same
transition viewed and measured through grain displacements. The measurement of rotations
in increment COEA01-02-03 shows a little localised activity in the top right hand corner of
the specimen, but not a signi cant deviation from the uniform eld of close-to-zero rotations
measured in the rst increment of the test. Over increment COEA01-03-04 a structure around
13 grains wide is clearly visible crossing the specimen. Until increment COEA01-06-0V €., up
to the peak in the specimen's stress response) the width of this structure does not appear to
reduce, however this band of rotating grains appears to progressively develop lines of rotating
grains which are conjugate to the shear band in the lower part of the specimen. In increment
in increment COEAO01-06-07, ve dierent ngers can be identied in the lower half of the
specimen, traces of some of these can be seen in preceding increments, and can be seem to
persist into the next increment. These ngers appear to be composed of lines of single grains
rotating with relatively similar values of rotation. Fingers of rotating grains appear to die out
from increment COEA01-08-09 onwards, with rotations concentrating in the shear band.

Besides the ngers in the lower part of the specimen, in increment COEA01-06-07 networks
of rotating grains organised in the direction of the shear band are also visible in this slice. Two
parallel lines of rotating grains are particularly visible in the top part of COEA01-06-07, with
some indications of these parallel lines in the preceding increment. These two parallel lines of
rotating grains precisely delimit the nal position of the shear band that develops by the end
of the test. In these two slices grains which have large values of rotation are often accompanied
by other grains which also rotate. These could be interpreted as rotation centres where a single
grains which has experienced a relatively large rotation has caused grains around also to rotate

this can be seen for example towards the middle of the slice labelled COEAQ01-05-06.

Compared to the gradual concentration of the gradient of the displacement eld shown above,
the rotations appear to become inhomogeneous at around the same point in the test (COEAO1-
03-04), however the way in which the concentration is occurring appears to be dierent. The
initial thickness of the band of grains with increased rotations appears to be well de ned from the
beginning of its development. Furthermore, the angle of the band from horizontal also appears
to be well de ned, and does not change throughout the test, unlike the iso-levels, or contours
of the displacement eld. Some structures with strong alignment parallel and conjugate to the
shear band are seen to develop and then reduce as the shear band matures and concentrates.
The displacements measured appear to concentrate from a wider distribution than the rotations,
and to concentrate more rapidly. No geometrical structures are visible in the data as presented
in Figure 6.15, but is perhaps because this structure is hidden in the data since a wide range
of values has to be plotted for the displacements. Small deviations away from a local value of
displacement would allow these structures to be picked out from the displacement data; this is
precisely what is done in the following section, which shows micro-strain as calculated on grain
displacements (and compares it to strain measured from continuum digital image correlation).

6.3.3 Axes of rotation

The axes of rotation of the grains in the shear band are intuitively expected to be aligned: in
the slices shown, grains are expected to rotate around an axis normal to the slica {n Figure
6.18), i.e., around an axis perpendicular to both the major principal stress and the normal to
the shear band. The axes of rotations of the grains have not been shown in Figure 6.19: grains
are simply coloured by the measured value of angle of rotation.

In order to con rm the polarisation of the axes of rotation of grains in the shear band, all the
grains within the zone of the shear band in con guration COEA01-16 are extracted, and their
axes of rotation plotted for rotations measured on the increment COEA01-16-17. 6720 grains
have thus been selected, and their axis of rotation plotted as stereoplots in Figure 6.20.

A small amount of alignment can be seen in this plot, at the top and bottom of the circle,
representing the orientation expected for grain rotations, however the axes of rotation are well-
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Figure 6.20: Orientation of rotation axes of grains inside the shear band over increment COEA01-16-17.
The stereoplot on the left shows the raw data, the plot on the right preserves the same projection used
on the left, but bins the data into small sectors, shows the number of points per bin, normalised by
median number of points per bin. The yellow dot indicates the orientation of the direction of maximum
slope in the shear band

distributed in all orientations.

6.3.4 Calculation of local strain

This section deals with the measurement of strain at the particle scale. First a grain-based
method will be shown for the calculation of strain, which will then be compared to results from
continuum DIC. Although strain is the output of both methods, there is a fundamental philo-
sophical di erence in the way that strains are both obtained and de ned which it is important

to underline. In the case of continuum DIC, the specimen'’s discrete nature is ignored, and the
kinematics of the deforming material (from which strain is then derived are made) are measured
at regularly spaced intervals. The grain based method is fundamentally di erent: the kinematics
of the deforming medium come from the displacements measured from the displacement of grain
centres. Grain centres are then triangulated, and strain de ned piece-wise on the tetrahedra
which span the entire domain of the specimen.

Figure 6.21 shows vertical slices through the eld of the deviatoric strain, as computed by
Bagi's method (Bagi, 1996) implemented in the YADE ('milauer et al., 2010) discrete element
code (into which the grain's incremental displacements measured by ID-Track are used as an
input the simulation part of the code is not used). Strain is calculated on the tetrahedra which
are used to triangulate the grain centres. This eld that is visualised is therefore a slice through
a triangulated volume, with strain de ned on tetrahedra. The strain tensor for each tetrahedron
is recovered from the output from YADE and its second invariant is subsequently computed as
follows:
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This non-negative quantity is referred to as deviatoric strain, and (as shown in Equation 6.1)
is four thirds of the radius the of the Mohr's circle of strain (i.e., maximum shear strain) in
triaxial conditions.

COEA01-01-02 | COEA01-02-03 | COEA01-03-04 | COEA01-04-05 | COEA01-05-06 | COEA01-06-07

COEAO01-07-08 COEAO01-08-09 COEAO01-09-10 COEAO01-10-11 COEAO01-11-12 COEAO01-16-17

Deviatoric strain
0 0.25

Figure 6.21: Deviatoric strain calculated from grain kinematics

In section 6.3.1 it was observed that the gradient of vertical displacements of grains appears
to concentrate from a wider area of localised behaviour, and stabilises more rapidly than grain
rotations. Figure 6.21 con rms this: some preliminary, widely distributed signs of localised strain
appear as early as COEA01-02-03 with a wide characteristic thickness, and these concentrate
into a thin band which achieves its nal thickness around increment COEA01-09-10. This should
be compared to the measurement of rotations, which starts from a well de ned thickness, which
persists longer into the test, meaning that the grain rotations concentrate in a later increment.
The nal width of the band of concentrated rotations appears to be larger than the nal band
seen here, although individual grains cannot be seen in this visualisation.

These elds also allow the structure identi ed in the rotations of grains in increments COEAOQ1-
05-06 and COEA01-06-07 (such as the double two parallel bands of activity, as well as the ngers
starting from the shear band in the bottom part of the specimen) to be con rmed.

In the increment just after the peak (COEA01-07-08) the mechanism of shear strain con-
centration appears to change. Whereas up to this point a band of more or less constant shear
strain has progressively got thinner and more intense, in increment COEA01-07-08 a second
phase of concentration can be seen to operate: a zone of considerably increased shear strain is
visible inside the shear band. This is the point at which the width of the band of concentrated
rotations starts to reduce, and corresponds to an increment soon after peak, in strain softening.
This zone of intense shear propagates then through the specimen. In the nal increments of the
test, however, the maximum strain measured along the shear band is not constant. Blocks that
experience large amounts of shear can be seen to be interspersed by blocks which shear less.
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In summary, the concentration of the shear strain in this specimen appears in two distinct,
but overlapping phases: a rst phase is a concentratiorin space of shear, in which the width of
the band of increased shear decreases while having a constant value of shear strain inside; this
e ect can be seen to occur principally up to the peak stress. The second phase is concentration
of the intensity of shear strain within the band, which appears after peak, and which propagates
through the specimen, nally causing a reduction in thickness of the band.

It can be noticed in increments COEA01-06-07 (bottom of the specimen), COEA01-08-09
(bottom) and in increment COEA01-11-12 (top) that just one incorrectly tracked grain has a
considerable e ect on the shear strain maps produced. This in itself con rms that most grains
are tracked successfully.

Figure 6.22 shows slices of deviatoric strain as calculated Byomowarp . The measurements
outside the specimen (because digital image correlation in this case is performed on a regular
grid) have been removed by hand from these images. Inside the specimen, the eld of measured
deviatoric strain compares well to the elds measured using particle kinematics. Furthermore,
the continuum DIC has been performed with 49 49 79 calculation nodes, meaning there is
in the order of one node per grain in the specimen (although calculation nodes are not aligned
with grains). The slices extracted from this volume are consequently images with 49 79 pixels

which is why they appear pixelated in Figure 6.22
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Figure 6.22: Deviatoric strain measured by Tomowarp

The output from Tomowarp appears to be more noisy inside the specimen, this is likely
because the sub-pixel part of the image correlation algorithm has some preferential values (at 0.5
pixels displacement in the case ofomowarp ). The bias towards preferential values has little
in uence in the measurement of displacements, however in gradients are computed from these
elds, the noise they cause can be seen. Measurements based on particle kinematics are much
less vulnerable to this because positions are calculated using a particle's centre of mass (which is
calculated with an error of less than 0.05 pixels, without an apparent bias in the measurement).

Particle based tracking is fast, once a 3D image is separated and labelled. In this work,
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ID-Track has been combined with a relatively optimised commercial image processing package
(Visilog® ) which is able to separate and label a volume in around two hours. The calculation
of local strain with YADE takes only a few minutes this compares very favourably to the
processing times of 122 hours for the 49 49 79 volume analysed withTomowarp (both on
the same sort of machine). The images coming from the triangulation of grain displacements are
de ned vectorially, and therefore do not su er from the same sort of pixelisation.

6.4 COEAOL: discussion of processes observed

This section has shown how the tools developed and described in the previous Chapter can be
used to analyse a single test. These tools allow many insights to be gained into the grain-scale
processes behind the localisation of strain in this specimen.

The measurement of single images at the meso-scale shows that the overall dilation of the
specimen seen in the volumetric strain is due to a large increase of porosity concentrated in a
band, with little change in porosity elsewhere in the specimen (see Figure 6.3). The band is
measured as being around 11 grains wide by the end of the test. The evolution of specimen's
global porosity is compared to the evolution of the porosity in the band (in Figure 6.6); this
reveals that both local and global values start at around the same overall porosity (35%), and
both stabilise by the end of the test the global value at 39% porosity, whereas the porosity
in the shear bands stabilises at around 47%. Scrutiny of the specimen's initial state of porosity
before deviatoric loading does not reveal any signi cant higher porosity which could explain the
position of the band of localised porosity that develops by the end of the test.

Analysis at the grain-scale reveals that the grain-size distribution can be measured reliably
for this material, the distribution of grain sizes in the rst and last images is very close, indi-
cating that no grain breakage is taking place. The grain size distribution coming from the 3D
images (based on the diameter of the equivalent sphere of each grain in the specimen) compares
moderately well to the grain size distribution from sieving (supplied by ExxonMobil) for this
material, the Dsp values are however quite far apart (420 pm from sieving and around 325 pm
from tomography) as shown in Figure 6.8. A sieve analysis performed in this doctoral work only
help to prove that sieve analyses are not easy to reproduce systematically. The correspondence
between sieve analysis and the mean sphere diameter is better for the other two materials studied
in this work.

At an even smaller scale, contacts between grains are characterised in the di erent 3D im-
ages of specimen COEAOQ1, showing that overall the contact numbers reduce, and that contact
numbers particularly reduce in the zone where porosity increases (shown in Figure 6.10); the
correspondence between these two quantities is expected.

The specimen starts with a mean coordination number of 8.9 which reduces to 7.3, whereas
the coordination number in the shear band reduces to 6. When comparing the evolution of
this measurement to the evolution of porosity, it is visible that the changes in the coordination
number are correlated much more closely than porosity to the specimen’'s macroscopic stress
response; for example, the coordination number reaches a plateau as soon as the residual stress
is reached, whereas the porosity, or volumetric strain stabilise later in the test. This is possibly
explained by the fact that at the grain scale the macroscopic stress corresponds to forces between
grains, which are carried by contacts, which in turn can be identi ed with relative con dence.
Changes in porosity are slower to respond because in order to have changes in local porosity
grains must displace considerably, especially when compared to the displacement needed for a
contact to be lost in the tomographic images.

The grain kinematics measured in this test reveal that the specimen starts from very homo-
geneous conditions: the vertical displacements of the grains in the rst small increment at the
beginning of the test are axially symmetric (see Figure 6.14), as would be expected for material
points inside a homogeneous cylinder subjected to axial compression. Thereafter the vertical
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displacement eld tilts and starts to concentrate into a highly discontinuous eld. A vertical
pro le of the eld in Figure 6.17 reveals that in the rst three increments the vertical pro le

of the vertical displacements remains relatively linear, thereafter a zone of high gradient of dis-
placement starts to appear in the middle of the specimen. The gradient gets increasingly large,
tending towards a given gradient and thicknessi(e., it does not become a discontinuity) as strain
localises.

Grain displacements are projected into a base aligned with the shear band (Figure 6.18),
revealing that in the shear band there are grains which have some considerable components of
displacement in directions away from the direction of progression of the shear band. The fact
that grains inside the shear band can be seen to have unequal components of displacement in
directions away from the direction of the shear band i) is not surprising: as the shear band
develops, strain localises into a thin band of grains which have di erential displacements relative
to each other. As shown in this section, there appears to be a critical porosity and coordination
number that is achieved when the band is fully developed (around 47% and 6 respectively for
this test). Although porosity is increased and coordination number reduced, grains are not free
to move only in the direction of the development of the shear band, since this would involve a
much more signi cant loss of contacts. Grains therefore rearrange in the shear band, creating
enough freedom to shear. Put di erently, there is a quasi-2D phenomenon (a shear band) trying
to occur in a 3D specimen made of a 3D material. Although the overall displacement vectors of
the grains in the lower part of the shear band will be principally in the direction of the shear
band, some small variations are expected, as grains move around each other.

The fact that grains do not roll directly over each other is con rmed by the stereoplot of the
rotation axes of measured grain rotations in a mature shear band, shown in Figure 6.20. The
right, binned part of the gure shows light alignment in the direction of the band, however the
plot on the left con rms that the rotation axes are well-distributed in space.

The measurement of grain rotations throughout the test (shown in slices in Figure 6.19)
shows some geometrically complex structures in increments just around the peak axial stress.
The ngers of grains conjugate to the shear band in the lower part of the specimen correspond
to the zone of slightly increased porosity of the specimen the rotation of grains causes local
dilation and an increase in porosity. The lack of symmetry in the ngering observed may be
due to the fact that the specimen's lower platen is rotating; this fact would also explain why
the e ect of increased porosity is not symmetric. This opens myriad possibilities for analysis,
some of which have been explored (to di erent depths) in this doctoral work, as well as in two
collaborations from chapter 7. al around the band. The geometrically complex structures that
appear a little before peak and which die away as the shear band in the specimen concentrates
into its nal con guration are reminiscent of the temporary bands seen in biaxial compression
in Finno et al. (1997).

These structures perpendicular to the shear band die away as the shear band develops and
concentrates towards the end of the test.

Measurements of micro-strain calculated from grain displacements are shown in Figure 6.21,
and compared toTomowarp in Figure 6.22. The two methods compare well, despite the fact
that they are derived using very di erent techniques. The triangulated strain coming from grain
kinematics appears to give smoother results considerably more quickly.

The comparison of the development of the shear band as measured by the deviatoric strain
to the development of the band as measured by grain rotations is interesting: rotations appear
to concentrate in a well-de ned zone before peak and thereafter concentrate slowly, whereas
shear strain continuously condenses from a very wide feature in the second increment of the
test to a very tight band by the end of the strain softening regime; the rotations take longer to
concentrate. The structures seen in the elds of rotations in increments around around the peak,
such as lines of grains grains parallel to the band with large rotations, and lines or ngers of
grains rotating in the lower part of the shear band. The grain-scale comparison between strains
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and rotations is hampered by the fact that rotations are de ned discretely on grains, whereas
strain is de ned piece-wise on tetrahedra spanning the specimen. In the residual stress state,
some blocks of grains with particularly high shear strain can be identi ed, whereas in the grain
rotations, this same blocky structure cannot be seen The deviatoric strain and rotation elds
overall compare well to each other.

6.5 COEAO1: conclusions

The results presented on one test in this section show the micro-mechanical measurements that
are possible with the tools developed in this work. The application of these tools to images
describing an increment far in the residual stress state allows a characterisation of a mature shear
band: its stable porosity and mean coordination values, as well as the width of grains involved in
the shear band. Intense grain rotations characterise the shear band, with a boundary layer of
grains around also having small rotations. The axes of rotations show a little alignment towards
grains rolling in the direction of the band, however overall the rotation axes are well-distributed.
The shear strain maps of the shear band show some blocky structure, which is not visible in the
rotations.

At the beginning of the test, grain kinematics allow the quality of the initial specimen response
to be evaluated in the case of this specimen, the specimen responds very uniformly. This is
con rmed by the fact that almost no signi cant grain rotations or shear strain is measured in
the very rst increment of the test. However, in subsequent increments, well before peak, the
specimen starts to show some non-homogeneous behaviour which eventually develops into a shear
band. Analysis of the initial state of the specimen has not been able to provide any clues as to
why the specimen chooses to localise where it does.

Around the peak in the specimen's axial stress response, the shear band is already well-
de ned although both grain rotations as well as measurements of micro-strain show considerable
structure in the non-homogeneous elds measured.

In short, at the peak of this specimen's axial stress response, some characteristic features of
the grain-scale kinematics appear: the localised micro-scale behaviour of the specimen is at the
point where it is most organised in space; the increment up to the peak is the last where the
initial band of rotating grains has not yet concentrated (i.e., reduced in thickness), and is the
rst where there is a continuous line of grains with large rotations crossing the specimen.

6.6 Comparative analysis of tests on three di erent materials

This section will present and discuss one representative specimen from each material and con n-
ing pressure from the experimental program carried out in this doctoral work. The emphasis will
be in the identi cation and characterisation of di erent micro-mechanisms responsible for the
di erences between the responses of the tests. It is important to recall that in addition to grain
angularity varying between the di erent materials, Caicos ooids are carbonate grains, whereas
the other two materials have quartz grains.

6.6.1 Discussion of macroscopic responses

Figure 6.23 shows the macroscopic measurements made on the four tests performed at 100 kPa
con ning pressure that will be analysed: COEAO01, COEA04, OUEA06 and HNEAO1l. Two
Caicos ooids tests are included since there is a considerable discrepancy in the values of the peak
observed between these two specimens.

All four specimens behave as expected for dense specimens: they have a clear peak in their
axial stress response and are dilatant. The two blue plots, representing the two tests to be
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Figure 6.23: Macroscopic specimen responses for COEA0L, COEA04, HNEAO1 and OUEAO6 all tested
at a con ning pressure of 100 kPa. On the top plot, the stress ratio (R) is plotted against axial shortening,
and on the bottom volumetric strain is plotted against axial shortening

analysed on Caicos ooids (COEAOQ1 in dark blue and COEAO04 in light blue), have similarly-
shaped stress-ratio curves, however COEAQ1 has a distinctly higher peak stress than COEA04
(a friction angle of 48.0°vs. 44.8°), which occurs a little later. Quartz grains with the same
degree of roundness as Caicos ooids typically be expected to have a lower friction angle than
the other two less rounded materials. However, Caicos ooids are a carbonate sand, and are
consequently expected to have a higher peak stress when compared to quartz grains likely due
to an increased inter-particle friction. Both tests reach a very similar residual stress ratio,
corresponding to a friction angle of 35°. The dilatancy angles at peak for these two tests are very
similar; the dilatancy angle of both COEAOL1 and COEAO04 is measured as 20°. Recalling the
data presented in Table 3.5, all the external characteristics of specimen COEA04, compared to
specimen COEAO1, would indicate a specimen that is expected to have a higher axial stress at
peak: COEAO04 is denser than COEAOQ1, however it is COEAOQ1L that has a considerably higher
peak.

The specimen HNEAOL (red lines) of Hostun sand also presents a high peak (with a friction
angle of 46°), which appears later than in the other specimens at around 5% axial shortening.
The behaviour of this specimen is dilative like the others, with a dilatancy angle of 17° at peak.

It is not clear whether the specimen has reached its residual stress state, however it appears to
be close. The stress ratio measured for this specimen at the end of the test is considerably higher
than that of the other specimens, stabilising at a stress ratio of 4.4 (friction angle 39°).

The specimen of Ottawa sand (OUEAO6) shares the low residual stress ratio of the Caicos
specimens and has a peak stress ratio of 44.4°, close to the value reported for specimen COEA04.
This peak occurs at 4.4% axial shortening, and is associated with a dilatancy angle of 20°.

The general trends that can be seen in the responses of these specimens are that the rounder
materials (Caicos and Ottawa) have very similar values of residual stress, which are low compared
to the value of residual stress which appears to have been reached by the angular material (Hostun
sand). There is a de nite correlation between the amount of axial shortening required to reach
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peak and the angularity of the grains in the specimen: the specimens of Caicos ooids reach peak
rst, followed by Ottawa sand, and last of all Hostun sand. The values of the peak are higher
for Hostun than Ottawa sand, as expected. However one specimen of the carbonate Caicos ooids
has a very high peak.

Figure 6.24 presents the macroscopic responses of the three tests performed at 300 kPa
con nement that will be analysed in this section: COEA02, OUEA02 and HNEAO4.

.
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Figure 6.24: Macroscopic specimen responses for COEA02, HNEAO4 and OUEAOQ2 all tested at a
con ning pressure of 300 kPa. On the top plot, the stress ratio (R) is plotted against axial shortening,
and on the bottom volumetric strain is plotted against axial shortening

The comparison between the macroscopic specimen responses is very much in correspondence
with the comparison with the tests at 100 kPa; Tests COEA02 and OUEAO2 have a comparable
value of residual stress state, as was found between COEAQ01, COEA04 and OUEAO06 at 100 kPa.
The specimen of Hostun sand appears to tend to a higher value of residual stress, consistent with
the tests at 100 kPa. As with the tests at 100 kPa, the peak in the axial stress responses is earliest
for the most rounded material, and latest for the most angular. Again, the specimen of Caicos
ooids has the highest peak, followed by Hostun sand and nally Ottawa sand has the lowest peak

the same trend as in the 100 kPa tests if COEAOQL1 is considered a reliable test. The volumetric
response of the specimens also follows the same trends as the test at 100 kPa: the specimen of
Hostun sand starts to dilate later than the other two (and this specimen has a longer contractive
phase at 300 kPa con nement). Ottawa and Caicos specimens have similar dilatancy angles,
with the Ottawa specimen dilating longer into the test. Unlike the tests at 100 kPa, the strain
softening part of the macroscopic response of OUEAO02 is much more similar to that of COEA02,
whereas at 100 kPa the strain softening part of the Ottawa sand specimen follows the response
of the Hostun sand more closely.

It is not certain however that the change in Caicos ooids' post-peak behaviour is a material
response: in this phase a specimen's response may be strongly a ected by its geometry, since even
for the two similar backup tests on Caicos ooids performed at 100 kPa the post-peak behaviour
is not the same.
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Comparing each material's response between 100 kPa and 300 kPa con ning pressure shows
that the peak stresses occur later in each specimen, and that the values of stress ratio at peak
are reduced. Table 6.1 shows the position and value of the peak for all specimens, along with
the value of the residual stress.

. . . Apparent
Specimen Con ning Peak R ( 9 Shortening | Dilatancy at Residual R
Pressure at Peak Peak (9
HNEAO1 100 kPa 6.15 (46.1°) 5.0% 17° 4.15 (37.7°)
HNEAO4 300 kPa 5.35 (43.2°) 7.2% 15° 4.00 (36.9°)
OUEAO06 100 kPa 5.50 (43.8°) 4.3% 20° 3.75 (35.4°)
OUEAO02 300 kPa 5.20 (42.6°) 5.2% 16° 3.70 (35.1°)
COEAO01 100 kPa 6.79 (48.0°) 3.6% 20° 3.70 (35.1°)
COEA04 100 kPa 5.77 (44.8°) 3.4% 20° 3.70 (35.1°)
COEAO02 300 kPa 5.79 (44.9°) 5.2% 16° 3.65 (34.7°)

Table 6.1: Table showing some important characteristics of the macroscopic responses of the specimens
analysed herein. R is stress ratio 1= 3

An important conclusion to be drawn from the comparison of all these tests at 100 and
300 kPa con nement is that many of the trends visible between the responses of the di erent
materials at 100 kPa also appear at 300 kPa. These include the order in which specimens reach
their peak, the nal residual stress states achieved and the volumetric responses of the specimens.
However some trends are not the same between the two con ning pressures used: the post-peak
behaviour of Ottawa sand is closer to Hostun at 100 kPa and closer to Caicos at 300 kPa.

Based on the observations of the macroscopic responses of the specimens discussed above, the
principal question that arises is whether the di erent grain types (angularity and material) are
responsible for this behaviour and, if so, whether this is manifested in the grain-scale mechanisms
of the specimens.

To give focus to this Chapter, some key questions, based on observations made above, will
be addressed:

" Can the stress response of specimens COEAO1 and COEAO04 be explained through micro-
mechanical observations?

" Is the higher residual stress of the Hostun specimens explained by grain angularity?

Is the relationship between grain roundness and the earliness of each specimen’'s peak
explained by strain localisation occurring in the specimen?

Can the lower and later response of specimens tested at 300 kPa con nement be explained
by micro-mechanical observations?

Is the di erent (carbonate) material of the Caicos grains only responsible for the high peak
stress?

6.6.2 Comparison of tests COEAO1 and COEA04

This section will look for micro-mechanical explanations for the observed di erence in the macro-
scopic responses between specimens COEA01 and COEAO04. As stated above, the initial condi-
tions of COEAO04 (denser than COEAOQ1) give the expectation of a specimen with a higher peak,
but the opposite happens in this case. Figure 6.25 shows the macroscopic responses of both
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specimens with the di erent states that have been analysed labelled for both specimens on the
top graph. The dilatancy at peak can be seen to be very close for both specimens; towards the
end of the test COEAOL has undergone more dilation however.
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Figure 6.25: Macroscopic specimen responses for COEAO01 and COEA04. On the top plot, the Stress
ratio (R) is plotted against axial shortening, and on the bottom volumetric strain is plotted against axial
shortening. All the con gurations that have been imaged and analysed are indicated on the top graph

A dierence in peak stress could in principle be ascribed to a measurement error, however
the fact that both specimens reach the same nal residual stress indicates that the measurements
are probably trustworthy. The fact that the residual stress is the same for both specimens is a
good place to start for the comparison of these two tests.

Figure 6.26 shows some key micro-scale measurements made over a similarly-sized increment
in the residual stress state of both specimens (COEA01-16-17 and COEA04-10-11). Figure 6.26
con rms that the specimens, when in the residual stress state (which occurs at the same stress
ratio in both tests) also have comparable micro-mechanical activity: although the shear band
happens at a di erent height in the specimen, the grain-scale mechanisms visible in the mature
shear band are the same. The vertical displacement elds both show a band 6 grains thick in
the middle of the specimen, which has displacements to the two blocks of rigidly-moving grains.
The deviatoric strain elds for the two specimens reveal the same phenomenon of a well-de ned
band, with some patches of concentrated shear within. Grain rotations in the COEA04-10-11 also
appear to be distributed in the same way as they are for COEA01-16-17; there is a concentrated
band around 5 grains thick experiencing large rotations, and a band around 7 to 8 grains thick
experiencing non-zero rotations in both cases. The membrane can be seen to spread out and limit
the rotations, on the bottom right of COEA04-10-11, an e ect which is less visible in specimen
COEAOL1.

The conclusion to be drawn from Figure 6.26 is that the micro-mechanisms at play in the
increments compared appear to be very similar. This similarity can also be found in the macro-
scopic measurements made in both specimens over these increments: the stress ratio remains
constant over both increments, and both specimens have achieved a zero angle of dilatancy
con rming that the residual stress state has been reached.
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Figure 6.26: Comparison of the micro-scale measurements made in the residual state of tests COEA01
and COEA04
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Figure 6.27: Deviatoric strain maps from specimens COEAQ01 and COEA04 compared for the increments
leading up to peak. Please note that the rst increment is COEA01-01-03 {.e., COEA01-02 is skipped)
in order to compare axial shortening increment more closely

Looking now at the beginning of the test, the initial increment COEA04-01-02, is practically
the same (in terms of axial shortening) as COEA01-01-03, the increments that follow are also
relatively well-aligned, the increments to up the peak stress are shown in Figure 6.27.

Figure 6.27 shows slices through the eld of deviatoric strain in increments up to (and over
in the case of COEAO04) the specimen's peak. The rst three increments of each test show little
di erences in the development of the localised shear band; from the second increment in both
tests a very widely distributed region of localised shear exists in the specimen, in the orientation
of the nal shear band that develops. Some small indications of two parallel bands is visible
in COEA04-02-03, however the shear strain remains very diuse. The correspondence of the
shear strain maps in the rst increment is encouraging, since both specimens' macroscopic stress
responses are very similar up to this stage. However in the next two increments the specimens’
macro-scale responses start to di er, but this does not appear to be re ected in the deviatoric
strain maps. By COEAO04-03, the specimen can be seen to barrel laterally, which is not seen
in COEAO01.

In the last increment shown for each test, a considerable change can be seen: a zone of highly
concentrated shear strain can be seen starting to develop within the shear band in specimen
COEAO04, whereas this cannot be seen in COEAO1 at this stage, and only manifests itself in
increment COEA01-07-08.

The dierence in the peaks of specimens COEAO01 and COEA04 appears to lie to some
extent in the localised micro-mechanics that occur as the specimens are deformed. The fact that
COEAO04 has its peak earlier than COEAOQ1 can be seen in the fact that the shear band goes into
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its second phase of concentration (with intense shear developing inside a concentrated band)
in increment COEA04-04-05 (shown in Figure 6.27), whereas this appears later in specimen
COEAO0l1. The fact that this second phase occurs earlier in specimen COEA04, explains its
reaching peak before COEAOL, but may also in part explain the lower peak stress, since the
mechanism that leads to failure in this case is already well developed. The fact that no strong
di erence in microscopic shear strain responses can be seen in the second and third increments
of Figure 6.27 means that perhaps the cause of the earlier localisation cannot be found in the
kinematics of the specimens.

In conclusion, the micro-mechanisms occurring in both specimens in the residual stress state
are very similar, which con rms that the measured responses are likely to be correct and physical.
The lower peak in specimen COEA04 appears to correlated with a considerable di erence in the
micro-mechanics occurring in the specimen over the peak: the two-step process of shear strain
concentration described in COEAOL also occurs in specimen COEA04 and does so earlier in the
test, which is likely to be the cause of the lower peak. However leading up to the peak, where
the two specimens' stress responses diverge no considerable di erence can be detected.

6.6.3 Residual stress states

This section will look at the residual stress states in the specimens analysed in this section. The
residual stress state is key for the study of localisation because it is totally governed (particularly
in the small, dense specimens which have been tested) by the nal shear band. Di erences in the
value of the residual stress states are most noticeable rst between the Hostun specimens and the
others, but also for the same specimen at di erent levels of con ning pressure. Since responses
di er, study of the residual stress states allows characterisation of this fully localised mechanism
of deformation in order to con rm that the tools developed for micro-mechanical analysis are
able to pick out the di erences between the specimens.

This section will omit COEA04 from the analysis, as its residual stress state has been com-
pared and found similar to COEAOQL in the section above. The residual stress states of specimens
tested at 100 kPa (COEAO1, OUEA06 and HNEAO1) will be compared rst. The tests at 300
kPa will then also be compared, to see whether changes in the micro-mechanisms of deformation
occurring at higher mean stress might explain the fact that residual stresses are systematically
slightly lower at higher cell pressure.

Residual stress states at 100 kPa con nement

An increment in the residual stress state will be analysed for each test at 100 kPa: COEAQ1-16-
17, OUEA06-14-15 and HNEAO1-15-16. The lengths of these increments are detailed in Table
6.2. COEA01-16-17, OUEA06-14-15 are similarly-sized increments, however HNEAO1-15-16 is a
much longer increment (almost twice as long as the others), so this must be born in mind when
analysing the measurements made on these increments.

Residual Stress Increment Axial _shortemng over
increment
HNEAO1-15-16 1.72%
OUEA06-14-15 0.92%
COEAO01-16-17 0.89%

Table 6.2: Table showing the lengths of the residual stress increments for specimens studied at 100 kPa
con ning pressure

Figure 6.28 shows vertical slices, taken to include the specimen's axis and the normal to the
shear band, which is clearly visible in these slices. The shear strain and grain rotation elds
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shown for all three specimens con rm that the shear band is fully developed. In the increments
studied there is practically no strain or grain rotation outside of the shear band.

In the residual stress states shown, the deviatoric strain can be seen to be strongly localised
into a thin band for all specimens. In HNEAQ1-15-16 the discrete blocks of very intense shear in
the direction of the band (identi ed earlier in COEAQ01-16-17) can be clearly seen in red. These
blocks are situated inside a wider shear band than that in COEA01-16-17 and one which has a
less abrupt change in shear strain in the direction normal to the band. This is best viewed by
looking at the extent of the values of zero deviatoric strain in these specimens. Furthermore, the
most intensely shearing blocks in HNEAQO1-15-16 are towards the bottom of the band on the left
of the slice, and are towards the top on the right side of the slice. No such deviation is present
in COEAO01-16-17, where the intensely shearing block are in the middle of a tight band.

The deviatoric strain in OUEA06-14-15 is not localised into a band of constant thickness, in
the slice shown the left side of the band is thicker than the right side which is tightly concentrated.
The change in the shear strains in the direction normal to the band are not as sharp as COEAO1-
16-17, but more concentrated than HNEAO1-15-16.

HNEAO1-15-16 OUEAO06-14-15 COEAO01-16-17

Deviatoric strain
0 0.25

HNEAO1-15-16 OUEAO06-14-15 COEAO01-16-17

Rotation angle
0 20°

Figure 6.28: Comparison of the micro-scale measurements made in the residual state of tests HNEAO1,
OUEA06 and COEAO01

The mechanism behind the increasing sharpness of shear strains with increasing grain round-
ness may nd its origin in the rotation elds presented in Figure 6.28. In comparing these images
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it is important to bear in mind that the grains of Ottawa sand are smaller than the other two
specimens, and so have a smaller visual impact than Hostun or Caicos grains in grain-based
representations such as the rotation elds. The elds of rotations show a very concentrated
band of grains with intense rotations coincident with the band of high shear strain in all three
cases. Counting the numbers of grains with intense rotations across the band reveals that six to
eight grains have considerably higher rotations than the rest of the specimen in each case. The
values of rotations for this band of grains is very large for COEAQ1, with many grains rotating
more than 20°. The values of rotations for both OUEA06 and HNEAO1 in their residual stress
increments appear to be the same with grains undergoing rotations of around 10-15°, but it is
important to stress that the increment HNEAO1-15-16 is much larger than the other two: if it
were the same size as the other two increments studied, much smaller rotations would be ex-
pected in the order of 5-8°. The intensity of rotations in these three specimens therefore appears
to be inversely correlated with grain angularity.

Around the band of intensely rotating grains in increment HNEAQ1-15-16 grains with smaller,
but non-zero, rotations are visible, all along the band on both sides of it. These secondary
rotations appear to a ect a thickness of around three grains on either side of the shear band.
The same e ect is visible to a smaller extent in OUEA06-14-15, with one or two grains either
side of the band of intensely rotating grains having smaller rotations. In COEAO1, in many
places along the edges of the band there appear to be no secondary rotations ; several grains
with over 20° rotations can be seen to be delimited by grains with close to zero rotation. The
secondary rotations are therefore correlated with grain angularity: in the specimens analysed it
appears that the most angular Hostun grains have large secondary rotations, which is most likely
due to interlocking between the patrticles. Interlocking is a geometrical phenomenon that causes
rotational frustration. Rotational frustration is used in the sense of inability or di culty to
rotate , and is expected to a ect angular grains considerably more than rounded grains: angular
grain shapes are far from spheres, which means that long parts of a grain are able to lie in
small pores between other grains. This in turn means that rotational freedom of these grains
is considerably reduced and interdependent. In order for one angular grain to rotate when it
is packed in a dense granular assembly, grains that prevent its rotation must also be caused to
move. Since a shear band has been shown to cause large grain rotations in a thin band of grains,
in an angular material the band is wider (less sharp) because the intense core of rotating grains
causes grains on the outside of the band to rotate. Figure 6.28 shows that around three layers of
grains are involved in these secondary rotations. Furthermore rotational frustration is also likely
to occur within the band of rotating grains; if the measurements of rotations within the band
were plotted on similar increments of axial shortening, a progressive reduction of grain rotations
is strongly expected with increasing grain angularity.

For grains that are far from spheres, the expectation is that rotation induced in the grains on
the outside of the band is not fully decoupled from displacement of these grains; which explains
why a less-sharply de ned band of localised shear strain is visible in the deviatoric strain elds
however without the striking nature of the rotation eld.

A fully developed shear band in all the specimens tested appears to be composed of a thin
band of rotating grains. In Hostun sand, a layer around three grains wide on either side of
the band is also caused to rotate by the development of the band; the thickness of this layer
is between one and two grains for Ottawa sand, and is further reduced for Caicos ooids. The
intensity of rotations inside the band is closely related to the angularity of the grains, with Caicos
grains having very intense rotations.

In summary, in the residual stress states of these three specimens di erent micro-mechanisms
are at play: in the rounded material, there is intense rotation in thin band of grains, whereas
in the angular material there is a band of grains with less intense rotation that is more widely
distributed. In Caicos and Ottawa specimens, when the shear band is fully developed, grain
shapes o er little resistance to rotation (and therefore to shear), which is why the band is so
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concentrated. In the angular material however, the fact that grains are not able to rotate as freely
as in the other materials means that larger resistance to shear is obtained. Although shearing is
localised in the specimen, for further shear to occur grains bounding the shear band also need to
be rotated (due to grain geometries), which limits the rotations and dissipates energy. In both
intensity of grain rotations, and the extent of secondary rotations, OUEAQ6 is an intermediate
case between COEAO1 and HNEAOL. The reason for OUEAOQG6's similar residual stress state to
COEAO01 cannot perhaps be read directly from the kinematics of the grains in the shear band,;
the expectation of the residual stress state given the kinematics is that OUEAQ6 occupies an
intermediate position between COEAOL1 and HNEAOL1. However recalling that Caicos ooids are
carbonate grains (which explains to some extent the high peak of COEAOQ1), it is likely that
the residual stress value of COEAOL is also higher than what would be expected for a quartz
material with the same grain morphology than COEAOQL.

To better understand the micro-scale mechanisms occurring inside the shear band in each
specimen, the axes of rotation of the grains that make up the shear band can also be analysed.
Figure 6.29 shows the rotation axes for rotations in the residual increments studied for HNEAO1
and COEAO01. These binned stereoplots are normalised by thmedian value of the number of
projected points that enters each bin; the result of this is that bins with a value of 1 {.e., white
in the colour map chosen) represent bins that are at the median value. In both cases, polarisation
is visible and, compared to the horizontal orientation of the shear band (shown on the plots),
grains can be seen to roll along the slope of the band (with a rotation axis in the direction oh
from Figure 6.18). However the polarisation is not very strong. Furthermore, the polarisation of
the rotation axes of the grains in the shear band in increment COEAQ1-16-17 is very speci cally
in the direction of rolling along the slope of the shear band. In HNEAO01-15-16 it appears that
the polarisation is both stronger and less well-organised in space than what is visible in COEAOQ1,
i.e., there are a larger quantity of grains rotating with an axis of rotation approximately in the
direction of a.

HNEAO1-15-16 COEAO1-16-17
Orientation of rotation axes Orientation of rotation axes
of grain in tré%c?hear band of grain in tggoshear band
120° 60° 120° 60°
150° 30° 150° 30°
180° ° 180°

0° 30° 60° 909

(e}

0° 30° 60° 90

210° 330° 210° 330°

240° 300° 240° 300°

270° 270°
Bin Count

0 2

Figure 6.29: Comparison of the rotation axes for the grains in the shear band in specimens HNEAO1
and COEAOL1. The yellow dot indicates the orientation of the direction of maximum slope in the shear
band

The polarisation of grain rotations gives an unexpected insight into the localisation process
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under way: in all cases the rotations are not totally polarised, this has been explained above
as being due to the complexity of 3D transformations of rigid particles being involved in a
deformation mode that is essentially two-dimensional (a shear band). This said, the rotations in
Hostun sand can be seen to be more polarised approximately arouradthan in COEAQOL. The
fact that the polarisation is a little scattered is likely due to the secondary rotations in the shear
band, where rotation is transmitted to neighbouring grains in related orientations. However
the increased polarisation of orientations in the angular material is more surprising, however
what must be taken into account in this case is that the increment of shortening over which the
rotations are measured is larger for HNEAO1, which means that in this increment the values are
closer to the mean rotation expected.

Figure 6.30 which shows the porosity eld for the state at the beginning of all three of these
increments. The band of increased porosity in specimen COEAOQ01 can be seen to be more sharply
de ned (particularly on the top of the band) when compared to HNEAO1 and OUEAQ6, which
both have a more gradual progression of porosity from the inside of the band to the outside.

HNEAO1-15 OUEAO06-14 COEAO01-16

Porosity
30% 70%

Figure 6.30: Comparison of the elds of porosity measured for states HNEAO1-15, OUEA06-14 and
COEAO01-16

Residual stress states at 300 kPa con nement

This section will look at the residual stress states for the specimens tested at 300 kPa con nement.
As recalled in Table 6.1 the residual stress states for the specimens have a tendency to reduce
slightly between tests at 100 and 300 kPa. This means that, based on the micro-mechanisms
seen above, the bands of localised deformation are expected to be thinner with less developed
secondary rotations at higher pressure.

Residual Stress Increment Axial _shortenlng over
increment
HNEAO04-14-15 1.86%
OUEA02-11-12 1.36%
COEA02-12-15 1.00%

Table 6.3: Table showing the lengths of the residual stress increments for specimens studied at 300 kPa
con ning pressure

Table 6.3 shows the sizes of the residual stress increments which will be studied. In this
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case all these increment have relatively di erent sizes, so analysis must be made carefully in
these increments. Given the partial polarisation of the rotation axes shown in Figure 6.29, the

values of the elds have not been normalised, since it appears that grains do not have monotonic
kinematics in the shear band.

HNEAO4-14-15 OUEA02-11-12 COEA02-14-15

Deviatoric strain
0 0.25

HNEAO4-14-15 OUEA02-11-12 COEA02-14-15

Rotation angle
0 20°

Figure 6.31: Comparison of the micro-scale measurements made in the residual state of tests HNEAO4,
OUEAO02 and COEAQ02

Figure 6.31 shows the micro-mechanical measurements made on increments in the residual
state of three specimens tested at 300 kPa con ning pressure. All of the increments analysed are
slightly larger than those analysed for the specimens at 100 kPa con nement. A considerable
amount of noise is noticeable in the slices from HNEAO4 this is because the combination of the
relatively large displacements and the di culty of reliable segmentation causes some grains to
be incorrectly tracked. Furthermore, in the rotation elds for this increment some grains inside
the shear band are evidently not tracked.

Comparing the elds in Figure 6.31 to the ones obtained for the same materials at 100 kPa
con nement (shown in Figure 6.28) shows a good correspondence. In all the shear strain maps,
blocks of intense shear can be identi ed within the shear band. The shear band that has
developed in HNEAO4 is de ned with a smooth border with respect to the material outside,
which is not shearing. On the other hand, COEA02 maintains a sharply de ned band both
in terms of shear strain and grain rotations, which is consistent with the observations at 100
kPa. Specimen OUEAO2 also has a band of varying thickness in its residual stress state (as
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was observed in OUEAO6 at 100 kPa). In this case the band is thinnest towards the top of
the specimen (the opposite compared to OUEAO06) and, again, the thinnest part of the band is
associated with the most intense shear. The rotations of the grains in OUEAO02 show that the
band thickness increases from around 5 grains at the top of the specimen to around 7 grains
at the bottom. The band of rotating grains is much more visible in this increment because the
grains undergo larger rotations and consequently stand out more clearly in Figure 6.31.

The extent of secondary rotations in the three specimens shown in Figure 6.31 follows the
same trends than the secondary rotations observed in the slices shown at 100 kPa: increasing sec-
ondary rotations occur with increasing angularity. Figure 6.32 shows some zooms into the shear
band for all three specimens. Although the trend is not striking, reduced secondary rotations
can be seen for specimens tested at higher pressure. The challenge with the visual interpretation
of these data is that (other than the occasional grain missing in the images of Hostun sand),
the values of rotation are di erent in these di erent shear bands (due to the di erent size of the
increments). Furthermore, in some cases, the thickness of the shear band in the same material is
di erent: for example the band of rotating grains in COEAQ02 appears thinner than in COEAO01,
and conversely, that of OUEAO2 appears larger than in OUEAO06. However, if the secondary
rotations are compared without taking into account the width and intensity of the rotations of
grain in the shear band, they can be seen to reduce when con ning pressure is increased from
100 kPa to 300 kPa.

Conclusions

A hypothesis explaining the residual strengths of the materials tested is that in the experiments
analysed, the two principal factors that a ect the residual strength of these materials are the
secondary rotations around the shear band, as well as inter-particle friction. The secondary
rotations are likely to be important because they are the result of rotational frustration of grains
inside the shear band, and for this reason they are linked to the intensity of rotations in the
band. The width of the band itself appears however to be more variable (at the grain scale) and
to have less of an e ect on the residual strength of the material, this may be due to the fact
that the kinematics of grains in the band are in any case very localised and intense, and that the
material is owing to some extent in a critical state. Using the analogy of ow, the secondary
rotations could perhaps be considered as an e ect similar to a boundary layer that retards the
ow.

The kinematics in the residual state of Hostun sand show considerable secondary rotations
caused by interlocking that in turn limit the rotations of grains. This is considered to be the
principal reason for the increased residual strength of this material compared to Ottawa sand,
which has grains of the same material. Shear banding in Ottawa sand causes less secondary
rotations of grains outside the shear band: the material owing in the shear band is slowed
less by the surrounding material, which means that to have further shear in the band takes less
energy than in Hostun sand.

Shear bands in Caicos ooids are even thinner than in Ottawa sand, with very limited secondary
rotations. Based on these grain-scale observations Caicos ooids are expected to have an even
lower residual strength: however, at both con ning pressures studied, the residual strength is
very close to that of Ottawa sand. This is most probably because of the dierent nature of
Caicos' carbonate grains, which have a higher inter-particle friction than the quartz grains of the
other two materials; this could also explain the high peak of the Caicos material.

The polarisation of the grain rotation axes in the shear band, shown for Caicos and Hostun
specimens at 100 kPa, reveals that the rotations in the increment studied are considerably more
polarised for Hostun sand, but also relatively scattered as compared to the rotations in the
Caicos specimen. However comparison is rendered more di cult by the fact that the increments
studied are not of the same size. Over large increments, the expectation is that grains roll in the
direction of the slope of the shear band, which can be seen in Hostun sand.
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Figure 6.32: Comparison of grain rotations in the shear band
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6.6.4 Development of shear bands

The section above has made a micro-mechanical characterisation of the mature shear bands
that have developed in some of the specimens tested in this work, highlighting a potential link
between the amount of secondary rotations outside the shear band with the residual strength of
the material. This section endeavours to characterise the onset and progressive development of
the shear bands.

Analysis of tests at 100 kPa con nement

The axial stress responses discussed at the beginning of this section show a remarkable trend in
that the rounder the material, the faster the macroscopic stress response appears to be. For
example, at 100 kPa con nement, COEAOL reaches peak stress at 3.6% axial shortening, and
the residual stress state at 11%, but indications of the material being very close to the residual
stress state come as early as 9% shortening. In contrast HNEAOL reaches its stress peak at 5%
axial shortening and a residual stress state around 13.3% axial shortening.

The beginning of this Chapter has shown that in specimen COEAO1 shear strain and grain
rotations do not localise in the very rst increment of the test but start to do so soon afterwards.

In the residual state of the specimens analysed, the macroscopic stress response really re ects the
material behaviour in the shear band. Between the beginning of the test (where no localisation
is taking place) and the residual state (where the only active mechanism is the shear band, and
a small thickness of grains around it), the shear band develops, and is likely to be responsible
for the peak and strain softening observed.

The in-depth analysis of test COEAOL has revealed that porosity increases in the zone of the
shear band, whereas there is little volume change on the outside of the specimen. This in turn
has been related to coordination number of grains in the band, which have been shown to reduce
(consistent with the increase of porosity) as the test advances. The fact that dilation is visible in
the zone of the shear band is not surprising; the intense grain rotations and intense shear strain
(di erential displacements of grains) measured in the residual state requires enough geometrical
freedom to be created for these mechanisms to occur.

Desrueset al. (1996) show that specimens of Hostun sand starting from di erent densities
achieve a characteristic void ratio in the shear band that develop. These measurements have
been repeated on specimen HNEAO1 and are shown in Figure 6.33 where the porosity in the
region of the shear band (red line) is plotted alongside the specimen's global porosity (orange
line). These results go some way to con rm the ndings that a local limit void ratio for Hostun
sand in the shear bands is 0-85 0-02 (which corresponds to a porosity of 46% 0.6%) at
100 kPa con nement. As Figure 6.33 shows, specimen HNEAQO1 seem to be tending towards a
porosity of about 48% in the shear band.

The conclusion to be drawn is that the porosity in the region of the shear band increases from
very early on in the test, and tends towards a stable and well-de ned value for the specimen. The
nal value of porosity for a given material is very likely to be related to the grain scale mechanisms
identi ed in the previous section: for grains in the band to rotate and displace relative to each
other, a certain amount of interlocking must be freed. A hypothesis could be that, until the
critical void ratio or porosity required for the shear band to form is reached, the phenomenon
of interlocking giving secondary rotations causes the material to have a stronger response than
when the shear band is fully developed. Starting from the observation that increasing grain
roundness seems to give increasing abruptness of the material's response, the rate at which this
increase of porosity can happen is expected to be higher for the more rounded grains.

Considering the other tests presented in Figure 6.33 shows some important are apparent: the
rates at which porosity locally increases in the zone of the shear band are not the same between
the tests, and the point at which porosity becomes stable in each specimen is also not the same.
The values measured from the graph are shown in Table 6.4, showing that the Caicos specimen
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Figure 6.33: Evolution of the mean porosity in the zone that the shear band occupies by the end of the
test, as well as the global porosity for COEAO01, HNEAO1 and OUEAOQ6
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Figure 6.34: Macroscopic specimen responses for COEAO01, HNEAO1 and OUEAOQ6 all tested at a
con ning pressure of 100 kPa. On the top plot, the stress ratio (R) is plotted against axial shortening,
and on the bottom volumetric strain is plotted against axial shortening

is able to reach a critical porosity of around 47% porosity by 8% axial shortening by increasing

190



its porosity by 12.7%. As expected, Ottawa sand takes an intermediate place with a gain in
the porosity in the zone of the shear band of 11.6% to reach a porosity of around 44%. This
is obtained at around 10.6% axial shortening. Hostun sand is the material that gains the least
porosity and reaches a stable porosity latest in the test.

More importantly, the maximum rate of increase of the porosity in the zone of the shear
band reveals that for a given shortening, the Caicos ooids specimen increases in porosity more
rapidly than the other two materials. Again, grain interlocking is seen to play an important role
in the rate at which a localising granular material increases in porosity: as it has been shown
in the section above, for a given axial shortening, the rounder grain have much less rotational
frustration, and are therefore able to attain their critical state more rapidly.

Max rate qf porosity Approximate Absolyte change_ in
Specimen increase (mcreasg of beginning of plateau porosny over en_tlre
porosity per_% axial (axial shortening %) test (di erence in
shortening) porosity %)
HNEAO1 1.2 11.7% 9.1%
OUEA06 1.5 10.6% 11.6%
COEAO01 2.2 8.0% 12.7%

Table 6.4: Table showing some key measurements made on the evolution of porosity in the zone of the
shear band in specimens tested at 100 kPa

Looking at the evolution of the coordination number for the grains in the zone of the shear
band (Figure 6.35) the same trends are visible as for porosity: COEAOQ1 is the test in which
contacts are lot most rapidly in the zone of the shear band, allowing the specimen to locally
reach an apparently stable value of coordination number. The other two specimens also show
a behaviour that corresponds well to the observed evolution of local porosity discussed above.
HNEAO1 looses contacts in the zone of the shear band the least rapidly, therefore taking longest
to achieve its stable state. As discussed earlier in the chapter, the measurement of coordination
number appears to be more sensitive to changes in the macroscopic response of the specimen,
however porosity still allows some interesting insights to be gained.

In both the porosity and coordination number maps, the Ottawa sand grains appear to have
lower porosity and higher coordination numbers than the other two tests. This is likely not to
be far from the truth, however, given the fact that the Ottawa grains are smaller than the other
two materials tested, there are more partial volume voxels in the greyscale images, meaning that
if these are selected by a very small change in the threshold used, a considerable number of
contacts can be arti cially identi ed.

In summary, at 100 kPa the roundness of the materials tested is strongly correlated both with
the local rate of increase of porosity (and consequently loss of contacts) and also the extent to
which local porosity increases over the initial state. When strain starts to localise, the medium's
macroscopic response is increasingly governed by the shear band occurring in the specimen (until
the residual stress state, where the response is totally governed by the shear band). The more
rounded materials tested appear to be able to reach a fully developed shear band faster , which
explains why the peak stress is achieved sooner.

Figure 6.36 shows the deviatoric strain calculated in ve key increments for these three tests:

~ A: the rstincrement close to the maximum slope of increase of porosity in Figure 6.33

" B and C: two at the maximum slope of local porosity increase; one at the beginning and
one at the end

~ D: one increment when the gradient of porosity reduction starts to change

191



Global Mean C.N. (COEAQ1) —«— Mean C.N. in Band (HNEAQ1) —e—
Mean C.N. in Band (COEA01) —e— Global Mean C.N. (OUEAO1
Global Mean C.N. (HNEAO1 Mean C.N. in Band (OUEAO1
11 7
— 10 [ - 6
]
o]
€
2 5
c [30]
.% I‘I_'
£ 4
'E Il
S 4
© 3
[
I
()
=
2

5 | | | | | | | | | | | | | | 1
0 1 2 3 4 5 6 7 8 9 10 11 12 13 14 15

Axial shortening (%)

Figure 6.35: Evolution of the mean coordination number in the zone that the shear band occupies by
the end of the test, as well as the overall mean coordination number for specimens COEAO1, HNEAO1
and OUEA06

" E: a last increment at the beginning of the plateau of local porosity increase

This gure shows that the beginning of the local change in porosity has a clear meaning:
some very slight, di use features of localised strain can be seen for all specimens in increment
A. Increments B and C, chosen from Figure 6.33, lie for every specimen on either side of the
peak. For COEAOQL, in states B and C some considerable conjugate structures are visible, which
are not very visible in specimen OUEAQ06. In increment C, HNEAO1 shows some interesting
features: two parallel structures delimiting the edge of the band, which can also be discerned in
COEAO1. What is noticeable in all specimens for increments B and C is that the di use zone of
localisation visible in increment A has concentrated in space.

In increment D the shear band is in a much more recognisable form compared to each spec-
imen's residual state. By increment D, all the specimens have started the second phase of
localised strain where strain is concentrating less in space and rather in value. By increment E
the shear band is very close to fully mature: the second phase of strain concentration has crossed
all of the specimens, and the increments all correspond to increments just at the end of strain
softening.

Analysis of tests at 300 kPa con nement

At 300 kPa (Figure 6.37) the global and local evolution of porosity in the specimens qualitatively
follows the same trends as at 100 kPa con nement. COEAO02 has the greatest rate of increase,
followed by OUEAO02 and nally HNEAO4, with a very low rate of increase of porosity. Table 6.5
summarises the same key measurements as Table 6.4 on these graphs. The values for HNEA0O4
are taken over the range 4% to 9% axial shortening to avoid the local change in gradient.

Table 6.5 (to be compared to Table 6.4) shows that the same qualitative di erences can be
seen between the three materials at 300 kPa as at 100 kPa, the values of specimen OUEAQ2
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Figure 6.36: Slices though a eld of deviatoric shear stresses computed from grain kinematics for some
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Figure 6.37: Evolution of the mean porosity in the zone that the shear band occupies by the end of the
test, as well as the global porosity for COEA02, HNEA0O4 and OUEAOQ2
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Figure 6.38: Macroscopic specimen responses for COEA02, HNEAO4 and OUEAOQ2 all tested at a
con ning pressure of 100 kPa. On the top plot, the stress ratio (R) is plotted against axial shortening,
and on the bottom volumetric strain is plotted against axial shortening

are at a considerably higher value of porosity than OUEA06. Comparison reveals that the
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Max rate of porosity . Absolute change in
. . Approximate . i
. increase (increase of N porosity over entire
Specimen . . beginning of plateau g .
porosity per % axial (axial shortening %) test (di erence in
shortening) g porosity %)
HNEAO4 0.7 12.7% 8.0%
OUEAO02 1.3 10.7% 11.0%
COEA02 1.6 10.0% 11.2%

Table 6.5: Table showing some key measurements made on the evolution of porosity in the zone of the
shear band in specimens tested at 300 kPa

increase of porosity in the zone of the shear band is lower and slower for all the tests at 300 kPa
con nement. Furthermore, the gains in porosity of Ottawa and Caicos specimens at 300 kPa
are much closer together than the responses at 100 kPa. This is con rmed by the macroscopic
responses (reproduced in Figure 6.38 for convenience), which clearly show a stress response that
is very similar for the two specimens.

Conclusions

This section has shown that localised behaviour in the specimens starts early in the tests. The
rst indications of localised behaviour from porosity come early in the tests. Increments in which
the local porosity starts to increase have been analysed at 100 kPa, showing that, in this early
stage of a test, shear strain is already localising. The analysis of other increments, corresponding
to key changes in the evolution of the porosity in the shear band, reveals that the period of
maximum rate of increase of porosity contains the peak of the specimen’s response and that
the second phase of shear strain concentration starts when the rate of increase of local porosity
reduces.

At higher con ning pressure (300 kPa), the rate and amount of porosity increase is reduced
for all specimens. The reduced rate of porosity increase is consistent with the slower specimen
response seen at 300 kPa con ning pressure. Observations at the micro-scale indicate that the
local increase of porosity is initially related to the progressive concentration in space of the
shear strain in the specimen. The maximum rate of increase of the specimen with respect
to shortening coincides with the peak of the specimen's stress response and in some cases is
associated with temporary, localised structures. When the rate of porosity increase starts to
reduce, the shear strain in the specimen starts its second phase of concentration (no longer in
space but in intensity), related to the end of the specimen’s strain softening regime.

6.6.5 Initial Kinematics

This section will explore the kinematics of the initial increments of the specimens tested in order
to establish whether the at-times imperfect geometry of the specimens has a strong e ect on
their response. The grain displacements, shear strain and grain rotation elds will be shown in
the rst increments of the six tests studied in this section. Since specimen COEAO1 has a very
small initial increment, for this specimen the increment COEA01-01-03 will be used.

The micro-scale measurements on the initial increments of six specimens studied in this
work are presented in Figure 6.39. This gure shows that, even though the majority of these
increments are well before peak (in general the end of the increment represents a state with a
stress ratio of around half the peak), the elds of vertical displacement obtained by ID-Track
already show some tilt. The specimens where the iso-values in the vertical displacement eld
are the most tilted are possibly the two Hostun sand specimens, HNEAO1 and HNEAO4 (the tilt
of the bottom platen from horizontal was measured as 1.9° and 1.0° respectively). However, the
deviatoric strain maps show that there is no localised shear evident in these specimens in their
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Figure 6.39: Micro-scale measurement made on the initial increments of six tests
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initial increments. This can be con rmed by the absence of strong gradients in the displacement
eld. The rotation elds for these initial increments also show no noticeable activity.

Careful analysis of specimen COEAOL1's vertical displacement eld in increment COEA01-01-
03 reveals that, unlike the increment COEA01-01-02 analysed at the beginning of this chapter, the
eld is already tilted. This means that very early on in the test the iso-values of the displacement
eld can start to tilt. This in turn highlights the importance of the small increment (in terms of
axial shortening) COEA01-01-02, which proves that the initial displacement eld is homogeneous.

Figure 6.39 shows that despite the di culty in the preparation of specimens, the localisation
observed and characterised in these specimens is not caused by potentially poor initial conditions.

6.6.6 Conclusions of analysis of other tests

The analysis presented in Section 6.6 of the other tests performed in the experimental campaign
reveals that the tools developed in this work are able to make measurements that enable the
characterisation of grain-scale mechanisms in the di erent granular materials tested.

The questions posed (based on analysis of the macroscopic behaviour of these specimens) at
the beginning of this section are recalled below:

" Can the stress response of specimens COEAO1 and COEAO04 be explained through micro-
mechanical observations?

" Is the higher residual stress of the Hostun specimens explained by grain angularity?

" Is the relationship between grain roundness and the earliness of each specimen's peak
explained by strain localisation occurring in the specimen?

Can the lower and later response of specimens tested at 300 kPa con nement be explained
by micro-mechanical observations?

" Is the di erent (carbonate) material of the Caicos grains only responsible for the high peak
stress?

These questions have guided the analysis performed in this chapter, and have been answered
in the discussion within this section; the answers obtained are summarised below.

The micro-mechanical comparison of specimens COEAO1 and COEA04, tested under the
same conditions, but giving a considerably di erent peak, rst reveals that the residual state in
these two samples is similar. Looking before the peak, no striking di erence can be noticed until
the peak. In the increment over the peak a mechanism of shear strain localisation was observed
in COEAO04, which took place much later in COEAQ01. The fact that the shear band was in a
more advanced state of development in sample COEA04 means that the shear band brought the
specimen to failure sooner, thus lowering the peak.

The systematically higher residual stress state in Hostun sand has been related to develop-
ments at the grain-scale and in particular, to secondary rotations , which are hypothesised to be
a result of rotational frustration of grains inside the shear band and thus indicate a material with
more strength. Secondary rotations are seen to some extent in Ottawa sand, however in Caicos
their presence is very limited. Based on the analysis presented in this chapter, the surprising
residual state stress response is that of Caicos ooids, which when compared at a grain scale to
Ottawa sand, is expected to have a lower residual stress state but instead systematically has
a similar residual stress. This question should therefore be merged with the last question in
the list: the fact that Caicos ooids are carbonate grains (as opposed to quartz) is probably the
explanation for both the higher than expected peak stress, as well as the residual stress.

Analysis of the specimens' pre-residual micro-mechanical behaviour reveals a potential mecha-
nism that explains the speed of their macroscopic response: the rate at which porosity increases
(and that coordination number decreases) in the zone that contains the shear band at the end of
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the test. Measurements made on the development of shear bands in Caicos ooids show that this
material is able to locally increase in porosity almost twice as fast as Hostun sand. The analysis
of Ottawa sand at di erent con ning pressures reveals why OUEAQ2 behaves very similarly to
COEAO02 at 300 kPa con ning pressure: sample OUEAO2 increases in porosity at a similar rate
to COEAO2.

The change in specimen's macroscopic responses between 100 and 300 kPa con nement may
come from two di erent mechanisms. The reduction of the stress response has been suggested to
be the result of a slightly reduced amount of secondary rotations visible in the shear band. The
retardation of the responses has been related to the observation that at higher con ning pressure
the zone of the shear band systematically increases in porosity more slowly.
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Chapter 7

Example applications

This chapter aims to brie y introduce two di erent applications of the data coming from this
doctoral work. The data are rich (particle kinematics of a specimen of sand through numerous
increments have been calculated) and rather unique; this has caused a certain amount of inter-
est which has matured into several scienti ¢ collaborations with various universities in France
and abroad. Two illustrative collaborations are shown in this chapter, selected because of the
relatively advanced state of the collaboration.

The rst application of these data is detailed in Section 7.1 and describes an ongoing collab-
oration with Jose Andrade and Ivan Vlahini¢ in Caltech (U.S.A.). This is part of a large project,
with the vision to combine discrete element models with the experiments made in this doctoral
work.

Section 7.2, describes a collaboration with Antoinette Tordesillas, David M. Walker and
Andrew Cramer in the University of Melbourne (Australia). This collaboration aims to make
new measurements starting from grain kinematics and abstracting these data into kinematical
space; once this is done a network is built and analysed using tools from graph theory. This
di ers from the analysis performed so far, which is always in 3D space.

7.1 Preparation for grain-based discrete elements

The collaboration with Jose Andrade and Ivan Vlahini¢ in Caltech (U.S.A.) is part of an ambi-
tious project whose aim it is to make a new generation of Discrete Element Models (DEM), al-
lowing a more profound investigation into micro-structural properties of granular media. Instead
of imposing simpli ed shapes as is typically done in discrete element modelling, one objective is
to take advantage of 3D measurements coming from the kinds of experiments carried out in this
work, and to model much more realistic grain shapes.

The project hopes to reproduceindividual grains in the specimens tested in this work by
creating avatars of each grain from the images coming from tomography. The objective is to
generate avatars of the grains which are then suitable for use in a discrete element simulation. In
order for a grain to be suitable for a discrete element simulation, its surface should be described in
a smooth way in order to avoid locking and numerical trouble in the discrete element simulation.
However, a representation which is too smooth will inevitably loose information, particularly
with angular sand grains like those found in Hostun sand. The representation of the surface of
grains used in this project is a description by NURBS (Non-Uniform Rational B-Splines), which
are chosen both to allow a correct description of a grain's surface to be made, as well as being
suitable for subsequent computation: the surface of a grain being described by a function, it
is possible and direct to determine the normal to the surface and its gradient at any point for
example.

Before grains can be described by NURBS, their surfaces need to be accurately described
starting from the 3D images from tomography. The methods developed in this doctoral work
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identify grains as part of the solid phase, which in turn has been de ned by applying a threshold to
the greyscale images (which describe a eld of x-ray attenuation) coming from tomography. The
result of the application of a threshold is that the limit between solid and pore phases is strictly
and rigidly de ned this is desirable insofar as it permits the solid phase to be subsequently
separated into individual grains; however this strict separation means that the limit between
solid and pore is jagged, since it is de ned on cubic voxels. The jagged surface of a grain de ned
in a binary image is clearly visible in Figure 7.1 a), where the individual voxels are rendered as
cubes in order to emphasise this e ect.

a) Voxelated, labelled grain b) Particle surface identi ed c¢) Particle surface
from tomography with level-sets described with NURBS

Figure 7.1: Figure showing the di erent representations of a grain a) voxelised grain de nition coming
from the image processing steps described in Chapter 4. b) results of a level-sets procedure which smoothly
de ned the surface of the grain in question without being restricted to the resolution of the voxels of the
image. ¢) smooth representation of the grain with a series of NURBS, allowing its surface to be captured
e ciently (Jose Andrade, personal communication)

A paper has been submitted to Granular Matter (Vlahini¢ et al., 2012) which describes a
technique to better capture the surface of grains with the objective of a smoother description of
the surface. The technique developed starts with the markers used to separate grains, but re-
performs the separation using level-sets (see Osher and Fedkiw, 2003, for further details), guided
by the greyscale images from tomography. Very briey, level sets are boundaries that can be
deformed based on image characteristics, such as the image value. Furthermore, some level-sets
implementations allow pseudo-mechanical properties to be assigned to these boundaries, which
can control their curvature or ability to bend. These boundaries are iteratively deformed in
images until they become stable, and are not necessarily tied to the resolution of the image. In
the implementation discussed in Vlahini¢et al. (2012), the boundary expected to capture the
outside of a grain is started from a marker inside the grain, and should grow until it stops on
the outside of the grain. The partial volume e ect on the outside of the grain is expected to
help the placement of this boundary. This paper also develops some noise reduction lters for
the greyscale image in order to guarantee a better convergence of these algorithms. These are
illustated in Figure 7.2 (parts w/noise and w/o noise ).

The results of a correctly tuned level-sets boundary- nding/segmentation approach can be
seen both in Figure 7.1 b) as well as Figure 7.2 (part 3D Level Set Contour). Once a correct
level-sets description is identi ed for a given grain, it can then be used as a sca olding in order to
construct a NURBS description of a grain. A NURBS description of a grain is shown in Figure
7.1 ¢) can then be used in the new DEM code being developed in this project. The NURBS
description of the grain is its numerical avatar.

Once the technique is su ciently fast to allow the avatars of a mechanically pertinent set
of grains (.e., a representative elementary volume) to be calculated, the rst objectives are to
reproduce the micro-scale behaviour observed in the experiments by using DEM simulations on
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Figure 7.2: Figure taken from Vlahini¢ et al. (2012). Original caption: Characterization of rounded
Caicoos ooids (top) and angular Hostun sand (bottom). (Left) A slice through a 16-bit 3DXRCT volume

of 2003 voxels (approximately 1 mn3). Representative grains varying from 193-253 voxels in volume were
chosen at random from each specimen and segmented directly in 3D using the techniques described in this
paper. (Middle) Grains shown at higher magni cation. The proposed technique (Level Sets with prior
image de-noising) captures the grain surfaces faithfully and with consistency. (Right) Grains rendered in
Paraview (via a 3D Contour Iter) without any topological modi cations or enhancements

the grains' avatars. A 2D example coming from the collaborators (see Andradet al., 2012) of
such a simulation is shown in Figure 7.3. This must be done by applying the same boundary
conditions to the avatars of the grains in the DEM simulations. The same boundary conditions
as the experiments could either be achieved by subjecting the avatars to the same stress path
as the real grains were subjected to in the experiment, or (if the set of avatars is su ciently
large) to prescribe kinematics of grains on the limits of the cube of grains (with data coming
from experiments), and compare the kinematics observed inside the box. The DEM simulation
of the avatars needs to be correctly calibrated against the micro- and macro-scale response of
the experimental measurement. This calibration must include con rmation of the microscopic
response with other sets of grains from the same test, and then using the backup tests performed
in this work. Once the DEM model is accurately reproducing the behaviour of the grains,
the micro- and macro-scale response of an assembly of these grains can then be simulated on
stress paths, and in geometries that are di cult or impossible to access experimentally. More
importantly perhaps, the DEM simulations give access to theforces between grains, which opens

a profound new line of investigation into the behaviour of real granular materials at the grain
scale.

A DEM model simulating the response of real grains, which is able to capture the multi-
scale response of a given granular material will rst allow the many existing observations made
with classical DEM to be checked and conrmed with a real material. Thereafter it will
also allow simulations of the response of the granular material in con gurations, stress states
and geometries which may be experimentally di cult or impossible. This has the potential to
become an extremely important tool for the investigation of the micro-mechanics of granular
media.

Furthermore a nely tuned and realistic discrete element model is eminently suitable for use
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Figure 7.3: Figure adapted from Andrade et al. (2012), showing a 2D DEM model capable of handling
smooth grain shapes. Boundaries of the specimen are shown in orange, and grain perimeters are shown
in blue

in the multi-scale simulations cited in the introduction. This modelling approach aims to replace
classical constitutive relations in large-scale nite element problems with an explicitly simulated
micro-scale model of soil behaviour.

7.2 Application of graph theory to analyse grain kinematics

This scienti ¢ collaboration with Antoinette Tordesillas and co-workers from the University of
Melbourne focusses on the idea of using concepts coming from graph theory, and in particu-
lar recent developments coming from neuroscience, in order to look for abstract trends in the
kinematical grain data produced in this doctoral work.

The fundamental hypothesis is that a large number of grains behave like a complex system.
Mathematical tools from graph theory have been developed (with particular recent activity) for
the study of complex systems (such as signals from neuroscience, or trac ow) where trends
and relationships are not immediately obvious. For example, the application of this kind of tool
to data from neuroscience has revealefiinctional connections between parts of the brain which
activate together i.e., which have a functional relationship between each other but which
are not close together in space. Furthermore, even when working in 3D space, graph theory can
reveal some interesting trends in data.

In this collaboration, various measurements from graph theory are used in order to extract
functional relationships from data of grain kinematics measured over various increments of test
HNEAO1 (which has been tested and analysed in this doctoral work). The principal ndings
have been written up and a journal paper has been accepted to appear in the Proceedings of the
Royal Society: A (Tordesillaset al., 2013). Some key results from this work will be illustrated in
this section. Work is also ongoing to extractstructural relationships from the HNEAO1 data set,
based on contacts between grains. Tools from graph theory in this case are expected to be able
to easily pick out chains of contacting grains called cycles. The minimum number of cycles for
stability in 2D systems is a 3-cycle (see recent work: Walker and Tordesillas, 2012); the number
of 3-cycles is systematically seen to increase in shear bands.

The study of grain-based measurements in an abstract, functional space rather than in typical
visualisation-in-3D space or just using specimen-wide averaging reveals some interesting trends.
First of all, in order to be able to make this abstraction, a functional relationship between
grains must be de ned. This is done by the creation of ak-network , as illustrated in Figure
7.5. This is created by generating an n-dimensional kinematic graph for a given increment. In
this graph, the kinematics (x,y and z displacement plus optionally rotation ) of each grain is

202



used to plot a single point, or node, in this three- or four-dimensional kinematical space. This
procedure removes structure from the information the position of grains in the domain of the
specimen is explicitly ignored. The nodes in kinematical space are then connected into a graph,
by connecting, for each point, thek nearest neighbours.k is increased from 1 until all the graph
becomes a single connected graph, which means that any node can get to all other nodes by
following connections. The graph with the lowestk which is single-connected, is called the k-
network for this increment. Figure 7.5 shows the creation of the k-network. This network can
then be analysed, with a variety of metrics.

Highlights of two measurements made on the k-networks calculated on all the analysed incre-
ments of test HNEAO1 (using measurement of displacement as well as a single angle of rotation)
are shown in Sections 7.2.1 and 7.2.2.

Figure 7.4 recalls the macroscopic response of the specimen HNEAOL.
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Figure 7.4: Macroscopic response of specimen HNEAO1

7.2.1 Community structures

Figure 7.5 (community structure ) highlights the objective of the measurement of community
structures: an algorithm attempts to separate the k-network into a certain number of di erent
communities. The de nition of a community in this work is a group of nodes with many intra-
connections between them and few inter-connections to nodes on the outside of this group.

This is found by an iterative algorithm which is allowed to run and converge on all the
k-networks representing all the analysed increments of test HNEAOL.

Once communities are de ned, these too can be analysed, and in this case the analysis focuses
on two key features: rst the size of the communities identi ed for each k-network are studied.
Then, all the nodes belonging to a given community are projected back into the 3D space of the
specimen and visualised; this allows groups of grains with similar kinematics to be identi ed in
the domain of the specimen.

The size of a network can be expressed and measured in various ways, the simplest is probably
the number of nodes making up a community. Figure 7.6 shows a di erent metric. average
shortest path length  which is a measurement of size that is also sensitive to the layout of
the nodes in a given community. This measurement is made by calculating for each node,
the minimum number of links that must be followed to get to each other node. In this case
it is measured for every pair of nodes in a given community and averaged, the averages for
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Figure 7.5: Figure taken from Tordesillas et al. (2013). Original caption: An illustration of our 3-phase
strategy for characterisation of Hostun sand. Analysis starts from the physical domain of specimen (Phase
1). Individual grain kinematics are projected into kinematical state space (3D for grain displacement, 4D
for grain displacement and rotation), and analysed as complex networks (Phase 2). A graph k-network is
constructed: grains are represented by nodes, connected by links if corresponding grains exhibit similar
kinematics, i.e. nearest k-neighbours in state space with respect to Euclidean distance. The network
is characterised using various metrics, here centred around shortest paths. Information is then mapped
back into physical domain of the specimen, trends are interpreted, and ndings tested for robustness
(Phase 3)
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each community (shown in Figure 7.6) can then be studied. The median shortest path in each
community (red lines in Figure 7.6) can be seen to increase until increment 10-11, the increment
after the peak in the axial stress response of the test.
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Increment of test HNEAO1

Figure 7.6: Box and whiskers plot of the distribution of shortest path lengths for all the communities
identi ed in the k-network of the listed increments of HNEAO1. The median is shown for each increment
in red
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The values observed in the median shortest path range from around 3 to 8 which can be
thought of as an internal length of the kinematic processes occurring in the specimen in each
increment. The fact that this value increases around the peak of the specimen is interesting; it
might point to the fact that communities of nodes (i.e., grains) identi ed at the beginning and
at the end of the test have very similar kinematics, and therefore very tight k-networks can be
created meaning that resulting communities will also be tightly knit, and therefore will not have
long paths between nodes. The disorganisation of the kinematics as the specimen transitions from
homogeneous deformation to highly localised deformation will cause a larger scatter of nodes in
k-space, meaning that the k-network will be less compact, which would explain the increase in
path lengths through the communities identi ed in this network.

In order to better understand the hypotheses made in the preceding paragraph, the informa-
tion about nodes belonging to the same kinematical community are projected back into the 3D
domain of the specimen. Figure 7.7 shows the communities identi ed in four di erent k-nets,
projected back into the domain of the specimen in the con guration describing the beginning of
the increment.

The rst thing to be remarked is that nodes (i.e., grains) belonging to the same community
are in most cases also contiguous in space but not in all cases. Furthermore, when the 3D space
occupied by some communities is compared to the kinematics occurring in the specimen, it can
be seen that the communities identi ed around the peak (increment 08 09 for example) have
more diverse kinematics than the communities identi ed before and after peak. Before peak the
kinematics are very similar all over the specimen, however, well after peak (say in the residual
stress state) three main kinematic communities are expected: a community which is essentially
stationary (the top of the specimen where displacement is imposed as zero), another community
of grains which undergo a rigid body transformation (the bottom of the specimen) and a last
one at the interface between these two, which represents a shear band. The image most on this
right in Figure 7.7 shows this sort of behaviour.

This technique of abstraction of structural information from grain kinematics has allowed
communities to be identi ed purely in the kinematics of particles. This has allowed the sizes
of these communities to be measured con rming a length scale of around 8 connections at the
peak of the specimen's stress-strain response. Furthermore, the size of the community has been
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Figure 7.7: Figure taken from Tordesillas et al. (2013). Original caption: Community structures

.. mapped back into physical space gpecimen domain) show that constituent grains form mesoscopic
regions exhibiting similar kinematics. Spatial distribution of communities of the kinematical networks
constructed using grain displacement and rotation for representative axial strain intervals of Hostun sand
for 01-02, 02-04, 08-09 and 15-16, here shown as slices in xz plane. Grains with the same colour belong
to the same community

related to the uniformity of the kinematics that a specimen is undergoing.

7.2.2 Closeness centrality

Another revealing measurement that can be made on the k-networks derived from grain kine-
matics is the calculation of the closeness centrality of each node. This is a measurement of
the facility with which each node in a network can communicate with all the other nodes in the
network. Nodes on the edge of a network will typically have to follow many connections in order
to reach a node on the other side of the network. Nodes with many connections in the middle
of the network are expected to be able to reach all the other nodes in the specimen with fewer
connections.

The nodes identi ed with this technique as having high closeness centrality are expected to
be the nodes which have kinematics (and not positions) which are in the middle of the principal
kinematics of the specimen. In order to see which grains are identi ed with this procedure,
the measurement of closeness centrality of each node is projected back into the domain of the
specimen, and grains with a high closeness centrality are studied. Figure 7.8 a) highlights grains
in red which have a closeness centrality in the upper 10% percentile with respect to the others.
This is shown for two increments before the peak, one over the peak and one after the peak.

Figure 7.8 compares the results of the identi cation of high-closeness centrality nodes with
results of Continuum DIC (Tomowarp ) showing a measured eld of shear strain. In the middle
two increments (02 04 and and 08 09) both measurements appear to be sensitive to the shear
band which is developing in the specimen, identifying the zone of the specimen in which the
shear band develops by the end of the test in increment 15 16. Interestingly, in the increment
08 09 the maximum shear strain as measured by DIC appears to pick up some shear strain in
the bottom right part of the specimen, whereas the closeness centrality measurement appears
only to have identi ed nodes which are around the nal position of the shear band.

The measurements in the rst increment (01 02) appear to relatively noisy, however the
closeness centrality measurement appears to pick out the orientation of the shear band relatively
accurately.

High closeness centrality grains in a k-network constructed from kinematics of a large set of
grains is expected to identify the grains which are most able to communicate with other grains in
that network. This measurement appears to identify, from an early stage in loading, grains which
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a) b)

Figure 7.8: Figure adapted from Tordesillaset al. (2013). Original caption: (a) Centres of those sand
grains corresponding to nodes of highest (upper 10% percentile) relative closeness centrality within the
displacement-rotation kinematical networks, are mapped back into the physical domain of the Hostun
sand specimen and shown as red dots for four strain intervals: from left are side-on views of 01-02, 02-
04, 08-09 and 15-16 from the same perspective as those in Figure 2. The remaining grain centres are
shown as blue dots. (b) Spatial distribution of maximum shear stress from grain-scale continuum strain
measurements using digital image correlation, corresponding to the four strain intervals in (a). Notice
the hint of a possible competing band for interval 08-09 in (b), just before the peak stress at 09. In
contrast, the closeness centrality identi es only the nal persistent shear band

have a particular signi cance in the case of this data these are the grains which eventually end
up in the shear band. The predictive ability of this measurement is certainly of great interest in
order to uncover the reason for which it is able to predict the plane along which the specimen
fails from the the early on in the test.

In order to check the power of the measurement of closeness centrality, the same exercise was
performed on a discrete element simulation of spheres under plane strain. As before, kinematics
of grains were calculated on small increments and k-nets constructed. Closeness centrality was
calculated for each node in the k-network and then projected back into the physical domain of
the specimen.

Figure 7.9 shows closeness centrality (with a normalised scale of closeness centrality, unlike
the thresholded closeness centrality shown in Figure 7.8 a) calculated for each particle in a DEM
simulation. Even right at the start of loading, a) shows that the closeness centrality measurement
correctly predicts the position of the shear band. The con rmation of the predictive ability of
the closeness centrality measurement from discrete elements (where initial boundary conditions
are both easier to control as well as much more perfect than the experiments in this case) means
this is indeed an interesting tool for the understanding of the behaviour of granular media.

The initial kinematics of the specimen appear to contain the nal fate of the material, in
the two examples developed in this work. If this can be systematically veri ed for very small
loading increments, the next step is to try to understand what the initial kinematics depend on.
Furthermore the robustness of this kind of measurement is also an interesting topic of study:
the change in the angle of the predicted shear band in systems where principal stress rotation
can be applied may reveal the mechanisms by which the failure mode can change in a granular
material.

7.3 Conclusions

The two example applications of the data coming this doctoral work have been presented. These
two particular examples have been selected because of the relatively advanced state of the work as
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a) b) C)

d) e) )

Figure 7.9: Figure adapted from Tordesillas et al. (2013). Original caption: Relative closeness cen-
trality for the kinematical networks constructed using displacement and rotational information for six
representative axial strain states, mapped back into the physical domain of the baseline specimen: (a) at
start of loading, (b) midway through strain-hardening regime, (c) onset of force chain buckling and shear
banding, (d) from peak shear stress to strain-softening regime, (e) transition from strain-softening to full
development of the shear band, (f) a brief period of recovery in load-carrying capacity, evident in the
rise in shear stress, after the shear band is fully developed. Note that the values of closeness centrality
have been normalised to lie in the range [0,1], i.e. the maximum value of closeness centrality is scaled
to be one and the minimum is scaled to be zero with respect to the values at the considered axial strain
and not across all strain states of the loading history. Increasing values of relative closeness centrality
are depicted by particle colour ordered from cool to hot, i.e. from lowest (0) in dark blue to highest (1)

in bright red

well as the promising results obtained; shown by the fact that in both cases journal publications
have been submitted, and in one case accepted.

This chapter hopes to have shown the very di erent types of further work that are possible
with the data acquired during this doctoral work; one approach aims to digitally reproduce the
specimens tested in this work in order to reproduce the experiment with discrete elements in
a numerical simulation. This means that the discrete element simulation can be compared at
the grain scale to the experiments in order to best match reality. Once this can be done, the
numerical model can be studied in order to look at the evolution of forces in the experiment.
Furthermore the numerical model can then be used to investigate other situations which may be
challenging or impossible experimentally.

The second application of these data is radically di erent, aiming to data-mine the rich
data of grain kinematics abstracted from its positional information in order to draw out trends
hidden by the structural relations in the data.

Both of these applications show promising results, and potential to further the understanding
of behaviour of granular materials at the grain scale.
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Chapter 8

Summary, Perspectives and Conclusions

This doctoral work has investigated micro-mechanisms of deformation in three di erent granular
materials at di erent mean stresses through an experimental campaign. Access to the micro-
scale has been enabled by x-ray tomography, which allows several 3D images of a specimen to be
obtained as the specimen is deformed in triaxial compression. Techniques have been developed
for measurement and extraction of grain-scale information from the 3D images coming from
tomography. These tools allow, among other things, the displacement and rotation of all the
grains that make up a small cylindrical specimen (more than 50,000 grains) to be followed through
the full loading sequence (including, in general, 3D images of about 15 granular con gurations for
each test). This in turn has allowed the macroscopic response of these specimens to be related to
the grain-scale mechanisms at play during their deformation. For example, the residual strength
of each material have been linked to the amount of secondary rotations measured around the
developing shear bands, which are strongly dependent on grain interlocking, and therefore grain
angularity as well as the inter-particle friction. The point at which each sample reaches its peak
stress has been related to its ability to locally increase in porosity, which again changes for each
granular material.

This chapter concludes this thesis by rst presenting a summary (Section 8.1) of the main
points in the order that they have been presented. The chapter then continues onto the perspec-
tives for the future coming as a result of this work (Section 8.2). This section is divided into the
improvements that can be made to the tools developed; other questions that may be answered
with these tools; further questions in which x-ray tomography may give considerable insight with
the development of new tools and nally perspectives of work further in the future. The chapter
closes with some nal conclusions in Section 8.3.

8.1 Summary

An advanced experimental campaign characterising the triaxial compression behaviour of three
di erent materials (Hostun sand, Ottawa sand, and Caicos ooids) at di erent con ning pressures
was undertaken. This experimental campaign was performedh-situ in the Laboratoire 3SR
X-ray tomograph, in-situ meaning that specimens have been imaged in various con gurations as
they deform under triaxial compression. The specimens tested are much smaller than standard
triaxial specimens (they measure approximately 22 mm height by 11 mm diameter). The zoom-
e ect of the conical x-ray beam is such that individual grains can be seen in the images coming
from tomography. The preparation of small triaxial specimens has required an experimental
protocol to be developed to ensure a consistent standard of specimen preparation. Specimens
are created by depositing grains by air pluviation of the grains and are then tested dry.

A very simple analytical tool has been implemented to automatically optimise the geomet-
rical settings required for the reconstruction of the 3D images of the specimens; the systematic
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application of this tool to subsequent reconstructions of the same specimen reveals that there
are geometrical changes in the acquisition system during a test. These geometrical changes were
studied further by performing a test of the geometrical stability of the image acquisition system
over several days. This revealed a strong correlation between the temperature of the x-ray cabin
and di erential displacements measured. Temperature sensitivity was studied and quanti ed

in more depth with a specially-developed device, named TomoFrame. This device is a hollow
rectangular frame with a steel sphere at the end of a short leg protruding from each corner of
the frame towards the centre. The frame is designed such that thermal strains are compensated
in all directions, so that the four spheres never move relative to each other. The TomoFrame can
then be imaged by x-rays and a simple technique has been developed to follow the spheres in
the radiographs. This allows the entire 3D rigid-body transformation from an initial state can

be calculated and consequently allows the di erential displacements in the acquisition system to
be characterised. The TomoFrame can be installed such that the four spheres are projected into
the corners of a radiograph, without disturbing a scan, which means that individual radiographs
can be corrected back to an initial geometry. An example application shows a considerable
improvement in the reconstructed image quality for long scans with small pixel sizes.

3D images acquired during the experimental campaign have been treated with relatively
standard image-processing techniques to de ne the extents of the solid and pore phases. A
porosity eld can be calculated with relative ease (once the correct size of a representative
elementary volume is established) in a 3D image describing the solid and pore phases. To de ne
grains in the images acquired, the solid phase is split into individual grains using a marker-
controlled watershed algorithm. This algorithm removes a surface of unit thickness between
grains to isolate them, meaning that each grain can subsequently be labelled and properties such
as its centre of mass, 3D volume, surface area and orientation can be calculated.

The surfaces removed between grains are considered as contact voxels and are also labelled
using an algorithm developed in this work, giving each contact voxel between the same two
grains the same label. Fitting a surface to the point cloud de ned by all the contact voxels
between two grains allows the contact orientations to be measured. Unfortunately the contact
orientations obtained using this approach contain large artefacts due to the watershed algorithm
used. A technigue to improve the measurement of contact orientations is under development
with Hugues Talbot and Clara Jacquet at ESIEE, Paris. This technique shows very promising
results: a paper has been submitted to a conference on mathematical morphology (Jaquettal.,
2013).

A grain-tracking technique named ID-Track has been developed in order to make the link
between grains in two di erent con gurations once grains in two volumes from an experimental
sequence are labelled. The output of ID-Track allows the measurement of grain displacements
from one imaged con guration to another. Grain displacements in turn can be used to calculate
strain; of the several techniques possible one based on Bagi (1996) and implemented in YADE
is used in this work. This technique involves the triangulation of grain centres with tetrahedra,
on which a strain tensor is then calculated.

Grain rotations can be computed by ID-Track, by comparing grain orientations between con-
gurations, however the accuracy of this approach is low, because grain orientations cannot be
de ned uniquely. An enhanced technique to measure grain rotations has been developed that
combines ID-track (which is fast) with grain-based 3D digital image correlation (which is accu-
rate). Grain-based 3D digital image correlation has been built from the ground up in this work,
allowing the creation of a high-performance image interpolator that has been speci cally devel-
oped for repeated image interpolations. The hybrid ID-Track and grain based image correlation
approach shows substantial improvement to the comparison of grain orientations, and while be-
ing slower than a simple comparison of grain orientations, a considerable speedup is provided by
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the fact that tracking results are used from ID-Track.

ID-Track, grain-based digital image correlation and other tools have been applied to the
images coming from the experimental campaign, allowing measurements to be made on each test
at the micro-scale. A test on Caicos ooids at 100 kPa con nement (labelled COEAO1) has been
studied in depth at the grain and contact scale and is subsequently compared to the other tests
performed.

State-wise analysis of the specimens tested reveals that increases in the bulk volume of
dense specimens during triaxial compression are related to a local increase in porosity inside
a well-de ned band. Careful scrutiny of the initial distribution of the porosity of some of the
specimens does not reveal inhomogeneities that explain the location of concentration of shear in
the specimens. Following the specimens throughout their deformation reveals that in the rst
increment of all the tests grain kinematics correspond closely to homogeneous deformation, with
almost no localised strain or grain rotations. Thereafter, grain-scale analysis reveals that in the
specimens tested, shear strain is organised in space around the position of the shear band (but
not yet localised) well before the stress peak. As specimens are progressively deformed, the shear
strain concentrates in space, tightening progressively until a nal band width is achieved during
the specimens’ strain softening regime. At this point a second phase of concentration is observed:
the intensity of shear strain concentrates, starting in one point of the band, and progressively
spreading throughout the band by the time each specimen reaches its residual stress state. Some
of the specimens show conjugate structures to the band, both in the strain elds and in the elds
of grain rotations. Inspection of the rotation elds reveals that the conjugate structures visible
around peak are lines of rotating grains. These temporary bands are de-activated as the main
band becomes increasingly concentrated after peak.

The micro-mechanical comparison between the tests allows some di erences in the specimens'
macroscopic responses to the explained. For example, the residual strength of the specimens has
been linked to the amount of secondary rotations of grains around the shear bands. At 100
kPa con ning pressure, Hostun sand (which has the most angular grains) shows considerable
secondary rotations, causing its residual strength to be the highest of all the specimens tested.
Secondary rotations in Ottawa sand can be measured, but to a lesser extent that in Hostun sand,
which explains its lower residual strength. In Caicos ooids specimens, the secondary rotations are
very limited, however the residual strength is approximately the same as for Ottawa sand. This
has been explained by the fact that the grains in this specimen are not quartz and are likely to
have higher inter-particle friction, which would also explain the higher peak stress of the Caicos
specimens. At 300 kPa con ning pressure the same trends are observed, and the slightly lower
residual stresses are tentatively linked to reduced secondary rotations.

Looking at the development of the shear bands at the grain-scale in the specimens tested
reveals that the early apparition of the peak (with respect to the axial shortening imposed) and
residual stresses is linked to grain angularity through the materials ability to increase in porosity.
The most rounded materials are able to increase in porosity rapidly , whereas the angular ones
are not, and consequently have a delayed peak and residual state in terms of axial shortening.
Studying the localisation process in terms of the rate of porosity increase shows that in all the
specimens, strain localisation occurs well before the peak.

The rich and unique data coming from this work has provoked some international collabora-
tions, two of which have been illustrated. The rst collaboration with Jose Andrade in Caltech
(U.S.A) has an ambitious goal: the individual description of each grain from mechanical tests
with in-situ x-ray scanning using a smooth representation of its surface by NURBS, thus creating
a numerical avatar of each grain. The objective of this is to then insert each grain into a discrete
element simulation, which is expected to be able to reproduce the specimen's response. Once
this is possible, this tool will be used to look at the development of forces in a specimen, allowing
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a deeper understanding of the grain-scale mechanisms observed. Furthermore, this avatar of the
material can then be used to explore con gurations and stress paths that are di cult or impos-
sible to access experimentally. In another collaboration, with Antoinette Tordesillas (University
of Melbourne, Australia), grain kinematics are explored using concepts and tools from complex
networks. Grains are abstracted by considering only their kinematics (without the structural
information of their positions). A network linking grains based on their kinematics is then cre-
ated and analysed, showing that grains with high closeness centrality can be identi ed from
early in the experiment as those that will participate in the nal shear band. This result was
conrmed on discrete element simulations, revealing that closeness centrality is able to make
correct predictions of the nal position of the shear band very early in a test.

8.2 Perspectives

The main accomplishment of this doctoral work is that a work ow and toolset has been devel-
oped, from specimen preparation to measurement of grain rotations, that allows the investigation
of the processes of deformation of a granular assembly at the grain scale. This opens myriad
possibilities for analysis, some of which have been explored (to di erent depths) in this doctoral
work, as well as in two collaborations brie y described in Chapter 7. This section will describe
some of the perspectives opened by this work. First the improvements that can be made to the
measurement techniques will be outlined. This will be followed in Section 8.2.2 by a discussion
of other outstanding questions in the mechanics of granular materials where the tools developed
in this thesis can be used for investigation of phenomena at the micro-scale. The perspectives
will then continue in Section 8.2.3 with further investigations that require the existing tools to
be modied or new tools to be developed. The section concludes in 8.2.4 with a discussion of
longer-term perspectives.

8.2.1 Improvement of tools for micro-mechanical characterisation

The tools developed in this thesis enable the experiments carried out to be analysed at the grain-
scale. Some tools have room for improvement in terms of their error-rate and accuracy, which
are discussed in this section.

The procedure for identifying grains in the 3D images from tomography currently involves
the binarisation of the image into a map of the solid and pore phases in the specimen. This
map is then split into individual grains by the use of a watershed algorithm. This step is crucial:
once individual grains are identi ed in an image, they can be characterised by measuring, for
example, their positions, volumes and orientations and the contacts between them. Furthermore,
with two separated and labelled volumes, grains can be followed with ID-Track, which opens the
way for grain-scale analysis of processes.

The watershed algorithm used in this work (part of the Visilog® toolchain) was selected
principally for its speed: with the large amounts of data collected a fast segmentation is required.
This however comes at a cost: the segmentation is not perfect on several points. The rst point of
great importance is that the separation of the solid phase into individual particles does not always
respect the granular reality: over-segmentation can result in a real grain being split into several
particles in the separated images and, conversely, under-segmentation can cause multiple grains
to be represented by a single particle. In the images acquired in this work, a small amount of both
of these errors has been noticed to occur. These errors mean that the characteristics calculated
on the resulting particles do not re ect the characteristics of the grains they are supposed to
represent. Furthermore, in cases where over- and under-segmentation do not occur in the same
places between images, the particles cannot be tracked by ID-Track. The source of these problems
principally resides in the way in which the algorithm identi es the starting points (or markers)
inside each grain. Visilo§f uses the standard morphological operators (locally merged maxima
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of euclidean distance map) to identify markers inside particles. This approach occasionally fails
to put the right number of markers in the right places, particularly with angular particles like
those found in Hostun sand. In order to improve the separation of grains, an improved method
for the identi cation of markers is required. However, this may be challenging due to the fact
that both over and under-segmentation currently occur, which means that the criteria for the
identi cation of markers cannot simply be adjusted by merging close markers together: a higher
performance marker identi cation strategy must probably include some advanced morphological
information. Another potentially interesting method for the improvement of grain separation is
to take into account the fourth dimension of the data. If the hypothesis that grains do not break
is made, when ID-Track is not able to track a particle this could indicate an incorrect separation
in one or both con gurations. Using past and/or future kinematics of the untracked grains, the
incorrect separation could be identi ed, and locally re-performed. This idea has been named by
Cino Viggiani as Kinematics-Aided Segmentation .

Another error that nds its source in the separation algorithm is the orientation of the
contacts obtained between grains that have been separated. The separation algorithm used
introduces very strong artefacts in the measured orientations. A di erent separation algorithm
was noticed also to give strong (but di erent) artefacts in the measured contacts orientation. A
technique that shows encouraging results is in the process of being developed. Once this is able
to give reliable and accurate measurements of grain orientations the algorithm for the following
of contact kinematics will be tested and used for further investigation.

The ID-Track technique itself can also be improved. This has been discussed in detail in
Chapter 5; in Section 5.3.8 several possible improvements have been discussed, for example
the improvement in the measurement of displacement by re ning the measurement of grain
displacements, as well a more intelligent de nition of the search window to better take into
account local grain displacements.

The measurement of 3D rotations of grains can also be improved. The main improvements
to be made here are for the speed of the technique: the minimisation algorithm that guides
the image correlation may well be improved by taking into account the history of the steps
undertaken, in order to converge faster. Another approach to speed up this approach is the
porting of the code to GPU, however this has not been attempted because of the high individual
complexity of the operations made on the individual units of calculation {.e., the grains).

8.2.2 Further investigations with the developed tools

The tools presented and developed in this work can be used in their current form in order
to answer questions other than those coming from the experimental campaign in this doctoral
work. Using the same experimental equipment, for instance, these tools could be used to explore
di erent stress paths, such as proportional loading, undrained conditions and triaxial extension.
With di erent equipment other types of test are also attainable, such as oedometric compression.

Another interesting parameter space in which to expand the analysis is that of di erent grain
shapes. A proposal recently funded by NASA Physics-based modelling & characterization of
regolith and its interaction with spacecraft: A paradigm shift for NASA's missions), in which
Laboratoire 3SR is involved, will use the tools developed in this work to make micro-mechanical
measurements on granular media intended to simulate regoliths found on other planets. The long-
term objective is to help build better models of regolith behaviour that will in turn help improve
the design of spacecraft intended to explore planetary surfaces. A slice from a preliminary
tomographic scan of a potential candidate for a Martian simulant is shown in Figure 8.1 a)

The micro-mechanics of other non-soil particles are also of interest. Triaxial tests on glass
ballotini have been performed, but unfortunately rotations cannot be measured in these images.
A small extract from a slice of a reconstructed 3D image of glass ballotini is shown in Figure 8.1
b). The creation of glass ballotini with a characteristic internal structure would allow rotations
to be measured, which would contribute towards the ease-of-comparison with numerical results
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obtained on spherical discrete elements.

Grain tracking is a technique of relevance for a scale of measurement in which individual
particles can be distinguished but where there is not su cient information within a single element
in order to usefully measure its evolution. At a resolution of observation where particles cannot
be distinguished, or in situations in which there is su cient information inside a given particle,
continuum DIC is the most relevant tool to use to follow the material. Particle tracking is
therefore useful at a certain scale of observation. A pixel, however, can correspond to very
di erent sizes depending on the multitude of imaging systems that exist, and on the ability to
zoom in systems like the x-ray scanner in Laboratoire 3SR. This means that particle tracking is
relevant in a range of di erent physical scales; Figure 8.1 c) shows a slice from a tomography on
a non-soil granular material (lentils) which has much larger grain size than the grains studied
in this work; ID-Track has been applied to these images with success. This image was acquired
on the Laboratoire 3SR tomograph, taking advantage of the ability to zoom. With a su ciently
capable x-ray system, particle tracking could also be applied to smaller specimens of smaller
grains; for example, with recent developments in x-ray sources, testing on silts starts to become
a possibility.

Other examples of non-soil applications for these techniques come from an ongoing collabo-
ration for the study of mechanical compression of industrial products (detergents), a specimen
of which is shown in Figure 8.1 d).

a) Martian Simulant
MSEAO01

Slice from tomography
Width = 3.67 mm

b) Glass Ballotini
ABEAO02

Slice from tomography
Width = 3.09 mm

c) Lentils
LEEAO1

Slice from tomography
Width = 36.65 mm

d) Detergent Powder

SEM Image
Width = 1.40 mm

Figure 8.1: Images showing some other granular materials suitable for particle tracking.
Courtesy of Jin Ooi, University of Edinburgh

Image d)

Another interesting area of study would be to repeat the tests performed in this work, but
using soils with a wider grain size distribution (while remaining in the range treatable by tomog-
raphy), to investigate the relationships between the grading used and the development of shear
banding for example. The surprising e ect of grading and grain size on the development of shear
bands reported in Viggiani et al. (2001) may well be explained by grain-scale processes.

8.2.3 Investigation of micro-scale mechanisms requiring further developments

Hopefully this thesis has shown to some extent the power of x-ray tomography for the investi-
gation of the deformation for granular materials. The tools developed herein are suited to the
following of permanent particles being macroscopically deformed. More generally, x-ray tomog-
raphy can also shed light on di erent processes in geomaterials, a few examples of ongoing work
in Laboratoire 3SR are given in this section.

An extension of the campaign performed in this work is underway to study the behaviour
of sand at higher con ning pressures; Figure 8.2 shows a zoom into vertical slices taken from
a specimen of Ottawa sand at 7000 kPa con ning pressure. The image on the left shows the
specimen under isotropic compression, and the image on the right shows the same zone in the
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specimen after 15% axial shortening: a compactive shear band€., region of crushed grains)
crossing from top left to bottom right is visible.

Specimen under 7000 kPa Specimen after 15% axial
isotropic stress shortening

Figure 8.2: Zooms of vertical slices taken from a triaxial compression test on Ottawa sand

It is of obvious interest to identify grain-scale kinematics in this sort of experiment, however
since individual grains are no longer permanent features, some major modi cations will have to
be made to the tools developed in this work in order to take this into account.

Another series of experiments run in the Laboratoire 3SR tomograph consisted in the triaxial
compression of bio-cemented Ottawa sand specimens (see: Tagliafegtial., 2011). The quartz
Ottawa sand grains were cemented by calcite (which has a higher density), which means that
the cement is visible and (more importantly) distinguishable from the sand grains in the 3D
images acquired. Figure 8.3 shows a zoom into a horizontal slice of a bio-cemented specimen,
where calcite cement (lightest grey) is clearly visible between grains. With careful thresholding,
the grain phase might be identi ed in these images, so that they can be used with ID-Track.
The cement, and, more importantly, the evolution of the cement with imposed shear is of great
interest since it has a considerable mechanical e ect on the response of the specimens tested.
To be able to take the evolution of cement into account, it rst needs to be identi ed reliably
by facing some of the problems associated with imagginarisation . Once done, the contact
kinematics algorithm developed in this work could be adapted to follow the cement between
particles.

Figure 8.3: A zoom from a horizontal slice of a bio-cemented Ottawa sand specimen

The micro-scale investigation of water repartition in partially saturated sand is also a subject
of ongoing work. This is related to the cemented granular materials described above insofar as
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there are three distinct phases in the material being imaged: solid, liquid and void. In this work,
the wetting curve of Hostun sand has been explored with a specially developed cell that allows
control of suction inside a cylindrical 10 10 mm specimen. In the masters work of Riedel (2011)
and Khaddour (2012) Hostun sand specimens were scanned at high levels of zoom in di erent
states. The subsequent trinarisation of the images coming from tomography allowed the extent
of the solid, liquid and void phases to be identi ed. Figure 8.4 shows a result from several steps
of image treatment (see: Kaddhouret al., 2013).

Figure 8.4: A trinarised horizontal slice of a Hostun sand specimen in a state of partial saturation, with
the void phase in black, liquid phase in blue and grain phase in brown

A recent ambitious project has developed a triaxial cell like the one used in this work which
adds the ability to control suction inside the specimen. Images from this project can also be stud-
ied at the grain scale, and like the case of the cemented sand discussed above, new developments
will allow the following of individual grains as well as the water phase.

8.2.4 Future work

As cited in the introduction to this manuscript, Calvetti et al. (1997) clearly lay out the roadmap
for experimental micro-mechanics. Future work in this eld can be situated inside the framework
that they de ne:

The full description of micromechanical behaviour may be divided into three points:

1. Description of the structure, that is to say, position of grains and contacts between them.
2. Description of the kinematics evolution: displacements, rotations, evolution of contacts.
3. Description of intergranular forces.

With the development underway for the improvement of the characterisation of contacts, the
techniques developed in this work cover points one and two. The third point is a considerable
challenge in 2D and is of signi cant technical di culty in 3D, however some in-roads have been
made.

The masters work of Wiebicke (2012) is a 2D experimental veri cation of the Granular
Element Method developed in Andrade and Avila (2012). The granular element method is able
to give a contact force at each contact given knowledge of the boundary conditions, average stress
tensor inside each grain and position of contacts between grains. In this work, 2D continuum
digital image correlation was used to analyse images of 11 rubber grains, with dimensions in
the order of 10 cm, in plane stress compression. Stress elds inside each grain were obtained
by the using the strain elds coming from DIC combined with a simple constitutive relation,
allowing GEM to be applied with encouraging results, giving force measurement at the contact
points..
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Some previous work with 3D x-ray tomography such as Saadatfaet al. (2012) has made
rst steps towards the mapping of the stress and contact forces based on measuring the strain
in individual grains. The main limitation of this kind of approach, for the moment, is that
resolution in the measurement of the strain of a single grain must be traded o against the
number of grains; which currently means having specimens which are composed of few particles
(around two thousand particles in the cited work). In 3D recent experimental work on sand
grains, x-ray and neutrondi raction techniques were used to measure grain strains, again with
encouraging, but very preliminary results (see Hallet al., 2011).

An indirect method for obtaining forces has been described above in the collaborative work
with Caltech (U.S.A.). This approach aims to reproduce, grain-by-grain, a specimen from its
3D image by creating numerical avatars of all the grains, which can then be used in a specially-
developed discrete element method to infer the inter-granular forces.

8.3 Conclusions

This thesis has presented an experimental characterisation of the micro-mechanisms associated
with deformation in three di erent granular materials, making measurements on small triax-

ial specimens whose micro-structure has been imaged in 3D by x-ray tomography in various
con gurations.

Techniques have been developed that allow measurement of each grain's displacement and
rotation which can be related to the macroscopic stress and volumetric response of the specimens
tested.

The main conclusion from this work is that grain-scale observations are possible on granular
systems and that they are able to reveal many important aspects of what deformation means at
the grain scale. This follows to a certain extent in Terzaghi's line of reasoning (fully cited in the
introduction) in  starting again from the elementary fact that sand consists of individual grains
For example, the observations made in this work show irrevocably that shear banding in sands
is a grain-scale phenomenon.

As said more recently by another important character in the geomechanics world,While
we are happily ignoring particles, they will at times come back to haunt us. This happens when
deformation is localized in regions so small that the detail of the soil's particular structure cannot
safely be ignored. Failure is the perfect example of this Advanced modelling of strain localisa-
tion, and therefore failure, requires this small-scale to be taken into account. A promising line of
developments are multi-scale models, in which di erent scales are explicitly simulated. For ex-
ample, macro-scale nite element simulations with a separately modelled micro-scale represented
by discrete elements (DEM-FEM models,e.g., Nitka et al.,, 2011) are particularly promising.
For these models to succeed, the discrete element simulations they are based on must be set
up such that they convincingly reproduce reality, which in turn requires systematic observations
of the evolution of the micro-structure of real granular materials as they deforms under load.
Hopefully the tools and results of this thesis are an important step towards this goal.
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Chapter 9

Résumeé en Francais

9.1 Introduction

Cette thése de doctorat se situe dans le domaine de la micro-(géo)mécanique expérimentale. Une
campagne expérimentale d'essais de compression triaxiale a petite échelle a été réalisée sur des
échantillons de sable, variant en forme de grain et de la pression de con nement. La nouveauté
important que ce travail présente est que chaque essai triaxial a été e ectuée a l'intérieur d'un
tomographe a rayons-x (celui du Laboratoire 3SR, Grenoble), permettant I'acquisition d'un nom-
bre de radiographies en faisant tourner tout le systéme de chargement, échantillon inclus, atour
d'une axe de rotation verticale. Ce jeu de radiographies, acquises d'une facon non-destructive
pendant 2h, permets d'obtenir une images 3D de la microstructure de I'échantillon. Puisque les
radiographies sont non-destructives, ces acquisitions peuvent étres enchainés pendant un essai,
permettant donc un suivi in-situ (i.e., des scans pendant le chargement, ce qui est rendu possible
grace a une cellule triaxiale spécialement congue sans barres de retour de force voir la Section
3.4).

Les échantillons testés ont été miniaturisés: ils mesurent 22 mm en hauteur et 11 mm en
diameétre de sorte qu'ils peuvent étre entierement balayés par un faisceau conigue de rayons-x a
un niveau de grossissement tel quehaque grainqui compose I'échantillon peut étre identi € dans
les imagesde champ3D provenant de la tomographie a rayons X. La représentativité mécanigue
de ces petits échantillons est traité dans la Section 3.7: leur réponse mécanique dans ces conditions
de chargement se avére d'étre bien représentative d'essais réalisés sur des échantillons classiques.
Dans les essais de taille standard (et en particulier dans le cas des matériaux denses) la localisation
se produit avec des bandes de cisaillement, comme il le fait dans ces essais a petite échelle. Pour
I'étude de la localisation de la déformation dans les milieux granulaires, ces essais a petite échelle
ont l'avantage considérable de permettre I'étude de l'apparition de bandes de cisaillemeri
I'échelle du grain

A n de réconstruir des images tridimensionelles a partir des radiographies acquises pendant
un scan pendant lequel I'échantillon est tourné a travers 360°, I'axe de rotation doit étre connue
avec une bonne précision. Puisque I'axe de rotation n'est pas parfaitement xe pendant un scan
(surtout pour des scans longs et a un fort zoom), un nouveau dispositif physique de correction
(nommé le TomoFramé ) & été développé et breveté le 8th April 2014 (voir Section 2.3). Ce
dispositif permets de mesurer les déplacements parasites de l'objet sous scan en 3D, et en-
suite de les corriger. De plus, puisque sur le tomographe du Laboratoire 3SR, les déplacements
parasites sont fortement corrélés avec la température, le positionnement des point de repére du
TomoFrame® sont immobiles pour des changements de température.

Les trois matériaux testés sont, en ordre croissant de rondeur, sable de Hostun HN314=
338um), le sable d'Ottawa 50/70 (Dsp = 310um) et les Caicos ooids (Bso = 420um) comme
expliqgué dans la Section 3.2. Le principal de I'analyse mécanique dans ce travail de thése porte
sur une campagne de 13 essais de compression triaxiale sur des empilements granularies denses
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Hostun HN 31 Sand Ottawa 50/70 Sand Caicos Ooids

Figure 9.1: Coupes verticales extraites des images tridimensionelles de trois échantillons (des trois types
de grains étudiés) qui on étés déformés sous 100 kPa de con nement, sous 100 kPa de contrainte isotrope
(i.e., avant le début du chargement déviatoire, dans un état qui peut étre considéré comme initial).
Rappel: hauteur initiale est d'environ 22mm

pour chacun de ces matériaux. Ceci est obtenu par une pluviation dans l'air (voir Section 3.3).
La campagne d'essais balaye deux paramétres: les di érents types des grains, et la pression de
con nement sous laquelle chaque essai de compression triaxial se déroule (pour chaque matériau il
y a au moins un essai a 100kPa et un autre a 300/400 kPa). Les conditions initiales et paramétres
de test pour chaque essai est détaillé dans la Section 3.6.

Pour chaque essai triaxial, environ 15 images 3D ont été acquises, toujours avec une premiéere
image dans un état de contrainte isotrope, et le reste des scans distribués pendant la compression
déviatoire. Ce travail de thése s'est concentré sur la réalisation de cette campagne expérimen-
tale, et de l'analyse ne des données acquises pendant les essais: non seulement les mesures
de contrainte et déformation macroscopiques, mais aussi le traitement des images issues de la
tomographie a n de faire des mesures a I'échelle du grain, et mettre en relation I'évolution des
ces micro-quantités avec les mésures macroscopiques.

9.2 Analyse d'images

Les images issues de la tomographie a rayons-x sont des images en niveau de gris (telles que celles
présentées dans la Figure 9.1. Ces niveaux de gris représentent (passant pas quelques hypothése
assez fortes sur le faisceau de rayons-x) l'atténuation aux rayons-x dans un volume élémentaire
(nommé voxel ['équivalent 3D et donc volumique du pixel) réconstruit des nombreuses radio-
graphies, ou projections de I'échantillon tournant dans un état donnée. Il y a une relation trés
forte, pour une énergies de rayons-x donnée entre l'atténuation de la matiére et son numéro
atomique, Z. Il y a aussi un lien entreZ et la densité donc les cartes en niveau de gris peuvent
étre, plus ou moins, lues comme des cartes de densité.

A partir de ce genre d'images, et passant par une calibration des niveaux de gris de la
phase solide et la phase vide, des quantités telles que la porosité peuvent étre dé nis soit a
I'échelle de I'échantillon une porosité globale, ou a une échelle mesoscopique , localement dans
I'échantillon. Cette derniere dé nition permets, par exemple, d'évaluer I'hnomogénéité initiale de
I'échantillon. La dé nition de la taille du sous-volume sur lequel faire cette mesure de porosité
locale n'est pas facile a calculer directement il y a un équilibre a établir entre une taille trop
grande qui n'est pas sensible aux variations locales, et un taille trop petite qui est trop (et qui
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introduit donc du bruit) sensible aux grains. Ceci est traité dans la Section 4.3.1, et la Figure 9.2
illustre bien le concept: des sous-volumes de la taille d'un seul voxel seront soit dans un grain,
soit dans un vide (porosité 0% ou 100%). En croissant la taille du sous volume, la mesure de la
porosité du sous-volume a la tendance de converger vers la porosité globale de I'échantillon.
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Figure 9.2: Evolution de la mesure de la porosité fait dans un sous-volume cubique la taille duquel vaire
entre un voxel et un cube de 100 100 100 voxels. Ceci est illustré pour I'échantillon HNEAO1, dans
I'état de 01 pour dix n+uds di érents placés sur I'axe de I'échantillon et avec 200 px espacement vertical.
Comme le sous-volume de calcul augmente, la porosité mesurée peut étre percue comme tendante vers
une valeur représentative de la porosité globale de I'échantillon

Ce résumé va se concentrer sur les résultatBscrets obtenu pendant cette thése c'est-a-dire
les résultats attachés aux grains méme qui constituent les matériaux granulaires qui sont le sujet
des ces études mécaniques. Pour dé nir strictement la phase solide dans les images a niveaux de
gris issues de la tomographie, une seuil est appliqué aux images a des niveaux de gris inférieur
au seuil le pixel est considéré étant partie de la phase vide, sinon le pixel est assigné a la phase
solide. Le seuil est calibré pour donner un volume solide égal a celui qui est déduit du pesage des
grains apres-essai. Le résultat de I'application du seuil est une image dite binaire (c'est-a-dire
avec seulement deux niveau de gris 0 pour le vide et 1 pour le solide). Dans ce genre d'image
les deux phases solide et vide sont les deux intimement inter-connectées.

A n de dé nir les grains individuels dans l'image, la phase solide doit étre séparée en objets
(i.e., particules/grains) discrétes. Ceci est obtenu en utilisant une implémentation commerciale
du watershedalgorithm (algorithme de ligne de partages des eaux en francais), qui opére sur
la phase solide. L'implémentation utilisée fait partie de Visilo , et cette implémentation ne
fait partie des plus récentes qui propose des lignes de partaggerpixel, ceci veut dire que les
di érents objets identi és sont manuellement séparés dans l'image, en enlevant une épaisseur
d'un voxel entre chaque objet opération |légérement intrusive puisqu'elle enléve de la masse qui
a été calibré attentivement. Partant d'une image de la phase solide séparée, chaque objet peut
étre facilement numéroté, ce qui donne une image labelisée . L'enchainement de ces di érentes
étapes d'analyse d'images sont résumées dans la Figure 9.3. Puisque l'algorithme sépare les
grains en enlevant des voxels, la ou des voxels ont été e ectivement enlevés entre deux objets,
ceci est considéré comme indication de la présence d'un contact, et ceci est enregistré pour du
traitement subséquent (voir Section 4.1.4).

Etant chaque grain numéroté individuellement, c'est trivial d'aller chercher I'ensemble des
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Figure 9.3: lllustration trés synthétiques de la méthode pour identi er les grains a partir d'une image a
niveaux de gris: Binarisation (see Section 4.1.1), Separation (see Section 4.1.2) and Labelling (see Section
4.1.3)

voxels solides dont il est composeée, et en calculer par exemple le centre de masse (calcul qui
donne un précision bien en dessous de la taille du voxel). Les di érents propriétés intéressantes
qui peuvent étre calculés directement sur un ensemble de voxels (par exemple l'orientation des
axes principales de I'objet) qui représentent un grain sont données et caractérisées dans la Section
4.2.

Fort des nombreux outils pour discrétiser et ensuite caractériser une image tomographique
d'un milieu granulaire, dans le déroulement de cette thése la réalisation que la numérotation
des grains n'est jamais réguliere est arrivée rapidement. Le réarrangement des grains et des
petites incertitudes des images fait que les grains n'ont jamais les mémes identi ants entre deux
images. Pour résoudre ce probleme, un des gros développements dans cette thése est I'outil ou
l'algorithme ID-Track (Publié dans Ando et al. (2012a)). Cet algorithme fait un suivi de grains
entres états images, et reconnait les grains par une hypothése de peu de changement de volume de
I'objet dans un premier passage, pondéré par une déviation par rapport au déplacement mesuré
des voisins dans un deuxiéme passage. Avec cette mise-en-relation des di érent identi ants des
grains entre images, le suivi du centre de masse d'un grain donné entre images donnera son
vecteur 3D de déplacement par rapport a l'origine de l'image.

RTEAO1 Reference Con guration RTEAO1 Tilted by 4.7°

Caicos ooid
Play-Doh

Ottawa 50-70 sand

Play-Doh

Hostun HN31 sand

Figure 9.4: Des coupes verticales de l'essai calibrée de rotation

Les rotations des grains peuvent étre calculées a partir du tableau qui résulte du suivi des
grains. Pour pouvoir caractériser la performance des mesures de rotation, une expérience calibrée
a été e ectué, en e ectuant un scan tomographique d'une colonne de di érents types de grains
dans des conditions semblables a celles des expériences triaxiales. Aprés ce premier scan, un
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deuxiéme a été e ectué apres une rotation rigide de toute la colonne. Ceci implique un mouve-
ment relatif nul entre les grains, une vecteur de déplacement di érent pour tous les grains, mais
une rotation identique pour tous les grains La Figure 9.4 montre les deux images acquises, avec
la rotation rigide de la colonne de 4.7° par rapport a I'axe verticale. Ces images on été traités
avec les outils présentés plus haut, pour en venir a un suivi grain-par-grain.

La mesures de la rotations des grains fut abordé dans un premier moment en calculant la
rotation d'une base orthonormale, dé nie avec les axes principales du tenseur d'inertie, dé nies
dans la Section 5.3.4. Les rotations obtenues par ce biais ont un fort taux d'erreur: les lignes
bleues dans les Figures 9.5 montrent une trés grande distribution de rotations mesurées pour
une rotation imposée de 4.7°. Ce résultat s'explique puisque a cette résolution, les eigenvecteurs
du tenseur d'inertie de chaque grains ne sont pas su samment uniques, ce qui implique que la
mesure n'est pas stable, et capable de donner des sauts de rotation mesurée importants.
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Figure 9.5: Histogrammes montrant les distributions des rotations mesurés pour environ 9000 grains du
sable d'Hostun et 6000 Ooids de Caicos, tous soumis a une rotation rigide de 4.7°. La largeur de corbeille
est de 0.5°

La mesure de rotation a été abordée d'un autre angle: pour améliorer les qualités métrologiques
de la mesure, de l'inspiration a été prise de la collaboration avec M. Bornert (publié dans Hadit
al., 2010): c'est a dire de la corrélation d'imagesliscrete Ceci veux dire gu'au lieu de faire de la
corrélation d'images avec des sous-volumes de texture réguliers, les sous-volumes deviennent des
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masque pour chaque grain identi é par l'algorithme de ligne de partage des eaux. A di érence
des l'approche développé dans Hakt al. (2010), la technique proposée ici fait un suivi discret
avec ID-Track, et ensuite avec un grain déja suivi, sa rotation est mesuré par une approche
d'interpolation d'images. Ceci réduit énormément I'espace paramétrique de recherche, qui n'est
pas pénalisé par le manque de dégrées de libertés dans la premiére recherche, puisqu'elle est faite
par suivi, et non pas par corrélation d'images. Cette technique a été publié Andet al. (2012b),
et l'algorithme est illustré synthétiqguement dans la Figure 9.6. Des élément approfondis de
l'algorithme peuvent de trouver dans la Section 5.3.4. Cette approche a la mesure de la rotation
de grains donne une amélioration nette par rapport aux moments d'inertie: les lignes en rouge
dans les Figures 9.5 montrent une erreur d'environ 1° pour les grains d'Hostun (anguleux) et
de 2° pour les ooids de Caicos (qui sont beaucoup plus ronds).

9.3 Quelques résultats importants

Dans ce travail de thése, les outils d'analyse discréte des images mentionnées plus haut (incluant
un algorithme de comptage de contacts|D-Track et la corréltion d'images discréte pour la
mesure de rotation en 3D) ont été utilisés pour analyser les images 3D issues de la campagne
expérimentale décrite plus haut. Ceci impliqgue que pour chacune des trois sables étudiés, et pour
deux pressions de con nement di érentes, les cinématiques 3D de chaque grain (sauf un petite
pourcentage de grains perdus ) est mesuré entre tous les incrément acquis pendant I'essai.

Dans un premier moment ceci permets de vérier que la cinématique des grains au tout
début de chaque essai corresponds a une déformation initialement homogéne pour répondre & une
attente intuitive du comportement des sols a des faibles déformations (bien avant une rupture
ou une bifurcation dans le comportement). Ce genre de véri cations n'est pas normalement
possible dans un essai triaxial classique, donc est loin de faire partie d'un standard d'opération,
mais par contre ce genre de véri cation peut aider a s'assurer que des échantillons petits tels que
ceux étudiés se déforment de maniére homogéne. Un défaut géométrique de I'ordre de la taille
d'un grain corresponds a un tres grand défaut de préparation quand rapporté a la taille d'un
échantillon normal.

Prenant I'échantillon COEAQ1 comme exemple du genre d'analyse possible au sein de la
campagne expérimentale, la Figure 9.7 montre dans un premier moment la réponse mécanique,
macroscopique de cette éprouvette en compression triaxiale sous un con nement de 100 kPa.
En haut on trouve R, le rapport de contrainte, et en bas la déformation volumique, les deux
dessinées par rapport au taux de raccourcissement axial.

Cette réponse mécanique est ce qui est attendu d'un échantillon de sable dense: un pic
dans la réponse en contrainte, avec un adoucissement vers un plateau de contrainte résiduelle
aprés environ 9% de raccourcissement axial. D'un point de vue de déformation volumique, la
réponse de I'échantillon COEAOQ1 est aussi comme attendu pour un sable dense: avec une légére
contraction tout au début du chargement, suivi par une dilatance importante de I'échantillon qui
se stabilise quand la contrainte résiduelle est obtenue. La courbe supérieure est numérotée a 17
points distincts, qui correspondent aussi a une relaxation de la contrainte axiale a ces points-ci,
le chargement axial est interrompu pour faire un scan tomographique de I'échantillon.

Les Figures 9.8 et 9.9 montrent des coupes prises de I'essai COEAQ1, chacune orientée de la
méme maniére par rapport a la téte de chargement supérieure de I'échantillon, qui reste immobile
(le chargement axial se fait en comprimant I'échantillon du bas, vers le haut). Ces coupes sont
orientées de telle maniere a contenir a la fois I'axe verticale de I'échantillon, et le vecteur normale
a la bande de cisaillement qui nit par se propager a travers I'échantillon a la n de l'essai.

La Figure 9.8 montre des coupes dans un champs de porosité, mesuré de la maniere men-
tionné plus haut. Cette mesure montre une distribution initialement homogeéne de la porosité de
I'echantillon, qui ensuite se localise en une bande de porosité plus élevée traversant I'échantillon
de maniere diagonale. Cette mesure mesoscopique par rapport a la taille de I'échantillon est
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Figure 9.6: Diagramme d'opération montrant I'implémentation de la corrélation discréte 3D avec ID-
Track, ce qui permets la mesure des la transformation rigide des graindN =1 dans cet travalil
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Figure 9.7: Réponse macroscopique de contrainte/déformation de I'échantillon COEA01
COEA01-01 | COEA01-03 | COEA01-04 | COEA01-05 | COEA01-06 | COEAO01-07
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Figure 9.8: Des coupes dans une mesure d'un champs 3D porosité en di érentes états de I'essai COEAO1

nommée de cette facon pour souligner que c'est une mesure qui resbeale par rapport aux
mesures macroscopigues, mais reste a une échelle supérieure aux mesures a |'échelle du grain.
Les coupes dans la Figure 9.9 coupes sont un moyen pratigue de montrer des quantités
scalaires attachées aux grains la premiére série d'images montre une quantité discrete attachée
aux grains, calculée dans chaque image segmentée: le nombre de coordination de chaque grain
(c'est-a-dire le nombre d'autres grain dont chaque grain est en contact une information qui
vient directement de I'algorithme de séparation d'objets, le ligne de partage d'eaux). L'évolution
de cette quantité dans l'espace et dans le temps montre que au début de l'essai il y a une
distribution qui semble (au moins selon la coupe) assez homogéne de nombre de coordination,
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Figure 9.9: Certaines coupes verticales sélectionnées de I'essai COEAQLl. Chaque grain est coloré en
fonction d'une quantité scalaire (dans ce cas le nombre de coordination de chaque grain, le déplacement
vertical de chaque grain (un déplacement négatif = vers le haut), ou l'intensité de la rotation 3D de chaque
grain), et une charte de couleur qui est donnée pour chaque scalaire. Pour les deuxiemes et troisiémes
quantités (celles issues de ID-Track et de la corrélation discréte appliquée aux grain respectivement) les
grains non-suivis sont montrés en gris clair.

mais étant loin d'une seule valeur pour tous les grains: en e et la grosse dispersion dans ces
valeurs est un résultat de la distribution des tailles des grains qui forment I'échantillon: méme si
celle-ci est une distribution trés serrée par rapport a des matériaux naturels, elle n'est pas non-
plus une distribution mono-disperse, ce qui a son tour veux dire que méme un grain légerement
plus grand que ses voisins a la possibilité d'avoir quelques contacts de plus. L'évolution dans
le temps de la distribution du nombre de coordination des grains dans cette coupe montre une
perte de contacts dans une bande qui traverse I'échantillon du bas du c6té gauche jusqu'en haut
c6té droit. Ceci est en correspondance avec une bande de cisaillement dilatante, ou la perte de
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contacts des grains dans la bande corresponds a une augmentation de volume, ou dilatance (ce
qui est con rmé par I'augmentation de la porosité dans la bande vue ci-dessus).

Les lignes centrale et basse de la Figure 9.9 montrent des quantités attachés aux grains qui
sont dérivées du suivi des grains d'un incrément au prochain. Les composantes verticales des
vecteurs de déplacement calculé pour chaque grain montrent, au tout début de I'essai un champ de
déplacement vertical axi-symétrique, ce qui corresponds a un champ de déformatiaz constant,
chose qui est encourageante pour la qualité géométrique initial de I'échantillon COEAOQ1, et sa
réponse initiale. Apres ce premier incrément, I'organisation spatiale du déplacement verticale des
grains s'éloigne d'un champ axi-symétrique et subit une rotation progressive. Clairement visible
aussi est la concentration dugradient de déplacement: dans le dernier incrément présenté, il est
clair gqu'il y a un déplacement nul dans la partie supérieure de I'échantillon, tandis que la partie
inférieure a un champ déplacement qui corresponds a unetation rigide de la partie inférieure.

La concentration principale de la déformation est dans une bande qui au milieu de I'échantillon,
une bande de cisaillement. La palette de couleur ne facilite pas I'analyse de ces quantités, di
aux valeurs extrémes aux bords du mécanisme a caractériser.

Les rotations des grains montrés sur la ligne basse de la Figure 9.9 montrent la partie scalaire
de rotation quand une rotation tridimensionelle est exprimée en tant que une axe de rotation
et un scalaire de rotation autour de cet axe. Ces résultats montrent qu'au début de l'essai |l
a y pratiquement pas de rotations importantes. A la n de l'essai la situation est aussi trés
simple: le haut et le bas de I'échantillon n'ont pas de rotations intenses, les rotations intenses
sont toutes concentrées dans une bande d'une épaisseur de quelques grains. La transition entre
ces deux états soi-disant simples est une transition complexe |'apparition progressive d'une
zone large (quand elle est comparée a la bande nale) ou les rotations sont concentrés se voit dés
le deuxiéme incrément. Au pic de la contrainte macroscopique (incrément 05-06), la zone des
rotation élevées est plus concentrée que dans le deuxieme incrément, et on percoit un nombre de
grains en contact ou on pourrait avancer I'hypothése qu'ils se transmettent une composante de
leur rotation.

Pour mieux faire le lien entre ces mesures microscopiques, a I'échelle du grain, et les quantités
plus usuelles de la mécanique des milieux continus, des quantités telles que la déformation peuvent
étre dé nies a micro-échelle, dans le style de ce qui est proposé dans Bagi (1996). Dans ce cas
spéci que, les vecteurs de déplacement incrémentaux des grains sont insérés dans le programme
d'Elements Discrets Yade 'milauer et al. (2010), ce qui permets dans un premier moment de
faire une tesselation 3D par tétraédre de tous les centres des grains, et en insérant la cinématique,
de calculer la déformation sur le volume du tétraédre. Le deuxiéme invariant de ce champs (la
déformation déviatoire) est montré pour lI'essai COEA01 dans la Figur@?, a droite. Ce champs
se compare bien aux rotations dans le méme incrément montrés en bas, mais révéle aussi des
concentrations dans le cisaillement dans la bande. Dans la méme gure des champs similaires
sont montrés pour un incrément dans |'état résiduel d'un essai sur les autres deux a la méme
pression de con nement (100 kPa). Etudiant les rotation en comparant a I'essai COEAQ1, c'est
clair que le mécanisme de déformation dans la bande de cisaillement est d'un premier d'abord
similaire. Une analyse plus en détail révele que dans HNEAOQO1 il y a une zone plus épaisse
avec des rotations faibles (par rapport a la bande) mais non-nulles que dans COEAQO1 ceci est
expliqué par le fait que les grains beaucoup plus anguleux du sable d'Hostun ont beaucoup moins
de liberté de tourner sans engendrer des rotations dans des grains voisins. Puisque la bande de
cisaillement qui est bien mire dans tous les cas de Figure 9.10, les gros déplacements imposés
sur I'échantillon impliquent un fort taux de cisaillement, tout concentré dans la bande, qui pour
déplacer les grains demande une rotation, qui donc se manifeste di éremment d'un matériau a
un autre. Le cas du sable d'Ottawa présente un cas intermédiaire entre les autres deux. La
rotation moins libre des grains d'Hostun est certainement une raisons pour laquelle la contrainte
résiduelle pour ce matériau est plus élevée que pour les autres deux, plus ronds.

L'analyse micro-mécanigue de tous les essais est fait en détail dans le Chapitre 6.
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Figure 9.10: Comparaison des mesures micro-mécaniques faites dans I'état résiduel des essais HNEAO1
(sable d'Hostun), OUEAOQ6 (sable d'Ottawa) et COEAQ1 (Caicos Ooids)

Le chapitre suivant (c'est-a-dire le Chapitre 7) montre des applications réelles du genre de
donnée issue de ce travail dans le mode de la mécanique des milieux granulaires. Deux exemples
sont choisis: le premier une simulation utilisation la méthode des éléments discrets, mais avec
un arrangement de grains de sable réalistes. L'ensemble granulaire, en e et, est construit a
partir d'un sous-volume dans un échantillon et la géométrie de chaque grain dans ce sous-volume
est individuellement décrit au sein de la simulation. Le deuxiéme exemple de l'utilisation des
résultats issues de cette travail est une analyse utilisant les réseaux complexes de I'ensemble de
la cinématique de nombreux essais. Dans cette approche, des réseaux complexes sont crées en
ignorant la position spatiale des grains, et en mettant en proximité seulement des grains avec
une cinématique similaire. Ce réseau de pointsi(e., grains) dans cet espace est ensuite connecté
par un critére de proximité (qui est dé nit comme la plus petite valeur de proximité qui permets
d'avoir tous les points connectés dans un graphe). Une foi le réseau dé ni, des propriétés telles
gue la connectivité sont calculés, et peuvent étre mises en jeu pour détecter avec le cinématique
initiale I'endroit ou se trouvera la bande a la n de l'essai.
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9.4 Conclusions

En conclusion dans ce travail de thése, une campagne expérimentale d'essais de compression
triaxiale sur trois di érents types sables (d'angularité di érente) a été réalisé sur des échantillons

de taille réduite & n de permettre la réalisation de ces essaifn-situ dans un tomographe a
rayons-x, ce qui permets de faire une image tridimensionelle de I'échantillon a plusieurs reprises
pendant I'essai. Un nombre d'outils ont étés mis au point pour permettre l'analyse de ces images

a I'échelle du grain, et aussi le suivi des grains entre les di érents images acquises pendant un
essai. Ces mesures micro-mécaniques ont été présentés pour les di érents essais réalisés. La mise
en relation de certaines mesures micro-mécanigues par exemple la nature de la rotation des
grains dans une bande de cisaillement mire avec des phénoménes macroscopiques par exemple
la contrainte résiduelle. Cette démarche micro-macro, qui est juste amorcée dans ce travail est
trés prometteuse vu les e orts de la communauté dans la direction de la micro-mécaniques, a
la fois dans la modélisation explicite, telle que les éléments discrets, ou avec la prise en compte
de paramétres micro-mécaniques (telles que les tenseurs de texture (fabric tensors) dans des
modeéles continus.
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